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Abstract 
Objective: This systematic review aimed to evaluate the longevity of ceramic onlays and identify the 

factors that influence their survival. 

Materials and methods: An electronic search was conducted through PubMed (MEDLINE), Goo- gle 

Scholar and Cochrane Library, up to August 2017. The literature search aimed to retrieve all the 

clinical studies on the longevity of ceramic onlays. Ceramic onlay was defined as any partial ceramic 

restoration that covers at least one cusp. 

Results: A total of 21 studies met the selection criteria and were deemed suitable for this review. 

The medium-term studies (2–5 years) indicated a survival rate of 91-100%, and the long term stud- 

ies (more than 5 years) showed a survival rate of 71–98.5%. The most common reason of failure was 

fracture, followed by debonding and caries. The most common patterns of deterioration were loss of 

margin integrity and discoloration. Onlay longevity can be enhanced if the preparation allows for at 

least 2 mm occlusal ceramic thickness and incorporates additional retentive features. Restoring 

teeth that are nonvital, teeth in a more posterior region, or teeth for patients with paraf- unctional 

habits appears to be associated with greater ceramic failure. Fabrication materials and methods, and 

adhesive bonding system did not seem to influence onlay longevity. 

Conclusions: The clinical performance of the ceramic onlay appears acceptable regardless of the 

follow-up duration. Fracture of the ceramic onlay is the predominant cause of failure, and the most 

observed form of deterioration was associated with the restoration margin. 

Clinical significance:  Ceramic onlay appears to be a reliable option to restore posterior teeth. The 

most common pattern of failure is fracture of the ceramic material. The risk of ceramic onlay failure 

seems to increase if the restored tooth is nonvital and the patient demonstrates parafunctional 

habits. 

Introduction 
Despite the outstanding performance of metal onlays and crowns,1–3 their unappealing appearance 

discourages patients from choosing them. Over the last 20 years, ceramic restorations have become 

very popular and routinely used in clinical practice. This is further driven by the significant 

developments that have improved the mechanical and optical properties of ceramic materials 

available for dental restorations.4–6 In addition, the development of modern manufacturing 

techniques has reduced the risk of internal flaw development within the ceramic material, which can 
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further enhance its performance.7,8 In parallel to ceramic improvements, there have been advances 

in adhesive and cementation agents that combine enhanced bonding between 

 the tooth and the ceramic material and ease of use.9–11 Consequently, a new range of 

conservative, tooth-colored and durable restorative options are available.7,8,12,13 Contemporary 

ceramics have been used to restore teeth with inlays, onlays, crowns, or even fixed partial dentures. 

The clinical studies have confirmed the successful use of ceramics as dental restorative 

materials.14,15 However, due to the considerable variation, it can be challenging to compare 

outcomes between studies, materials and restoration types. A number of reviews have collated this 

information to identify the success and survival of different ceramic restorations and also identify 

the biological and technical complications that exist.16–20  However,  to  the  authors’  knowledge,  

there  are  no reviews collating the clinical outcomes specifically of ceramic onlay restorations, 

where the partial ceramic restorations cover all or some of the cusps. The choice to place a ceramic 

onlay is driven by the need for protecting the tooth with cuspal coverage whilst trying to avoid a 

traditional crown which has been shown to significantly affect the amount of remaining tooth 

structure.21,22 Detailed analysis on the longevity of ceramic onlay restorations is necessary as it will 

further confirm the suitability of this conservative option. Subsequently, this qualitative systematic 

review was undertaken to (1) evaluate the longevity of ceramic onlays and (2) identify the factors 

that influence the survival of a ceramic onlay. 

Materials and methods 
In August 2017, a detailed electronic literature search on ceramic onlay longevity was completed by 

the two reviewers. The search aimed to retrieve all the clinical studies that evaluated the longevity 

of ceramic onlays. No year limit was applied. For the purpose of this systematic review, any partial 

ceramic restoration that covers at least one cusp was considered a ceramic onlay. This may include 

partial crown or overlay restorations. The search was conducted through PubMed (MEDLINE), 

Google Scholar and Cochrane Registrar of Controlled Tri- als. The Boolean operator of the PubMed 

dataset was implemented to combine the following mix of key words: (“onlay” OR “partial crown” 

OR “partial coverage” OR “occlusal veneer” OR “restoration”) AND (“ceramic” OR “porcelain”) AND 

(“clinical” OR “longevity” OR “evalua- tion” OR “survival” OR “performance”) AND (“dental” OR 

“dentition”) NOT (“implant” OR “bridge” OR “denture”). The Cochrane Database was searched to 

retrieve all the articles related to ceramic and porce- lain. The Google Scholar search engine was 

utilized to retrieve addi- tional studies by combining key words such as “ceramic,” “porcelain,” 

“onlay,” “partial crown,” “longevity,” and “clinical.” No year limit was applied for the literature 

search. 

The selection of the articles was performed in three stages: (1) selection according to the relevance 

of the title, (2) selection according to the relevance of the abstract, and (3) full text analysis and 

cross- matching against inclusion criteria (Table 1). After selection of the rele- vant studies, their 

bibliographies were searched for additional possible relevant studies. The two reviewers 

independently screened the retrieved articles, and the agreement level (Cohen’s kappa coefficient) 

was calculated. To reach a consensus, any disagreement was resolved by discussion and referring to 

the inclusion criteria. 

Critical Appraisal Skills Programme (CASP) guidelines were used to evaluate the  methodological  

quality  of  the  selected  articles.23  The CASP guidelines aim to ensure the study’s trustworthiness, 

importance of the study’s results and the study’s relevance to the area of practice. This was achieved 

by asking 12 questions for every article (Table 2). For each guideline question, a score of 1 was given 



if the answer was yes. If the answer was no or unclear, a score of 0 was given. Therefore, according 

to this assessment, the highest score that can be achieved is 

12. An overall quality rating for each study was determined as high (12-10), high-moderate (9-8), 

moderate (7-5), moderate-low (4-3) and low (2-0). 

Results 

3.1 Literature search 
The electronic search disclosed a total of 2 262 articles. Title analysis led to the exclusion of 2 202 

articles. After reading the abstracts, additional 26 articles were excluded. Therefore, 34 articles were 

analysed by reading the full-text and cross-matching against the inclusion criteria. The reviewers’ 

agreement had Cohen’s kappa value of 92.3%. In situations where multiple follow-up papers were 

published by the same research group, the most recent paper was selected. This led to the exclusion 

of an additional 17 articles  (Table  3).24–40  Reviewing  the references of the remaining 17 articles 

disclosed additional 4 articles suitable for inclusion. Therefore, a total of 21 articles were deemed 

suitable for inclusion in this review (Table  4).14,41–60  Nine  studies (42.9%) were retrospective and 

12 studies (57.1%) were prospective. Four of the prospective studies  were  split  mouth  

studies.48,52,55,58 Because of the inevitable heterogeneity of the included studies, when- ever 

possible, the relevant information on failure pattern and deterioration pattern were extracted. 

Further, the relevant information on the variables that can influence onlay longevity were reported. 

3.2 Description of studies 
According to CASP guidelines, the studies’ quality scores ranged from 7 to 12. A total of 16 studies 

(76.2%) had a quality rated as high, 3 studies (14.3%) had a quality rating of high-moderate and 2 

studies (9.5%) were rated to have a moderate quality. The included studies evaluated the longevity 

of ceramic onlays fabricated from glass-ceramic materials such as feldspathic, castable ceramics 

(Dicor), leucite- reinforced and lithium disilicate ceramics. Only one study included onlays fabricated 

from polymer-infiltrated ceramic (Enamic).60 The fabrication methods were: sintering, hot pressing, 

chairside CAD/CAM and laboratory CAD/CAM. In addition to ceramic onlays, some studies included 

onlays fabricated from different materials such as porcelain fused-to-metal (PFM), indirect 

composite resin and gold. Further, some studies included ceramic inlay restorations where no cusp 

coverage was involved. The number of patients included in the studies ranged from 12 to 110 

patients. The patients’ age range was 15–81 years. The duration periods of the studies varied from 2 

to 15 years. 

Several of the included studies evaluated the effect of the follow- ing variables on the ceramic onlay 

longevity: ceramic onlay fabrication materials and methods,46,47,55,60 vitality of the restored 

tooth,14,43,44,54 location   in   the   arch,14,43,44,46,47,49,50,53   preparation   and   

extension,14,41,44,46,47,49,54,56       adhesive       and       cementation systems,14,43,44,51,53,58 

and parafunctional activities.14,41,43,47,50 

All the included studies measured the survival rate. In addition, most of the studies determined the 

failure patterns, which were extracted and presented in a stacked column graph. Most of the studies 

monitored the time-dependent onlay degradation patterns in relation to the following criteria: 

margin integrity, margin discoloration, anatomic form, color match, caries and sensitivity. The 

majority of the studies implemented a form of universal index (e.g., USPHS or CDA). For each of the 

degradation criteria, the proportions of successful, surviving and failing restorations were also 

calculated and presented in stacked column graphs. Success indicates that the variable fulfilled the 

highest criteria of the author’s standard. Survival reflects that the restoration suffered from 



deterioration that did not necessitate replacement. Failure was considered when the restoration had 

to be replaced. In situations where the studies included deterioration out- comes at different 

periods of the study, the deterioration outcome pro- portions in each evaluation period were 

calculated. 

3.3 Outcome 

3.3.1 Onlay longevity/survival 

According to the medium-term studies (2–5 years) the survival rate had a range of 91–100%.44–

46,48,49,51,53,54,56,57,59,60 The longer term studies (more than 5 years) generally indicated a 

reduced survival rate (71– 98.5%).14,41–43,47,50,52,55,58  The  causes  of  ceramic  onlay  failure  

were grouped as onlay fracture, debonding (loss of retention), caries and other causes such as 

endodontic complications, periodontal complications and extraction of the restored tooth (Figure 1). 

By far, the most frequently reported failure pattern was fracture of the onlay and/or the tooth, 

which was observed in 16 studies (76.2%).14,41–44,47,49–52,54–56,58–60  The  fracture  

percentage  of  all  the failures ranged from 29.1 to 83.3%. In fact, some studies found onlay fracture 

as the only failure pattern.42,50,51,54,55 The second most com- mon pattern of failure was 

debonding, which was reported by nine studies   (42.9%).43,44,47,49,52,56–58,60   The   percentage   

of   debonding ranged from 12.0 to 60.0% of all failures. The third cause of onlay fail- ure was caries 

and it was reported by 6 studies (28.6%) (incidence of 6.3% to 40.0% of all 

failures).14,43,44,57,58,60 

3.3.2 Onlay deterioration 

Regardless of the onlay restorative material and technique, there was a consistent and time-

dependent deterioration of the onlays. The commonly observed deterioration patterns were related 

to margin integrity, margin discoloration, surface roughness, color match and anatomical form. 

The most frequent form of deterioration was associated with margin quality  (integrity  and  

discoloration).  Fourteen  studies  (66.7%) reported deterioration of margin integrity (adaptation) in 

the range of 6.9–86.7% (Figure 2).41,43,44,48–53,55,57–60 It appears that even at base- line, most 

of the studies reported minor deficiencies of the margin integrity. As the duration of service 

increased, the success of margin integrity was markedly reduced. However, the prevalence of 

unacceptable margin integrity occurred in 0–17.8% of the onlays. Thus, although the margin integrity 

of ceramic onlays is likely to deteriorate, the prevalence of unacceptable margin integrity was low. 

The second most frequent form of deterioration was margin dis- coloration and this was reported by 

13 studies (61.9%).42–44,48,49,51–53,55,57–60 Relatively high levels of margin discoloration were 

documented (ranging from 5.0 to 88.2% of the restorations) (Figure 3). However, the prevalence of 

unacceptable margin discoloration was generally low (0 to 0.5%), except in one study that reported a 

44.7% incidence of unacceptable margin discoloration after 6.5 years.58 

Onlay color match, surface roughness and contour deteriorations were  less  prevalent.  Eleven  

studies  (52.4%)  observed  deficiency  in onlay  color match,43,44,48–51,53,55,57,59,60 that was in 

the range of 0– 75.0% of the onlays (Figure 4). However, unacceptable color match was reported to 

occur in up to 4.0% of the onlays. Increase in surface roughness  occurred  in  12  studies  (57.1%)  

and  affected  up  to  4.0– 87.5% of the ceramic onlays (Figure 5).43,44,48–50,52,53,55–59 In 

general, the  rate  of  unacceptable  surface  roughness  was  low  (0–10.4%  of onlays). Contour or 

anatomic form was evaluated by 14 studies (66.7%) (Figure 6),43,44,48–53,55–60 and limitations in 

the contour were found to be in the range of 0–60.0% on the onlays. The unacceptable contour rate 

was low and in the range of 0–16.2%. It appears that there were considerable variations in the color 



match, surface roughness and con- tour among the studies, even at baseline. Nevertheless, the low 

incidence of onlay failure due to these variables indicates that they are not major limitations of 

ceramic onlays. 

On the contrary, few papers (23.8%) reviewed the occurrence of hypersensitivity, which was more 

prevalent at baseline (Figure 7).45,51,52,58,59  However,  the  studies  consistently  reported  

reduction and disappearance of the hypersensitivity, which indicates that the hypersensitivity after 

onlay cementation is of a transient nature. 

3.3.3 Factors influencing onlay outcome 

Preparation and extension 

Three studies (14.3%) evaluated the effect of preparation variables on onlays longevity.43,47,54 

Smales and Etemadi found no clear influence of preparation thickness (2.1–3.2 mm floor depth 

reduction, and 1.6–2.6 mm working cusp reduction) and taper on fracture of molar felspathic 

onlays.47 van Dijken and Hasselrot evaluated four preparation designs for leucite-reinforced 

ceramic: (1) partial coverage with no shoulder, (2) partial coverage with minimal retentive features 

(shoulder or chamfer), (3) full coverage with minimal retentive features (shoulder or chamfer 

addition) and (4) endodontically treated teeth with no retention (no post or core).43 The 4th group 

had the greatest failure rate (37%), followed by the 1st group (34.5%). The 2nd (18.2%) and 3rd 

(22.6%) groups were relatively similar and had the most superior out- come. Their results indicated 

that incorporation of retentive features within the preparation may reduce the failure of onlay 

restorations.43 

Murgueitio and Brenal evaluated the effect of three leucite- reinforced  onlay  occlusal  thicknesses:  

thin  (1–1.4  mm),  medium (1.5–1.9 mm), and thick (2 mm or more).54 They found that increased 

leucite-reinforced ceramic onlay thickness reduced the probability of failures, and 85.7% of the 

fractures were for onlays with thicknesses <2 mm. 

Five studies (23.8%) included comparisons between ceramic onlays and ceramic inlays. Felden et al. 

found significantly lower  survival probability for onlays (cast, pressed, sintered and milled) than 

inlays over a 7-year period.42 However, they attributed the failures to the inclusion of weak ceramic 

material such as castable ceramic. On the other hand, three studies found that onlays exhibited 

better longevity than inlays.46,49,56 Over 5 years, Arnelund et al. reported an insignificantly higher 

tendency of failure for inlays than onlays (pressed leucite- reinforced or sintered feldspathic).46 

Likewise, after 4 years, Naeselius et al., and Klink and Huettig had found significantly better survival 

for onlays than inlays for pressed leucite-reinforced and feldspathic ceramics respectively.49,56 

However, after 8.5 years, Beier et al. had found no significant difference between onlays and inlays 

fabricated from feldspathic ceramic.14 

Therefore, it appears from the available studies, ceramic onlay longevity, specifically fabricated from 

leucite-reinforced, may be enhanced by providing sufficient occlusal thickness of at least 2 mm. 

Retentive features appear to have a positive effect. There is tendency for the ceramic onlays to be 

associated with a better clinical outcome than inlays. However, more standardized studies are 

needed to confirm these outcomes. 

Fabrication materials and methods 

Four studies (19.1%) compared different materials and methods for fabricating the ceramic 

onlays.42,46,55,60 After evaluating cast, pressed, milled and sintered ceramics, Felden et al. found 

92.9% of the fractures occurred in restorations fabricated from cast ceramics over 7 years.42 Over 5 



years, Arnelund et al. found no difference in the clinical performance of sintered feldspathic ceramic 

and pressed leucite- reinforced ceramic.46 After 7 years, Guess et al. found milled leucite- reinforced 

ceramic and pressed lithium disilicate ceramic onlays to have similar reliability.55 Interestingly, 

milled inlays exhibited increased sur- face roughness and a more deficient color match, which may 

be attributed to the milling process. A 3 years study indicated that onlays fabricated from chairside 

CAD/CAM feldspathic and polymer- infiltrated ceramics have similar clinical outcome.60 Therefore, 

with the exception of cast ceramic onlays which are not applicable to contemporary dental practice, 

none of the available studies reported systemic superiority of any material or fabrication method. 

This is further sup- ported by the rest of the studies that indicated the feasibility of ceramic onlays 

regardless of the material used and the method of fabrication. Further, the evaluated CAD/CAM 

systems appear to provide an acceptable outcome. 

Three studies (14.3%) compared the longevity of ceramic onlays against alternative onlay 

materials.47,48,52 Smales and Etimadi compared feldspathic ceramic onlays and PFM onlays. In 

general, the two materi- als demonstrated similar clinical performance over the 6-year period.47 

Kaytan et al. compared ceramic onlays (pressed leucite-reinforced) and composite resin onlays over 

2 years.48 Overall, the two materials were similar, except for the color match, which was superior 

for the ceramic onlays. Over 5.5 years, Federlin et al. compared ceramic onlays against gold onlays. 

They found that although the survival was similar for the two onlay materials, ceramic onlays had 

inferior stability of margin integrity, margin discoloration and anatomic form.52 

Therefore, studies to date suggest there is no indication that one ceramic material performs better 

than another, and the fabrication methods appear to minimally influence the ceramic onlay 

performance. After comparing ceramic onlay materials to indirect composite or cast gold 

restorations, it appears that the survival rate is similar. However, the gold onlays tend to be more 

resistant to deterioration, whilst the indirect composite onlays tend to be inferior to ceramic onlays. 

Restoration location 

Six studies (28.6%) reported the implication of restoration location on 

longevity.14,46,47,49,50,54,59 Arnelund et al. indicated that molar onlays were four times more 

likely to fail than premolar onlays.46 Similarly, the studies by Smales and Etemadi, and Otto and 

Schneider found molar onlays had three times more fracture than premolar onlays.47,50 The other 

studies found that failures occurred on molars only.49,54,59 In one of these studies, ceramic onlays 

on 2nd molars were five times more susceptible to fail than those on 1st molars.54 On the other 

hand, Beier et al. did not report significant difference of the survival for ceramic onlays on premolars 

and molars.14 

Bonding and cementation agents 

Although several adhesives and cementation agents were implemented, overall, the studies did not 

clearly disclose a preference for one system over another. Five studies (23.8%) evaluated the impact 

of bonding and cementation agents on ceramic onlays longevity.43,44,51,53,58 Two stud- ies found 

no difference between dual-cured and self-cured composite cements.43,44 Similarly, Barnes et al. 

and Atali et al. found no difference between different dual-cured composite cements.51,53 In a 

cross mouth study, Baader et al. evaluated two different cementation protocols using self-adhesive 

resin cementation material. Half of the onlays were cemented with selective enamel etching and the 

other half were cemented without selective enamel etching.58 Both of the cementation methods 

experienced deterioration over time with respect to margin integrity and margin discoloration. They 

observed a significantly higher survival rate after selective etching than without, which led them to 



recommending selective etching prior to the use of self-adhesive resin cement when covering 

multiple cusps with reduced retention and tooth structure. 

Tooth vitality 

Four studies (19.1%) reported the outcome of ceramic onlays on vital and non-vital 

teeth.14,43,44,54 The consensus of the studies is that vital teeth have a more favorable outcome 

and were less likely to fail than nonvital teeth. Nevertheless, three studies were conducted solely on 

non-vital teeth and the authors reported an acceptable outcome.53,57,60 

Parafunctional habits 

Four 4 studies (19.1%) clearly stated that they excluded patients with parafunctional 

habits45,48,55,57 and several studies (57.1%) did not pro- vide  any  specification.41,44,46,49,51–

54,56,58–60  A  total  of  five  studies (23.8%) reported the effect of parafunctional habits on the 

longevity of onlays,14,42,43,47,50 and 4 of them showed a negative effect of parafunctional habits 

on onlay longevity. Felden et al. found all the fractures occurred in patients with signs of attrition.42 

Smales and Etemadi, and van Dijken and Hasselrot reported a greater chance for onlays failure for 

patients with parafunctional habits.43,47 Some studies found that patients with multiple fractures 

had bruxism.50,59 On the contrary, Beier et al. indicated no greater risk for patients with bruxism.14 

Discussion  

4.1 Ceramic onlay survival 
This review confirms that ceramic onlays have an acceptable medium- term survival (91–100%) and 

long-term survival (71%–98.5%). This finding is consistent with other reviews assessing survival of 

ceramic restorations.16–19 A literature review by El-Mowafy and Brochu identified that survival 

rates for ceramic restorations ranged from 96% at 4.5 years  to  91%  at  7  years.16  Pieger  et  al.  

demonstrated  that  ceramic crowns had a cumulative survival rate of 97.8% at 5 years, and 96.7% at 

10 years.19 More recently, a systematic review by Morimoto et al. showed that the estimated 

survival rate for the ceramic restorations was 95% at 5 years and 91% at 10 years.18 Similar to this 

study, these reviews on ceramic restorations consistently reported that fracture is the most frequent 

type of ceramic restoration failure,16–19 which can be attributed to ceramic vulnerability to fatigue 

and crack propagation from internal or external surfaces.7 

 The second most common cause for ceramic onlay failure is debonding which reflects failure at the 

cementation interface. Although the use of adhesives is commonplace in the modern dental 

practice, the  procedure  for  ceramic  bonding  remains  technique  sensitive.9,43 Factors that 

complicate ceramic adhesion include cement manipulation and adherence  to bonding  protocol,  

moisture control  and etching.58 This is even more important for onlays due to the generally less 

retentive preparation and the greater reliance on the adhesive bonding to retain the restoration. 

However, from the studies assessed, due to the number of different types of adhesives, cements, 

treatments of the ceramic surface and variable isolation techniques used, it was impossible to 

observe a relationship between the cementation procedure and debonding. It was noted that, in one 

study, the involved clinicians had a different failure rate of ceramic restorations, which may be 

attributed to different cementation techniques and clinical experience.44 

In comparison with other indirect onlay restorations (PFM, composite and gold), the limited data 

illustrates that ceramic onlays yield a generally comparable survival outcome.47,48,52 While the 

longevity of ceramic onlays appear to be similar to composite onlays, ceramic onlays have the 

advantage of being more color stable.48 Such observations can be due to the stability of ceramic 



material in the oral environment as opposed to composite resin material which is more prone to 

surface wear and discoloration.17,48 On the other hand, according to the present review, ceramic 

onlays have inferior stability (anatomic form, mar- gin  integrity  and  discoloration)  to  gold  

onlays.52  Earlier  published studies assessing survival of gold onlays indicated similar survival to the 

observed outcome of ceramic onlays. The 10-year survival rates for gold onlays have been reported 

as 96.1 , 94.5,   and 97%.   However, the failure pattern for gold onlay is somewhat different from 

ceramic onlays. Studer et al. identified in their study that the predominant rea- sons for failure of the 

gold onlays being secondary caries and loss of retention.1 These results for gold onlays, when 

compared with the results from this review, illustrate that onlay restorations constructed from 

ceramic are at risk of failing by nature of the ceramic material itself. Because of the vulnerability of 

ceramic onlays to fracture, it is reasonable for the clinician to consider factors or modify their tech- 

nique and selection criteria to enhance the outcome of ceramic onlays, which will be discussed later. 

4.2 Ceramic onlay deterioration 
The reviewed studies revealed time dependent degradation of the ceramic onlays that was more 

noticeable in the long-term studies. The most common form of deterioration was associated with 

the restora- tion margins.41,43–45,48–53,55,57,58 Margin integrity and discoloration are most likely 

influenced by the intimacy of margin fit of the ceramic res- toration, and mechanical and chemical 

degradation of the adhesive cement. Such problems are further accentuated if there is inaccuracy in 

the margin fit of the ceramic restoration, or failure to seat the restora- tion due to the viscosity of 

composite cements. A laboratory investiga- tion indicated a relationship exists between the width of 

the margin gap and the depth of margin deficiency.10 Further, an SEM analysis of cemented inlays 

reported that the wider gap between the ceramic and tooth structure is associated with increased 

wear of the cementation composite and subsequent development of a margin deficiency.11 Further, 

a wider gap will increase the portion of cement that is subjected to water sorption and eventual 

hydrolysis and plasticing of the polymer contents.43 In effect, loss of the resin cement at the tooth-

restoration interface creates an irregular surface that is susceptible to staining. 

Whilst this pattern of deterioration did not influence the survival of ceramic onlays, it may have 

important clinical consequences. In particular, if a patient is driven for an esthetic restoration, 

staining at the margin may compromise the patient’s acceptance of the restoration in the long run. 

4.3 Factors influencing ceramic onlay longevity 
Despite the variations in ceramic materials composition and production methods, no relationship 

was evident between ceramic material and fabrication method, and ceramic onlay failure 

rate.42,46,55 This systematic review indicates that more modern technologies for manufacturing 

ceramic onlays, such as chairside and laboratory CAD/CAM systems, appear to be comparable to 

conventional methods for producing ceramic onlays. This observation will most likely continue in the 

future with further advancement in the precision of digital dentistry. The similarity in the outcome of 

the onlay restorations regardless of the material and fabrication method can be attributed to the 

“strengthening effect” of adhesive bonding of a glass ceramic material. This applies to feldspathic, 

leucite-reinforced, and lithium disilicate ceramics, which can be attributed to adhesive cementation 

compensating for the mechanical differences between the different materials.18 Thus, while 

different ceramics exhibit different mechanical properties, the influence on the clinical performance 

is less obvious. In addition, the partial coverage nature of the ceramic onlays means the durability of 

the onlay is attained from the remaining tooth structure and the available enamel that can further 

enhance the adhesive bonding. On the other hand, no study assessed the outcome of densely 

sintered ceramics, such as zirconia, for onlay restorations. It would be interesting to see how these 



alternative ceramic materials with improved mechanical behavior would compare to the glass-

ceramic materials for onlays 

In terms of tooth preparation, it was stated by Murgueitio and Brenal that inadequate occlusal 

ceramic thickness was associated with onlay fracture.54 Occlusal ceramic thickness of at least 2 mm 

was reported to reduce the risk of fracture for the glass-ceramic leucite- reinforced onlays, which 

can be attributed to resistance of flexion and crack propagation.43,54 Further, addition of retentive 

features to the onlay preparation, such as shoulders or chamfers, was reported to enhance the 

survival of the ceramic onlays.43 Such retentive features will increase the bonding interface 

between the tooth and the ceramic which has the capacity to improve the retention and fracture 

resistance. Further, the retentive features will provide a defined path of insertion of the onlay which 

will facilitate seating during cementation and reduce the exposure of the cement at the margin. 

Whilst a number of studies identified that loss of tooth vitality negatively influenced the survival of 

ceramic onlays,14,43,44,54 it is difficult to conclude that loss of tooth vitality per se is a risk factor 

for ceramic onlay fracture as other studies indicated acceptable outcomes of ceramic onlays when 

restoring nonvital teeth.53,57 The inferior survival of non-vital teeth may otherwise be attributed to 

the lack of remaining tooth structure. Subsequently, in comparison to the vital tooth the restored 

nonvital tooth may have less capacity to support and retain the ceramic restoration.43,54 

An observed pattern from this review is ceramic onlays are prone to failure in a high stress 

environment such as patients with parafunctional habits/bruxism and restorations on teeth further 

in the posterior region. Overall there is a perception that bruxism is associated with greater ceramic 

restoration fracture which led some studies to exclude patients with signs of bruxism.45,48,55,57 

Other studies related ceramic fractures to the patient being a bruxist, evidenced with signs of 

attrition.14,43,47,50  However,  in  the  studies  reviewed,  it  is  challenging  to know if the ceramic 

fracture can be attributable directly with bruxism or alternative explanations such as the material 

used, clinical techni- ques and ceramic thickness. Further, it is not yet clear if additional clincal 

considerations should be implemented prior to placing ceramic restorations for patients with 

bruxism. The location of the onlay resto- ration within the dental arch has also been considered as a 

factor that may influence the longevity of a ceramic restoration. In the studies reviewed, despite a 

higher number of failures on molar teeth compared to premolars, this was not always 

significant.14,46,47,49,50,54 The tend- ency of greater ceramic onlay failure in the more posterior 

position in the arch may be attributed to increased occlusal forces on the more posterior teeth.54 To 

overcome the sensitivity of ceramic restorations to heavy occlusal forces, it has been suggested that 

metallic restora- tions are more ideal in areas where high occlusal forces are anticipated.13,52 

Although this systematic review provides updated understanding on ceramic onlays, it suffers from 

several limitations, mainly the limited number of studies and the heterogeneity of the materials and 

assessments used. Whilst the majority of the studies implemented a form of universal index (e.g., 

USPHS or CDA), the reporting of the information differed. One of the reasons behind this variation is 

the subjectivity in restoration evaluation, inevitable operators’ differences and the interre- lation 

between these variables. 

5 CONCLUSIONS 
Within the limitations of this study, it can be concluded that regardless of the follow-up duration, 

ceramic onlay restorations exhibited accept- able clinical outcomes. The most common pattern of 

failure of a ceramic onlay was fracture, followed by debonding. The most observed form of 

deterioration was associated with margin integrity and discoloration. Tooth preparation, tooth 

vitality and occlusal force appear to influence ceramic onlay survival. Different modern glass-ceramic 



materials, manufacturing techniques, and cementation materials have minimal effect on glass 

ceramic onlay survival. Future clinical research should aim to evaluated more optimized ceramic 

material and bonding technologies that can overcome the most common patterns of ceramic onlay 

failure and deterioration. In addition, the clinical studies should be more rigidly designed to isolate 

the factors that can influence the clinical outcome. 
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