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A challenge in three-dimensional tissue culture remains the lack of quantitative

information linking nutrient delivery and cellular distribution. Both in vivo and

in vitro, oxygen is delivered by diffusion from its source (blood vessel or the con-

struct margins). The oxygen level at a defined distance from its source depends

critically on the balance of diffusion and cellular metabolism. Cells may respond

to this oxygen environment through proliferation, death and chemotaxis, result-

ing in spatially resolved gradients in cellular density. This study extracts novel

spatially resolved and simultaneous data on tissue oxygenation, cellular pro-

liferation, viability and chemotaxis in three-dimensional spiralled, cellular

collagen constructs. Oxygen concentration gradients drove preferential cellu-

lar proliferation rates and viability in the higher oxygen zones and induced

chemotaxis along the spiral of the collagen construct; an oxygen gradient of

1.03 mmHg mm21 in the spiral direction induced a mean migratory speed

of 1015 mm day21. Although this movement was modest, it was effective in

balancing the system to a stable cell density distribution, and provided insights

into the natural cell mechanism for adapting cell number and activity to a

prevailing oxygen regime.
1. Introduction
A key requirement of any tissue-engineered construct is the ability to mimic in vivo
cellular function in an in vitro construct. This necessitates a three-dimensional

culture environment in which both the mechanical and chemical environment of

the cells can be controlled and cellular function (e.g. gene expression and cellular

morphology) tested [1–3]. Biocompatibility, integration once implanted in vivo,

material support of the cell population, mechanical integrity, a defined chemical

environment and the ability to mimic features of native tissue architecture are all

of fundamental importance. These present a significant challenge that may be

addressed by removing cells from their native tissue and culturing them in hydro-

gels loaded with native extracellular matrix components [4–6]. A range of such

natural biomaterials have been explored, including collagen [7], gelatin [8] and

fibrin [9]; collagen is the most prevalent choice, as it is the dominant protein com-

ponent of connective tissues and comprises 25–35% of total body protein content.

These gels overcome challenges of biocompatibility and biodegradability associ-

ated with their synthetic counterparts; however, they have traditionally been

limited by their mechanical strength [10].

Plastic compression of cell-laden gels addresses this mechanical deficiency

by producing dense cell-containing collagen materials with tissue-like collagen

fibril density and organization [1,11–13]. In plastic compression, excess fluid is

http://crossmark.crossref.org/dialog/?doi=10.1098/rsif.2014.0501&domain=pdf&date_stamp=2014-06-25
mailto:rebecca.shipley@ucl.ac.uk
http://rsif.royalsocietypublishing.org/


20

0

40

60

80

100

120

140

160

200 40 60

core
middle
outer

time (h)

ox
yg

en
 p

ar
tia

l p
re

ss
ur

e 
(m

m
H

g)

80 100 120

Figure 1. Continuous measurement of oxygen partial pressure in the outer, middle and core regions of the plastic-compressed collagen construct. Results previously
reported [1]. Construct seeded with 23.2 million HDF cells ml21. Significant oxygen gradients were quantified moving from the outer region inwards towards the
construct core.
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removed in a controlled manner from the initial collagen gel to

produce collagen densities of around 12% [11], with correspond-

ing increase in mechanical strength. This cell enmeshing effect

avoids complex problems associated with cell-dependent

matrix production or modification or synthetic scaffold replace-

ment. Further, the collagen densities generated are typical of

native collagen type I tissues, providing a more accurate model

of three-dimensional tissue [1,11]. The compressed matrices

have good biomimetic and functional mechanical properties

with regards to compliance and strength, alongside both nano-

and microscale structure that supports good cell viability and

physiological patterns of remodelling behaviour [1,14].

Mass transport of nutrients (e.g. oxygen, glucose), waste

materials (e.g. lactate) and proteins (e.g. growth factors) is

essential to sustain an evolving, functional cell population.

Oxygen is usually the limiting nutrient (this is a consequence

if its weaker solubility in water compared with, for example,

glucose); hypoxia also provides the chemical cue for vascular-

ization in vivo. As a consequence, oxygen has been the focus for

extensive transport and vascularization studies [15–20]. In

healthy tissues, oxygen is supplied to cells by diffusion from

the nearest capillary; the oxygen environment experienced by

a particular cell is a function of the local oxygen tension

in the perfusing capillary network, the distance for oxygen

diffusion between the cell and the nearest capillary and

the metabolic uptake of oxygen by the cell population. As

oxygen diffuses from a capillary into a tissue, it is metabolized

by cells in proportion to the underlying cellular density; there-

fore, the distance before hypoxia is a complex tension between

the rates of diffusion versus metabolism. Consequently, tissue

oxygen environment is not only cell-type-specific, but also

spatially varied. Such gradients in oxygen tension are a feature

of the normal physiological scenario, and need to be mimicked

in an in vitro set-up. Surprisingly, in view of much popular

opinion, the collagen material as a ‘diffusion barrier’ is actually

a minor factor in this balance [1,21].

Chemical gradients are tightly correlated with cellular den-

sity through proliferation, death and chemotaxis. Although a
higher oxygen environment, in general, drives a faster rate of

proliferation (e.g. fibroblasts [22]), a low oxygen environment

may induce death (either through necrosis or apoptosis);

the effects on differentiation or synthesis are less clear. In the

absence of other effects, proliferation and death would there-

fore give rise to a cell density gradient correlated with the

underlying oxygen gradient; cell density would be highest in

well-oxygenated regions, and conversely lowest in oxygen-

deprived zones. This is complicated further for cell types that

exhibit motility through chemotactic behaviours. Chemotaxis

is the directed migration of cells up gradients of soluble mol-

ecules or chemoattractants. It is of fundamental importance

in cancer metastasis [23], embryogenesis [24] and wound heal-

ing [25]; although such chemotactic behaviours are commonly

described (e.g. fibroblasts [26]), thorough quantification of the

relationship between chemotaxis and underlying chemoattrac-

tant gradients remains rare (notable exceptions include those in

neutrophils and leucocytes [27–30]). The aim of this study was

to quantify the relationship between oxygen gradients and cell

fate (incorporating proliferation, death and chemotaxis) for

three-dimensional plastic-compressed collagen constructs.

In previous studies, the current authors have quanti-

fied oxygen gradients in a simple and well-established

plastic-compressed collagen type I model [1,31]. A sheet of

cell-laden compressed collagen matrix was spiralled and cultu-

red in a vessel of nutrient-rich medium, replenished at regular

time intervals; oxygen (among other nutrients) is supplied to

cells embedded throughout the matrix via passive diffusion

from the outer surface of the spiral. The oxygen status through-

out such scaffolds has been assessed using fibre-optic probes

(Oxford Optronix, Oxford, UK) positioned in the outer,

middle and core regions of the spiralled constructs (figure 1).

Ambient oxygen partial pressures in the culture medium

remained at approximately 140 mmHg throughout the exper-

iments (7.6 mmH corresponds to 1% oxygen). For both human

dermal fibroblasts (HDFs) and human bone mesenchymal

stem cells (HBMSCs) at cell densities in the range 0.5–2 million

cells per construct and a collagen density of 11.6%, the oxygen
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gradient established as a consequence of cellular metabolism

resulted in typical jumps in the oxygen partial pressure from

100 to 40 mmHg moving from the outer region to the core [1].

These jumps in oxygen partial pressure are consistent with phys-

iological values [1,31]. This study analyses these data alongside

new spatially resolved data on HDF proliferation, viability and

chemotaxis acquired through analysis of the outer, middle and

core of collagen type I spiralled constructs over a 10-day time

period. Preferential proliferation and viability are demonstrated

and quantified in the highest oxygen zones (i.e. the outer region);

the route and extent of chemotaxis from the core to the middle/

outer regions over the 10-day period are also quantified. This

represents the first time such detailed correlations have been

possible under such biomimetic, three-dimensional-controlled

conditions.
 rface
11:20140501
2. Material and methods
2.1. Cell culture and expansion
HDFs were obtained from neonatal foreskins (obtained

freshly from the operating theatre, with full ethical approval,

following surgery for circumcision and then cryopreserved) as

described by previous work [1,21,31]. HDFs were used with

passage numbers 6 and 8 in all experiments. Cells were cultured

and maintained in high glucose (4500 mg ml21) Dulbecco’s

modified Eagle’s medium (Gibco, Paisley, UK), supplemented

with 10% fetal calf serum (First Link, West Midlands, UK),

1000 U ml21 penicillin, 100 mg ml21 streptomycin and 2 mM glu-

tamine (all from Gibco Chemicals, UK). In order to remove the

monolayer of cells culturing on the surface of the flask, 225 ml

flasks containing cells were washed twice with 0.1 M phos-

phate-buffered solution (PBS) followed by incubation with

trypsin (0.5% in 5 mM EDTA) for 5 min at 378C. Once cells

were separated from the surface of the flask culture medium,

double the amount of trypsin was added; the mixture was put

into a universal tube, centrifuged at 2000 r.p.m. for 5 min and

cell numbers counted.

2.2. Three-dimensional plastic compression
and collagen scaffold preparation

Cell-seeded collagen gels were prepared by adding 0.5 ml 10�
Eagle’s MEM solution (Gibco) to 4 ml rat-tail type I collagen (First

Link) in 0.1 M acetic acid, protein concentration 2.035 mg ml21.

The mixture was then neutralized with a combination of 5 M and

1 M sodium hydroxide, using the indicator colour changes from

yellow to cirrus pink to specify neutralization [21]. While still in

liquid form, the neutralized gel preparation was mixed with the

cell suspension (2 � 106 cells in 0.5 ml medium), and the resultant

5 ml gel transferred into a mould (2.2� 3.3 � 1 cm3) to set for

30 min at room temperature in a laminar flow hood. Once set, the

gels were compacted by a combination of compression and blotting

using layers of mesh and paper sheets [1,11]. In short, a layer of

nylon mesh (50 mm mesh thickness, purchased from John Lewis,

London, UK) was placed on a triple layer of filter paper (Whatman

paper, grade 1; 11 mm thickness, 185 mm diameter). The set col-

lagen gel was placed on top of the nylon mesh, then covered with

a second piece of nylon mesh and loaded with a 120 g flat steel

for 5 min at room temperature. This produced a flat collagen sheet

(approx. 80 mm thick) housed between the two pieces of nylon

mesh. The top nylon mesh was peeled off, and the dense sheets of

collagen were rolled using a sterile surgical blade and forceps to pro-

duce a tight spiral cylinder/rod measuring 3.5 mm in diameter

and 21 mm long. Each spiral was constructed from 8 to 10 rolls

denoting that each construct had 8 to 10 layers separating the
outer from core segment (a schematic of the construct geometry is

shown in figure 2—notably, alternate layers of collagen material

are not in contact). The spirals were self-adhesive and stable, there-

fore unfurling was not an issue [11]. The final construct seeded two

million cells at a density of 23.2� 106 HDFs ml21 after a single

plastic compression. The constructs were placed in culture well

(six-well) containing 7 ml of complete culture medium and left to

incubate at 378C [1,11,31].

2.3. Cellular proliferation
Alamar blue is a redox indicator that changes colour and fluoresces

in response to the chemical reduction of culture medium that results

from cell proliferation and division [13,32]. Alamar blue (10� con-

centrate; Serotec) was diluted 1 : 10 with phenol red-free culture

medium. The collagen constructs were unrolled using forceps and

surgical blades at specific time points (day 0, 1, 3, 5, 7 and 10 incu-

bation periods). These time points were selected to coincide with

those for previous oxygen concentration gradient analysis con-

ducted by the authors [1,31]. Constructs were cut (using stainless

steel industrial cutting blades) into three equal segments measuring

20� 21 mm representing the outer, middle and core of the three-

dimensional construct. Segments were placed in culture wells

(12-well) and incubated with 1 ml of the diluted Alamar blue sol-

ution at 378C for 4 h. Three 100 ml Alamar blue solution samples

were extracted from each segment and transferred into a 96-multi-

well plate. Absorbance readings were taken at 510 and 590 nm

using a microplate spectrophotometer (Labsystems Fluoroskan

Ascent Machine). A standard curve was established to convert

absorbance readings into cell numbers; cellular proliferation was

deduced by analysing the percentage change in cell number com-

pared with the day 1 time point in the outer region (calculated

within each segment of each construct).

2.4. Cellular viability
Cell viability was quantified and assessed using a live/dead

reduced biohazard viability/cytotoxity kit (Molecular Probes,

L-3224), following the manufacturer’s protocol. Live and dead

cells were simultaneously identified with calcein AM (green)

and ethidium homodimer (red) stains, respectively. The collagen

constructs were unrolled using forceps and surgical blades as

described above. The segments were placed into culture wells

(12-well) and covered with 0.5 ml of the live/dead solution (20 ml

of calcein AM/5 ml PBS added to 17 ml of ethidium homodimer/

5 ml PBS, which equates to 2 mM calcein AM and 8 mM ethidium

homodimer). The collagen matrices were incubated in live/dead

solution at 378C for 45 min before being mounted onto slides and

viewed under an Olympus BX-UCB microscope. The green fluor-

escent nucleic acid and dead red stain were used to differentiate

live and dead cells, respectively. Images were captured by the

microscope and live/dead nuclei counted to ascertain percentage

viability. Nine randomly selected areas within the outer, middle

and core were analysed, resulting in 27 randomly selected areas

being captured and counted within each construct. Data presented

are live cells as a percentage of total cell number (live þ dead).

2.5. Cellular migration
Cell migration was quantified using a cytoplasmic stain (Cell-

Tracker red (CMTPX), Invitrogen) conducted according to the

manufacturer’s protocol. The cells placed in the core of the spiralled

collagen construct were labelled with a cytoplasmic stain and left to

incubate for 10 days. At time intervals of day 0, 1, 3, 5 and 10, the

spiralled collagen gel was cryopreserved and sectioned (5–8 mm

thick) using the cryostat machine then mounted on a microscope

slide as per protocol. The sections were viewed under an Olympus

BX-UCB microscope and blue (none core cells) and red (originally

core cells) fluorescent stains were used to determine the degree of

http://rsif.royalsocietypublishing.org/
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migration from the core to the remainder of the construct. Images

were captured by the microscope; IMAGEJ software was used to cal-

culate the stain intensity at different spatial positions, and therefore

analyse the degree of spread for the red stained cells (the stain den-

sity is assumed proportional to cell number, and is therefore a

marker for cell density). Three repeats for each time point were con-

ducted. Cumulative intensity data were normalized to calculate the

probability of a cell residing within a fixed distance from the con-

struct origin. Distances from the origin were measured both

radially from the construct origin, and based on the distance

moved round the spiral centreline (figure 2). This spiral distance was

calculated through L ¼ p N (D0 þ h (N 2 1)), where D0 ¼ 80 mm

is the inner diameter of the spiral, N ¼ 9 is the number of turns

and h ¼ 80 mm is the thickness of the collagen sheet.
2.6. Statistical analysis
Data obtained using the protocols described above were

analysed using IBM SPSS STATISTICS software v. 19. One-way
and two-way ANOVA tests were used to detect significant

differences between the datasets. A p-value of less than 0.01

(1% cut-off point) was deemed significant, and all data trends

discussed correspond to this p-value.
3. Results
Plastic-compressed collagen gels exhibited strong spatial and

temporal variations in their cellular distributions, quantified

using proliferation, viability and migration results as described

below. First of all, the spiral construct properties and oxygen

monitoring results [1,31] are summarized, as oxygen gradients

are hypothesized to drive observed changes in cellular density.

Next, the results from the cellular proliferation, viability and

migration studies are presented in turn.

Each spiralled collagen construct was cylindrical in shape,

typically measuring 3.5 mm in diameter and 21 mm long.

http://rsif.royalsocietypublishing.org/
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Each spiral was constructed from 8 to 10 rolls denoting that each

construct had 8 to 10 layers separating the outer from core

segment (a schematic of the construct geometry is shown in

figure 2—notably, alternate layers of collagen material are not

in contact). The final construct seeded two million cells at a

density of 23.2 � 106 HDFs ml21 after a single plastic com-

pression. Constructs were cut into three equal segments

measuring 20� 21 mm representing the outer, middle and

core of the three-dimensional construct for future analysis.

Detailed results of oxygen dynamics have been reported

previously [1,31]. Cellular constructs exhibited time-dependent

oxygen depletion in their core and middle regions. Oxygen

levels fell rapidly towards approximately steady-state or pla-

teau values over the first hour, and the oxygen level at steady

state varied according to the cell density (figure 1). For a starting

cell density of 23.2 million cells ml21, the oxygen levels after

20 h reached 22.3, 28.9 and 100.0 mmHg in the core, middle

and outer regions, respectively. Over the 140 h experiment,

the core levels recovered to approximately 43.2 mmHg; in the

middle region, levels recovered to 61.1 mmHg at 101 h, and

decreased by 12 mmHg over the next 37 h. Oxygen levels in

the outer region showed a more moderate recovery to

116.0 mmHg at 103 h, and decreased to 100.0 mmHg again

by 140 h. Once again, cell consumption was identified as the

key factor influencing oxygen levels. Cell density determined

the degree of oxygen depletion response, with seeded cell den-

sities of 0, 5.8, 11.6 and 23.2 million cells ml21 tested; however,

spatial variations in cell density within an individual construct

were not investigated.
3.1. Cellular viability
The spatial (outer, middle, core) and temporal (days 1, 3, 5, 7,

10) distribution of viable cells (as a % of total cell number) is
depicted in figure 3, with supporting confocal images in

figure 4. The cellular distribution of live cells changed over

the 10 days within each of the defined sections. Small but stat-

istically significant decreases in % viable cells were observed in

both the middle and core segments over the 10-day exper-

iment, falling from 80.1 to 76.4% and 78.6 to 71.6% in the

middle and core regions, respectively. Indeed, the percentage

of dead cells was highest in the core at day 10 (approx. 28.4%

of cells were dead). By contrast, there was a significant increase

in the percentage of live cells in the outer segment over the

same 10-day time period, with cell viability increasing from

78.8% to a maximum of 84.3% at day 5, before falling slightly

to 82.6% after 10 days. The difference in cellular viability

between the outer and either middle or core regions was not

statistically significant up to day 3, but differences measured

at the 5, 7 and 10 day points were significant. The maximum

difference between the outer and middle or core regions was

observed at day 5, analogous to the cellular proliferation results

(see below).
3.2. Cell proliferation
Cell proliferation was highest within the outer segment of

HDF-laden plastic-compressed collagen gels compared with

the middle and core segments, as shown by a statistically

significant increase in the percentage of cells detected by the

Alamar blue-specific fluorescence (figure 5). There was a

36.1% increase in the number of cells within the outer segment

over the first 7 days, with cell number (compared with the

day 1 outer region value) then remaining approximately con-

stant at 134.7% on day 10. Although there is no statistically

significant change in cellular proliferation across the middle

and core segments up to day 3, significant proliferation was

http://rsif.royalsocietypublishing.org/
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measured in these segments from day 5 to 10 (19.5% and

15.67% increases for the middle and core, respectively).

Indeed, HDFs seeded in the outer segment of the collagen

construct for days 3, 5, 7 and 10 showed significantly higher

proliferation compared with those seeded in the middle or

the core of the same construct. The difference in cell number

between the outer and the core was greatest at day 5 (43.1%),

with a 22.8, 41.9 and 34.2% difference, respectively, for days

3, 7 and 10 (figure 5). Similarly, a 39.7% difference between

the outer and middle segments was detected on day 5, com-

pared with 9.6, 29.3 and 27.1% on days 3, 7 and 10,

respectively. Crucially, there was no significant difference in

proliferation across the segments at day 1.

3.3. Cell migration
The cohort of cells originally placed in the core of the construct

was stained and subsequent intensity analysis used to evaluate

their mean position over the 10-day period. Specifically, the

distance between the construct origin and the mean cellular

position (within which 50% of cells resided) was calculated,

using both radial and spiral descriptions (see figure 2 for a

description of the two coordinate systems, and the relationship

between the two). The direction of movement under chemo-

taxis (if it occurs) is not known a priori; spiral movement

would involve cell migration around the axis of the spiral geo-

metry within the collagen gel matrix (note that the collagen

layers are not in contact). By comparison, cell migration in a

radial direction would require cells to alternatively move out
of the collagen matrix into fluid-filled space, then back into

the collagen matrix, that is, across each collagen layer in turn

(figure 2).

As shown in figure 6, there was no statistically significant

change in the mean cellular position up to 5 days; however,

from day 5 to 10, the mean position of cells originating in the

core of the construct did move outwards, indicating chemotactic

behaviour. These observations are both true, independently of

the coordinate choice for distance measurement. The mean cel-

lular position begins on day 0 at a radial distance of 349 mm from

the construct origin, with this distance being maintained at

355 mm at the day 5-day time point; however, the radial distance

from the origin increases by 74.4% to 620 mm between days 5

and 10 (figure 6a). Analogously, on day 0, the spiral distance

from the origin is 2396 mm; this is maintained at 2582 mm at

day 5, but increases by 197% to 7656 mm by day 10 (figure 6b).

Notably, the mean position still lies within the core region

after 10 days (reaching the core/middle region interface cor-

responds to moving 1006 mm radially and 19 869 mm in the

spiral direction, from the construct origin). The spread of the cel-

lular distribution does not vary in time (data not shown),

indicating that cells move as a cohort. In addition, stained cells

remain within the collagen matrix layers (data not shown), indi-

cating that cells migrate by moving through the collagen matrix

(rather than on its surface, or within the fluid layers).

The speed of migration over the day 5–10 time period cor-

responds to 392 mm per day radially and 1015 mm per day

round the spiral. Figure 7a,b shows the change in the intensity

plots for day 5 compared with day 10, and the net migration

from a mean radial position of 355–620 mm is apparent. The

periodic pattern of peaks and troughs, with period approxi-

mately equal to the thickness of a collagen sheet (80 mm), is

indicative of migration around the axis of the spiral geometry

within the collagen gel matrix. This pattern was accentuated

by day 10, and is discussed further in §4.
4. Discussion and conclusion
A current challenge in the field of tissue engineering and

three-dimensional culture remains the lack of quantitative

information linking nutrient delivery and cellular distribu-

tion. This is despite a common concern in the literature for

the ability of ‘deeper-lying’ cells to receive adequate oxygen

to support physiological function. In vivo, oxygen is supplied

to tissue by diffusion from the nearest blood vessel; however,

in three-dimensional in vitro static culture systems, cells

rely purely on diffusion from the construct margins. As a con-

sequence, the oxygen level at a defined distance from the

oxygen source depends critically on the balance of oxygen

diffusion and cellular metabolism; the latter is both cell-type-

specific and a function of the underlying cell density. Indeed,

the picture is further complicated by the fact that cells respond

to their local oxygen environment through proliferation, death

and chemotaxis. The rate of cellular proliferation depends

critically on the underlying availability of oxygen, whereas

death (through apoptosis or necrosis) may occur in oxygen-

deprived zones. For cell types with a migratory potential,

chemotaxis along a defined oxygen gradient will also result

in spatially resolved gradients in cellular density. In order to

culture three-dimensional tissues with physiological function,

it is of fundamental importance that the basic features of the

in vivo environment are mimicked and this requires a detailed
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understanding of the interplay between nutrient status and

cellular behaviours.

In spite of the above, there remain few simple three-

dimensional models that enable the interplay between

oxygenation and cell fate to be quantified. Recent developments

in plastic compression and layer assembly technologies for

tissue fabrication have produced three-dimensional cultured

constructs with definable, near-native properties for which oxy-

genation has been measured and spatially resolved. Previous

studies [1,31] have measured the spatial oxygen gradient establi-

shed in such constructs through the balance between diffusion

and cellular metabolism; the present study expands this to quan-

tify the resulting gradients in cell density, as well as the mode of

chemotaxis of HDFs under a controlled oxygen gradient.

The defining features of the three-dimensional collagen-

based culture system under investigation are analogous to

those at play for in vivo tissues: (i) cell density, which varies

both spatially and in time, (ii) matrix permeability to the limit-

ing diffusing component (oxygen is considered to be limiting

nutrient in the present study), (iii) metabolic demand of the

cell population (e.g. chondrocyte, cardiomyocytes, dermal

fibroblast), and (iv) distance for diffusion from the oxygen

source. The plastic-compressed system enables control of each

of these features. The matrix density and construct size are deter-

mined by the initial collagen content, extent of compression and

fabrication process (indeed, the collagen matrix has a nanofibril-

lar lattice of around 88% water, making it highly permeable to

oxygen). The seeded cell density is determined by the initial

inoculum, and could be spatially controlled if this gave rise to

a cultured cell distribution that better mimicked the in vivo scen-

ario. Finally, the cell type choice and cellular density determine

the total metabolic demand of the cell population (which, again,

is spatially varying).

Previous studies have quantified the oxygen gradients

established in such systems under culture of HDFs or
HBMSCs at defined and uniform seeded cell densities

[1,31]. In all cases, oxygen levels fell rapidly towards approxi-

mate equilibration in the first hour of the experiment; the rate

of fall of oxygen levels and equilibrium consumption of

oxygen was entirely predictive, and dependent on cell den-

sity. Cell viability at the construct core was maintained

above 70% in all cases, and no zone of the construct ever

became pathologically hypoxic. For HDFs seeded at a density

of 23.2 million cells ml21, an oxygen partial pressure gradient

of 44.5 mmHg mm21 was established radially from the outer

surface to the core of the construct after 20 h (figure 1).

Whereas oxygen levels in the construct core then gradually

increased by approximately 94% over the experimental time

scale, those in the middle and outer regions recovered to

local maxima after around 100 h, before decreasing margin-

ally by the end of the experiment. The final oxygen partial

pressures in the middle and outer regions were 13.7% and

131.5% higher than that in the core, respectively.

In this study, changes in cell density linked to this tem-

porally varying oxygen gradient field were resolved spatially.

This was achieved by unrolling cultured spirals at defined

time points, and analysing cellular content and behaviours in

the outer, middle and core regions of the underlying collagen

sheet. Cellular proliferation and chemotaxis were explored

through metabolic activity stains, and also by tracking the pro-

gression of fluorescently labelled cells seeded in the construct

core. The combined impact of proliferation, chemotaxis and

death was also explored through cellular viability studies.

Cell proliferation and viability analysis elucidated the corre-

lation of cellular proliferation and viability with oxygen tension.

Cells throughout the construct stayed viable over the 10-day

culture period. In general, cellular viability decreased with cor-

responding oxygen partial pressure; for example, at day 10,

82.6% of cells in the oxygen-rich outer segment remained

viable, whereas this was 7.5 and 13.3% lower in the middle

http://rsif.royalsocietypublishing.org/
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and core, respectively. These data correlate well with informa-

tion generated from previous studies [1,11,31,33]. Throughout

the 10-day experimental period, the proportion of viable cells

in the outer segment increased, whereas the number of viable

cells in the core decreased. This is consistent with trends in pro-

liferative cell number obtained using Alamar blue staining

(figure 5), where cellular proliferation rates were highest in

the outer segment. The results of the Alamar blue also show

that whereas the main site of cellular proliferation was the

outer segment, significant division occurred in the later stages

within the core as well. Indeed, there was a net increase in pro-

liferative cell number in the middle and the core over the

experiment. In the outer segment, cellular viability increased

to a maximum at day 5 and then plateaued. This is indicative

of an increase in proliferation and division in the outer segment

diluting the number of dead cells within that construct, and is

consistent with previous studies [13].

Cellular proliferation was tightly correlated with spatial

position and thus the underlying oxygen field. Rate of pro-

liferation was highest in the high-oxygen outer region of

the construct, where cells with metabolic activity increased

by 36.1% over a 7-day period. The increase in proliferative

number was fastest over the first 5 days (an increase of

28.0%); the higher cell numbers during the day 5–10 time
period resulted in a higher net metabolic demand by the

cell population, and is the likely cause for the gradual

decrease in the oxygen levels in the outer region from 100 h

onwards. Indeed, the reduction in rate of proliferation over

days 5–10 is indicative of a maximum tolerance of cell

density, perhaps as a consequence of contact inhibition [13].

Within the lower oxygen environment of the construct

middle or core regions, rates of proliferation were lower by com-

parison. Over the first 3 days, cell number increased in both

regions; however, these dropped by day 5, and increased

again by day 10. Such oscillatory behaviour is consistent with

proliferation patterns in previous studies [13] and is hypoth-

esized to indicate that the cell population is hovering about its

saturation point for a specific oxygen concentration. Indeed, pre-

vious studies have shown that a single compressed construct

containing HDFs should not exceed 1.8 million cells [33],

which is consistent with saturation for the current model.

Further, the culture medium was replenished every 3 days;

this introduces ‘fresh’ oxygen into the system that may induce

oscillations in cell numbers in the middle/core of the scaffold

(but not in the outer region where oxygen levels, cell density

and net metabolism are all higher).

The delicate balance between cell density and oxygen ten-

sion is further borne out by the cellular chemotaxis analysis.
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The cohort of cells seeded in the construct core remained in

their original location for the first 5 days of the experiment;

however, chemotaxis was observed between days 5 and 10

with a net migration from the construct core towards the

middle region (i.e. from a lower to a higher oxygen environ-

ment). This behaviour would be anticipated to continue over

a longer experimental time scale; although the mean cell pos-

ition did not leave the core region over the 10-day period, this

could easily be achieved over a longer experiment. Although

this chemotactic migration of cells from the core region out-

wards will have contributed to the increase in cell numbers

with metabolic potential in the outer region, these migration

data indicate that chemotaxis mainly occurred within the core

region over the experimental time scale. Therefore, it seems
probable that the increase in number of cells with metabolic

activity arose through proliferation of cells that originated

in the outer region.

Plots of the cell intensity as a function of radial distance from

the construct origin (figure 7) indicate a periodic pattern of

peaks and troughs that coincides with the collagen sheet thick-

ness (indeed analysis of histological sections indicated that

stained migratory cells remained with the collagen matrix—

data not shown). This indicates that cells remained within the

collagen matrix sheets (which were not, in general, in contact),

and therefore migrated along the spiral direction of the con-

struct (we note that regions where alternate collagen layers

are in contact will thus provide a ‘short-circuit’ for migration,

although analysis of sections through the construct did not
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indicate this happened frequently enough to skew the analysis

here). This is of significant interest—there is an underlying

competition between the direction of the most acute oxygen

gradient (which is radial) and the cost of migrating radially

through alternate layers of collagen matrix and fluid compared

with a matrix-only route in the spiral direction. For example, at

day 5, this oxygen gradient is 35.1 mmHg mm21 from the outer

to the core radially versus 1.03 mmHg mm21 spirally. This

analysis indicates that the spiral route ‘wins’—cells appeared

to migrate from lower to higher oxygen regions along the

spiral from day 5 to 10, with a mean speed of 1015 mm day21.

To the best of our knowledge, there are no other studies

which quantify chemotactic migration rates for this cell type.

Cell migration along the spiral was only observed from

day 5 onwards (figure 6), where a corresponding drop in

both the percentage live/dead and proliferation occurred in

the core of the constructs (figures 3 and 5). Therefore, until

day 5, or day 3 at the earliest, cell viability within the core

of three-dimensional constructs was not adversely affected

by the low oxygen environment. Cell migration from day 5

onwards appears to correspond to an increase in cell death

and a drop in cell proliferation, so cells are migrating in

response to a threshold level of oxygen, which is not sustain-

ing cell viability. This cell migration was modest given that

the mean cell position remained within the core; however,

it was efficient in rebalancing the system, as evidenced by

the recovery of the oxygen partial pressure and proliferative

cell density in the core by the end of the experiment. The
system then maintained a constant cycling around a stable

maximum cell density, driven by the interplay between

oxygen tension, cellular proliferation, death and chemotaxis.

In summary, we have established a basic model for the study

of the interplay between cell density and oxygen consumption

by HDFs in three-dimensional collagen matrices. The tight corre-

lation between tissue oxygenation and cellular proliferation,

viability and chemotaxis was demonstrated and quantified.

Preferential cellular proliferation and viability occurred in the

high-oxygen zones in the outer region of the constructs; in addi-

tion, cellular chemotaxis resulted in migration of cells around the

construct spiral from lower to higher oxygen regions. The study

provides insight into the likely natural mechanism for adapting

cell number and activity to a prevailing oxygen regime, based on

cellular proliferation, death and migration, giving rise to a con-

stant cycling in cell density around a stable base state. This

raises the possibility of engineering tissues with defined and con-

trollable gradients in both cell density and oxygenation, with a

view to mimicking in vivo effects. In addition, these quantitative

data provide information to guide vascularization studies, for

example by guiding the location and extent of printed channels

required to maintain tissue function.
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WE, Dhert WJ, Groll J, Hutmacher DW. 2013 25th
anniversary article: engineering hydrogels for
biofabrication. Adv. Mater. 25, 5011 – 5028. (doi:10.
1002/adma.201302042)

6. Tomasek JJ, Gabbiani G, Hinz B, Chaponnier C,
Brown RA. 2002 Myofibroblasts and mechano-
regulation of connective tissue remodelling. Nat.
Rev. Mol. Cell Biol. 3, 349 – 363. (doi:10.1038/
nrm809)

7. Tohyama H et al. 2009 Atelocollagen-associated
autologous chondrocyte implantation for the repair
of chondral defects of the knee: a prospective
multicenter clinical trial in Japan. J. Orthop. Sci. 14,
579 – 588. (doi:10.1007/s00776-009-1384-1)

8. Shin H, Olsen BD, Khademhosseini A. 2012 The
mechanical properties and cytotoxicity of cell-laden
double-network hydrogels based on
photocrosslinkable gelatin and gellan gum
biomacromolecules. Biomaterials 33, 3143 – 3152.
(doi:10.1016/j.biomaterials.2011.12.050)

9. Ahmed TA, Giulivi A, Griffith M, Hincke M. 2010
Fibrin glues in combination with mesenchymal
stem cells to develop a tissue-engineered cartilage
substitute. Tissue Eng. A 17, 323 – 335. (doi:10.
1089/ten.tea.2009.0773)

10. Benders KE, Weeren P, Badylak SF, Saris DB, Dhert
WJ, Malda J. 2013 Extracellular matrix scaffolds for
cartilage and bone regeneration. Trends Biotechnol.
31, 169 – 176. (doi:10.1016/j.tibtech.2012.12.004)

11. Brown RA, Wiseman M, Chuo CB, Cheema U, Nazhat
SN. 2005 Ultrarapid engineering of biomimetic
materials and tissues: fabrication of nano- and
microstructures by plastic compression. Adv. Funct.
Mater. 15, 1762 – 1770. (doi:10.1002/adfm.
200500042)

12. Brown RA. 2013 In the beginning there were soft
collagen-cell gels: towards better 3D connective
tissue models? Exp. Cell Res. 319, 2460 – 2469.
(doi:10.1016/j.yexcr.2013.07.001)

13. Hadjipanayi E, Mudera V, Brown RA. 2009 Close
dependence of fibroblast proliferation on collagen
scaffold matrix stiffness. J. Tissue Eng. Regen. Med.
3, 77 – 84. (doi:10.1002/term.136)

14. Engelhardt EM, Stegberg E, Brown RA, Hubbell JA,
Wurm FM, Adam M, Frey P. 2010 Compressed
collagen gel: a novel scaffold for human bladder
cells. J. Tissue Eng. Regen. Med. 4, 123 – 130.
(doi:10.1002/term.222)

15. Griffith LG, Naughton G. 2002 Tissue engineering—
current challenges and expanding opportunities.
Science 295, 1009 – 1014. (doi:10.1126/science.
1069210)

16. Griffith CK, Miller C, Sainson RC, Calvert JW,
Jeon NL, Hughes CC, George SC. 2005 Diffusion
limits of an in vitro thick prevascularized tissue.
Tissue Eng. 11, 257 – 266. (doi:10.1089/ten.2005.
11.257)

17. Laschke MW et al. 2006 Angiogenesis in tissue
engineering: breathing life into constructed tissue
substitutes. Tissue Eng. 12, 2093 – 2104. (doi:10.
1089/ten.2006.12.2093)

18. Malda J, Rouwkema J, Martens DE, le Comte EP,
Kooy FK, Tramper J, van Blitterswijk CA, Riesle J.
2004 Oxygen gradients in tissue-engineered Pegt/
Pbt cartilaginous constructs: measurement and
modeling. Biotechnol. Bioeng. 86, 9 – 18. (doi:10.
1002/bit.20038)

http://dx.doi.org/10.1007/s00018-007-7356-8
http://dx.doi.org/10.1073/pnas.95.25.14821
http://dx.doi.org/10.1073/pnas.95.25.14821
http://dx.doi.org/10.1083/jcb.137.1.231
http://dx.doi.org/10.1016/S0962-8924(03)00057-6
http://dx.doi.org/10.1002/adma.201302042
http://dx.doi.org/10.1002/adma.201302042
http://dx.doi.org/10.1038/nrm809
http://dx.doi.org/10.1038/nrm809
http://dx.doi.org/10.1007/s00776-009-1384-1
http://dx.doi.org/10.1016/j.biomaterials.2011.12.050
http://dx.doi.org/10.1089/ten.tea.2009.0773
http://dx.doi.org/10.1089/ten.tea.2009.0773
http://dx.doi.org/10.1016/j.tibtech.2012.12.004
http://dx.doi.org/10.1002/adfm.200500042
http://dx.doi.org/10.1002/adfm.200500042
http://dx.doi.org/10.1016/j.yexcr.2013.07.001
http://dx.doi.org/10.1002/term.136
http://dx.doi.org/10.1002/term.222
http://dx.doi.org/10.1126/science.1069210
http://dx.doi.org/10.1126/science.1069210
http://dx.doi.org/10.1089/ten.2005.11.257
http://dx.doi.org/10.1089/ten.2005.11.257
http://dx.doi.org/10.1089/ten.2006.12.2093
http://dx.doi.org/10.1089/ten.2006.12.2093
http://dx.doi.org/10.1002/bit.20038
http://dx.doi.org/10.1002/bit.20038
http://rsif.royalsocietypublishing.org/


rsif.royalsocietypublishing.org
J.R.Soc.Interface

11:20140501

11

 on July 24, 2014rsif.royalsocietypublishing.orgDownloaded from 
19. Shipley RJ, Davidson AJ, Chan K, Chaudhuri JB,
Waters SL, Ellis MJ. 2011 A strategy to determine
operating parameters in tissue engineering
hollow fiber bioreactors. Biotechnol. Bioeng. 108,
1450 – 1461. (doi:10.1002/bit.23062)

20. Shipley RJ, Waters SL. 2012 Fluid and mass
transport modelling to drive the design of cell-
packed hollow fibre bioreactors for tissue
engineering applications. Math. Med. Biol. 29,
329 – 359. (doi:10.1093/imammb/dqr025)

21. Cheema U, Yang SY, Mudera V, Goldspink GG,
Brown RA. 2003 3-D in vitro model of early skeletal
muscle development. Cell Motil. Cytoskeleton 54,
226 – 236. (doi:10.1002/cm.10095)

22. Murrell GA, Francis MJ, Bromley L. 1990 Modulation
of fibroblast proliferation by oxygen free radicals.
Biochem. J. 265, 659 – 665.

23. Müller A et al. 2001 Involvement of chemokine
receptors in breast cancer metastasis. Nature 410,
50 – 56. (doi:10.1038/35065016)

24. Behar TN, Schaffner AE, Scott CA, O’Connell C,
Barker JL. 1998 Differential response of cortical plate
and ventricular zone cells to GABA as a migration
stimulus. J. Neurosci. 18, 6378 – 6387.

25. Rodriguez PG, Felix FN, Woodley DT, Shim EK. 2008
The role of oxygen in wound healing: a review of
the literature. Dermatol. Surg. 34, 1159 – 1169.
(doi:10.1111/j.1524-4725.2008.34254.x)

26. Mogford JE, Tawil N, Chen A, Gies D, Xia Y, Mustoe
TA. 2002 Effect of age and hypoxia on TGFb1
receptor expression and signal transduction in
human dermal fibroblasts: impact on cell migration.
J. Cell. Physiol. 190, 259 – 265. (doi:10.1002/
jcp.10060)

27. Boyden S. 1962 The chemotactic effect of mixtures
of antibody and antigen on polymorphonuclear
leucocytes. J. Exp. Med. 115, 453 – 466. (doi:10.
1084/jem.115.3.453)

28. Brown AF. 1982 Neutrophil granulocytes: adhesion
and locomotion on collagen substrata and in
collagen matrices. J. Cell Sci. 58, 455 – 467.

29. Jeon NL, Baskaran H, Dertinger SK, Whitesides GM,
Van De Water L, Toner M. 2002 Neutrophil chemotaxis
in linear and complex gradients of interleukin-8
formed in a microfabricated device. Nat. Biotechnol.
20, 826 – 830. (doi:10.1038/nbt712)

30. Nelson RD, Quie PG, Simmons RL. 1975 Chemotaxis
under agarose: a new and simple method for
measuring chemotaxis and spontaneous migration
of human polymorphonuclear leukocytes and
monocytes. J. Immunol. 115, 1650 – 1656.

31. Cheema U, Rong Z, Kirresh O, MacRobert AJ, Vadgama
P, Brown RA. 2012 Oxygen diffusion through collagen
scaffolds at defined densities: implications for cell
survival in tissue models. J. Tissue Eng. Regen. Med.
6, 77– 84. (doi:10.1002/term.402)

32. Al-Nasiry S, Geusens N, Hanssens M, Luyten C,
Pijnenborg R. 2007 The use of Alamar Blue assay
for quantitative analysis of viability, migration and
invasion of choriocarcinoma cells. Hum. Reprod. 22,
1304 – 1309. (doi:10.1093/humrep/dem011)

33. Streeter I, Cheema U. 2011 Oxygen consumption
rate of cells in 3D culture: the use of experiment
and simulation to measure kinetic parameters
and optimise culture conditions. Analyst 136,
4013 – 4019. (doi:10.1039/c1an15249a)

http://dx.doi.org/10.1002/bit.23062
http://dx.doi.org/10.1093/imammb/dqr025
http://dx.doi.org/10.1002/cm.10095
http://dx.doi.org/10.1038/35065016
http://dx.doi.org/10.1111/j.1524-4725.2008.34254.x
http://dx.doi.org/10.1002/jcp.10060
http://dx.doi.org/10.1002/jcp.10060
http://dx.doi.org/10.1084/jem.115.3.453
http://dx.doi.org/10.1084/jem.115.3.453
http://dx.doi.org/10.1038/nbt712
http://dx.doi.org/10.1002/term.402
http://dx.doi.org/10.1093/humrep/dem011
http://dx.doi.org/10.1039/c1an15249a
http://rsif.royalsocietypublishing.org/

	Quantifying the correlation between spatially defined oxygen gradients and cell fate in an engineered three-dimensional culture model
	Introduction
	Material and methods
	Cell culture and expansion
	Three-dimensional plastic compression and collagen scaffold preparation
	Cellular proliferation
	Cellular viability
	Cellular migration
	Statistical analysis

	Results
	Cellular viability
	Cell proliferation
	Cell migration

	Discussion and conclusion
	Acknowledgements
	Funding statement
	References


