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Some problems and potentials of the study 

of cupellation remains: the case 

of post-medieval Montbéliard, France

Problèmes et perspectives à partir de l’étude des vestiges archéologiques issus 

de la coupellation : l’exemple du site de Montbéliard (France)

Marcos Martinón-Torres*, Nicolas Thomas**, 
Th ilo Rehren*, and Aude Mongiatti*

Abstract: Bone-ash cupels are increasingly identifi ed in medieval and later archaeological contexts related to the refi ning of noble metals in alchemy, 
assaying, jewellery or coin minting. Th ese small fi nds may provide information on metal refi ning activities, the technical knowledge of diff erent 
craftspeople, and the versatility of laboratory practices, which often diff ered from the standard protocols recorded in metallurgical treatises.
Th is paper is centred around a late 16th-early 17th century cupel excavated in Montbéliard, France. Th e analytical study by optical microscopy, 
ED-XRF and SEM-EDS allows the cupel to be ascribed to the assaying of the silver content of an ore sample, which is supported by local historical 
and geological information. Th e manufacture of the cupel, made of a mixture of wood ash and bone ash, is also addressed, as well as the limited 
technical effi  ciency of the operation. Th is leads to a wider discussion of diff erent recipes for the manufacture of cupels, documented historically 
and archaeologically, and involving the combination of various raw materials such as bone, wood ashes and clay. Th is variability raises interest-
ing questions about the existence of diverse technical traditions, and the material properties and performance of diff erent cupels in their specifi c 
contexts. In order to facilitate comparisons, we propose that the study of cupellation remains is most informative when it combines microscopy 
and microanalysis. Th e role of experimental approaches to these questions is also discussed.

Résumé : Les coupelles en cendres d’os sont de plus en plus nombreuses à être reconnues dans des fouilles médiévales ou modernes. Elles sont utilisées pour 
l’affi  nage de métal précieux par les alchimistes, les essayeurs, les orfèvres ou encore les monnayeurs. Ces artefacts peuvent fournir des informations sur les 
techniques d’affi  nage, les savoir-faire et les pratiques de l’atelier qui souvent sont diff érentes des recettes et procédés décrits dans les textes métallurgiques. 
Cette étude concerne une coupelle de la fi n du XVIe siècle ou du début du XVIIe siècles découverte en fouille à Montbéliard (France). Les analyses, par micros-
copie optique, MEB-EDS, et ED-XRF permettent d’associer la coupelle à l’essai d’un échantillon de minerai de cuivre argentifère, hypothèse confi rmée 
par l’étude des sources écrites et géologiques locales. La fabrication de la coupelle, faite d’un mélange de cendre de végétaux et de cendre d’os est également 
abordée comme les limites et l’effi  cacité de l’opération. Ces résultats mènent à une discussion plus large sur les diff érentes recettes de fabrication de coupelle 
grâce aux sources écrites et archéologiques qui indiquent des matières premières diversifi ées comme la cendre d’os, la cendre de végétaux et la terre. Cette 
variabilité soulève des questions intéressantes sur l’existence de traditions techniques diverses ainsi que sur les propiétés et l’effi  cacité de ces coupelles. À des 
fi ns comparatives, nous concluons que l’étude de ces artefacts est plus effi  cace en associant la microscopie et la microanalyse. Enfi n, le rôle des approches 
expérimentales à ces questions est également discuté.
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1. BACKGROUND 

Cupellation is a high-temperature metallurgical operation 
aimed at refi ning the noble metals contained in a larger metal 
matrix, normally dominated by lead. Th e metal is melted 
under oxidising conditions so that the lead is oxidised to 
litharge (lead oxide), which acts in two ways (Bayley 1991: 
125): it oxidises any other base metals present, and it reacts 
with these metal oxides, forming fusible compounds. As a 
result, the noble metals, which do not react with oxygen or 
lead oxide, separate from the melt as a discrete button. Since 
the late Middle Ages, the small-scale counterpart of cupella-
tion is carried out in thick, porous, ash-based vessels known 
as cupels (Rehren and Eckstein 2002). Th e ashes from calci-
ned bone constitute the most typical cupel material, still in 
use today (although increasingly replaced by magnesia). Th e 
technical reason for this is that the mineral bone apatite does 
not react with the oxidised metals but mechanically absorbs 
them by capillary action, while the noble metal, sustained 
by its higher surface tension, settles on top, thus obtaining a 
neat separation (Rehren and Klappauf 1995) (Fig. 1). 

Even though they are known from an increasing number 
of archaeological sites and primary written sources, cupels 
pose interesting questions that have not been addressed in 
detail. Namely, although cupels are indeed diagnostic of 
cupellation, there are several recipes for their manufacture, 
and their potential applications are also varied. Th is stresses 
the need for contextual analytical studies.

Against this background, this paper presents an archaeo-
metric and historical study that started with the identifi ca-
tion of a cupel in the assemblage excavated from the north 
side of Velotte Street, in the medieval Bourg Saint-Martin, 
Montbéliard. Of particular interest here is pit F7, a large 
feature extending over 30 square metres, which was only 
partly excavated. Th e fi lling material includes exceptionally 
abundant and varied artefacts, which indicated a date in the 
late 16th or early 17th century. Th e pit seems to have been 
rapidly abandoned after it had been dug out and fi lled up. 
However, this assemblage is mainly incomplete and frag-
mented, suggesting that this deposit is probably secondary. 
Together with the cupel discussed here, it is worth noting 
the presence of two probable fragments of ceramic alembics 
used for distillation 1.

Th e cupel is a small vessel, with a diameter of 33 mm 
and the characteristic shape of an inverted truncated cone, 
about 13 mm thick in the centre and with a typical shal-

1. Details of the archaeological excavation and the assemblage are given 
in Cantrelle et al. (2000). A more extended description of the distillation 
equipment, and research on relevant historical records, can be found in 
Th omas et al. 2006.

low concavity at the top, surrounded by a low rim (Fig. 2). 
Macroscopically, its fabric appears grey with white inclu-
sions. Several black marks can be noticed on the outside 
surface, at the bottom and on the sides. 

Th e analytical examination from this cupel will be used 
here to reconstruct its raw materials and interpret its use. 
In addition, comparison with relevant data of cupels from 
other sites, and a consideration of experimental studies, will 
allow some broader discussion about the manufacture and 
performance of cupels.

2. ANALYTICAL METHODOLOGY

Th e cupel sample was mounted as a standard cross section 
in epoxy resin and polished down to 1 μm particle size. Th is 
specimen was fi rst examined in a Leica DM LM refl ected 
light optical microscope, and subsequently carbon coated 
for electron microscopy.

Figure 1 : Schematic drawing of the cupellation of a Cu-Ag alloy 
with the addition of Pb in a bone ash cupel.
Figure 1 : Schéma de la coupellation d’un alliage Cu-Ag dans une 
coupelle de cendres, avec addition de plomb.
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Scanning electron microscopy was carried out using a 
Philips XL30 instrument, with an attached INCA Oxford 
energy dispersive spectrometer package. Operating condi-
tions for data collection were as follows: working distance of 
10 mm; accelerating voltage of 20 kV; spot size of 5 (INCA 
conventional units) and process time 5, corresponding to a 
detector deadtime of 30-40%; and acquisition time of 75 
seconds. Based on previous analyses, the lower confi dence 
limits for this instrument may be established at 0.3 wt% 
for most compounds, and values below this limit should 
be taken as indicative only. In order to account for sample 
porosity and drift in beam intensity, all the SEM-EDS che-
mical data reported here have been normalised to 100% by 
weight (wt%), and as stoichiometric oxides.

Th e same specimen was also analysed by polarising energy-
dispersive X-ray fl uorescence (ED-XRF), using a Spectro 
Xlab 2000 Pro instrument and an evaluation method 
optimised for alloys. Given that the specimen was not big 
enough to cover the detector window, ED-XRF results are 
not fully quantitative. However, this technique was parti-
cularly suited for the detection of those elements present in 
concentrations below the detection limits of the SEM-EDS 
system (~0.1 wt%), with the XRF being sensitive down to 
about 10 ppm for most elements.

3. THE UTILISATION OF THE CUPEL: 
ANALYSING, ASSAYING OR RECYCLING?

As noted above, cupellation always involves the separation 
of noble metals from a larger metal melt. However, this ope-

ration can take place in a relatively wide range of contexts 
and pursue diff erent purposes. Cupellation could be used 
for ore assaying – i.e. the analysis of a small sample of an 
ore deposit to determine its richness in noble metals and 
thus guide subsequent mining –, for metal assaying – for 
example in a mint, to accurately establish alloy compositions 
to match a given standard, or in an alchemical laboratory, to 
check the purity of the metals –; but also for recycling – for 
instance, to retrieve the noble metals from scrap jewellery 
or debased coins (Bayley and Eckstein 1997; Rehren 1997; 
Bayley 2008). On this basis, clarifying the specifi c archaeo-
logical and technical purpose of cupellation remains often 
requires a careful consideration of the context, as well as an 
analytical approach.

Microstructure and technical interpretation

In the cross section of the Montbéliard cupel, a clear gra-
dient in colour can be seen, from an orange and beige tinge 
at the top, through to dark grey and brown at the bottom 

Figure 2: Line drawing of the cupel from Montbéliard.
Figure 2 : Dessin de la coupelle de Montbéliard.

Figure 3: Polished cross section of the cupel mounted in epoxy resin. 
Th e maximum dimension of the sample is 13 mm. Note the relative 
coarse grain size of some of the bone ash particles (grey, top).
Figure 3 : Lame épaisse polie, la plus grande dimension de l’échan-
tillon est de 13 mm. À remarquer les inclusions grossières d’os calciné 
(la partie grise correspond au sommet de la coupelle).
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(Fig. 3). Microscopic observation shows that the bulk of 
the fabric is now composed of lead oxide (or its secondary 
corrosion products, carbonates and hydroxides) very fi nely 
interspersed with minuscule bone ash grains (Figs. 4-5). Th e 
main distinct inclusions are relatively large fragments of 
bone ash, which never exceed 0.8 mm in diameter. Towards 
the bottom, also very small black phases were noticed, which 
are discussed later (section 4.2).

On average, 56 wt% of the cupel now comprises lead 
oxide, and 0.7 wt% is copper oxide (Table 1). In addition, 
the semi-quantitative ED-XRF analysis showed minor 
amounts of silver, zinc, antimony, arsenic and barium, in 
concentrations ranging from 400 to 900 parts per million 
(0.04 to 0.09 wt%). Th is contamination indicates that the 
cupel was used for refi ning silver whose main contaminant 
was copper. Th e presence of zinc, antimony and arsenic at 
a ratio of about one tenth to one twentieth of the copper 
content suggests that this argentiferous metal came from the 
smelting of an ore sample for assaying. After the smelting of 
the mineral sample in a crucible, the ore assay would culmi-
nate in the cupellation stage represented here. Conversely, 
this combination of trace elements is unlikely to come from 
scrap silver recycling or the analysis of coinage, given that 
circulating metals of this period would normally be much 
purer (see e.g. Rehren 1995). An alternative explanation 
would be that some of this contamination came with the 
added lead rather than with the copper alloy, but again this 
appears improbable, as assayers knew that the reliability of 
their results depended partly on the use of pure reagents 
(Boyvin 1639: f. 72), and we can expect pure lead to have 

been easily available to the 17th-century assayer working in 
Montbéliard. 

Th e bulk amount of silver left in the cupel is around 
500 ppm (0.05 wt%), as detected by ED-XRF, with some 
areas analysed by SEM-EDS reaching up to 0.5 wt%. Some 
early assayers acknowledged that there is an unavoidable loss 
of silver into the vessel, and thus recommended keeping used 
cupels to retrieve it through re-smelting (Vigenere 1618: 86-
87; Clairand and Kind 2000: 94-95). However, the silver 
levels detected in the Montbéliard cupel are relatively high 
even by early modern standards – an aspect deserving fur-
ther discussion.

A typical reason for the loss of silver into the cupellation 
matrix appears to be an insuffi  cient Pb/Cu ratio. Georg 
Agricola (Hoover and Hoover 1950: 251), among others, 
noted that the higher the concentration of copper in the 
sample to be assayed, the larger the amount of lead that 

Figure 4: Photomicrograph of an area near the top of the cupel, 
showing fragments of bone ash of diff erent sizes within a lead 
oxide-rich matrix (XPL, 50x magnifi cation, long axis is 2 mm).
Figure 4 : Microphotographie de la partie supérieure de la coupelle 
montrant les fragments d’os calcinés de diff érentes dimensions dans une 
matrice riche en oxyde de plomb (lumière polarisée – analysée croisée, 
50x, la longueur correspond à 2 mm).

Figure 5: Backscattered electron micrograph of an area towards the 
top of the cupel. Th e general matrix is composed of almost pure 
lead oxide (light grey), fi nely interspersed with small fragments of 
bone ash soaked with up to ~70 wt% lead oxide (mid grey). Th e 
larger bone grain on the right contains ~30 wt% lead oxide, whe-
reas the darker grain in the centre-top only absorbed a mere 3 wt% 
lead oxide, perhaps because it was not thoroughly calcined. Note 
the presence of globular corrosion products fi lling the porosities, 
following the leaching out of some phases (BSE, 400x).
Figure 5 : Microscopie électronique, image en électrons rétrodiff usés de la 
partie supérieure de la coupelle. La matrice est composée d’oxyde de plomb 
presque pur (en gris clair), avec de petits fragments d’os calcinés fi nement 
dispersés et imbibés jusqu’à 70 % en masse d’oxyde de plomb (gris moyen). 
Le plus gros grain d’os à droite contient environ 30 % en masse d’oxyde de 
plomb, alors que le grain le plus sombre, en haut et au centre, a absorbé seu-
lement 3 % en masse d’oxyde de plomb, peut-être à cause d’une calcination 
incomplète. À remarquer des produits de corrosion globulaires remplissant la 
porosité créées par la lixiviation de certaines phases (BSE, 400x).
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should be added to the cupel. Th ere is a technical explana-
tion for this: as noted by Bayley and Eckstein (2006: 152), if 
insuffi  cient lead is present in the charge, part of the oxidised 
copper will be present as Cu2O rather than as PbO·Cu2O. 
Unlike pure lead oxide or PbO·Cu2O, a signifi cant amount 
of silver can be dissolved in Cu2O. Hence, a low Pb/Cu 
ratio results in the formation of Cu2O, which may carry 
silver down into the cupel body. Th is has been corrobora-
ted by the analyses of both cupellation hearth bottoms (i.e. 
the larger scale counterparts of cupels) (Bayley and Eckstein 
2006) and experimentally made and used cupels (Téreygeol 
and Th omas 2003), where low Pb/Cu ratios systematically 
resulted in higher silver losses. Th e Cu2O-PbO phase dia-
gram (Fig. 6) shows that, ideally, the Pb/Cu ratio should 
be around 16 at least, to ensure the absence of free copper 
in the system (Riche and Gelis 1888: 156; Téreygeol and 
Th omas 2003). 

However, it is clear that a low Pb/Cu ratio was not the 
problem in the Montbéliard cupel. Th e average concen-
trations of PbO (55.7 wt%) and CuO (0.7 wt%) in the 
cupel can be recalculated by stoichiometry, resulting in an 
elemental Pb/Cu ratio of ca. 80, i.e. much higher than any 
of the recommended values 2. An excessive amount of lead 
in the cupel also entailed some risks. Firstly, it would result 

2. Th is is not to say that all of this lead would have been added at the 
cupellation stage. Most likely, some lead was present in the original ore 
assayed, and/or metallic lead could have been added to act as a collector for 
the noble metals during the smelting of the ore sample in a crucible.

in a longer cupellation time, hence increasing the danger of 
silver losses through evaporation or by penetration into the 
cupel: a longer duration entailed higher risks of something 
going wrong. Secondly, as cupels have a limited volume and 
absorption capacity, a large amount of lead would mean 
reducing the weight of the Ag-Cu alloy being assayed. For 
example, a cupel of the size discussed here would only be 
able to absorb ca. 20 g of metal oxides, thus the weight of 
the Ag-Cu alloy assayed should have been < 2 g in order to 
ensure the minimum Pb/Cu ratio of 16.

 MgO Al2O3 SiO2 P2O5 Cl K2O CaO MnO FeO CuO PbO
area 1 0.3 0.4 1.1 18.0 1.4 - 21.3 0.1 0.3 0.9 56.2
area 2 0.2 0.1 1.6 18.5 1.4 - 25.1 - - 0.7 52.7
area 3 0.4 0.2 2.0 16.6 0.7 - 29.4 - - - 50.8
area 4 0.6 1.2 4.3 11.4 0.5 0.5 26.9 0.4 - 0.6 53.9
area 5 1.4 1.4 4.4 10.8 0.4 0.2 23.8 0.3 0.4 0.9 56.1
area 6 1.4 1.3 3.3 12.6 - 0.7 24.5 0.7 0.5 0.9 54.0
area 7 1.7 1.2 3.6 9.4 0.3 0.1 20.7 0.6 1.0 1.0 60.7
area 8 0.9 1.2 3.7 9.3 0.3 0.1 20.8 0.2 1.3 0.8 61.5

Average 0.9 0.9 3.0 13.3 0.6 0.2 24.0 0.3 0.4 0.7 55.7
Std. dev. 0.56 0.54 1.25 3.81 0.51 0.25 3.10 0.25 0.49 0.32 3.73

Max. 1.7 1.4 4.4 18.5 1.4 0.7 29.4 0.7 1.3 1.0 61.5
Min. 0.2 0.1 1.1 9.3 - - 20.7 - - - 50.8

Table 1: Chemical composition by SEM-EDS, normalised to 100 wt%, of eight successive 2.4 by 1.7 mm areas of the cupel scanning 
from top (area 1) to bottom (area 8). In addition to the compounds above, traces of soda were recorded in individual measurements of 
some smaller areas.
Tableau 1 : Composition chimique par MEB-EDS, normalisée à 100 %, en % massique, de huit surfaces de 2,4 sur 1,7 mm, depuis la partie 
supérieure (area 1) vers le bas de la coupelle (area 8). En plus des éléments mesurés ci-dessus, des traces de sodium ont été enregistrées lors d’analyses 
plus ponctuelles.

Figure 6: Phase equilibrium diagram of the Cu2O–PbO system 
(after Gebhardt and Obrowski 1954).
Figure 6 : Diagramme de phase du système CU2O-PbO.
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Even if silver losses were minimal, any quantitative infer-
ences made on the basis of the assay of such a small sample 
could be severely biased. It may be assumed, however, that 
assayers would perform several tests of the same ore bodies 
in order to calculate the suitable ratios, account for possible 
errors and accommodate internal ore variability. Further 
aspects to be considered in explaining the silver losses would 
be the quality of the cupel – discussed below – and the skill 
of the assayer – which cannot be assessed from the informa-
tion available.

All in all, the present study allows this cupel to be related 
to the assay of ores for their silver content. In this case, some 
silver was lost into the cupel, perhaps due to an excessive 
lead load. A survey of relevant historical sources supports 
this attribution.

Metallurgy and assaying in Montbéliard: 
historical information 3

Th e mining district of Giromagny or Rosemont is situated 
about 30-40 kilometres to the north of Montbéliard, near 
Alsace, on an East-West line covering Lepuix-Gy, Giromagny 
and Auxelles. Local polymetallic deposits contain essenti-
ally ores of copper and argentiferious lead, which have been 
intensively exploited for silver since the beginnings of the 
16th century. Zinc is very frequently associated with galena, 
arsenopyrite and “grey copper” – a sulphosalt of copper 
usually containing arsenic and antimony (Th irion 1936). 
In addition, gangue minerals are primarily quartzitic, but 
they often contain barite – barium sulphate (Boulay 1984). 
Given the geographic proximity, and the detection of zinc, 
antimony, arsenic and barium in the cupel, it appears reaso-
nable to hypothesise a link between the cupel found in 
Montbéliard and the mines at Giromagny.

Local historical data has allowed the identifi cation of 
several potential users of a metallurgical laboratory where 
argentiferous ore from Giromagny could have been assayed. 
Towards the end of the 16th century, a family of metallur-
gists and entrepreneurs called Morlot (or Morelot) built the 
Chagey smithy in the seigneury of Hericourt. Th is family 
was directly linked to the Giromagny mines through the 
marriage of one of the Morlots to the daughter of the mining 
magistrate of Alsace and Sundgau from 1570 to 1588. 
Although the Morlot family had their residence in Saint-
Martin square, and not on Velotte street, two men of this 
family married two sisters of the Virot family. Th e house of 
the latter lies metres away from pit F7, where the cupel was 
found. According to the written sources, the Virots were a 

3. Th is is a brief summary of research detailed in Th omas et al. 2006.

wealthy family of landowners who enjoyed substantial rents 
from their vast properties in the area. Hence, although the 
links are somewhat complex, both familial and entrepreneu-
rial relations allow the archaeological cupel to be linked to 
local families and the mines in Giromagny.

A further character in this picture is Heinrich Schickhardt, 
an architect in charge of a building across the road from 
pit F7. Commissioned by Prince Frederic of Wurttemberg, 
Schickhard not only developed several estates, but also sur-
veyed, described and sampled ore deposits in the Giromagny 
region on behalf of his patron. Some correspondence between 
the two relating to the description of argentiferous ore depo-
sits bears witness to this. We do not know where Schickhardt 
lived, but there is the possibility he may have conducted assays 
on Velotte Street too. Schickhardt also wrote letters to Joseph 
Morlot, a blacksmith master of the aforementioned family, 
which reinforces the links between the three families, this 
location and their metallurgical endeavours.

Th us, there are at least three potential users for one sin-
gle cupel, but it seems improbable that we will be able to 
confi rm any of them. However, this information certainly 
supports the possibility of argentiferous ore being assayed in 
Bourg Saint-Martin.

4. THE MANUFACTURE 
AND PERFORMANCE OF CUPELS

Historical alchemists, metallurgists and – more recently 
– chemists, have provided diff erent recipes for making 
cupels. Most frequently, calcined bones and plants have 
been recommended as useful raw materials (cf. Martinón-
Torres et al. in press), although there are references to other 
materials such as calx (probably lime or calcite; Newman 
1991: 597). In addition, historical sources (Berthier, 1834) 
and analyses of cupellation hearth bottoms (Bayley and 
Eckstein, 2006) have indicated the use of crushed shell, 
clay or limestone, either alone or mixed together. Since the 
Middle Ages, authors favoured the use of bone ash, as this 
material showed the best performance during cupellation. 
Th e bone ash had to be thoroughly washed to remove any 
organic matter, well sieved, and then pressed into a mould 
to obtain the desired shape. 

According to some of these sources (e.g. Hoover and 
Hoover 1950: 228), ordinary potters would not normally 
make cupels, so users themselves had to produce them 4. 
Furthermore, cupels are too fragile to be easily transported 

4. This is also corroborated by the archaeological finds from 
Oberstockstall (Austria), where a lump of unused raw material for cupel 
making was found in the laboratory (Martinón-Torres, 2005: 160-171). 
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long distances, and they could only be used once. Th us, 
the choice of diff erent cupel-making materials could have 
been dictated, among other factors, by the availability of 
materials, time and economic constraints, adherence to 
an authoritative recipe, or actual knowledge of the pro-
perties of diff erent materials. Th ese social and cultural 
ramifi cations highlight the interest of technical studies of 
the manufacture and performance of archaeological cupels. 
Th e cupel from Montbéliard allows for some observations 
in this respect.

Methodological considerations

Determining the original raw materials of a cupel is not 
easy. Th e fi rst diffi  culty is that, with very few exceptions 
(Martinón-Torres 2005: 160-171; White and Bayley for-
thcoming), cupellation remains found archaeologically are 
invariably used, i.e. 40 to 70% of their weight is now com-
posed of lead oxide, which also constitutes the main structural 
component. Th e main reason for this is probably that unused 
cupels are too friable to be preserved in the archaeological 
record, and it is the absorbed lead oxide that acts as a conso-
lidant and thus provides durability. In fact, when cupels were 
not fully penetrated by litharge during use, usually only the 
top part will be preserved – its thickness depending on the 
penetration depth of the litharge, and hence cupels typically 
show a rounded base.

Microscopic and X-ray diff raction analyses of cupel mate-
rial may enable the identifi cation of individual particles of 
bone, minerals, or other components, usually interspersed 
within the larger base metal oxides or secondary carbonates 
(see Figs. 4-5). However, these approaches do not allow for 
quantifi cation, if several raw materials were mixed together. 
A further technical challenge stems from the scarcity of refe-
rence diff raction patterns for materials such as burnt calcite 
or wood ashes. In consequence, the most useful approach 
appears to be the study of chemical data, ideally combined 
with microscopy. We can obtain an indication of the ori-
ginal composition of a cupel prior to use by ignoring the 
contamination by lead and other base metal oxides, and 
re-normalising the chemical composition to 100%. 

The inorganic component of bone is known to be 
composed primarily of the mineral hydroxyapatite 
[Ca5(PO4)3(OH)] (~85%), with small amounts of calcium 
carbonate (~10%) and compounds of magnesium, sodium, 
fl uorine and other elements also present (~5%). Th erefore, 
when the main constituents of the cupel material are the oxi-

As far as we are aware, there are no written records attesting to the exis-
tence of any workshop specialised in making cupels for trade. 

des of calcium and phosphorus, one can reasonably assume 
that the cupel was made of pure bone ash. Th is was the case 
of a cupel from Pymont (France) analysed by Rehren and 
Eckstein (2002), where CaO and P2O5 together accounted 
for almost 90 wt% of the original material of the cupel. Th e 
situation is more complicated when bone ash appears to be 
mixed with other materials, which we may term “additives” 5. 
In these cases, a rough estimate of the additive composition 
can be made by calculating the weight ratio of calcium oxide 
to phosphate, and presuming that all of the phosphate in 
the cupel originates from bone. Th ese calculations, however, 
will be based on two assumptions: fi rstly, that the additive 
would not have contained any major amounts of phospho-
rus – which is generally the case for calcite, clay and wood 
ashes –; and secondly, that the CaO/P2O5 ratio in bone is 
relatively stable and predictable. 

Regarding the second assumption, it has to be acknowled-
ged that the bone CaO/P2O5 ratio does vary: reported ratios 
for human bones vary from 1.26 (Tzaphlidou and Zaichick 
2002) to 1.32 (Zaichick and Tzaphlidou 2002); in rats, these 
vary from 1.06 to 1.29, depending on the part of the body, 
whilst remaining surprisingly consistent between diff erent 
individuals; known ratios for rabbit bones are 0.78 and 1.06, 
and the ratio for sheep is 0.82 (Tzaphlidou et al. 2004). 
In archaeological examples, analyses of medieval bone-ash 
lined cooking pots have yielded a ratio of 1.15 (Keller and 
Stern 1999), while this value for the Pymont cupel was 1.07 
(Rehren and Eckstein 2002) 6. Our unpublished analyses of 
an experimental cupel made with industrial bone ash and 
used for silver refi ning yielded values ranging from 1.40 to 
1.60.

Further technical limitations should be mentioned: cal-
cium and phosphorus are precisely some of the elements 
more susceptible of post-depositional alteration in archaeo-
logical materials (Freestone 2001; Schwedt et al. 2004) 
– which highlights the convenience of combining chemical 
with microscopic information. Another problem is that ZAF 
correction procedures in standard analytical equipment may 
not be calibrated for such high-lead matrices as used cupels. 
Signifi cantly, in our experimental cupel mentioned above, 
higher CaO/P2O5 ratios were systematically detected in 

5. We are using the term “additive” instead of “binder” in an attempt 
to fi nd a less interpretative denomination: this additive could increase the 
bulk amount of raw material, function as a binder, or be added for several 
other cultural or economic reasons – see discussion below. 

6. In most publications, these values are reported as average Ca/P 
ratios or elemental compositions after several measurements, which we 
have transformed into oxide ratios by stoichiometric calculation. We are 
not reproducing standard deviations because that degree of precision is 
not necessary here, given the unavoidably “coarse” nature of our calcula-
tions.



66 Marcos MARTINÓN-TORRES et al.

ArcheoSciences, revue d’archéométrie, 32, 2008, p. 59-70

those regions with higher PbO concentrations – most likely 
an analytical artefact, but it needs to be clarifi ed.

Despite these problems, and while bearing in mind that 
our estimates cannot be fully quantitative, some calcula-
tions can be performed. We begin by assuming a nominal 
CaO/P2O5 ratio in bone of 1.2, and that all of the P2O5 in 
the cupels is due to the bone ash. Th us, by multiplying the 
P2O5 weight in the cupels by 1.2, we obtained an estimate 
of the amount of CaO that the bone ash would contain. 
We can now label those components as “bone”, and isolate 
them in the compositional data. Th e remainder will be the 
“additive” 7.

Th e case of Montbéliard

Several measurements of the chemical composition of the 
Montbéliard cupel were obtained by analysing a series of 2.4 
by 1.7 mm areas from top to bottom of the cross-section by 
SEM-EDS (Table 1). When the calculations detailed above 
are performed on the data, an interesting pattern emerges 
(Table 2, Fig. 7). While the top surface of the vessel is vir-
tually pure bone ash, with less than 10 wt% of “additive”, 
the bone to additive ratio decreases to approximately 1:1 
in the body of the cupel. Th is extra material was probably 
wood ash, or perhaps a mixture of clay and other fi nely 
crushed calcareous material, explaining the remainder silica, 
lime and other light elements in the bulk chemical composi-
tion (Table 2). In other words, it would seem that the maker 
of this cupel used a mixture of one part of bone ash to one 
part of additive for the bulk of the vessel, but then applied 
a layer of purer bone ash on the top.

Why would someone do that? What would be the per-
formance characteristics of such a cupel? Th e answer to the 
fi rst question can be hypothesised on the basis of our own 
experience of making and using cupels. Previously, we assu-
med that the additive would function as a binder or cement, 
facilitating the manufacture of the vessels (Martinón-Torres 
and Rehren 2005). However, experience has taught us that 
it is relatively easy to manufacture pure bone ash cupels too, 
simply using water to make the paste and then leaving them 
to dry thoroughly. Conversely, what our experiments made 
obvious is that producing the bone ash to start with is a time- 
and labour-consuming job. Removing fl esh and marrow from 
the bones, burning them in a relatively clean environment, 
crushing and grinding, and repeatedly washing and sieving, 
are tedious tasks producing a fairly small volume of bone ash. 
It therefore appears sensible that, even if not necessary as a 

7. For a more detailed explanation of these calculations, and practical 
examples with several cupels, see Martinón-Torres et al. in press.

cement, wood ash or other additives such as clay would have 
been added to increase the bulk volume of the cupel-making 
material. In what could be a similar scenario, late 19th cen-
tury coin minters at the Paris Mint used cupels made of a 
mixture of bone and wood ash, admittedly due to economic 
reasons, though acknowledging that pure bone ash worked 
better (Riche and Gelis 1888: 50).

Regarding the performance of cupels not made of pure 
bone ash, there is no doubt that siliceous materials are 
unsuitable for cupellation because, at high temperatures, 
lead oxide readily reacts with silica to form viscous lead sili-
cates, which impede the absorption into the cupel matrix 
and hamper a neat separation of the noble metal bead. Th is 
would probably be a limitation of cupels made by mixing 
bone ash with clay. Th is point is more diffi  cult to demons-
trate when silica is only present in comparatively small 

Figure 7: Line chart comparing the ratio of bone ash to addi-
tive, and their correlation with lead oxide and silica, throughout 
the cupel. Data for “bone” was obtained based on a bone CaO/ 
P2O5 ratio of 1.2:1, and compositional information from Table 2. 
Accordingly, the “additive” content was calculated by removing 
all the P2O5 and reducing the total CaO content by 1.2 times 
the weight of P2O5 (see Martinón-Torres et al. in press). Note the 
signifi cant decrease in bone content from the third area downwards 
(~5 mm from the top), the positive correlation between PbO (from 
Table 1) and SiO2 (from Table 2), and the negative correlation 
between bone and SiO2.
Figure 7 : Graphique comparant les rapports de la cendre d’os et de 
l’élément ajouté dans chaque partie de la coupelle, et leur corrélation 
avec l’oxyde de plomb et la silice. Les données pour l’os calciné ont été 
obtenues à partir d’un rapport CaO/P2O5 de 1,2 pour 1, et les données 
du tableau 2. En conséquence, la part de l’excipient est calculée en 
enlevant lz totalité de P2O5 et en retranchant le CaO correspondant à 
1,2 fois la masse de P2O5 . À remarquer la diminution signifi cative de 
la part de l’os calciné à partir de la troisième zone (à 5 mm environ 
depuis le sommet), la corrélation positive entre PbO (du tableau 1) et 
SiO2 (du tableau 2), et la corrélation négative entre l’os et SiO2.
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concentrations, as would be the case in most wood ashes. In 
his study of cupels from Oberstockstall, which also contai-
ned bone mixed with of wood ash 8, Rehren (1998) showed 
that bone apatite becomes unstable in the presence of silica, 
reacting with the lead oxide to dissolve and recrystallise as 
complex calcium silica phosphates, and in so doing clogging 
up the porosity needed to mechanically absorb the liquid 
lead oxide (see also Bayley and Eckstein 2006). Similar crys-
tals were found in the Montbéliard cupel, visible as small 
black phases (see fi gs. 8-9). Th e users possibly noticed the 
practical problems of silica-rich cupellation matrices, and 
this would explain the application of the purer top facing, 
which is noticed in this example from Montbéliard and 
also in those from Oberstockstall (Martinón-Torres 2005: 
160-171). In this manner, even if the absorption capability 
of the cupel was reduced, the assayers could ensure a good 
separation of the silver bead.

With this background, the crucial need for very pure bone 
ash for the whole cupel, as emphasised by many authors, 
appears diffi  cult to justify in purely technical terms. Was 
the use of additives really compromising the effi  ciency of 
the cupels? Or was it rather a cost-eff ective solution to 
the scarcity of bone ash? In Oberstockstall, those cupels 
richer in silica appeared to have absorbed less lead oxide, 
suggesting a more limited absorption capability (Rehren 

8. In previous publications (Rehren 1998; Martinón-Torres and Rehren 
2005), a miscalculation led to the erroneous interpretation of the “additive” 
mixed with the bone ash in the Oberstockstall cupels as clay. However, 
it is more likely that this additive was in fact wood ash (Martinón-Torres 
et al., in press).

1998; Martinón-Torres and Rehren 2005). However, the 
Montbéliard cupel shows comparable levels of lead oxide in 
both the pure and debased layers – and a positive correlation 
between silica and lead oxide (fi g. 7) that probably refl ects 
the preferential reaction between the two, compared to the 
mechanical absorption of lead oxide in the porous bone ash 
structure (fi gs. 8-9).

Clearly, in order to compare the absorption capability 
of diff erent cupel materials, it is necessary to experiment 
with known mixtures, and then analyse the concentrations 
of absorbed lead oxide in a standardised manner. Th e exis-
ting analytical data appears too heterogeneous to allow any 
reliable comparison. Both the cupels from Oberstockstall 
and Pymont, analysed by ICP-AES, show high lead oxide 
values, between 60 and 70 wt%. In our experimental study, 
we saturated a pure bone ash cupel until it leaked, but the 
SEM-EDS area analyses only reached an average 52 wt% 
PbO, comparable to the 55 wt% PbO of the wood-rich, 
supposedly less effi  cient, Montbéliard cupel. Spot analyses 
on both cupels, however, showed highly variable PbO values 
ranging from 5 to 80 wt%, again highlighting the need for 
standard analytical protocols. Th e SEM-EDS analysis of a 
wide range of cupellation hearth bottoms, made with dif-
ferent mixtures of raw materials, showed base metal oxide 
concentrations between 55 and 90 wt%, and led to the 
conclusion that “there is no correlation between the com-
position of the hearth lining and the eff ectiveness of the 
cupellation process” (Bayley and Eckstein 2006: 152).

In this context, it becomes important to refl ect on the 
words ‘eff ectiveness’ and ‘effi  ciency’. An eff ective cupel is that 

MgO Al2O3 SiO2 P2O5 Cl K2O CaO MnO FeO Total
area 1 0.8 0.8 2.5 42.0 3.2 - 49.6 0.3 0.7 42.9
area 2 0.4 0.3 3.5 39.4 3.0 - 53.5 - - 46.9
area 3 0.9 0.4 4.0 33.6 1.5 - 59.5 - - 49.3
area 4 1.3 2.6 9.3 24.8 1.2 1.0 58.8 0.9 - 45.7
area 5 3.3 3.2 10.2 25.2 0.8 0.4 55.2 0.7 1.0 43.0
area 6 3.1 3.0 7.3 28.0 0.1 1.5 54.4 1.5 1.1 45.0
area 7 4.3 3.2 9.2 24.4 0.8 0.2 53.8 1.5 2.6 38.4
area 8 2.5 3.1 9.7 24.7 0.7 0.3 55.0 0.5 3.5 37.8

Table 2. Re-calculated composition of the original cupel matrix. Th e fi gures were obtained by ignoring the PbO and CuO contents of the 
cupel and re-normalising the remaining concentrations to 100 wt%. Column ‘Total’ gives the original total wt% of these compounds (MgO 
to FeO) in the sample areas prior to re-normalisation. Th e bottom rows (4 to 8) show signifi cant concentrations of compounds other than 
P2O5 and CaO, as well as a higher CaO:P2O5 ratio, indicating the presence of a lime- and silica-rich additive mixed with the bone ash.
Tableau 2 : Composition chimique de la coupelle avant utilisation, recalculée. Les données ont été obtenues en écartant les concentrations en PbO 
et CuO, et en normalisant le total à 100 %. La colonne « total » correspond à la concentration en % massique des éléments restants (de MgO à 
FeO) et avant normalisation à 100 %. Les parties les plus proches du bas de la coupelle montrent des concentrations signifi catives en des éléments 
autres que P2O5 et CaO, de même qu’un rapport élevé de CaO/P2O5 indiquant la présence d’un excipient riche en CaO et SiO2 mélangé à de 
la cendre d’os.
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which accomplishes the intended job; an effi  cient one is that 
which does so with the minimum expenditure of time and 
eff ort. When talking about effi  ciency, we need to consider 
specifi c factors aff ecting each context, such as the availabi-
lity of specifi c materials or skills, which cannot be accessed 
through materials analyses alone. Which parameters are we 
considering when assessing the effi  ciency of a cupel? Clearly, 
a high capacity for absorbing liquid lead oxide is a major 
consideration: higher absorption means a larger sample and 
hence potentially higher accuracy and precision of the assay. 
However, this can easily be achieved by using a larger cupel as 
long as a suffi  cient capillary action is drawing the lead oxide 
into the body of the cupel. A higher percentage of lead oxide 
within the used cupel on its own is not necessarily denoting a 
better or more eff ective process. An obvious crucial issue is to 
avoid cracks through which liquid metal could seep into the 
body of the cupel, resulting in a smaller silver bead at the end 
of the process. A suitable additive may improve the drying 
properties of the cupel, and reduce the risk of cracks forming. 
Another important aspect is the ease with which the typically 
small silver bead can coalesce and then be removed from the 
cupel. Clean and easy separation is probably facilitated by 
pure bone ash, while a siliceous component, producing a lar-
ger amount of vitreous material, will probably result in a more 
‘sticky’ top surface and either slag adhering to the bead, or loss 
of some silver to the surface. Th is could be the reason behind 
the fi nal dusting of fi ne bone ash to the top surface of a good 
cupel, eff ectively separating the diluted body with its additive 
from the silver bead. Similarly, the central depression clearly 
facilitates the coalescence of all the silver into a single bead. 
Th ere may be other factors more relevant to the medieval and 
post-medieval assayers than the fi nal percentage of lead oxide 
in the used cupel.

Only a thorough study of the material properties and per-
formance characteristics of diff erent cupellation media will 
improve our understanding of the possible reasons behind 
the choices made by the craftspeople. For example, not only 
do several authors talk about bone and wood, but they also 
specify their preferred species and parts – did this have any 
practical eff ect? Likewise, would diff erent burning tempe-
ratures have a signifi cant impact in the resulting quality of 
the cupel raw materials?

5. SUMMARY AND CONCLUSIONS

Th e present study has furnished information on one epi-
sode of the metallurgical history of Montbéliard, but also 
raised questions for future studies. We would like to fi nish 
this paper by emphasising three main points:

Figure 8: Photomicrograph of the cupel fabric towards the bot-
tom of the cupel, showing fragments of bone ash of diff erent sizes 
within a lead oxide-rich matrix, and a darker colour resulting from 
the abundance of small black calcium silica phosphates (XPL, 50x 
magnifi cation, long axis is 2 mm). 
Figure 8 : Microphotographie de la partie inférieure de la coupelle mon-
trant les fragments d’os calcinés de diff érentes dimensions dans une matrice 
riche en oxyde de plomb. La couleur sombre est due à l’abondance de 
petites inclusions noires de phosphates de calcium et de silicium (lumière 
polarisée – analyse croisée, 50x, la longueur correspond à 2 mm.

Figure 9: Backscattered electron micrograph of an area towards 
the base of the cupel. Note the overall abundance of litharge (light 
grey), the particles of bone ash (mid grey), and the clusters of 
small calcium-silica phosphates (black phases), resulting from 
the decomposition of bone apatite in the presence of silica (BSE, 
1000x).
Figure 9 : Microscopie électronique, image en électrons rétrodiff usés 
de la partie inférieure de la coupelle. À remarquer l’abondance de 
la litharge (en gris clair), les inclusions d’os calciné (gris moyen), 
et les grappes de petites inclusions de phosphates de calcium et de 
silicium (en noir), résultant de la décomposition de l’apatite de l’os 
en présence de silice (BSE, 1000x).
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Firstly, the analytical data shows that the cupel was moul-
ded from a mixture of bone ash and a lime-rich additive, 
with a top layer of pure bone ash, and was subsequently 
used for the assay of an argentiferous copper-based ore sam-
ple. Possibly, an excessively high lead to copper ratio – and 
not the use of wood ash as an additive – was the cause of a 
signifi cant loss of silver into the cupel. Th e historical record 
indicates that this cupellation event is most likely related to 
families who lived in Bourg Saint-Martin and had metallur-
gical interests in the nearby Giromagny mines.

Secondly, reliable comparisons within and between sites 
require the use of standardised analytical methods. For the 
study of cupel manufacture, we have argued that micros-
copy and microanalysis – combining spot and area measure-
ments – constitute the most useful methodological strategy 
(Martinón-Torres et al. in press). In addition, systematic 
experimental work is needed in order to assess the manu-
facturing requirements, material properties and performance 
of diff erent raw materials.

Th irdly, this paper highlights the importance of contex-
tual analytical studies of metallurgical remains. Besides 
providing details of the history of a particular site, these 
focused approaches illustrate aspects of the understanding of 
the properties of diff erent materials, individual choices and 
practical solutions that often diff er from the written recipes 
given in authoritative texts. Th e potentials of combining and 
contrasting textual and archaeometric information are vast, 
and we eagerly expect more work along these lines.
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