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Abstract: In order to demonstrate cavity quantum electrodynamics using photonic crystal
(PhC) cavities fabricated around self-assembled quantum dots (QDs), reliable spectral and spa-
tial overlap between the cavity mode and the quantum dot is required. We present a method
for using photoresist to optically fabricate heterostructure cavities in a PhC waveguide with
a combined photolithography and micro-photoluminescence spectroscopy system. The system
can identify single QDs with a spatial precision of ±25 nm, and we confirm the creation of
high quality factor cavity modes deterministically placed with the same spatial precision. This
method offers a promising route towards bright, on-chip single photon sources for quantum
information applications.
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1. Introduction

Optical cavities coupled to quantum dots (QDs) are of great interest in the field of quantum
information processing [1–4]. Coupled cavity-dot systems can function as efficient single pho-
ton sources [5, 6] which can be used to mitigate photon number splitting attacks [7] against
quantum key distribution protocols [8]. Single photons can also serve as flying qubits for an
optical quantum computer [9, 10] and cavity-enhanced spontaneous emission from QDs could
enable the creation of thresholdless nanolasers [11]. The strong coupling regime allows for the
photon-photon interactions necessary to implement optical quantum logic gates [12] and the
strong light-matter interactions required for deterministic quantum memory [13].

When developing single photon sources it is important to minimise the emission lifetime of
the QD because this leads to greater photon indistinguishability [14]. For quantum computing
applications it is also essential to maximise brightness in order to scale to large computational
Hilbert spaces [1]. To achieve both of these goals the ratio of the cavity’s quality factor (Q) to its
mode volume (V ) must be large since it determines the Purcell factor [15, 16]. Additionally, to
achieve strong coupling it is necessary for the cavity to have a high Q/

√
V ratio [16]. Photonic

crystal (PhC) cavities can be engineered with high quality factors and very small mode volumes
[17], making them ideal for these applications.

In order to achieve coupling between a QD and an optical cavity, the emission from the QD
must overlap both spectrally and spatially with the optical mode of the cavity [18]. The standard
practice for fabricating dot-coupled PhC cavities uses electron-beam lithography. Epitaxially
grown QDs are randomly distributed over the sample and capped by further bulk growth. While
uncapped QDs can be easily seen with a scanning electron microscope (SEM), thick capping
layers of more than 100 Å obscure the QDs leaving surface deformations of less than 30 Å [19].
Such small changes in surface height cannot be readily detected under SEM, making it very
difficult to reliably position cavities around them. Therefore, achieving the necessary spatial
and spectral overlap between the cavity mode and QD for on-chip coupling is a matter of luck
and the yield for successful fabrication of strongly coupled devices is typically less than 1% [20].
The very low yield renders this method impractical for production of devices containing more
than a single dot-cavity structure.

One promising class of PhC cavity designs is modulated mode-gap cavities [21]. These cavi-
ties are typically achieved by displacing the holes closest to the waveguide [22] or altering the
lattice constant [23] along a small region of the waveguide. A small range of frequencies is
allowed to propagate in the heterogeneous region but falls within the photonic stop gap of the
rest of the waveguide, thus giving rise to cavity modes with small mode volume [24]. Theoreti-
cal studies have also shown that very high Q cavities can be obtained using the same principle
by depositing a low refractive index material on top of a PhC waveguide [25]. However, to
date there have been very few experimental demonstrations, all based on either electron-beam
exposure or deposition techniques [26–28] without the possibility of deterministic coupling to
QDs.

In this letter we present a novel method of creating a modulated mode-gap cavity using
photolithography. The photolithography system is combined with a micro-photoluminescence
(µPL) spectroscopy system which can locate single QDs to a precision of ±25 nm using the
same approach as Lee et al. [29]. This approach opens the road for cavities to be fabricated
around QDs to achieve reliable spatial and spectral overlap required for coupling.

2. Cavity design and simulations

This cavity design consists of a PhC membrane waveguide with a small, thin disk of photoresist
patterned on top of it, as depicted in Fig. 1. The refractive index of the medium is locally
increased by the disk of photoresist, resulting in a small mode volume cavity mode as shown in
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Fig. 1. A 3D rendering showing the structure of a photoresist-on-waveguide cavity.
The SU-8 photoresist disk is shown on top of a PhC waveguide. The change in local
refractive index due to the presence of the photoresist gives rise to the optical cavity
mode.

Fig. 2. (a) and (b) Calculated Ey (TE) electric field distributions of the PhC cavity
modes created by 25 nm and 400 nm thick SU-8 disks (central black circles) respec-
tively. (c) Calculated Q factor components and mode volume as a function of SU-8
thickness for a 1 µm diameter disk. (d) and (e) Magnitude of E 2

z (TM) electric field
averaged over 4 periods for 25 nm and 400 nm thick SU-8 disks. (f) Band structure
showing two TE-like modes (solid lines), the first TM-like mode (dashed line), and
the cavity mode frequency (horizontal black line).

Figs. 2(a) and 2(b).
3D electromagnetic field simulations of this device were performed using a freely available

software package, MEEP [30], employing a finite-difference time-domain (FDTD) algorithm.
The simulated PhC structure had 48 and 24 lattices along the Γ-K and Γ-M directions respec-
tively, a slab thickness of 200 nm, a lattice spacing, a, of 340 nm, and a hole radius of 0.27 a.
The refractive indices of GaAs and crosslinked SU-8 were taken to be 3.330 [31] and 1.575 [32]
respectively. The diameter of the SU-8 disk was taken to be 1 µm, to match the size of the fo-
cused laser spot in the µPL system. The Q factor and mode volume of the cavity mode created
by the SU-8 disk were calculated for thicknesses ranging from 25 nm to 400 nm. The total Q
factor (QT ) was decomposed into in-plane (Q‖ ) and out-of-plane (Q⊥) components [16] using
flux planes surrounding the PhC. These results, plotted in Fig. 2(c), show that Q⊥ is an order of
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magnitude larger than Q‖ for this cavity and thus that QT is largely limited by in-plane losses.
This is in contrast to a modulated mode-gap cavity with a PhC of same size and same parame-
ters where Q‖ and Q⊥ are nearly equal. Also, we found that increasing the PhC size does not
result in an improvement of Q‖ . We attribute the origin of the lower Q in our device to leaky TM
modes generated by the break in the vertical symmetry of the cavity created by the disk [33].
This is corroborated by the increase in the amplitude of the Ez field with increasing thickness
as shown in Figs. 2(d) and 2(e) and by the presence of the first TM-like band inside the TE
photonic bandgap at the frequency of the cavity mode as shown in Fig. 2(f). However we expect
that a PhC with a thinner slab than in the present work would result in much improved Q ac-
cording to a previous study [34]. We note that the increase in the mode volume for cavities with
thin disks is largely compensated by the increase in QT , thus such cavities are good candidates
for applications requiring strong Purcell enhancement.

3. Device fabrication

The samples studied in this letter consist of GaAs chips with high density self-assembled In-
GaAs QDs (∼100 dots/µm2) and an AlGaAs sacrificial layer. An array of 2D PhC waveguides
was patterned in poly(methyl methacrylate) using a 100 kV VB6 Leica e-beam machine and
transferred to the GaAs substrate using reactive ion etching. HF treatment was used to remove
the AlGaAs layer beneath the devices, leaving behind suspended PhC membranes containing
embedded QDs. The PhC waveguides were designed to support modes at the low-energy tail of
the QD distribution. This process is described in more detail by Brossard et al. [35].

Before applying the photoresist to the PhC structures, they were first placed inside a contin-
uous flow liquid helium cryostat and cooled down to 4.2 K. Spectroscopy measurements were
performed using a µPL system by exciting the QDs above band gap with a He-Ne laser focused
through a 100 × magnification, 0.5 NA microscope objective to a ∼1 µm spot with a power of
6 µW on the sample surface. The emission was collected with the same objective before being di-
rected through a 0.3 m spectrometer onto a 1024 pixel InGaAs array cooled with liquid nitrogen
to −100 ◦C. The maximum effective resolution of this spectrometer is 0.05 nm at a wavelength
of 1260 nm. The microscope objective was mounted on a piezo-actuated 3-axis translation stage
with a 100 µm range on each axis. This was used to scan along the 20 µm length of each waveg-
uide, recording a spectrum every 0.2 µm, building up a µPL intensity map. These intensity maps
could later be compared to similar maps taken after photolithography in order to demonstrate
the creation of cavities.

A photoresist solution was prepared by diluting SU-8 2007 in cyclopentanone. 20 µL of this
solution was spincoated onto the samples. The samples were then transferred to a hotplate for
a pre-exposure bake at 95 ◦C for 5 minutes to evaporate any remaining solvent. A series of
experiments were performed to find the optimal SU-8 concentration and spin speed required to
produce a sufficiently thin layer of SU-8 over the PhCs. An atomic force microscope (AFM)
was used to measure the thickness of the photoresist layers, whereby the optimal concentration
was found to be 1 part SU-8 2007 to 8 parts cyclopentanone by volume and the optimal spin
speed was found to be 2800 rpm with an initial angular acceleration of 1000 rpm/s. Due to the
small size (5 × 5 mm2) of the sample there was still significant variation in thickness between
the edges and the centre, where approximately 70 nm thick SU-8 was achievable.

Two different SU-8 exposure protocols were tested using the same optical system as was
used for the µPL measurements. Initially a mode locked 800 nm Ti:Sapphire laser with 100 fs
pulse duration was used for two-photon exposure of the SU-8 photoresist, as described by Lee
et al. [20, 29]. A two-photon process was chosen to allow the same laser to be used for µPL
excitation and exposure, reducing the risk of alignment errors. However, it was found that the
high pulse energy required for two-photon exposure was causing damage to the PhC structure
and limiting the Q factor.
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To achieve higher Q factors, a 405 nm diode laser was used for resonant exposure of SU-
8. For experimental convenience the exposures were performed at room temperature, however
the same exposure procedure was performed equally well on a thin SU-8 layer at 4 K. The
laser power was 3.4 µW at the focus on the sample and the exposure time was 5 seconds. The
laser spot was attenuated by a factor of approximately 104, to avoid exposing the SU-8, and
positioned over the centre of the PhC waveguide using the optical image.

After exposing the devices, the sample was developed to remove the unexposed photoresist.
First it was baked on a hot plate at 95 ◦C for 5 minutes to allow the photo-acid catalyst (created
during the exposure process) to catalyse the crosslinking of the polymer strands. The sample was
then immersed in propylene glycol monomethyl ether acetate (PGMEA) and gently agitated for
5 minutes to dissolve the non-crosslinked SU-8. Finally the sample was rinsed with isopropyl
alcohol (IPA) and dried with nitrogen gas.

4. Results and discussion

We verified the successful creation of optical cavities by scanning our microscope objective
along the length of the waveguide and taking a microphotoluminescence spectrum at each point
(spaced by 0.2 µm). The data from these hyperspectral maps (taken at 4.2 K) were then com-
pared to equivalent maps before spinning the photoresist.

The “before” and “after” maps for two typical devices are plotted in Fig. 3. It can be clearly
seen that in each of the “after” maps, (c) and (f), a cavity mode has been created. Furthermore,
these optical modes are spatially confined and located at the centre of the PhC waveguides which
matches the location where the SU-8 disks were patterned. These modes are excited indirectly
via the photoluminescence from the embedded QDs. The low intensity modes present on each
side of the cavity modes are thought to be Fabry-Perot modes created by reflections from the
impedance mismatch at the ends of each waveguide [36], and this is evidenced by the presence
of these modes in the “before” spectra. Q factors for each cavity were determined by positioning
the laser spot over the cavity mode maximum and fitting a Lorentzian function to the resulting
spectrum. The measured Q factors ranged from 2.3 × 103 to 7.4 × 103.

Fig. 4(a) shows a SU-8 disk with diameter 1.2 µm and thickness 230 nm patterned on top of
a PhC waveguide with corresponding µPL map shown in Fig. 4(b). The µPL data was collected
by raster scanning the objective over the PhC in steps of 0.5 µm. It is clear that a PhC cavity has
been created at the position of the SU-8 disk.

Additionally, AFM images were taken for all of the fabricated devices to measure the diame-
ter and thickness of the SU-8 disks. A conical frustrum was fitted to each AFM image using the
Levenberg-Marquadt algorithm [37] to approximate the disk shape. The SU-8 disks were found
to generally be slightly elliptical, as can be seen in Fig. 4, so the quoted diameter is equal to a
circle of the same area.

The thickness, diameter and Q factor are plotted in Fig. 5, and it can be seen that thinner
disks correlate with smaller disk diameters. One possible explanation is an increase in the to-
tal quantity of photoacid catalyst produced in thicker SU-8 layers due to the greater volume
of photoresist within the laser spot. An additional explanation could be the variation of light
absorption by the SU-8 layer with thickness due to interference effects. We observed signifi-
cant thickness-dependent interference effects in thin SU-8 films via reflectivity measurements,
suggesting that this explanation is plausible.

Thinner photoresist disks correlate with higher Q factors, which is in agreement with the
trend predicted by the FDTD simulations in Fig. 2(c). Variations in the position of the disk with
respect to the waveguide could explain some of the spread in the Q shown in Fig. 5. The laser
spot was viewed through the microscope objective and positioned manually over the waveguide,
so the positioning error was on the order of several hundred nanometers. This error can be vastly
reduced if we map a single QD, where an accuracy of ±25 nm is possible [29]. An alternative
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Fig. 3. Plots (a) and (d) show µPL spectra taken at the centre of the cavity mode
on each device. Plots (b), (c), (e), and (f) are 1-dimensional µPL maps taken before
and after fabrication of photoresist disks on top of waveguides. Each map shows the
photoluminescence intensity along the waveguide. In (c) and (f) it can be seen that
PhC cavity modes have been created.

Fig. 4. (a) SEM image of a SU-8 photoresist disk on top of a PhC waveguide. (b) cor-
responding 2D µPL map over the same device as (a) at the wavelength of the cavity
mode. The black overlay indicates the location of the PhC structure and photoresist
disk. This shows that the cavity mode is created at the spatial location of the photore-
sist disk.
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Fig. 5. Q factor of PhC cavities created by photolithography of SU-8 disks as a func-
tion of the disk diameter and thickness. Thinner SU-8 clearly correlates with higher Q
factors.

approach would be to pattern a strip of SU-8 running perpendicular to the waveguide. The
large variation in thickness is due to non-uniformities in the SU-8 layers, most likely caused
by differences in position and wettability between PhC structures. The simulations suggest that
Q > 104 could be achieved for sub-50 nm thick SU-8 layers, however more work will be needed
to fabricate such a thin layer with any reliability. For layer thicknesses between 50 nm and
200 nm numerical simulations show that the mode wavelength varies by only ∼ 2 nm, which
allows for fine tuning of the resonance. If a single dot in a low-density sample is to be coupled
using this technique, the dot has to be within ±80 nm of an anti-node in the cavity, which is
situated centrally between two holes in the waveguide (see Fig. 2(a)). This can be accomplished,
given the spatial accuracy with which the center of the waveguide can be registered, provided the
dot is chosen with an emission wavelength slightly to the blue of the cavity mode. Quantum dots
can be temperature tuned to the red by ∼ 0.8 nm [35], thus allowing coupling to be achieved.

5. Conclusions

In summary, we have developed a method for fabricating photonic microcavities at arbitrary
locations along a pre-existing PhC waveguide using all-optical laser lithography. The method
involves laser patterning a negative photoresist (SU-8) on top of the PhC waveguide. PhC
cavities with Q up to 7000 were achieved. The ability to position and fabricate high Q cavity
modes using an optical system capable of locating individual QDs with a spatial precision of
±25 nm would greatly increase the probability of spatial overlap between QD and cavity modes.
Compared to a typical yield of 1 % for strongly coupled QD-cavity devices with e-beam defined
cavities, this represents a significant step forward towards reproducible QD-cavity coupling.

Data for the figures can be downloaded at: https://doi.org/10.5287/bodleian:KZQA7ygmw
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