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Abstract 

It has recently been demonstrated that nanoscale molecular films can spontaneously 

assemble to self-generate intrinsic electric fields that can exceed 108 V/m. These elec-

tric fields originate from polarisation charges in the material which arise because the 

films self-assemble to orient molecular dipole moments. This has been called the spon-

telectric effect. Such growth of spontaneously polarized layers of molecular solids has 

implications for our understanding of how intermolecular interactions dictate the struc-

ture of molecular materials used in a range of applications, for example, molecular sem-

iconductors, sensors, and catalysis. Here we present the first in situ structural charac-

terisation of a representative spontelectric solid, nitrous oxide. Infrared spectroscopy, 

temperature programmed desorption and neutron reflectivity measurements demon-

strate that polarised films of nitrous oxide undergo a structural phase transformation 

upon heating above 48 K. A meanfield model can be used to quantitatively describe the 

magnitude of the spontaneously generated field as a function of film-growth temperature 

and this model also recreates the phase change. This reinforces the spontelectric model 

as a means of describing long range dipole-dipole interactions and points to a new type 

of ordering in molecular thin films.  

  



 

 

 

Introduction 

Understanding the processes that govern the nucleation of metastable phases of mo-

lecular solids remains a challenge and requires a microscopic approach to molecular 

interactions in the search for solutions.1–3 Single-phase molecular solids are increasing-

ly cherished for their opto-electronic properties and find use as sensors, semi-

conductors and mechanical actuators; molecular solids are often cheaper, lighter and 

safer than their inorganic counterparts.4–8 Predicting the phase structure of molecular 

solids is complicated by the myriad of interactions which can exist between the constit-

uent species. Recently, a new class of spontaneously polarised molecular solids has 

been proposed where the phase structure of the entire film is governed chiefly by long 

range dipole-dipole interactions.  

 The “spontelectric effect” describes the spontaneous evolution of electric fields in mo-

lecular solids, up to 108 V/m, resulting from the self-assembly of molecular dipoles en 

masse throughout thin films grown by physical vapour deposition (PVD).9–16 These 

fields manifest as voltages that increase linearly with film thickness, measured at the 

film-vacuum interface relative to the back side of the film. The generated electric fields 

have also been shown to produce a Stark shift in vibrational modes with a component 

along the field axis.16 This effect has been successfully modelled by invoking long-range 

ordering of molecular dipoles throughout the solid, giving rise to macroscopic polarisa-

tion which produces the observed voltages. The spontaneous nature in which molecules 

polarise upon film growth to produce these electric fields in combination with the man-



 

 

ner in which the field strength changes as the film deposition temperature varies, distin-

guishes this polarised state from other polarised states of molecular solids. 

For a spontelectric solid in the steady state, the degree of polarisation observed is 

strongly correlated to the temperature of film growth, with less polarisation when the 

deposition temperature is increased, although this is contradicted by the behaviour of 

methyl formate, see ref.12 Once formed, however, the degree of polarisation in the film 

remains fixed in response to annealing until some critical temperature is reached, 

termed the Curie temperature by analogy with ferromagnetism, above which the static 

electric field dissipates.11  

A mean field model was constructed to describe the observed electric field values and 

to quantify the interactions which give rise to the deposition temperature dependence of 

the spontelectric effect.9,11,12 This model is described in detail elsewhere but is summa-

rized here to guide the ensuing discussion.9 In the model, the mean field experienced 

by any individual molecular dipole can be divided between a conventional symmetric 

field, <Esym>, which originates from intermolecular interactions on the local, microscopic 

scale and an asymmetric field, <Easym>, which arises spontaneously through macro-

scopic dipole orientation. These two fields combine to produce the electric field experi-

enced by individual molecular dipoles. In the z-direction, normal to the substrate, Ez is 

the field experienced by any given dipole. A term, <Esym>ζ (<μz>/μ)2, acts to limit dipole 

rotation in the solid, Eq. 2. 

 

Ez = <Esym>(1 + ζ (<μz>/μ)2 ) - <Easym>(<μz>/μ) (2) 

 



 

 

where μz represents the z-component of the molecular dipole and <μz>/μ defines the 

fraction of molecular dipole oriented along the surface normal. Dipole-dipole related in-

teractions between molecules, which depend on (<μz>/μ)2, are summed under the um-

brella term of <Esym> and there is no residual <Esym> in any direction within the film. The 

observed electric field, Eobs, oriented normal to the surface plane, is given by 

<Easym><μz>/μ. The film self-generates <Easym><μz>/μ via a non-linear, non-local feed-

back process; dipole orientation in the direction normal to the substrate gives rise to an 

asymmetric field and once this field originates, dipoles are preferentially oriented with 

regard to its influence. The defining characteristic of a spontelectric solid is that the in-

trinsic static electric field arises spontaneously upon film growth and that this “sponte-

lectric field” maintains dipole orientation against competing thermal mechanisms which 

act to disorient the molecular dipoles. In this way the spontelectric field is analogous to 

the Weiss field in ferromagnetic solids. There is no equivalent description of ordering 

forces in contemporary descriptions of molecular solids.  

The ordering of dipoles is tempered by thermal motion and as such is governed by the 

Langevin equation, Eq. 3 

 

<μz>/μ = coth (Ez μ / T) – (Ez μ / T)-1 (3) 

  

where T is the temperature of the film deposition expressed in atomic units. The mo-

lecular dipole moment is altered from the gas phase dipole moment, μ0, by the presence 

of surrounding molecular dipoles in the condensed phase such that 



 

 

 

μ = μ0 / (1 + αk / s3 )    (4) 

 

where α is the molecular polarizability (22.23 au for nitrous oxide), k (=11.034) is a 

constant dictated by the structural relationship between dipoles in a lattice arrangement 

and s is the interlayer spacing.17 The spontelectric model is parameterised, and up to 

the present, <Esym>, ζ and s have acted as variables to produce fits to experimental val-

ues of Eobs.
11–15  

Up to now it has been assumed that <Esym>, ζ and s act as temperature independent 

variables and can be used to describe the spontelectric phase structure of a film across 

a broad temperature range. Here we present the first structural characterization, as a 

function of film temperature, of a spontelectric material, using thin films of nitrous oxide 

as a representative member of the spontelectric class.11 Our objective is to test the as-

sumption that the spontelecstric parameters can be taken as temperature independent 

or whether the structural-phase behavior of spontelectric films has an influence on the 

polarization properties.  

Experimental  

Neutron reflectivity data was collected at the Magnetism Reflectometer instrument at 

the Spallation Neutron Source at Oak Ridge National Laboratory.18 A silica substrate 

was mounted on a closed cycle helium cryostat allowing for cooling down to 20 K under 

high vacuum conditions with a base pressure of approximately 1×10-7 mbar. Nitrous ox-

ide (99.998 %) was deposited from a gas line with a base pressure below 1×10-6 mbar. 



 

 

A standard needle valve was used to expose a silica substrate to a controlled back-

ground pressure of nitrous oxide, with a substrate temperature of 38 K to avoid N2 ad-

sorption. The rate of deposition was 5 Å/min. A highly collimated neutron beam was in-

cident on the sample under a grazing angle Θ and the scattered neutrons were regis-

tered by a 2D neutron detector as a function of time-of-flight and scattering angle. 

Choppers constrain the total bandwidth of the neutron beam incident on the sample to 

~3 Å when operating at 60 Hz. The experiments were performed with neutron wave-

length bands of 2.9 to 5.9 Å and 5.1 to 8.1 Å. The time-of-flight directly correlates to the 

neutron wavelength, λ, and thus the momentum transfer perpendicular to the sample 

surface can be calculated using 

Qz = 4πsinΘ/λ  (1) 

Neutron reflectometry probes the depth profile of the scattering length density (SLD) of 

the film, the product of molecular density and neutron scattering length. The depth reso-

lution of the Magnetism Reflectometer is defined by the Q-range which here gives 0.5 

nm. For each reflectivity 5 measurements were performed using different wavelength 

bands and Θ angles to cover a Qz range from <0.01 Å-1 to 0.16 Å-1 with 2% relative res-

olution ΔQz/Qz. Reflectivities were collected repeatedly from a thick nitrous oxide sam-

ple over a 3 hour period to check the stability of the measuring conditions.  

Modelling of the NR data was performed using the standard Paratt recursion formal-

ism19 implemented in the GenX software.20 The substrate part of the model was first 

refined with a measurement before film growth and later kept constant. The nitrous ox-

ide film data could not be refined with a single, homogeneous layer so the film SLD 

depth profile was built from several sublayers with varying denstities. To keep the model 



 

 

physically reasonable the layer parameters were constrained to values that did not allow 

an increase of the density at larger distance from the substrate. This is justified on the 

basis that voids should not form within a deposited layer. 

Reflection-absorption infrared spectroscopy (RAIRS) and temperature programmed 

desorption (TPD) data were collected in a UHV chamber (base pressure of 2×10-10 

mbar) equipped with a quadrupole mass spectrometer (QMS, Hiden Analytical Ltd, 

HAL301), an IR spectrometer (Varian 670-IR) and a Cu substrate cooled with a closed-

cycle He cryostat (base temperature of 20 K).21,22 Silica layers were prepared on the Cu 

substrate in vacuum as required. The temperature of molecular films, grown in dark 

conditions by background vapour deposition, was controlled with a cartridge heater 

(Heatwave Labs, Inc.) located inside the Cu sample block and monitored with a KP-

thermocouple in connection with an IJ-6 temperature controller (IJ Instruments). For 

RAIRS experiments a non-polarised IR beam at a grazing incidence of 75˚ was reflect-

ed off the sample and detected with a liquid nitrogen cooled mercury cadmium-telluride 

detector. A total of 512 scans were taken per spectrum with a resolution of 1 cm-1. For 

the TPD experiments, separate molecular mixtures of N2O with O2 and N2 were pre-

pared in the dosing lines prior to deposition; a heating rate of 0.1 K/s was used and de-

sorption was detected with the mass spectrometer. 

Surface potential measurements were performed in a UHV chamber (base pressure of 

2×10-10 mbar) attached to the SGM2 beamline at the ASTRID synchrotron storage ring 

at Aarhus University. Films of nitrous oxide were prepared by background dosing tech-

niques, on a polycrystalline gold substrate cooled with a closed-cycle He cryostat. Note 

that there is no substrate effect on the magnitude of the spontelectric effect.14 The sur-



 

 

face of a film was irradiated with a collimated beam of 5 meV electrons (±1.5 meV) pro-

duced by threshold photoionization of Ar. The sample was floated, relative to ground, 

until the onset of current flow (2-3 fAmp) was detected by an ammeter connected to the 

backside of the film. The bias used to float the sample was exactly opposite in value to 

the potential residing at the film-vacuum interface.9 

Comparisons are made between the properties of nitrous oxide films prepared in three 

different experimental set ups, each equipped with a closed cycle He cryostat. In each 

case the temperatures reported were calibrated to be as accurate as possible. Tem-

perature sensitive diodes, mounted on the cryostat cold finger, were used for these cali-

brations and K-type thermocouples, mounted close to the substrate, were used to 

measure the temperatures reported here. We report that nitrous oxide undergoes a 

phase transition when heated above 48 K, but allow for systematic errors of ±1 K in 

temperature measurements between different experimental set ups. 

 

Results  

First we use structural characterization techniques namely neutron reflectivity data, re-

flection-absorption infrared spectroscopy data and temperature programmed desorption 

data to show that thin films of nitrous oxide undergo a phase change when heated 

above 48 K. Then we relate this phase change to the electronic properties of spontane-

ously polarized films of nitrous oxide by fitting electrical measurements of self-generated 

internal electric fields with the spontelectric model. 

Neutron reflectivity data sets, Figure 1a, were recorded on the primary film, grown at 

38 K and again after this film was annealed to progressively higher temperatures. Films 



 

 

were cooled to 20 K after each annealing step for data collection. The experimental data 

sets, black points in Figure 1a, for the primary film and films annealed up to 44 K are 

identical and overlap in Figure 1a. These data relate to a low temperature phase and 

other data (not shown here) confirm the stability of films at these temperatures over the 

relevant time scales. Data for films annealed to 47 K and above show changes in the 

reflectivity profiles and we relate this to the evolution of a high temperature phase. The 

results of fits, constructed following the procedure described in the experimental sec-

tion, are presented as solid lines in Figure 1a. The corresponding scattering length den-

sity (SLD) profiles obtained from the fits to the data for each annealing temperature are 

shown in Figure 1b. The SLD profiles for films of nitrous oxide have been converted to 

density depth profiles, right hand-axis in Figure 1b, by multiplying with the nitrous oxide 

mass density per scattering length (2.979x105 (g.Å²).cm-³). 



 

 

 

Figure 1. Neutron reflectometry results for in-situ grown nitrous oxide films. a) Neutron reflectivity data 

from a film heated from 38 K (navy - top) to 53 K (red - bottom). Fits to the experimental data sets are 

shown as solid lines. All of the experimental data between 38 K and 44 K overlap and can be fit with the 

same model, represented by the “Primary” curve. Curves are offset on the y-axis for clarity. b) The scat-

tering length density depth profiles obtained from the fits to the data in a) are presented as a function of 

film thickness, for films annealed to progressively higher temperatures. The axis on the right hand side 

corresponds to the density of the nitrous oxide film. 

 

The density profiles in Figure 1b are presented as a function of the nitrous oxide film 

thickness with 0 Å marking the interface between the silica substrate and molecular 

film. The interface between the silica substrate and the nitrous oxide film is rather ab-



 

 

rupt, extends over <10 Ǻ and represents the roughness of the silica substrate, in con-

currence with reflectivity data from the clean silica substrate. Once the nitrous oxide 

film has grown thicker than the rough layer on the silica substrate the density of the 

molecular layer reaches its bulk value. For the low temperature phase (38-44 K 

marked primary film in Figure 1b), the film is approx. 100 Å thick and has a density of 

1.57 g cm-3. This density remains constant throughout the film. We attribute the ex-

tended very low density profile from 120 Å onwards to the adsorption of impurities (ni-

trogen, oxygen and water) on the surface of the nitrous oxide film when cooled to 20 K 

for measurements. We will later show that nitrogen and oxygen condense at tempera-

tures below 35 K (Figure 3) and separate NR measurements (not shown here) confirm 

that nitrogen and oxygen co-condense with nitrous oxide when films are grown below 

these temperatures. We therefore expect that the nitrous oxide film grown at 37 K is 

pure and did not contain nitrogen or oxygen contaminants but that by cooling the film 

to 20 K for measurements some nitrogen and oxygen impurities are likely to have 

condensed at the film-vacuum interface. The effect of dosing either polarized or unpo-

larised layers on top of spontelectric films has previously been considered was 

demonatrated not to affect the electric field stored in the underlying spontelectric lay-

er.14 Hence we do not expect any contribution from these impurities towards charge 

screening process that may influence the phase structure of the nitrous oxide layer. 

Once heated to 47 K the density of the film drops to 1.47 g cm-3 and the film thickness 

increases by 15 Å. At 50 K the density partially recovers to 1.51 g cm-3 and at 53 K the 

film thickness moves back to 100 Å. In the high temperature phase (47-53 K) the densi-



 

 

ty depth profile is no longer constant over the entire film and the film-vacuum interface 

becomes more diffuse, with a less-sharp boundary.  

Assuming that the FCC cubic lattice structure of nitrous oxide persists over the entire 

temperature range (38-53 K) then the density of the primary nitrous oxide film gives a 

unit cell length of 5.71 Å.23 This corresponds well with the unit cell length of 5.67 Å, re-

ported from earlier neutron diffraction measurements on macroscopic crystals of nitrous 

oxide.23 For convenience we choose the density at 51 K to represent the high tempera-

ture phase giving a unit cell length of 5.81 Å. As the unit cell is FCC, we assume two 

layers of nitrous oxide per unit cell, giving sL = 2.855 Å and sH = 2.905 Å, where sub-

scripts L and H refer to the low temperature (<47 K) and high temperature (> 47 K) 

phases respectively. These values may be compared with that of 3.2 Å obtained from 

fitting electric field measurements.11 

Turning now to RAIRS data we note that when molecules condense to form a solid, 

collective vibrations of molecular bonds can extended throughout the solid to form pho-

nons. These phonons can couple to, and split, fundamental vibrational frequencies. In 

Figure 2 reflection-absorption infrared spectroscopy (RAIRS) data show a step change 

in the absolute and relative frequencies of the longitudinal optical (LO) and transverse 

optical (TO) phonon peaks of the νNN vibrational mode in films of nitrous oxide an-

nealed to above 48 K. Films were grown at 20 K on a silica substrate and heated to 

progressively higher temperatures, with cooling to 20 K after each annealing step for 

data collection. Longitudinal phonons resonate at higher frequencies because of the 

induced field associated with longitudinal waves passing through a dipolar medium. The 

presence of LO and TO phonon modes in all spectra, though extensively inhomogene-



 

 

ously broadened at lower temperatures, suggests collective oscillations throughout the 

solid. This implies that the phase nucleated at 20 K exhibits ordering behaviour. By 

growing the molecular layer on a clean Cu substrate metal surface selection rules dicat-

ate that the TO vibrations remain silent.24 Thus the TO phonon mode is eliminated and 

only the LO phonon peak survives, as shown in the lower plot, offset on the y-axis, in 

Figure 2. The LO peak for a film deposited at 20 K on a Cu substrate, Figure 2, can be 

fitted with a Gaussian peak, with a full width at half maximum (FWHM) of 6 cm-1, and 

frequency, ω(LO20) = 2252 cm-1. This may be compared with the FWHM of 2 cm-1 used 

to fit the LO peak at ω(LO50) = 2257 cm-1 after annealing above 48 K. The broad TO 

peak centred at 2225 cm-1 for films grown at 20 K on silica narrows and shifts to 2239 

cm-1 upon annealing above 48 K. Similar results (not shown here) have been obtained 

for films deposited, as opposed to annealed, across the same temperature range (from 

20-52 K).  

 

Figure 2. RAIRS data for a film of nitrous oxide deposited at 20 K on a silica substrate and subsequent-

ly annealed to progressively higher temperatures. All spectra were recorded at 20 K. Only data for the 



 

 

νNN peak are shown. Data for a film of nitrous oxide deposited on a Cu substrate are offset on the y-axis 

for clarity. Only the LO mode is visible on the clean metal substrate. 

 

The extent of LO-TO splitting is largely determined by the spacing between molecular 

dipoles in a unit cell.25 We relate the abrupt change in the positions and shapes of pho-

non peaks to a phase change in the material. The reduction in the LO-TO splitting sug-

gests an increase in molecular spacing on moving from the low temperature phase to 

the high temperature phase, in agreement with density profile measurements obtained 

from NR experiments. In the low temperature phase there is strong absorption between 

the LO and TO peaks, emphasised at 2240 cm-1 where a small feature begins to 

emerge at 48 K. In addition the broad peaks representing the LO and TO phonons in the 

lower temperature spectra suggest a poorly defined unit cell in the low temperature 

phase. The low temperature film is heavily positionally disordered.26 Neutron diffraction 

experiments would confirm any crystallinity and were attempted but the intensity of scat-

tering from the film was too low to obtain a diffraction pattern in the time available. 

Temperature programmed desorption (TPD) data corresponding to films composed of 

mixtures of N2, O2 and N2O grown under UHV (1×10-10 mbar) on silica at 20 K are 

shown in Figure 3. Data for N2O, (black curve) show complete desorption represented 

by a single peak at 80 K. Data for O2 (red) and N2 (blue) show: i) Broad, low tempera-

ture peaks with a maximum at 31 K (35 K) corresponding to desorption of O2 (N2) phy-

sisorbed on top of the composite film.27 ii) Peaks with leading edges starting at 48 K 

resolving to peaks at 51 K are attributed to O2 and N2 released from the N2O matrix up-

on a structural rearrangement within the N2O film. Such features are termed volcano 



 

 

peaks.28 48 K corresponds very well with the temperature for the phase change inferred 

to occur from our interpretation of the NR data in Figure 1, and RAIRS data in Figure 2. 

iii) Peaks between 55-70 K are related to desorption from the cold finger and sample 

mount and are not relevant to the discussion, and iv) species released at 80 K when the 

N2O film itself desorbs.   

 

Figure 3.Temperature programmed desorption data for masses 44 amu (N2O black trace), 32 amu (O2 

red trace) and 28 amu (N2 blue trace).  

 

Having demonstrated that thin films of nitrous oxide undergo a phase change when 

heated above 48 K we now move to examine the behaviour of molecular dipole align-

ment in reponse to this phase change. 

The evolution of surface voltages, as a function of film thickness in monolayers (ML), 

and film deposition temperature, have previously been reported for thin films of nitrous 

oxide and are shown in the inset in Figure 4a.10,11 At any given film deposition tempera-

ture, surface voltage increases linearly with film thickness. Given the layer spacing, ta-



 

 

ble 1, the slope of each line in the inset gives the static electric field harboured by the 

film at that growth temperature. This is plotted as black squares in Figure 4a. Field 

strength drops with deposition temperature. This is in contrast to the almost constant 

magnitude of the field in films deposited at a low temperature and then annealed close 

to desorption temperature (Figure 4b).  

 

Table 1. The parameters used to create the new fits to the experimental surface 

potential measurements shown in Fig 4.  

Low Temp phase < 48 K High Temp phase > 48 K 

sL* = 2.855 Å  sH = 2.905 Å 

<Esym>L  = 7.79 × 108 V/m

  

<Esym>H   = 6.01 × 108 V/m 

<Easym>L  = 6.69 × 108 V/m

  

<Easym>H = 6.92 × 108 V/m 

ζL = 26.8   ζH = 57.5 

* Parameters for the low temperature and high temperature phases of the nitrous oxide film are deline-

ated by the subscripts L and H respectively. 

 

Using the values of sL and sH from NR measurements the spontelectric model can be 

used to fit the data, as shown in Figure 4a. To do so, it is necessary to change the val-

ues of <Esym> and ζ at 48 K. No one parameter set produces a satisfactory fit to all of 

the data across the temperature range 38-65 K. 



 

 

 

Figure 4. a) The electric field measured in films of N2O plotted as a function of film deposition tempera-

ture (black squares), with the calculated fields for the low temperature (blue squared) and high tempera-

ture phase (red circles) superimposed. The lines act as a guide to the eye. The inset shows how surface 

potentials develop as a function of film thickness across a range of film deposition temperatures (38-65 

K). b) Surface potential of a film of N2O deposited at 38 K and annealed in steps up to 62 K. At each tem-

perature time was given to reach thermal equilibrium and then the surface potential at the film-vacuum 

interface was measured.  

The parameters used to produce the fits to Eobs are listed in Table 1. Only <Esym> and 

ζ are free parameters in constructing the fit. As the deposition temperature increases 

above 60 K the calculated and observed fields begin to diverge. The TPD data in Figure 

3 give a leading edge for film desorption, upon annealing, at 68 K and it is consistent to 

assume that deposition at temperatures close to 68 K does not lead to a steady state 



 

 

film. The mean field model is therefore no longer appropriate because of large fluctuat-

ing motions in the medium. 

 

Discussion 

Previous results have shown that PVD grown films of nitrous oxide, deposited be-

tween 38-65 K, spontaneously polarise upon growth and harbour static electric fields.11 

Here we have shown, through RAIRS, TPD and NR data, that this temperature range 

gives access to two distinct structural phases of nitrous oxide. RAIRS data suggest an 

increase in the size of the unit cell on annealing above 48 K and NR measurements 

confirm a decrease in film density at the same temperature. The dynamics of this unit 

cell expansion facilitate the release of trapped gases in the TPD experiments and give 

rise to the volcano peaks for O2 and N2, also at 48 K (Figure 3).28 The spontelectric 

model accurately quantifies the drop in the spontelectric field in films deposited between 

38 K and 44 K. This drop in field with increasing deposition temperature arises from 

thermally induced disorder in dipole alignment. Thermally induced disorder alone, how-

ever, is not sufficient to explain the drop in fields above 48 K and the changes intro-

duced into the spontelectric model above this temperature reflect the structural changes 

detected in the film by RAIRS and NR data. The increase in dipole separation, and the 

corresponding increase in layer spacing, forced by annealing above 48 K is reflected by 

the observed decrease in the value of <Esym> moving from the low to the high tempera-

ture phase (table 1). As the unit cell expands and dipoles move apart, <Esym> is ex-

pected to decrease since intermolecular interactions are weaker. RAIRS and NR data 

were collected from films grown at low temperature and then annealed, while the spon-



 

 

telectric model has been applied to films grown at different temperatures. The structural 

phase change occurs regardless as to how the sample is prepared while the spontelec-

tric phase change only occurs if films are deposited at low or high temperatures. If a film 

is deposited at 38 K and annealed to 52 K the surface potential drops by only 4%, 

meaning that the polarisation inherent in the film survives the structural phase change. 

Annealing of films grown in the low temperature phase does not lead to a significant 

drop in the spontelectric field as the annealing temperature crosses the phase boundary 

(Figure 4b). By contrast the difference in surface potential for films of the same thick-

ness individually deposited at 38 K or 52 K is >50%.   

The expansion of the unit cell on moving from the low temperature to the high temper-

ature phases is accompanied by a 23% decrease in <Esym>, but <Easym> increases by 

only 3% over the same temperature range. The implication is that the value of <Easym> 

appears to be intrinsic to the molecular constituents, while the value of <Esym> appears 

to vary as a function of the environment in which the molecular constituents find them-

selves. This phenomenon was also evinced and discussed in relation to the dilution of 

nitrous oxide in xenon matrices.15 Increasing the degree of dilution, akin to moving the 

nitrous oxide molecules further apart, led to a reduction in <Esym>, while the value of 

<Easym> remained almost constant at all dilutions, until a threshold dilution was reached 

above which the spontelectric field failed to establish.  

 

Conclusion 

The potential energy landscape of solids contains many metastable habitable zones. 

We have demonstrated that the spontelectric model, in which polarization arises from 



 

 

molecular dipole orientation, can be used to describe a dipole-ordered phase for molec-

ular films. The inclusion in the spontelectric model of long range, non-local interactions 

between molecular dipoles and the spontaneously generated static electric field is es-

sential in order to fit the observed experimental results. Such non-local, non-linear inter-

actions are not currently included in other models describing phases of molecular solids 

and these results further secure the spontelectric model in describing a new class of 

molecular solids.  

We note that the presence of a polarization field implies non-linear optical properties.29 

Experimental methodologies for the growth and characterisation of functional films of 

molecular solids are attracting attention in the search for opto-electrically active materi-

als.8,30–33 The system considered here requires cryogenic temperatures and high-

vacuum conditions, but offers a fertile environment for fundamental studies considering 

non-covalent intermolecular interactions. To move spontelectrics toward applications, 

efforts are required to find molecular materials which remain spontaneously polarised at 

higher temperatures. To date toluene, which remains polarised at 90 K, leads the 

charge.11 
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