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Abstract—Niobium-based nanobridge SQUIDs have shown very 

low noise performance and high frequency operation. We describe 
how we are bringing together these two aspects of nanobridge 
SQUIDs with the aim of realising single spin-flip detection using mi-
crowave inductive readout techniques, where the nanobridge 
SQUID is integrated into a superconducting coplanar waveguide 
(CPW) resonator. Using electron beam lithography (EBL) is ideal 
for fabricating nanobridge junctions and has the advantage of being 
easily scalable compared to using a focused ion beam. In this paper, 
we demonstrate that EBL is suitable for fabricating nanobridge 
junction SQUIDs, and they exhibit very comparable performance to 
previous FIB milled SQUIDs. Our integrated devices show potential 
to be used for flux tunable sensors.  
  

Index Terms—SQUIDs, focused ion beam, EBL, nanoscale, su-
perconducting microwave devices, NanoSQUID 

I.  INTRODUCTION 

evelopments in quantum technologies are driving the need 

to explore and improve the limits of macroscopic quantum 

superconducting devices such as SQUIDs, already capable 

of detecting and measuring a wide range of physical parame-

ters, with unequalled sensitivity [1-7]. We are fabricating novel 
SQUIDs to pursue further improvement, particularly for spin-

flip detection. Recent advances in nanoscale fabrication have 

led to further improvement in SQUID sensitivity limits. One of 

the most notable improvements is the ability to reliably fabri-

cate nanobridge Josephson junctions with dimensions in the 10s 

of nanometres. The criteria for the nanobridge to display the 

Josephson effect with a well behaved single valued current-

phase relation [8], is its length, l, is < 3.5 ξ(T)  (the Ginzburg 

Landau coherence length). For pure Nb at 4.2 K, ξ(T) is around 

40 nm [9]. The fabrication of consistent nanobridge junctions 

satisfying these dimensions is challenging and requires focused 

ion beam milling (FIB) [10-12], or high resolution electron 
beam lithography (EBL) [9]. Nanobridges junctions have a 

number of advantages over traditional tri-layer junctions. They 

can achieve much higher critical currents with much lower ca-

pacitance, favouring high frequency operation. Their much 
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smaller dimensions are uniquely suited for coupling to local sin-

gle or clusters of spins. Furthermore, a magnetic moment can 

be implanted directly on the nanobridge allowing the coupling 

to single or clusters of spins in an inductive near field regime 

[13].  
Nanobridge SQUIDs have already achieved ultra-low noise 

performance, Hao et al. have reported FIB nanoSQUIDs with a 

flux sensitivity of 0.2 µΦ0/Hz1/2 at 6.8 K [11].  Moreover, using 

a dispersive microwave readout instead of the commonly used 

DC voltage readout can further increase flux sensitivity. Using 

such a technique Levenson-Falk et al. have reported a flux sen-

sitivity of 30 nΦ0/Hz1/2 at 30 mK [14]. 

All of our SQUIDs are fabricated from a single Nb film cho-

sen due to its higher critical temperature and higher magnetic 

field resilience, in comparison to Al, making it more suitable 

for electron spin detection experiments at 4.2 K [15].  

In this paper we present the design work and results from our 
Nb SQUIDs fabricated with EBL and explore their suitability 

for future applications employing microwave readout, such as 

detecting single or clusters of implanted electron spins. We will 

also outline our work embedding nanobridge SQUIDs into co-

planar waveguide (CPW) resonators, leading to SQUID readout 

in a non-dissipative state to further increase flux sensitivity.  

Work on superconducting resonators has become increas-

ingly popular as they are suited to a wide variety of applications 

and can have an exceptionally high energy resolution. SQUIDs 

embedded into resonators have already shown practical appli-

cations as various quantum sensors and parametric amplifiers 

[12, 14, 16]. These technologies exploit the non-linear proper-

ties associated with the Josephson effect, represented by the Jo-

sephson inductance, defined as  

LJ = (2πΦ0)/(I0cosδ) (1) 

where Φ0, the flux quantum, is defined as h/2e where h is 

Planck’s constant and e is the charge of an electron. I0 is the 

critical current of the junction and δ is the phase difference 

across it. In the case of a dc SQUID with negligible geometric 

inductance, the Josephson inductance becomes 
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LS = Φ0/(IC cos (πΦ/Φ0))  (2) 

where Φ represents the applied magnetic flux threading the 

SQUID loop and IC is the critical current of the device. Equation 

(2) shows that the SQUID’s non-linear inductance is tunable 

with magnetic flux.  

II. NANOBRIDGE SQUID DESIGN AND RESULTS 

The nanobridge junctions and SQUIDs presented in this work 

were fabricated using EBL and reactive ion etching (RIE). Us-

ing this technique, it is possible to fabricate features with di-

mensions in the order of a few 10s of nanometres. EBL has cer-

tain advantages over using FIB, the etching process causes less 

damage to the walls of the nanobridges. Also, EBL allows mul-

tiple junctions to be fabricated simultaneously, significantly re-

ducing fabrication time. Nominally, all of the nanobridges pre-

sented in this paper are designed to have widths of 80 nm and 
lengths of 50 nm. After etching the junction widths are typically 

reduced to around 50-60 nm. 

The samples are made on 8 mm2 Si wafer with a ~150 nm 

sputtered layer of Nb. A 200 nm layer of 950 PMMA A4 is spun 

on top and baked at 180 °C for 5 minutes. An electron beam 

current of 300 pA was used for sub-micron features and 5 nA 

was used for all larger features, at an acceleration voltage of 

100 keV. After 30 seconds of development, the exposed regions 

are reactive ion etched with a flow rate of 35 cm3/min CHF3 and 

14 cm3/min SF6 for 3 minutes. The remaining resist is removed 

in acetone at room temperature. 

 The DC measurement results presented in this paper are 

from dc SQUIDs with 3 µm2 loops and approximately 60 nm 

wide junctions. All the samples are measured in a 3 K pulse 

tube cooler.  Fig. 1a & b characterises the critical current of a 

SQUID as a function of temperature. Fig. 1a shows the current-

voltage sweeps over the full range of operating temperatures. 

At temperatures below 7.2 K the devices become thermally hys-

teretic, where the switching current of the up-sweep branch oc-

curs at a higher current than the down-sweep branch, this is due 

to thermal re-trapping. When the bias current Idc is increased 

above the critical current Ic, a “hot-spot” region in the nano-

bridge is formed. When Idc is then reduced, the hot spot is main-

tained by Joule heating. The nanobridge returns to the super-

conducting state when Idc is reduced to below the retrapping 

current Ir [17].  Hysteresis is an issue for conventional (voltage) 

state measurements, but here the SQUID will be operated in the 

superconducting state, so thermal hysteresis is not an issue. In 

this device the thermal re-trapping branch switches back to the 

superconducting state at approximately ±1 mA, when the tem-

perature is below 6 K. Fig. 1b shows the critical current (IC), of 

the up-sweep branches, and the re-trapping current (IR) extrap-

olated from Fig. 1a. The modulation of the SQUID output volt-

age, Fig. 1c, over several periods of Φ0 confirms the devices is 

a working dc SQUID. 

III. MICROWAVE READOUT RESONATOR DESIGN AND PRELIM-

INARY RESULTS 

To realise superconducting resonators utilising EBL nano-

bridge SQUIDs, a coplanar waveguide (CPW) geometry was 

chosen to define the resonant structures and the high frequency 

feedlines coupling the devices to the input and output ports. A 

CPW geometry is widely used in superconducting resonators, 

Fig. 2a shows a representation of a CPW. The design is a stand-

ard 50 Ω impedance line with a central conductor width (W) of 

10 μm and a separation (S) to the ground plane of 5 μm. The 

resonator is defined by a coupling capacitor formed by a gap in 

the central conductor. All the resonators are quarter wavelength 

(λ/4) geometries terminated to the ground plane through a 

SQUID, an equivalent circuit is shown in Fig. 2b. The working 

principles of λ/4 resonators are well established within a trans-

mission line model [18]. 

Our resonators are designed to operate between 4-8 GHz. 

The resonators are fabricated using the 100 keV EBL with a 

5 nA beam current and follows the same process as the dc 

SQUID fabrication described in section II. A CPW transmission 

line can be modelled as a distributed inductance with a distrib-

uted shunted capacitance, for a superconducting resonator we 

neglect the resistive element. Using a zero-thickness mapping 

technique [19] the inductance and capacitance per unit length 

can be estimated as 

Ll = (μ0/4)(K(k0’)/K(k0)) (3) 

Cl = 4ε0εeff (K(k0)/K(k0’)) (4) 

where K is the complete elliptic integral of the first kind, with 

k0 = W / (W + 2S) and k0’ =  √1 −  𝑘0
2. The effective permittivity, 

εeff, accounts for the difference between the permittivity of the 

substrate and the air. The SQUID loop has a self-inductance, or 

geometric inductance which we have simulated using the 3D-

MLSI software package. This can be an important step for un-

derstanding the expected flux response in our resonators. In 

 
 

Fig. 1. (a) The current-voltage characteristics for the full temperature range. 
The current is stepped-up to above the positive critical current and then swept 

down to below the negative critical current. (b) The critical current of the device 
(IC), and the retrapping current (IR) from 3-7.5 K. (c) The voltage response of 

the SQUID through 4 periods of Φ0 at 7.6 K with the device biased at 580 μA. 
(d) SEM image of dc SQUID, the lighter regions show the Nb and the darker 

region is the Si substrate.   
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Fig. 3 we have simulated a dc SQUID with a loop area of 3 µm2, 

and with the typical junction dimensions. The thickness is set 

to 150 nm and the mesh size is set to 0.1 µm2. A simulation re-

sult is shown in Fig. 3 which results in an estimation of 2.7 pH 

for this SQUID geometry. 

Inferring from the DC measurements of our dc SQUIDs, sec-

tion II, we can expect the critical current (IC) of the device to be 

around 4-4.5 mA at 3 K. This translates to a comparatively 

small inductive contribution from the Josephson inductance, 

leading to a very low participation ratio (LS / lr Ll) where lr is the 

resonator length. Using Equation 2 the Josephson inductance is 

calculated to be 37 fH, at zero field, and the inductance of the 

resonator (lr Ll) with a length (lr) of 6 mm is estimated to be 

2.5 nH using equation 3. For a single dc SQUID in a λ/4 reso-

nator designed for ~5 GHz, looking at the results of the simula-

tion shown in (Fig. 2c), the modulation of resonant frequency 

is low where the SQUID only provides a significant inductance 

around half flux, where the shift corresponds to an approxi-

mately 30 kHz detuning from Φ = 0. This had provided the mo-

tivation to use arrays of SQUIDs to increase the inductive con-

tribution. 

The effect of the temperature dependent kinetic induct-

ance, 𝐿𝑙
𝑘, which is a result of the inertia of Cooper pairs at high 

frequencies, is considered to be negligible at 3 K in our resona-

tors. Hence, this added inductance is not considered in our de-

sign calculations. For our microwave measurements an SMPM 

port connects to a copper CPW line on the sample holder which 

is wire-bonded to the pads of the CPW resonator on chip. The 

output microwave signal is amplified at 3 K with a low noise 

high electron mobility transistor (HEMT) and a vector network 

analyser (VNA) is used to measure the reflected microwave sig-

nal, a schematic of the setup is shown in Fig. 4.  

The three coupling regimes of our resonators, under, over and 

critically coupled, are shown in Fig. 5. These three states relate 

to the matching of the input and resonator impedances. When 

the resonator is over-coupled, the majority of the resonator’s 

energy is lost through the coupling capacitor. In the regime 

when the resonator is under-coupled, most of the loss is in the 

resonator. If the two impedances are equal the resonator output 

can theoretically become zero. 

Our resonators show temperature-dependent coupling. At 

temperatures below the critical temperature of the Nb resonator 

(~9 K) the resonator is in an over-coupled state (Fig. 5a). When 

the temperature is increased to very near, but still below, the 

critical temperature the input and output impedances become 

near-perfectly matched. At this point the resonator becomes 

critically-coupled and the minimum dip amplitude is achieved 

(Fig. 5b). Once the temperature is increased to above the reso-

nator’s critical temperature, the resonator becomes far more 

lossy and becomes under-coupled (Fig. 5c). We attribute this to 

a perfect impedance match, between the input and the resonator, 

at this temperature. This could be due to an increase in losses 

from the kinetic inductance, which is strongly temperature-de-

pendant close to the critical temperature.     

IV. CONCLUSIONS 

We have demonstrated that EBL is suitable for fabricating 

nanobridge junction SQUIDs, and thus far they have proved to 

be worth pursuing as an alternative to FIB milled SQUIDs. This 

is encouraging and we wish to perform further measurements 

to investigate the fabrication limits and low-noise performance 

 
 

Fig. 2  (a) An illustration of a typical CPW λ/4 resonator, coupled with a 
gap capacitor. The dark blue region is Nb and the lighter region is the Si sub-

strate. (b) Equivalent circuit of a CPW, Lr and Cr, with coupling capacitance, 
CC, and SQUID, Ls. (c) Simulation of resonant frequency modulation with mag-

netic flux threading the SQUID loop. 

   

   

   

 
Fig. 3 3D-MLSI simulation of dc SQUID (3 x 3 μm loop, 50 x 50 nm 

junction). The simulation maps the normalised density of the current flowing 
through the superconductor. The current flows from the left-hand side to the 

right. 

   

    

      

 
Fig. 4 Schematic of microwave readout circuit used in this experiment. 
The input line is attenuated to the 3 K stage.   

          

    

 
 
 

         

       

         

     

 
Fig. 5 S21 VNA measurements of a Nb λ/4 resonator terminated with a dc 
SQUID at: (a) 6.5 K, (b) 8.85 K and (c) 9.25 K. Measurements where made 

with a power level of -67 dBm at the input of the device. The magnitude dis-
played on the y-axis is the response measured at port 2 of the VNA.  
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of these devices. Our Nb CPW resonators show potential to be 

used for flux tunable sensors, however, there is still fundamen-

tal work to be done to resolve a frequency shift in a tunable 

SQUID that has such a high critical current. We are motivated 

to investigate multiple SQUIDs in a single resonator to increase 

the inductive participation ratio. 
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