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Collagen is a structural component of the human body, as a connective tissue it can become altered as a

result of pathophysiological conditions. Although the collagen degradation mechanism is not fully

understood, it plays an important role in ageing, disease progression and applications in therapeutic laser

treatments. To fully understand the mechanism of collagen alteration, in our study photo-disruptive

effects were induced in collagen I matrix by point-irradiation with a femtosecond Ti-sapphire laser under

controlled laser ablation settings. This was followed by multi-modal imaging of the irradiated and

surrounding areas to analyse the degradation mechanism. Our multi-modal methodology was based on

second harmonic generation (SHG), scanning electron microscope (SEM), autofluorescence (AF) average

intensities and the average fluorescence lifetime. This allowed us to quantitatively characterise the

degraded area into four distinct zones: (1) depolymerised zone in the laser focal spot as indicated by the

loss of SHG signal, (2) enhanced crosslinking zone in the inner boundary of the laser induced cavity as

represented by the high fluorescence ring, (3) reduced crosslinking zone formed the outer boundary of

the cavity as marked by the increased SHG signal and (4) native collagen. These identified distinct zones

were in good agreement with the expected photochemical changes shown using Raman spectroscopy.

In addition, imaging using polarisation-resolved SHG (p-SHG) revealed both a high degree of fibre re-

orientation and a SHG change in tensor ratios around the irradiation spot. Our multi-modal optical

imaging approach can provide a new methodology for defining distinct zones that can be used in a

clinical setting to determine suitable thresholds for applying safe laser treatments without affecting the

surrounding tissues. Furthermore this technique can be extended to address challenges observed in

collagen based tissue engineering and used as a minimally invasive diagnostic tool to characterise

diseased and non-diseased collagen rich tissues.
1. Introduction

Collagen is a major brous protein present in all mammals,
constituting 25% of the body's total protein volume.1 It is
composed of three polypeptide a chains coiled around a central
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axis to form a triple helical structure,2 which is �300 nm in
length and �1.5 nm in diameter, stabilised by intermolecular
hydrogen and bound water molecules.3 Under physiological
conditions, these molecules have the property to self-assemble
to create a higher hierarchical structure known as the collagen
bril. Each bril contains thousands of collagen molecules
which in turn, is stabilised by the presence of intermolecular
crosslinks. Interestingly, collagen brils display a banding
periodicity of D ¼ 67 nm along their long axis arising from an
internal organisation of the collagenmolecules.4,5 To date, there
are about 28 genetically distinct collagen types identied, based
on the differences in their polypeptide sequence.6 As a
connective tissue, brillar collagen provides structural support
andmechanical stability to the animal body.7 This study focuses
on type I collagen which is relatively abundant in skin, tendon,
bone and cornea.

In certain pathophysiological conditions such as diabetes
and cancers, thermal challenge and laser irradiation can be
used as part of the treatment plan and they can cause collagen
Analyst
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to undergo structural and compositional changes.3,8,9 Collagen
degradation mechanisms are therefore subject to extensive
studies due to the potential impacts of tissue function loss as a
result such treatment plan.10 Furthermore, the rapid growth of
laser therapeutic and diagnostic applications, combined with
the extensive use of collagens in medicine, mandates an in-
depth understanding of laser-collagen interactions.11,12 In
particular, it is important to understand the physical and
chemical alterations of the collagenmatrix during laser induced
photodegradation.13

Collagen denaturation is a complex process which greatly
depends on the collagen type and its degree of crosslinking. It
can be dened in two ways: (1) unwinding of the triple helical
structure of the bril by the failure of the intramolecular
crosslinks (thermal denaturation) or (2) sectioning of the a-
chains leading to the collapse of the triple helical structure
(enzymatic degradation). Although denaturation may start
occurring at the molecular level, its impact can be observed
throughout the collagen's hierarchical structure.14

Previous studies have reported several techniques used in
studying collagen structure such as differential scanning calo-
rimetry (DSC),15 X-ray diffraction (XRD),15,16 scanning electron
microscopy (SEM),17 mechanical examination, histological and
biochemical assays.16 Unfortunately, these techniques cannot
be readily used on patients and thus, optical imaging is the
preferable choice as the diagnostic tool. Optical coherence
tomography (OCT) has been effectively applied to imaging
cross-sections of collagen rich tissues such as eyes18 and
skin.19,20 Nonlinear optical imaging techniques based on two-
photon excited uorescence21 and second harmonic generation
(SHG)22 are the most favourable high resolution imaging tech-
niques for studying collagen. They provide direct information
on the collagen structures without the need for external staining
agents, leading to a reduced phototoxicity.23 Furthermore,
polarisation-resolved SHG (p-SHG) microscopy has been used
as a quantitative tool for measuring collagen ber type and
orientation in tissues.22 To date, majority of the studies on
collagen denaturation have only involved single imaging
modality and a precise understanding of the physical and
chemical alterations occurring during collagen degradation
under controlled conditions are yet to be established.24 Unfor-
tunately, few reports that have utilised multimodal imaging
approach for collagen-rich tissue characterization were gener-
ally qualitative in nature.3,8,14,25–27 The primary aim of this study
is to qualitatively and quantitatively characterise laser induced
type I collagen denaturation using p-SHG, uorescence lifetime
imaging (FLIM), SEM and Raman spectroscopy. The degree of
photodegradation from varying the irradiation parameters such
as laser output power, excitation wavelength and irradiation
time were measured starting from the laser irradiation spot.

2. Materials and methods
2.1 Collagen scaffold

Acellular collagen gels were made by mixing 4 mL of sterile
acid soluble collagen solution (2.05 mg mL�1 protein in 0.6%
acetic acid: First Link Ltd, West Midlands, UK) with 0.5 mL of
Analyst
10� concentration Minimum Essential Medium (MEM)
(Gibco Chemicals, Invitrogen, UK). 5 M and 1 M sodium
hydroxide (NaOH) was added dropwise to the solution to
reach pH �7. Aer neutralisation, the solution was cast into
rectangular moulds (22 � 33 � 10 mm) and placed in an
incubator at 37 �C for 30 min to allow gel formation.
Following setting and incubation, hyperhydrated gels were
plastically compressed (PC) to remove rapidly uids,
applying the PC protocol described in the literature by Brown
et al.28 Gels were set between two nylon meshes and placed
over a metal mesh and a double layer of lter paper. A 90 g
metal load was placed on top of the gels and le to compress
for 5 min. The loss of uids reduced the gel thickness from
initially �50–80 mm to approximately �4 mm. Collagen sheets
were stored in phosphate buffered saline (PBS). For the
experiments, samples were rinsed thoroughly with deionised
water, cut into 5 � 5 mm sized samples and air dried on
calcium uoride (CaF2) coverslips.
2.2 Two-photon microscopy

A home built inverted two-photonmicroscope was used for both
laser ablation and subsequent imaging (SHG and FLIM). A 20�
NA 0.75 air objective (Nikon, Tokyo, Japan) was used to focus a
�140 fs, 80 MHz (Chameleon Vision II, Coherent, Santa Clara,
USA) pulsed Ti:sapphire laser to a single point onto the sample
plane to create the cavities. The dependence of the collagen
photodegradation on irradiation wavelength was investigated
by varying the laser wavelength from 760 nm to 920 nm at
constant �198 mW average laser output power (an equivalent
power density of �14 � 106 W cm�2) for 10 s. Vice versa, the
power dependent effects on collagen at constant irradiation
wavelength of 800 nm were studied by varying the irradiation
power between �5 mW to �350 mW. To determine the impact
of laser heating around the focal spot, the sample was examined
and compared aer continuous and alternating on–off irradia-
tions. In the former case, the sample was continuously exposed
to laser irradiation for several seconds (i.e. 5 s, 10 s and 15 s),
whereas the latter process involved turning on and off the laser
at 1 s intervals allowing the sample to cool down between each
cycle. For imaging purposes, the femtosecond pulsed laser was
tuned to 854 nm and the average excitation power was kept
constant at �5 mW to avoid photodamage. The same 20�
objective was used for collecting the back-scattered SHG and
autouorescence (AF) signals which were recorded with a pho-
tomultiplier tube and a TCSPC counting card (HPM-100-40 and
SPC-150, Becker & Hickl GmbH, Germany). A bandpass lter
427/10 nm (Semrock, New York, USA) was used to collect the
SHG signal and 510/42 nm for detecting the AF signal. For p-
SHG imaging, a l/4-plate was placed in the input laser beam
path at 45 degrees to the laser polarisation to produce circularly
polarised light. The excitation polarisation was then selected
using a polariser mounted on a motorised rotating stage. No
analyser was used in the detection path and images were
recorded with 8 different excitation polarisations from 0 to 180
degrees.
This journal is © The Royal Society of Chemistry 2014
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2.3 Raman spectroscopy

InVia Raman microscope (Renishaw, New Mills, Gloucester-
shire, UK) with Raman StreamLine® imaging mode was used to
perform chemical characterisation. The microscope was
controlled by Renishaw's Wire 3.4 soware. A 785 nm diode
laser focussed by a 50� NA 0.75 air objective (Leica) was used
with a 600 lines per mm grating centred at 1320 cm�1. The
sample was imaged with 100 mW laser power in the sample
plane and 30 s exposure to obtain reasonable signal-to-noise
ratio (SNR). Using the Pearson correlation coefficient as the
similarity function, k-clustering was performed to retrieve the
spectrally different areas on the sample. Distributionmaps were
created by tting the centroid set to the original spectral image
as shown in Fig. 1S, ESI.†

2.4 Scanning electron microscopy

Following laser irradiation and subsequent optical imaging, all
samples were imaged with a FEI XL30 FEG scanning electron
microscope (FEI, Eindhoven, Netherlands) operated at 5 kV.
The samples were mounted on aluminium SEM stubs (Agar
Scientic, Essex, UK) and then coated for 1½ minutes in an Au/
Pd sputter coating system (Polaron E5000 Sputter Coater
(Quorum Technologies Ltd, East Sussex, UK)) at 1.25 kV and
maintaining a current of 20 mA by adjusting the argon leak
valve.

2.5 Image analysis

The SHG, AF and SEM images of the cavities were analysed with
ImageJ29 to determine the diameter of the cavity, the size of the
different zones and the mean intensity of each zone. All
measurements were repeated for 6 samples to determine the
mean and the standard deviation. The FLIM images were pro-
cessed with TRI2 soware30 where a tri-exponential decay model
was tted for each pixel and the average lifetime calculated. The
p-SHG data was processed by taking a Fourier transform of the
SHG intensity as a function of the excitation polarisation angle
for each pixel. The tensor ratios (c13/c15 and c33/c15) and the
main molecular orientation angle were derived from the
amplitudes and the phase of the Dirac delta peaks respec-
tively.31 The AF and SHG radial proles were used to determine
different centrosymmetrical zones surrounding the irradiation
spot. The rst zone was dened as the central area before the AF
rises, the second zone corresponds to the AF ring and the third
zone is the altered SHG signal.

3. Results and discussion
3.1 Laser ablation of collagen

Below 6 mW average laser power, equating to power density of
�0.4 � 106 W cm�2, there was no observable damage to the
collagen matrix. Above this threshold, an almost circular cavity
was created at the focal spot which was likely due to multi-
photon ionization process from femtosecond pulsed irradiation
that resulted in plasma mediated laser ablation.32,33 In a clinical
setting, the power density of the laser used varies depending on
the application. For example in balloon catheter ablation �7.6
This journal is © The Royal Society of Chemistry 2014
W cm�2 is used,34 in most gynaecologic procedures using the
CO2 laser the power density ranges from 8 to 12� 103 W cm�2,35

whereas in brain tissue ablation the power density of 1 to 3 �
109 W cm�2 is used.36

Hompland T et al. have demonstrated the use of SHG
imaging to reveal the collagen content in various tumourous
tissues and the loss of SHG signal can be resulted from the
alteration of the triple helix structure at the brillar level rather
than molecular denaturation.37 Thus, in our study, the loss of
SHG signal at the ablated area (Fig. 1(a)) indicates the structural
changes within the collagen brils caused by laser irradiation.
Interestingly, a uorescence ring was seen along the inner
boundary of the laser induced cavity (Fig. 1(b)). This uores-
cence zone is likely to be due to enhanced crosslinking of
collagen molecules during laser irradiation.38 SEM image of the
cavity (Fig. 1(c)) shows topographical alterations throughout the
irradiated site. The characteristic D-banding periodicity,
however, can still be seen along the boundary and away from
the cavity (Fig. 1(d)). It is also interesting to note that the
orientation of the brils around the cavity follows a tangential
ordering. Although any laser induced remodelling of the scaf-
fold in the present non-physiological conditions is unlikely,
mechanical stress generated during the ablation process may be
responsible for this apparent ordering. This hypothesis would
however need further exploration. The effects of the laser power,
wavelength and irradiation time on the size of the damaged site
were quantied by measuring the diameter of the cavities
revealed in the SHG, AF and SEM images.

Collagen photodegradation was found to be most sensitive
around 800 nm excitation wavelength, signied by a larger
cavity diameter compared to that induced by other wavelengths
as seen in Fig. 1(e) and thus, inferring that the degree of
collagen degradation is irradiation wavelength dependent. This
is likely to be attributed to the direct photoabsorption of
collagen. During this process, primary free radicals of water and
organic molecules are targeted, inducing generation of
secondary free radicals. These, in turn, interact with proline
followed by glycine residues of the protein, causing dramatic
alteration in the non-centrosymmetric structure of collagen.
This results in the loss of hydrogen bonding network followed
by the triple helix cleavage. Metreveli et al. proposed similar
destabilization mechanism on studying laser irradiation effect
on the collagen solution using calorimetric method.39

The diameter of the photodamaged region seems to be
directly correlated to average laser output power. With the
increase in the laser power, an exponential rise in the cavity
diameter was observed through SHG and AF imaging (Fig. 2). At
134 mW average laser power, the diameter of the degraded SHG
and AF regions were 1.74 � 0.25 mm and 0.86 � 0.16 mm
respectively, whereas at 343 mW average laser power, the
diameters were signicantly increased to 39.8 � 1.86 mm and
31.2 � 1.75 mm respectively, elucidating the thermal effect of
multiphoton absorption process.

An increase in the size of the degraded region was observed
aer 10 s and 15 s of continuous irradiation compared to that of
equivalent total short irradiation intervals with interjecting
cooling down periods. However, there was no signicant
Analyst
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Fig. 1 SHG image (a), AF image (b), SEM image of the laser induced cavity (c) obtained at the resonancewavelength (800 nm), andmagnified SEM
image (d, highlighted area in c) showing the banding periodicity along the border of the cavity and surrounding areas of the laser irradiated site.
SHG, SEM, AF cavity sizes for different irradiation wavelengths, �198 mW average laser output power and 10 s irradiation time (e).
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difference observed with 5 s irradiation time (Fig. 3(a) and (b)).
This result highlights the involvement of thermal effects where
heat was generated during the interaction between highly
intense femtosecond laser and the collagen matrix, disrupting
surrounding tissues through conduction. Alternating on–off
laser irradiation resulted in lesser structural damage compared
to equivalent continuous irradiation as the off periods allowed
for some heat dissipation and the stabilisation of the collagen
matrix.
3.2 Fluorescence lifetime

To visualize the formation of the laser induced cavity, time lapse
imaging was performed by incrementing the irradiation time in
Fig. 2 SHG diameter and AF diameter with varying laser output power on
at 800 nm irradiation (resonance) wavelength and 10 s irradiation time.

Analyst
steps of 0.05 s (ESI†) where thermal degradation of collagen
followed by stabilisation can be observed. The cavity can be seen
forming at the irradiation site from the exposure time above
�0.7 s. Due to photo-modication and thermal denaturation of
the collagen structure, the cavity size increased rapidly and
became stable at the exposure time exceeding �33 s. A similar
time dependent experiment performed by Hovhannisyan et al.
showed that the uorescence signal vanished due to photo-
bleaching of uorophores with increased illumination time.40

In our study, a uorescence ring was always observed, with the
ring thickness increasing with irradiation time, indicating
increased crosslinking around the cavity.
logarithmic scale showing exponential growth in cavity size observed

This journal is © The Royal Society of Chemistry 2014
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Fig. 3 SHG diameter (a) and fluorescence diameter (b) as a function of laser irradiation time showing the effects of continuous and short interval
irradiation with �198 mW laser power and 800 nm irradiation (resonance) wavelength.
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The uorescence lifetime imaging (Fig. 4(a)) shows that the
native collagen region has the longest lifetime of 1.63� 0.07 ns,
whereas the average lifetime surrounding the laser irradiated
region appears to have gradually reduced towards the centre of
the cavity. The uorescence lifetime of native collagen lattice
measured by Lutz et al. was 2.8 ns.41 However, uorescence
lifetime is generally unique for each type of uorophore and it is
highly dependent on the direct microenvironment. Fluorescent
amino acids, tyrosine, advanced glycation end products,
Fig. 4 Autofluorescence intensity and average fluorescence lifetime (ns
ratios c13/c15 and c33/c15 (b).

This journal is © The Royal Society of Chemistry 2014
phenylalanine, and pyridinoline crosslinks are likely to be the
uorophores present at the crosslink sites and the change in
their uorescence lifetimes might correspond to their
alterations.41
3.3 Quantitative approach to collagen scaffold behaviour

The p-SHG results (Fig. 4(b)) show some changes in the tensor
ratios within the area where reduced SHG signal was detected.
However, this effect was not observed further away from the
) (a). SHG intensity, main molecular orientation angle (degrees), tensor

Analyst
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Fig. 5 Horizontal section of the combined SHG and AF image (top), and radial mean profiles showing the SHG, AF intensity variations and the
average fluorescence lifetime (ns) in zone 1 (Z1), zone 2 (Z2), zone 3 (Z3) and zone 4 (Z4) over the region of interest (a). Average SHG and AF
intensities and the average fluorescence lifetime in the four distinct zones (b).
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cavity, indicating that the heat-induced degradation process did
not alter the interatomic bonds in the collagen molecules. The
p-SHG imaging shows that while the collagen molecules were
randomly oriented in the gel, there was a high degree of
molecular organisation around the border of the cavity. The
collagen brils were precisely oriented in perpendicular to the
radial direction from the cavity. Furthermore, the area where
this organisation can be seen matches the area of increased AF,
supporting the idea of ordered crosslinking of the collagen
molecules around the irradiated zone.
Table 1 Structural significance of the zones identified in the laser irradia

Zones Attribution Str

Zone 1 Depolymerised zone Diff
Zone 2 Enhanced crosslinking zone Int
Zone 3 Reduced crosslinking zone Inc
Zone 4 Healthy collagen Un

Analyst
Four distinct zones were identied from the SHG and AF
images obtained at the resonance irradiation wavelength of 800
nm with an average laser power of �198 mW (Fig. 5(a)). Zone 1
represents the ablated area where collagen has lost its non-
centrosymmetric structure by multiphoton absorption from
water molecules.40 Zone 2 exhibits a thick AF ring extending
outward from zone 1 and represents the zone of increased
crosslinking associated with formation of new photoproducts,
most probably involving tyrosine dimerization.40 Zone 3 shows
an increased SHG signal compared to the intact gel and this
ted collagen matrix

uctural signicance

used featureless molecules with sparse collagen bers
act covalent bonding with altered collagen triple helix
reased molecular interspaces with the triple helix structure maintained
changed non-centrosymmetric structure

This journal is © The Royal Society of Chemistry 2014
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Fig. 6 Raman spectra showing comparison between cluster 1 (depolymerised collagen), cluster 2 attributing to enhanced crosslinking zone,
cluster 3 representing the reduced crosslinking zone and cluster 4 classified as healthy collagen.

Table 2 Characteristic Raman peaks of collagen25,44,45

Raman peaks (cm�1) Assignments

1668 Amide I band
1454 Deformation vibrations in –CH3, –CH2 groups
1310 Lipid molecules
1265–1244 Amide III band
1204 Hydroxyproline in the triple helix structure
1164 Pyranose ring (carbohydrate molecules)
1082 Lipid molecules
1004 Phenylalanine
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might be due to reduced collagen crosslinking which resulted in
increased molecular interspaces.41 Heat conduction from the
laser focal spot has resulted in the cleavage of covalent bonds in
surrounding sites of laser ablated region, maintaining the triple
helix structure.40 Finally, zone 4 represents randomly orientated
non-irradiated collagen matrix exhibiting the longest uores-
cence lifetime, as the control in this study.

The average SHG, AF intensities and the average uores-
cence lifetime of each zone were quantied and compared as
depicted in Fig. 5(b). In comparison to the native collagen gel,
the AF intensity in zone 2 signicantly increased by �78% and
the SHG signal in zone 3 is �20% higher. The average uores-
cence lifetime of the healthy gel was the longest at 1.63 � 0.07
ns and gradually reduced to 1.17� 0.13 ns in zone 3, 0.37� 0.14
ns in zone 2 with molecular and hydrogen bond alterations and
reaching the shortest lifetime in zone 1 (0.31 � 0.08 ns) where
the collagen structures were completely altered. Table 1
summarizes the four optically and morphologically distinct
zones identied using nonlinear optical multimodal imaging
This journal is © The Royal Society of Chemistry 2014
techniques. Natalia et al. studied collagen denaturation spread
over laser irradiated patellar ligament (PL) tissue area using
SHG, OCT and DSC.8 They suggested that supramolecular
collagen structure undergoes various degrees of degradation
resulting in four morphologically distinct zones all elliptical in
shape and perpendicular to the collagen bre long axis. The
zones were identied qualitatively based on specic tissue
architecture, cellular population and elliptical geometry: they
were classied as zone 1, homogenous; zone 2, heterogeneous;
zone 3, crimped and zone 4, distended tissue.8 Previous studies
on laser ablated tissue characterization8,42,43 were more of a
qualitative approach which can be complemented by our study
through quantitative zonal characterization of the laser irradi-
ated collagen area.

Raman spectroscopy and k-clustering was used to analyse
the photochemical alterations of 4 laser irradiated collagen gels
alongside 4 non-irradiated control gels. Fig. 6 shows the Raman
spectra of 4 identied clusters which correlate to the results
obtained from AF and SHG. The signicant Raman bands of
collagen and their assignments are summarised in Table 2. In
Fig. 6, cluster 1 (green) relates to the depolymerised zone (zone
1); cluster 2 (purple) relates to the enhanced crosslinking zone
(zone 2); cluster 3 (blue) relates to the reduced crosslinking zone
(zone 3) where the triple helix structure is maintained with
increased SHG signal and cluster 4 (red) represents the native
collagen corresponding to zone 4. A similar study25 has been
reported with dissolved type I collagen where amide III and I
bands were suggested to be sensitive to conformational
changes. We also observed a broadening of the amide III band
at 1265 cm�1 in denatured collagen spectra, indicating the loss
of the ordered triple helix structure.25 Alteration in the 1204
Analyst
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cm�1 band may suggest the change in the molecular composi-
tion of the triple helix as it represents the presence of hydrox-
yproline (amino acid) in the helix.44 The high uorescence
component with completely lost Raman bands shown in Fig. 6
(depolymerised collagen) corresponds to the region close to the
laser focal spot where the triple helical collagen was completely
depolymerised.45 The Raman spectrum in the enhanced cross-
linking zone as depicted in Fig. 6 has relatively high intensity
and broader amide III band when compared to the healthy
collagen and could be associated with the loss of intermolecular
hydrogen bonds affecting the non-centrosymmetric property of
collagen.25
4. Conclusions

In conclusion, a multimodal optical approach was developed to
study laser irradiated collagen degradation mechanism. The
laser ablated collagen matrix was quantitatively classied into
four distinct zones, namely the depolymerised zone (zone 1),
enhanced crosslinking zone (zone 2), reduced crosslinking zone
(zone 3) and the native collagen zone (zone 4) showing that laser
irradiation results in different levels of tissue degradation.
Previous models were more qualitative and were unable to
morphologically assess collagen tissue modication. The
collagen tends to lose its non-centrosymmetric structure at the
focal spot due to direct laser ablation, followed by crosslinking
along the inner border of laser induced cavity due to heat
generated by multiphoton absorption and energy transfer. As
heat conducts, reduced crosslinking occurs at the outer
boundary, increasing intra and inter molecular spaces within
collagen brils maintaining the triple helix structure resulting
in increased SHG signal. The model was developed in our study
with estimation for laser power threshold, optimal wavelength
for controlled ablation and quantitative zonal characterization
of the laser induced photo-disruptive effects. This can be
extended to create engineering scaffolds for cell proliferation,
intraocular surgery, cartilage reshaping, and skin rejuvena-
tion.46–49 This multimodal nonlinear optical imaging approach
might also be used as a potential tool for collagen rich tissue
characterization providing a quantitative diagnostic tool with
high accuracy, sensitivity and specicity compared to current
techniques.8,50,51
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