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ABSTRACT
The occurrence of crystals (previously termed 'cuboid crystals'|50-500nmsize range)
not apparent by light microscopy, in human articular cartilage has been confirmed by
transmission electron microscopy of tissue prepared by various

techniques, including

anhydrous and cryo processing. Earlier reports of such crystal deposition had been limited to
osteoarthritic and elderly femoral head articular cartilage. In this study crystals have been
reported in articular cartilage across an age range from five to ninety two years in normal and
osteoarthritic tissue from a variety of joint sites.
The distribution of crystal deposition within articular cartilage was described both
qualitatively and quantitatively; normal femoral head tissue was investigated in most detail.
Over 90 % of crystals were commonly deposited within the first SOpm below the articular
surface; crystals appeared either in a band parallel to the surface or in a pericellular
distribution. In deeper zones crystal deposition was restricted to pericellular distribution, and
areas of chondrocyte necrosis. Quantitative analysis of crystal deposition distribution in
articular cartilage at sites around the femoral head revealed a significantly greater deposition in
the superior (zenith) region than the inferior (infrafoveal) region.
Elemental analysis of crystals confirmed a calcium, phosphorus and magnesium
content. It also demonstrated no variation in the mean calcium to phosphorus ratio with crystal
size, specimen age, or between normal and osteoarthritic specimens. A crystal isolation
technique involving collagenase digestion, centrifugation and sodium hypochlorite treatment
was developed, enabling crystal characterization by electron and x-ray diffraction. Crystals
were identified as magnesium whitlockite; the first report of this mineral in articular cartilage.
The mode of formation and role of these crystals remain unknown, although
histological and histochemical investigations revealed a consistent association with
intramatrical lipid, containing a phospholipid component. The results of this study are most
tenable with a concept of opportunistic crystal deposition.
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INTRODUCTION

G eneral Introduction

Articular cartilage is a specialised connective tissue essential to the normal function of synovial
joints. It is located on the articular ends of bones where it performs three main functions
(Kempson 1979): to reduce potentially damaging stresses applied to the subchondral bone
(Swanson et al. 1971, Freeman ef a/. 1975), to prevent abrasion between the articulating
bone extremities and to provide low friction bearing surfaces which do not themselves suffer
from severe abrasive wear (Weightman and Kempson 1979, Swanson 1979).
The tissue consists of a relatively small number of chondrocytes distributed
throughout an abundant extracellular matrix; the composition and molecular structure of the
matrix determines the material properties and many biological functions of cartilage. As
cartilage is essentially avascular, lacks a lymphatic system and is not innervated, the matrix
controls passage of metabolites and nutrients to and from cells and helps regulate metabolic
activities (McKibben and Maroudas 1979). It also protects chondrocytes from mechanical
injury (Poole et al. 1987) and the transmission of mechanical^electrical and chemical signals
through the matrix influences chondrocyte function (Sah etal. 1989).
Failure of articular cartilage as a load-bearing material is attributable to the cumulative
modification of individual molecular components or their composite form (Bader etal. 1992). A
change in matrix components may produce a loss of functional integrity, frequently expressed
as an erosion in the cartilage layer. Such erosion is generally observed as fibrillation and
stripping of the cartilage (Sokoloff 1983). In advanced disease stages this may expose the
underlying bone; such osteoarthritic states are characterised by severely inhibited joint
articulation, swelling and accompanying pain. These symptoms are a final stage in
osteoarthritic disease. The initiating factors are unknown, but may include changes in load
distribution and tissue compliance (Bullough et al. 1973, Armstrong et al. 1977), traumatic
injury to joint tissues (Jackson 1968), molecular changes in the extracellular matrix (ECM)
structure or turnover (Maroudas 1976) and the deposition of crystals within the matrix
(Dieppe and Calvert 1982).
A variety of crystals have been recorded in articular cartilage including monosodium
urate (MSU), calcium pyrophosphate dihydrate (CPPD) and basic calcium phosphates (BOP)
(Schumacher 1988). Calcium crystal deposition is more common in older persons. The
degenerative and destructive arthropathies associated with them will predictably become
increasingly common as our population ages. (McCarty 1988). The mechanisms of these
depositions remain unclear, as does their precise relationship with chronic arthritic disease.
BCP crystals have been less detectable than MSU or CPPD but are capable of inducing
pathological changes in joint tissues. Amongst the BCP crystals, the cuboid crystals
described by Ali (1985) and Stockwell (1990) in OA and elderly articular cartilage remain poorly
studied. These crystals require further characterization and investigation as to their role in
articular cartilage physiology or pathology.
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CARTILAGE COMPOSITION AND STRUCTURE
Articular cartilage is one of a group of dense connective tissues, comprising hyaline, yellow
elastic and white fibrocartilage. The cartilages characteristically consist of a relatively small
number of chondrocytes distributed throughout an abundant ECM, and have a water content
of between 70 and 80% (Stockwell 1979). The main variation between types is in the
composition of the ECM which, in turn, dictates the functional properties of the tissues.
Hyaline cartilage comprises the foetal skeleton, epiphyseal growth plate and articular cartilage.
Adult articular cartilage consists of chondrocytes, occupying only 10% of the total
volume of the tissue (Stockwell 1971), which, with the exception of the superficial zone, are
located within a morphologically distinct pericellular "basket", the lacuna. This unit has been
termed the chondron (Poole et a/.1987). Chondrocytes are dispersed throughout the ECM,
the main components of which are collagens and proteoglycans. Other minor structural
components include those which facilitate cell-matrix interactions. Articular cartilage may be
divided into four zones for descriptive purposes: the superficial, intermediate, deep and
calcified zones. The zones are differentiated on the basis of chondrocyte morphology,
collagen fibre orientation and proteoglycan concentration (Meachim and Stockwell 1979).
Brief descriptions of the structural components of articular cartilage are given here.

Chondrocytes
Chondrocytes arise from the condensation of mesenchymal cells in the foetal skeleton
(Thorogood and Hinchliffe 1975). Chondrocyte morphology is variable, the cells appear as
discs flattened parallel to the surface in the superficial zone whilst being oval or rounded in
deeper zones. Where more than one chondrocyte is present within one lacuna adjacent
surfaces appear flattened. Such multiple occurrences of cells are assumed to be derived from
a single chondrocyte by mitosis. Chondrocyte nuclei are either elongated or rounded,
according to cell shape, and frequently show shallow undulations (Ghadially 1983). A
characteristic condensation of heterochromatin is separated from the nuclear membrane by
the nuclear fibrous laminin (Oryschak et al. 1974). Nuclei are typically surrounded by dense
rough endoplasmic reticulum (RER) which is most highly developed in the intermediate and
deep zones (Ghadially 1983). The cisternae of the RER show variable dilation in healthy
chondrocytes (Stockwell and Meachim 1979). Intermediate filaments are typically abundant in
the cytoplasm becoming more frequent with age; this has been considered a sign of
cytoplasmic degeneration (Ghadially 1983), but other workers consider them to be regular
constituents of viable, healthy cells (Schenk et ai. 1986).

Chondrocytes typically show

cytoplasmic processes extending into the pericellular matrix (Ghadially etal. 1965, Weiss etal.
1968).

Collagens
Collagen is the major structural component of the organic matrix, the interstitial fibrils having
great tensile strength. To date, fourteen species of collagen molecule have been identified
11
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within tissues. Of these, five have been located in human articular cartilage: collagen types II,
VI, IX, X, and XI. Although the collagen types have different structural and functional
properties the basic molecular structure remains similar. For a detailed review of molecular
structure see Prockop and Williams (1982). The molecule is composed of three polypeptide
«-chains, each of which is coiled into a left handed helix with approximately three amino acids
per turn. The helical chains are twisted around each other into a right handed triple helix, to
form a rigid structure. Collagen types vary in their precise amino acid sequence although all
contain large amounts of glycine, proline and hydroxyproline which are essential to the
structure and stability of the collagen molecule (For reviews see Grant et al. 1988, Mayne
1989).
Type II collagen comprises approximately 85% of the total collagen content of human
articular cartilage (Grant et al. 1988) forming the basis of the fibrillar meshwork throughout the
interterritorial matrix (Duance et al. 1982, Muller-Glauser et al. 1986). The monomers are
organised, to facilitate maximum electrostatic and hydrophobic interaction of the amino acids
projecting from the molecules into a quarter stagger arrangement, giving the characteristic
67nm periodicity when viewed under the electron microscope (Hulmes et al. 1973,
Cunningham etal. 1976, Chapman and Hulmes 1984). The precise longitudinal displacement
is slightly less than a quarter of the length of the molecule, leaving a "hole region" between
the end of one monomer and the beginning of the next. In fibril cross section it appears the
monomers aggregate in a quasi-hexagonal lattice arrangement (Bornstein and Sage 1980).
Type VI collagen has been localised to the pericellular capsule of the matrix, and also
more sparsely throughout the fibrillar collagen network (Poole et al. 1984, 1988, Ayad et al.
1984). This collagen molecule may exist as a monomer but is frequently found as aggregated
di or tetramers bonded by disulphide bridges (Jander et al. 1984, Von der Mark et al. 1984)
and possibly stabilized by interaction with hyaluronan (Kielty etal. 1992). Roles suggested for
collagen type VI include regulation of fibril diameter, protection against compressive loading
and as a component in cell substratum interactions.
Type IX collagen may also be defined as a proteoglycan, comprising three «-chains
with a 70% incidence of a single chondroitin sulphate glycosaminoglycan on the «2 chain
(Huber et al. 1986, Muller Glauser et al. 1986). It accounts for up to 5% of collagen extractable
from mammalian cartilage by pepsin digestion (Ayad etal. 1982). Type IX collagen has been
localized in the pericellular capsule (Duance et al. 1982) and also in a periodic manner
covalently bound to type II collagen on the surface of fibrils (Eyre et al. 1987). It has been
suggested that the molecule may play a role in restricting fibril diameter (Wotton etal. 1988).
Type X collagen contains three chains arranged in the typical collagenous triple
helical structure (Schmid and Linsenmayer 1984), although it is approximately half the size of
the type II collagen molecule (Schmid and Linsenmayer 1983). Type X collagen occurs
transiently in cartilages that undergo endochondral bone formation and is not present in
those that do not (Linsenmayer et al. 1988); it is known to be synthesized by growth plate
hypertrophic chondrocytes (Kwan et al. 1986).
12
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preexisting collagen fibrils, an interaction which is stabilised by covalent bonding (Chen et al.
1992). This occurs prior to hydroxyapatite accumulation (Schmid and Linsenmayer 1985) but
does persist in calcified cartilage (Kwan et al. 1986; Schmid etal. 1990). The precise function
of type X collagen remains undetermined, although current concepts suggest a role in
influencing the site and subsequent spread of initial mineral formation ( Poole and Pidoux
1989).
Collagen type XI was first reported as a constituent of human cartilage by Burgeson
and Hollister (1979). It accounts for 8-10% of collagen in most cartilages (Grant et al. 1988).
Collagen type XI has been located to the pericellular capsule (Ricard Blum et al. 1982, Evans
etal. 1983) and also in the same fibrils as type II collagen (Vaughan etal. 1988). Mayne (1989)
suggested it may be positioned in the centre of the fibrils, with a role of incorporating type II
collagen. Smith etal. (1985) suggested it may have a role in fibril diameter regulation and be
situated on the fibril surface.
Collagen fibrils are organised into a three-dimensional architecture. A model of this
structure, in which collagen fibrils arose from the deep layer radially to the subchondral bone,
arched through the intermediate zone to run tangentially in the superficial zone, was originally
proposed by Beninghoff (1925). More recent work, using transmission and scanning electron
microscopy, has broadly supported this basic precept. Broom (1986) has proposed a model in
which the radially arranged fibrils are deflected sideways in a small scale alternating manner to
interact with their nearest neighbour, forming a radially orientated meshwork; the fibrils
become tangential in the superficial zone providing resistance to tensile stresses. Work by
Clark (1990) and Jeffrey etal. (1991) suggests that fibrils are arranged in sheets with a radial
orientation in the deep zone running continuously through the intermediate zone to lie
tangentially in the superficial zone overlapping their neighbours. This structure is covered by
a fine fibrillar layer. The sheets or leaves vary in form, orientation, and packing density
depending on site.

Proteoglycans
The other major component of cartilage matrix, is a viscoelastic gel composed primarily of the
aggregating proteoglycan, aggrecan. A proteoglycan may be defined as any macromolecule
that has a core protein containing at least one covalently bound glycosaminoglycan chain
(Hascall and Kimura 1982). A glycosaminoglycan is a heteropolymer consisting of repeating
disaccharide sequences containing hexosamine and hexuronic acid or hexose (Carney and
Muir 1988).
Cartilage proteoglycan aggregates contain four major glycosaminoglycans:
chondroitin-4-sulphate, chondroitin-6-sulphate, keratan sulphate and hyaluronan (Carney
and Muir 1988). Together these make up 18% of the dry weight of femoral head articular
cartilage (Stockwell 1979). Also the smaller O- and N-linked oligosaccharides are present. The
glycosaminoglycans, with the exception of hyaluronan, are covalently linked to a core protein
via 0-glycosidic bonds to form proteoglycan monomers (Bray et al. 1967). Core protein may
13
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be divided into three regions:

the hyaluronan binding region, (HABR), a keratan sulphate-

rich region, and a chondroitin sulphate-rich region (Heinegard and Hascall, 1974). Hyaluronan
comprises less than 6% of the total cartilage glycosaminoglycan (Elliot and Gardner 1979), but
it is essential in the formation of proteoglycan aggregates ( Hascall and Heinegard 1974).
Proteoglycan monomers interact with hyaluronan via the HABR to form aggregates
(Hardingham and Muir, 1974). The linkage, thought not to be covalently bound (Carney and
Muir 1988), is stabilised by a glycoprotein, link protein, which is thought to make the bond
irreversable under normal physiological conditions (Hardingham 1979).
Aggrecan composition varies with age, site and depth within cartilage. Proteoglycan
aggregates are larger in the newborn, there being a marked decrease in the proportion of
aggregated monomers to single monomers with age (Buckwalter and Roughly 1987). The
composition of monomers is also variable; the ratio of chondroitin-4-sulphate to chondroitin-6
-sulphate decreases during the first 25 years of life (Murata and Bjelle 1979). Keratan sulphate
concentration increases with age (Bayliss and Ali 1981, Inerot and Heinegard 1983, Roughley
and White 1980). At 20 years the ratio of chondroitin sulphate to keratan sulphate may be
85% to 15%; with age the percentage of keratan sulphate may rise to 30%. Variations in both
aggrecan compostion and concentration in different zones of adult articular cartilage are also
apparent. The highest concentration of chondroitin sulphate occurs in the mid-zone, whereas
keratan sulphate increases progressively through the cartilage depth, producing a combined
distribution of proteoglycan which is greatest in the mid-zone and least near the articular
surface (Stockwell and Scott 1967, Bayliss etal. 1983, Ratcliffe etal. 1984).
Proteoglycan aggregates are sufficiently large to be easily immobilised within
cartilage by topographical entanglement with the collagen network (Muir 1979). There is also
evidence to suggest direct interaction between proteoglycans and collagen (Orford and
Gardner 1984). Immobilisation of aggrecans in the cartilage matrix confers on the tissue a high
negative charge density due to carboxylate and sulphate ester groups. The negative charge
is balanced by cations which are held in the cartilage, generating an osmotic pressure of
several atmospheres (Maroudas 1979) which is responsible for almost all of the swelling
pressure of the tissue (Myers et al. 1984). This pressure is balanced by the tensile stress
induced in the collagen network. During compressive loading fluid is lost from cartilage due to
a pressure gradient; this has the effect of increasing proteoglycan concentration and hence
swelling pressure until an equilibrium is reached between swelling pressure and applied load.
Hence the proteoglycan component controls the fluid content of cartilage during
compression.
Proteoglycans also exclude other macromolecules from their molecular environment.
This creates a water compartment only part of which is available to other matrix
macromolecules, increasing macromolecule concentration. This may increase reaction rates
and all concentration dependent interactions (Hardingham and Fosang 1992). It has been
shown that this effect prevents molecules larger than haemoglobin entering cartilage
(Maroudas 1979), and influences the formation and thermal stability of collagen fibrils. The
14
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fibril- proteoglycan system provides the cartilage with a porous structure (Mow et al. 1984),
providing resistance to fluid motion through cartilage and hence resistance to compressive
loading (Armstrong and Mow 1982).

Minor Matrix Components
Other minor matrix components include those associated with chondrocyte-matrix
attachment. The glycoproteins fibronectin and chondronectin have been implicated in such a
role (Weiss and Reddi 1981, Hewitt etal. 1982, Brown and Jones 1992). Interaction between
collagens and glycosaminoglycans of the ECM and chondrocyte membranes directly, via
integrins such as anchorin CM and

CD44 respectively, have also been described

(Mollenhauer etal. 1984, Culty etal. 1990).

CALCIFICATION
Mineral Phases
Calcium phosphates are capable of forming a number of mineral phases dependent upon the
physical and chemical conditions of the mineralising system. The phases relevant to the work
discussed in this thesis are outlined in table I, in order of decreasing acidity, decreasing
solubility and increasing thermodynamic stability.

Table I. Calcium Phosphate Compounds (After Neuman 1980).

Formula

Molar Ca/P

Name

Abbreviation

Ca (HP04).2H20

Dicalcium phosphate dihydrate

1.0

DCPD

Ca4H(P04)3

Octocalcium phosphate

1.33

OOP

Cag(P04)6 (var.)

Amorphous calcium phosphate

1.3-1.5

AGP

Ca3(P04)2

Tri-calcium phosphate

1.5

TCP

Ca5(P04)30H

Hydroxyapatite

1.66

HAP

The mineral component of mature bone is generally considered to be

a poorly

crystalline nonstoichiomtrical hydroxyapatite which becomes more crystalline and approaches
ideal stoichiometry with time after deposition (Glimcher 1984). The individual crystallites have
been measured at 4 to 6 nm using line broadening analysis (Carlstrom and Glas 1959). The
formation, remineralisation and dissolution of bone are very complicated processes due, in
part, to the presence of multiple calcium phosphate phases that may be involved in the
reactions. Investigation of these processes has taken two courses, in vitro and synthetic
chemical modelling, and direct observation of initial bone mineral formation; these are
reviewed by

Eanes (1985) and Bonar et al. (1985). HAP cannot form de novo from

constituent ions in solution due to its unit cell complexity. Model studies have revealed the
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possible importance of nonapatitic minerai phases such as AGP, OOP and DCPD as transient
intermediates to apatite in vivo. The lifetime of precursors may be extremely short and
therefore such phases are not easily detected by physical means even in the earliest stages
of mineralization (Eanes 1985). AGP has been detected as the initial precipitation in kinetic
studies (Termine and Eanes 1972, Posner and Betts 1975). It was suggested that this may go
on to nucleate OGP which was capable of providing a template for HAP formation (Feenstra
and de Bruyn 1979). This would account for the plate-like habit of bone mineral crystals
observed by TEM (Landis etal. 1977, Jackson etal. 1978, Weiner and Price 1986).
DGPD is the only phase for which there is direct evidence for its role as a precursor to
HAP in biological systems (Roufosse et al. 1979). There is no direct evidence for OGP as a
precursor; this may be because it is very hard to distinguish one from the other on diffuse xray diffraction patterns (Eanes 1985). Eanes cites the similarity between the radial proliferation
of crystals about matrix vesicle loci (Bernard 1969, Jones and Boyde 1983) and crystal
masses occurring in synthetic systems in which OGP is a transient intermediate (Eanes and
Meyer 1977) as evidence for a precursor role for OGP. From detailed analyses of embryonic
chick bone, Glimcher and colleagues have been unable to produce evidence in support of a
precursor phase to HAP formation. Bonar et al. (1985) suggest their earlier observation of
DGPD (Rouffose et al. 1979) may have been artefactual. In view of their more recent work,
they suggest that bone mineral is a poorly crystalline hydroxyapatite with extensive disorder,
with incorporation of impurities especially HP0 4 ^', some of which is present in a configuration
similar to DGPD but in an apatitic lattice, and of very small crystallite size. During maturation
crystallinity improves, crystal size increases, disorder decreases and most impurity levels
decrease. Alternatively, Driessens and Verbeeck (1986) proposed a composition based on
data from chemical analyses of bone mineral. They suggested that bone mineral is a
combination of three phases; a sodium and carbonate containing apatite phase and
magnesium whitlockite, a magnesium substituted calcium phosphate, present from the
beginning of mineralization together with OGP. The HAP and whitlockite phases are
deposited proportional to total mineral deposition as bone develops, whilst OGP is
transformed slowly to a heavily carbonated defective apatite. A magnesium whitlockite phase
has been detected in young bone (Gheng and Pritzker 1983, Lee etal. 1984).

Mechanisms of Calcification
It has been very difficult to explain biological calcification by a universal mechanism, there
being appreciable differences between, for example, calcification of the epiphyseal growth
plate and lamella bone formation. Despite this diversity, any mechanism of normal calcification
must consist of several sequential steps: first soluble calcium and phosphate ion
concentrations must be complexed to produce an insoluble solid, secondly, growth must
occur to produce apatite crystals, thirdly there must be an increase in crystal numbers to
saturate the matrix of the tissue and finally a reorganisation of the mineralised matrix may be
required to produce a stable, organised and structurally sound calcified tissue(Posner 1969).
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It has been shown that serum and its ultrafiltrate are metastable with respect to calcium and
phosphate (Howell et al. 1968, Cheng et al. 1988), requiring a two phase mechanism of
nucléation and proliferation for tissue mineralization. Crystal nucléation has been proposed
by

both homogenous and heterogenous means. Homogenous nucléation requires the

calcium x phosphate ion product to be increased locally up to the level required for direct
precipitation of the first solid calcium phosphate phase. Robison (1923) proposed that this
could be achieved by alkaline phosphatase, an enzyme invariably present at calcification sites,
hydrolysing phosphate esters to raise the local inorganic phosphate concentration.
Subsequent work, showing a distribution of alkaline phosphatase beyond calcifying tissues,
and micropuncture studies, showing a lack of elevated calcium x phosphate ion product,
weakened support for this mechanism (Howell et al. 1968). Alkaline phosphatase has also
been implicated in mineral formation by other mechanisms including the local destruction of
mineral growth inhibitors, action as an inorganic phosphate transporter, action as a calcium ion
binding protein and action as a calcium ion pump in cell or matrix vesicle membranes. These
roles have been reviewed by Wuthier and Register (1985).
It has been suggested that mitochondria may be involved in the initiation of mineral
formation in epiphyseal growth plate. These organelles demonstrate the ability to concentrate
calcium ions, accumulating granules composed of calcium and phosphate (Lehninger 1970).
It has been speculated from electron microscopic observations of normal and rachitic rat
growth plates (Brighton and Hunt 1978) that calcium ions are released from mitochondria to
the surrounding matrix and participate in crystal nucléation. The mechanism of release is
unknown, although Brighton and Hunt suggest a reduction in oxygen tension in the
hypertrophic zone may be important. (Brighton and Hunt 1978).
A mechanism involving extracellular organelles has attracted greater attention. Much
of this work has been carried out using epiphyseal growth plate cartilage, the primary centre of
calcification providing the mechanism for long bone growth. The sequential stages of the
processes involved co-occur, separated spatially within the tissue into a series of zones, as
outlined in Fig. I.
Matrix vesicles, identified independently by Bonnucci (1967) and Anderson (1967)
in epiphyseal growth plate and in bone by Bernard and Pease (1969) are distinct membraneinvested extracellular particles approximately lOOnm in diameter, which are considered to be
sites of initial calcification. Much evidence has been provided to support this role. They occur
in the tissue matrix with a distribution corresponding to that of crystal formation (Ali et al. 1970,
Anderson etal. 1970, Ali 1976). In the longitudinal septa of the upper hypertrophic zone the
first apatite crystals may be observed in close apposition to the inner leaflet of the matrix
vesicle membrane (Anderson 1976). With increasing support for this role, the origin,
composition and mode of action of matrix vesicles has attracted much attention .
Matrix vesicles are thought to be derived from the chondrocyte plasma membrane via
cell processes (Ali 1983). Evidence to support this is derived from electron microscopic
observation and biochemical analyses; enzymes and phospholipids identified in matrix
17
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Fig. 1. Schematic representation of epiphyseal cartilage showing columns of chondrocytes
separated by longitudinal septa. The growth plate is divided into (1) the reserve zone of
resting cells, (2) the proliferative zone, (3) the hypertrophic zone of mature cells, (4) the
degenerative zone which coincides with (5) the calcified septum region. Matrix vesicles (MV)
produced by cell processes in the lower proliferative zone begin to display initial mineral
deposition in the upper hypertrophic zone, with mineral extending outside vesicles by the
lower hypertrophic zone, forming nodules which coalesce to form calcified septa (CS).
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vesicles are common to the plasma membrane. These include 5'-AMPase, a wide specificity
phosphatase capable of hydrolysing phosphate esters including pyrophosphate and
nucleotide phosphates (Ali et al. 1970) phosphotidylserine, phosphotidylinositol, cholesterol
and sphingomyelin (Peress etal. 1974). Alkaline phosphatase is a major constituent of matrix
vesicles. Indeed, matrix vesicle alkaline phosphatse accounts for over 80% of alkaline
phosphatase activity in epiphyseal tissue (Ali etal. 1970, Ali 1976): this has been localized on
the outside of the matrix vesicle membrane with nucleotide phosphatases and
pyrophosphatase (Matsuzawa and Anderson 1971).

Active neutral metalloproteinases

capable of degrading proteoglycans have been identified in the matrix vesicle sap (Dean et al.
1992).
Matrix vesicles are thought to concentrate calcium and phosphate to enable initial
mineral formation. The proposed process involves alkaline phosphatase increasing the level
of inorganic phosphate by hydrolysis of appropriate phosphate containing substrates (Ali et
al. 1970). An alternative source of inorganic phosphate has been suggested in the
mineralization inhibitor pyrophosphate acting as a substrate for alkaline phosphatase or
related pyrophosphatase (Ali et al. 1970, Anderson and Reynolds 1973). Ali and colleagues
(1973,1976) demonstrated that matrix vesicles can actively transport calcium, accumulating
concentrations up to twenty five times greater than in adjacent chondrocytes (Wuthier 1977).
This may be achieved by a combination of calcium binding phospholipids and proteins, and
annexins situated in the membrane acting as ion channels (Genge et al. 1992). Following
initial formation, growing crystals protrude through the matrix vesicle membrane, a process
that may be assisted by matrix vesicle derived proteinases and lipases. Liberated crystals are
available to seed rapid proliferation of apatite by epitaxial growth, which may then spread to
the collagen fibrils.
Whilst

matrix vesicles have been observed in many normal and pathologically

mineralising tissues (Kim and Huang1972, Sayegh etal. 1974, Dmitrovsky etal. 1978) , this
mineral nucléation mechanism does not fit the accumulated data relating to lamella bone
mineralization. The majority of bone mineral is located within the collagen fibrils; calculations of
the exact amount vary between 69 and 90% (Neuman 1980 ,Bonar etal. 1985a, Landis et al.
1986). The c-axis of the hydroxyapatite crystals within the fibrils is aligned to the collagen fibril
axis, indicating that collagen fibril structure may exert an influence over crystal nucléation
(Weiner 1986). With the proposal of a staggered array model for collagen fibril organisation,
based on electron microscopic data, the gap region was recognised as a possible initial
location for mineral (Weiner 1986). A theory for initial mineral formation implicating the type I
collagen matrix as a nucleating substrate has been supported by workers including Glimcher
(1976) and Solomons and Neuman (1960).
Electron microscopy has shown that initial calcium phosphate crystals in bone are
deposited in the hole zone regions (Glimcher1976, 1985). These observations were
confirmed using X-ray and neutron diffraction techniques (White et al. 1977, Berthet
Colominas 1979) which suggested that the initial mineral does not uniformly fill the gap
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region. In a model that best fits the data, mineralisation would start at the N-terminal side of the
gap region and progress to the C-terminal whilst simultaneously increasing in thickness. At full
maturation the mineral phase may become continuous via pores within the fibril connecting
the gap regions (Neuman 1980).
Control of collagen mineralization is thought to be mediated by promoters of crystal
nucléation or growth. Variations in fibril thickness and intermolecular packing of molecules in
the fibrils make type II collagen a less favourable site for initial mineral formation. The type I
collagen of bone appears unique in that the pore size of bone collagen is around 0.6nm
(Neuman 1980) which is large enough to accommodate diffusion of phosphate anions
(0.4nm). Most collagens have a pore size around O.Snm (Neuman 1980). Determination of
pore sizes appears to involve specific collagen fibril crosslink formation (Mechanic etal. 1985).
The presence of "helper" molecules to enhance crystal initiation, located in the gap region,
has been suggested. Alternatively inhibitors of calcification in other collagens may be active.
Potential mediators are outlined below.
Other possible crystal nucleators or nucléation enhancers include phospholipids,
acidic calcium phospholipid phosphate complexes, proteolipids and non collagenous matrix
proteins. Initial suggestions of the involvement of lipids in the process of calcification were
prompted by the observations of the accumulation of sudan black B, a lipid staining dye at the
mineralizing front of epiphyseal growth plate (Irving 1963).

Shapiro (1970) and Wuthier

(1968) characterized phospholipids associated with calcifying cartilage and bone.
The acidic phospholipids, phosphatidylserine and phosphatidylinositol, are thought
to be the most important in relation to calcification (Boskey 1989). These phospholipids,
located in the membranes of cells, cellular organelles, cell debris and matrix vesicles, are
important determinants of membrane fluidity: they may be instrumental in matrix vesicle
generation and function, as alkaline phosphatase has been shown to be bound to the cell
membrane via phosphatidylinositol (Low and Zilversmit 1980). Probably more significant is
the ability of these phospholipids to form acidic calcium phospholipid phosphate complexes
with the ability to nucleate mineral formation. Recent work (Boskey and Dick 1991) has
shown that phosphatidylserine is also able to inhibit HAP growth in vitro, suggesting these
phospholipids may have multiple effects on HAP formation in situ. Such complexes in
mineralized mammalian tissue were first identified in compact bone ( Boskey and Posner
1976) and have subsequently only been located in calcified or calcifiable tissues associated
with sites of early mineral deposition (Boskey 1989). The association of phospholipids with
collagen fibrils in dentin and enamel, demonstrated by specific staining, suggests that matrix
phospholipids are involved in matrix-nucleated mineral formation (Goldberg and Septier
1985). Lipid and type I collagen associations have been noted in other mineralizing tissues
(Lelous et ai. 1982, Ennever et ai. 1984 ).
The complexed acidic phospholipids were found to be associated with proteolipids in
calcified tissues. (Boyan -Salyers and Boskey 1981, Boyan and Boskey 1984). From studies
using a bacterial model of membrane-mediated calcification it has been suggested that the
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protein portion of the proteolipid organises the lipid structure (Boggs et al. 1977) which in
turn facilitates complexed acidic phospholipid formation on the membrane surface (Boyan et
al. 1986).
The non collagenous proteins osteocalcin (bone GLA protein), osteopontin and
osteonectin have been proposed roles in calcification. The role of these proteins in
mineralization is unclear, though they have been implicated in both promotion and inhibition
of crystal nucléation and growth. All have been shown to inhibit hydroxyapatite growth by
apparently binding at lattice growth sites (Romberg ef a/. 1986, Boskey et al. 1992). It has
been proposed that osteonectin- collagen complexes play a role in crystal nucléation in bone
(Termine et ai. 1981, Glimcher 1989).UItrastructural immunolocalisation has demonstrated
osteonectin and osteocalcin to be associated with collagen fibrils (Bianco et al. 1984) and
osteocalcin and osteopontin in the calcifying matrices of both cartilage and bone from chicken
epiphyseal growth plate (McKee etal. 1989).
Non mineralising tissues and fluids contain powerful

circulating inhibitors of

calcification; inhibitors characterised in plasma and urine include citrate, magnesium and
albumin. Albumin has been shown to be a mediator of hydroxyapatite growth inhibition
(Garnett and Dieppe 1990). Salivary inhibitors of calcium phosphate formation include proline
rich peptides (Oppenheim et al. 1971) and the acidic peptide stratherin (Schlesinger and Hay
1977). A recognised inhibitor of hydroxyapatite formation present in body fluids including
joint fluid is inorganic pyrophosphate (Fleisch and Neuman 1961, Meyer 1984) and ATP has
been reported to have similar properties (Blumenthal et al. 1975). Removal of such factors
has been postulated to be part of mineralization processes. Hydrolysis of these inhibitors from
tissue sites, mediated by alkaline phosphatase, pyrophosphatase or ATPase, all present in
matrix vesicles, may facilitate crystal formation.

Inhibition of crystal formation by integral matrix

components also appears likely. Aggregating proteoglycans have been shown to inhibit
hydroxyapatite formation in vitro (Chen et al. 1984, Chen and Boskey 1985, 1986). In vivo,
cleavage of proteoglycans at the mineralising front of growth cartilage (Buckwalter 1983,
Campo and Romano 1986) may make them less effective inhibitors of crystal formation. It is
possible that such changes may be mediated by matrix vesicles which have recently been
shown to contain metalloproteinases capable of degrading proteoglycans (Dean etal. 1992).
It is becoming clear that none of the mechanisms outlined solely accounts for
mineralization of cartilage and bone. It is more likely that the correct interaction of the above
factors at the appropriate site leads to the selective deposition of specific structural and
morphological mineral phases (Addadi and Weiner 1985). Moreover individual factors may be
important at different times in the step by step sequence of the mineralization process (Ali
1992).

O STEOARTHRITIS
The breakdown of the highly integrated articular cartilage structure is manifest in
degenerative arthritis. Osteoarthritis (OA) is a progressively destructive disease of articular
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cartilage characterised by local erosion, fibrillation, osteophyte formation and bone
remodelling ( Howell 1984).
OA has traditionally been considered a wear and tear condition, occurring
predominantly in weight bearing joints. This concept has become largely discounted due to a
number of observations including studies of groups prone to excessive joint use
demonstrating no increase in OA incidence (Purnanen et al. 1975, Radin et al. 1972,
Brodelius 1961), the low incidence of the disease in certain ethnic groups, suggesting it is
not simply related to aging (Byers 1975), and the observations that cartilage fibrillation may
remain non progressive or become progressive (Byers 1970).
Morphological and biochemical evidence that changes in OA differ from changes
with aging (Ali and Bayliss 1974, Muir 1977, Bayliss and Ali 1978), plus an association with
crystal deposition ( McCarty 1962, Dieppe et al. 1976), joint congruity (Bullough et al. 1973)
and altered cartilage and subchondral bone compliance (Armstrong et al. 1977, Radin and
Rose 1986), called for a reassessment of the disease. The view of OA has become modified
with the premise that, in some cases an active metabolic abnormality of articular cartilage,
possibly precipitated by aetiological factors described above, resulting in cartilage
destruction, is gaining supportive evidence. The normal equlibria between enzymes
including metalloproteases, serine protease and collagenases and their inhibitors have been
shown to be disturbed in osteoarthritic tissue and uninhibited enzyme may be active in ECM
degradation (Dean etal. 1987, Yamada etal. 1987, Ehrlich 1978). Breakdown of the collagen
network has been suggested as an initiating factor in OA, followed by swelling of cartilage and
unravelling of proteoglycans with eventual loss to the synovial fluid (Maroudas 1976). As a
result of proteoglycan loss, tissue would become less able to support compressive loading,
causing an abnormally large deformation under normal loading conditions (Armstrong and
Mow 1982). The majority of load would be supported by collagen fibrils, subjecting them, as
well as chondrocytes, to unusually high stresses, which may lead to further tissue
deterioration. Abnormal synthesis and deposition of minor cartilage collagens has also been
suggested to contribute to this process (Muir 1986).
Crystal deposition disease has been considered a subset of OA. Such categorisation
has been challenged (Dieppe and Watt 1985). OA has been shown to be only slightly more
common in joints with CPPD crystal deposition than in those without (Ellman et al. 1981,
Wilkins etal. 1983). Although joint inflammation is common in OA and HAP crystals have been
shown to induce an inflammatory response, albeit a mild one (Mandel 1976), Dieppe and
colleagues (reviewed in Dieppe and Watt 1985) were unable to show

a convincing

association between HAP in synovial fluid and OA joint inflammation. A tendency to more
severe disease in OA patients with HAP deposition than those without has been reported
(Halverson and McCarty 1979, Schumacher et al. 1979). However evidence exists for a
specific pattern of arthritis in some patients with CPPD and HAP crystal deposition (McCarty et
al. 1981, Resnik and Niwayama 1981, Dieppe et al. 1982) and CPPD crystal deposition
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disease can be distinguished from OA by the age of the presenting patients (Pritzker 1980)
and histological differences between the two conditions (Ishikawa etal. 1989).
Crystal deposition has been reported to be secondary to local tissue alteration or
damage (Wilkins e ta l. 1983, Doherty et al. 1982).
alteration of cartilage matrix

Hence it has been suggested that

components, for example OA changes,

may precede and

predispose the tissue to crystal deposition. Crystal presence may modify the underlying
disease, contributing to accelerated destructive changes by a variety of secondary
mechanisms (Dieppe and Dohety 1982, Dieppe and Watt 1985). This hypothesis involves a
feedback loop and is outlined in Fig. II. Set apart from this, the rapidly progressive, destructive
diseases associated with CPPD and HAP ( McCarty etal. 1981, Resnik and Niwayama 1981,
Dieppe et al. 1982) may still qualify as specific subsets of OA.

Insult to
joint

Alteration or destruction of
cartilage

Release of enzymes
and inflammatory
mediators

Aetiological
factors

Crystal deposition

Release of crystals, with
possible phagocytosis by
synovial cells

Fig. 2. Crystal deposition as an amplification loop in chronic arthritis. Such mechanisms have
been proposed for both CPPD and BCP crystal deposition (After McCarty etal. 1981 and
Dieppe and Calvert 1983).

CRYSTAL DEPOSITION

DISEASE

A crystal deposition disease may be defined as a pathological condition associated with the
presence of crystals which then contribute to tissue damage (Dieppe and Calvert 1983).
Depositions are widespread in the body, as calculi, or within tissues, at sites including lungs,
arterial walls, kidneys, gall bladders, dental plaques, heart valves, lymph nodes, and joints and
associated tissues. Crystals deposited at these sites vary; apatite distribution is widespread
whilst other crystals including CPPD, monosodium urate ( MSU), struvite cholesterol ester and
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whitlockite have a more specific distribution with respect to tissue type (Gatter and McCarty
1967).
Three main mineral types are recognised in articular crystal deposition disease
(Schumacher 1988). Crystals have long been associated with inflammatory joint disease:
supporting evidence was provided in the1960s when MSU crystals were shown to be
associated with gout (McCarty and Hollander 1961). Soon after, the first calcium salt to be
implicated in joint disease was CPPD (McCarty etal. 1962). More recently a variety of crystals
has been detected in human articular and periarticular tissue. Of these,the basic calcium
phosphates (BCP), including, hydroxyapatite (Dieppe e ta l. 1976) carbonated apatites
(McCarty et al. 1983), and octocalcium phosphate ( Faure et al. 1980, 1982, McCarty et al.
1983), have been assigned a role in crystal arthropathy (Dieppe etal. 1976, Schumacher etal.
1983, Schumacher et al. 1981, Ohira and Ishikawa 1987).

Other crystals reported are

summarised by Dieppe et al. (1983). Separate pathologies have been characterised for these
three groups; however the co-occurrence of two or three of these crystal types within the
same joint has been reported. For a review see Dieppe etal. (1988).

Pathology of Crystal Deposition Disease
The response to the deposition of crystals in articular tissues may take one of three forms;
these may be isolated or sequential, the time course, severity and relative incidence of
response being dependent upon the crystal type deposited. First the crystals discussed can,
in some cases, exist without causing overt disease; many cases of chondrocalcinosis are
asymptomatic (Dieppe and Calvert 1983). Secondly crystals may induce an acute inflammatory
response, or thirdly, a chronic destructive arthropathy (Dieppe and Calvert 1983).

Deposition of crvstals.
MSU crystals, precipitated due to hyperuricaemia, appear predominancy in connective tissue.
Articular connective tissue, typically the synovium, may be the first site of crystallisation of
MSU (Schumacher 1988). In association with articular cartilage MSU crystals have been
observed diffusely coating the surface or depositied within the tissue (Schumacher 1988,
Hayes etal. 1992).
CPPD crystal deposition has many similarities with MSU crystals, but differs in that
deposition occurs only in joints, bursae and periarticular structures. Fibrocartilage is the most
common tissue site with the most common articular cartilage site being the knee. CPPD crystal
deposition in cartilage is commonly observed in a perilacunar distribution (Pritzker et al. 1988,
Schumacher 1988), with tophus-like deposits becoming most prominent in the mid zone and
adjacent to chondrocytes (Schumacher 1988, Pritzker etal. 1988) or throughout the cartilage
depth (Ohira and Ishikawa 1987, Hayes etal. 1992). In advanced chronic disease crystals may
be grossly visible opening onto or coating cartilage surfaces. This may be due to the erosion
of superficial cartilage. Cartilage matrix adjacent to deposits may appear normal or show
fibrillation (Mitrovic 1983). The association of chondrocyte cloning and necrosis with CPPD
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deposition has been frequently described (Schumacher 1988). CPPD deposition has rarely
been observed within cells, such reports being associated with phagocytosis (Mitrovic 1983).
The deposition of CPPD, chondrocalcinosis, has been associated with a number of
metabolic, local and fam ilial predispositions. Clinical studies have dem onstrated
hypothyroidism ,

h yp e rp a ra th yro id ism ,

h aem ochrom atosis,

h ypo p ho sp ha tasia,

hypomagnesaemia, gout and steroid therapy to be associated with CPPD deposition
(McCarty et al. 1974, Pritchard and Jessop 1977, Ellman at al. 1980, Alexander at al. 1982).
However such predispositions are only found in a minority of patients with chondrocalcinosis.
Local joint abnormalities including joint laxity and meniscectomy have also been identified as
predisposing factors to CPPD deposition (Jackson 1968, Doherty at al. 1982). Familial
pyrophosphate arthropathies have been reported in a number of countries including Slovakia
(Zitnan and Sitaj 1976). The most common aetiologic association of CPPD is with aging. By
the age of 80 years CPPD crystal deposits can be found in the articular cartilage or
intervertébral discs in approximately 25 % of the population (Pritzker 1980, Wilkins atal. 1983,
Gordon at al. 1984) These surveys did not show any obvious relationship between
chondrocalcinosis and associated joint disease.
BCP crystal deposition takes place at two main sites associated with synovial joints;
periarticular tendon (McCarty and Gatter 1966) and intra-articular cartilage (Dieppe atal. 1976,
AN and Griffiths 1981a,b, AN1985).

Tendon calcification is common in the shoulder in

association with the rotator cuff and the hip. In articular cartilage apatite crystals tend to be
deposited in smaller amounts than in tendon, as described by AN (1985); crystals
demonstrated a pericellular distribution (Howell 1982, AN 1985), associated with an extension
of the calcified zone. Small cuboid crystals were also been described in OA cartilage, with
fine apatite crystals coating the cartilage surface (AN 1985). Ohira and Ishikawa (1987)
observed apatite deposition close to abnormal chondrocytes and areas of degenerate
collagen and amorphous material.

Acute crvstal deposition disease.
Acute inflammation due to MSU crystal deposition, gout, is characterised by sudden onset,
generally considered to be brought about by crystals shedding from a deposit in the
synovium into the joint space; such an event could be triggered by mechanical disruption or
partial dissolution of crystals. Acute gout attacks are characteristically short compared to
CPPD and BCP crystal induced inflammation (Dieppe and Calvert 1983).
The acute inflammatory state associated with chondrocalcinosis has been termed
'pseudogout' (McCarty atal. 1962). It is however slower in onset, less severe and takes longer
to resolve than gout. Attacks are associated with joint effusions containing crystals.
Radiological evidence linking CPPD crystal shedding and the onset of acute pseudogout has
been reported (Doherty and Dieppe 1981).
Although much periarticular apatite deposition is asymptomatic there is one well
defined acute inflammatory syndrome associated with it, acute calcific periarthritis (Pam at
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a/.1979). This condition commonly affects the shoulder. An attack is thought to be brought
about due to the release of a preformed deposit, as radiological evidence has shown that
deposits disappear coinciding with the onset of attacks. For a review of calcifying tendinitis of
the shoulder see Faure and Daculsi (1983). Microcrystal nodules have been reported in the
synovial fluid from cases of acute synovitis (Schumacher et a i 1979).

Chronic crvstal deposition disease.
MSU tophi in synovium may generate a chronic inflammatory response characterized by a rim
of inflammatory cells and fibrosis (Schumacher 1988). Large deposits in joints may extend into
cartilage and associated inflammatory tissue may form a pannus on the articular surface.
Extension of tophi into the subchondral bone may result in resorption of trabeculae leaving a
lesion in the subchondral plate. Such deposition leads to a characteristic destructive
arthropathy of which the most common site is the metatarso-phalangeal joint (Dieppe and
Calvert 1983).
Chronic disease is the main clinical condition relating to chondrocalcinosis and the
knees, wrists and hands are the most commonly affected sites. Pathologically there may be
severe joint destruction with bone damage (Richards and Hamilton 1974), features which
have much in common with OA. The details of the association between chronic CPPD
deposition disease and OA are not clear. One hypothesis to explain the relationship
described by Dieppe and Calvert (1983) has been cited above and outlined in Fig. II.
However in a number of patients with CPPD, a distinctive pattern of OA has been recognised
which includes unusual articular and intra-articular distribution, prominant subchondral cyst
formation and severe destructive bone changes (Resnik and Niwayama 1981, Dieppe et a i
1982).
BCP crystals have been reported in synovial fluid of approximately 30 % of OA
patients in a number of studies using transmission electron microscopy and an apatite-specific
diphosphonate binding assay

(Dieppe et a i 1976, Halverson and McCarty 1979,

Schumacher et a i 1981, Ohira and Ishikawa 1987). Several patterns of arthritis have been
associated with BCP crystals including primary arthritis, polyarticular arthritis, and Milwaukee
shoulder syndrome (Halverson and McCarty 1988). The deposition of BCP crystals in articular
cartilage may be a secondary event due to other changes in cartilage metabolism or structure.
Their presence however may induce further damage to the tissue by mechanisms similar to
those outlined in Fig. II. Support for such a relationship may be drawn from a number of
studies. The severity of knee joint degeneration has been correlated with HAP concentration
in synovial fluid (Halverson and McCarty 1979, Paul et a i 1983) and a rapidly progressive,
destructive disease of the shoulder associated with HAP deposition has been described
(McCarty et a i 1981, Dieppe et a i 1984); many features were common in all reported cases,
and the presence of activated collagenase and synovial proliferation in response to HAP
crystal presence has been reported (McCarty et a i 1981, Halverson et a i 1984).
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Mechanisms of Crystal Deposition Disease
The manifestation of a crystal deposition disease requires two aspects; firstly a mechanism by
which crystals are deposited and secondly a mechanism or mechanisms by which crystals
cause clinically overt problems.

Pathological Mineral Formation.
Pathological mineral deposition is generally considered to be mediated by a combination of
three factors; First, an increase in local ionic concentrations to levels of supersaturation with
respect to the appropriate ions is a necessary precursor to crystal nucléation. Secondly,
matrix modifications resulting in the appearance of specific mineralization promotors, and
thirdly, matrix modifications which result in the removal or modification of inhibitors of mineral
formation and growth (Anderson 1988).
Pathological BCP crystal deposition shows basic similarities with normal calcification
mechanisms; the initial mineral phase is associated with extracellular vesicle membranes, with
subseqent calcification resulting in a highly insoluble mineral deposit (Anderson 1988).
Several workers have identified such processes occurring in the formation of pathological
HAP deposits in cartilage. Increased formation of extracellular matrix vesicles away from the
tidemark, with increased alkaline phosphatase activity associated with excess apatite
deposition, has been demonstrated in OA articular cartilage (Ali 1977, Anderson 1980, Ali
and Griffith 1981a, Howell 1982, Rees and Ali 1988). Ohira and Ishikawa (1987), however,
failed to find any evidence of matrix vesicles in calcification of femoral head articular cartilage.
BCP crystals may form in cartilage with a modified matrix due to removal of inhibitors or
addition of promotors of calcification. The reduced size of aggrecan in OA (Buckwalter and
Rosenberg 1988), combined with loss of other inhibitors, may predispose matrix to BCP
crystal deposition. Lipid accumulation has been reported at sites of HAP deposition (Irving
1963, Ohira et al. 1988). Dirksen (1969) and Wuthier (1975) reported an increase in acidic
phospholipid at sites of HAP deposition. Calcium-acidic phospholipid complexes were
associated with all HAP deposits studied by Boskey and Bullough (1984). Elevations in local
calcium and inorganic phosphate ion concentrations have been associated with pathological
BCP crystal deposition (Sokoloff 1983). These may include increases in association with
chondrocyte death (Farber 1981), which, in addition, may provide membrane fragments on
which HAP formation can occur (Matthews et ai. 1978). Enzymes released at cell death may
also upset the balance between promoters and inhibitors of calcification (Boskey and
Bullough 1984).
Boskey and Bullough (1984) found HAP deposition to be more widespread across a
range of articular tissues; CPPD deposition was observed in intervertébral disc and articular
cartilage only. They suggested that tissues are predisposed to HAP deposition as
mechanisms for promoting and controlling the deposition are already present in the tissues.
In contrast with HAP deposition, matrix vesicles have not been observed at the site of
CPPD deposition (Pritzker et al. 1988, Schumacher 1988, Bjelle and Sundstrom 1975).
27

General introduction

Cartilage is not normally supersaturated with respect to CPPD (Hearn and Russell 1980). To
enable CPPD deposition calcium ions or inorganic pyrophosphate may be elevated due to
altered metabolism. Pyrophosphate production has been shown to be increased in OA
(Caswell et al. 1983). The current concensus supports the hypothesis that CPPD deposition
is related to an imbalance between nucleoside triphosphate pyrophosphohydrolase
(NTPPPase) and alkaline phosphatase, as an increase in NTPPPase without a concommitant
increase in alkaline phosphatase activity may lead to excessive formation of pyrophosphate in
the territorial matrix (Tenenbaum at al. 1981, Muniz et al. 1984, Ryan et al. 1985, ). The
observation that CPPD crystals form first at the edge of the territorial matrix would support this
hypothesis (Ali et a i 1983, Pritzker 1986).
Factors other than excess pyrophosphate are required for CPPD crystal formation. In
vitro studies have shown that CPPD forms within a narrow range of ambient ionic
concentrations of calcium, inorganic pyrophosphate, magnesium, sodium

and inorganic

phosphate and that introduction or alteration of matrix macromolecules in such a system can
prevent crystal formation (Pritzker et a i 1985). Promotors and inhibitors of CPPD deposition
are therefore likely be important in vivo also.

A number of matrix components have been

suggested to play a role in CPPD deposition. Magnesium ions have been shown to hinder
CPPD precipitation in vitro (Hearn & Russell 1980). Local modifications in proteoglycan
distribution in association with CPPD deposition have been indicated (Ishikawa et a i 1989,
Schumacher 1988). An association between early CPPD deposition and degenerating
collagen fibrils has been shown close to hypertrophic type chondrocytes; such chondrocytes
were not observed in cases of crystal free OA (Ishikawa et a i 1989). Lipid

has been

demonstrated histologically within CPPD tophi-like deposits and in degenerated matrix
containing CPPD crystals (Ohira et a i 1988). TEM observation of similar areas demonstrated
lipid in surrounding chondrocytes and as small droplets in the matrix.
Whilst calcium salts appear to be deposited at the site of primary abnormality, MSU
crystal deposition is more likely due to secondary factors at the deposition site due to the
systemic nature of the underlying condition. The specific distribution of MSU crystals in
articular cartilage observed by Hayes and colleagues (1992) suggests the importance of local
matrix factors influencing deposition. Lipids and mucopolysaccharides have been reported in
the matrix of MSU tophi in early studies (Schumacher 1988) although it was not determined
whether these were present prior to crystal deposition. Alteration in major matrix components,
such as collagen and glycosaminoglycans in association with tophi, has also been reported
(Schumacher 1988). More recently serum albumin has been shown to bind in a specific
manner with MSU crystals (Perl-Treves and Addadi 1988). This has led to the suggestion of a
crystal nucléation mechanism for MSU crystals in vivo.
Conditions for CPPD and HAP deposition appear to be mutually exclusive, and the
capacity for heterogenous crystal seeding seems limited (McGill and Dieppe 1991 {.Therefore,
in cases where mixed crystal deposition has been observed, it has been suggested that
metachronous nucléation must occur (Pritzker e ta i 1985).
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Mechanisms of Disease.
The contribution of crystals to disease mechanisms in articular tissues is multifaceted. Effects
may be biologically or mechanically mediated, involving inflammation and/or tissue
destruction. Biochemical effects

may be mediated through crystal contact with cells or

phagocytosis and appear to be related to the size, shape and surface chemistry of the
crystals involved. Initial cell.'crystal interaction occurs at the plasma membrane. This has been
shown to be important, causing cell lysis or altering cellular metabolisrr^ inducing mitogenesis
and the secretion of inflammatory mediators or degradative enzymes(Terkeltaub and
Ginsberg 1988, Cheung and McCarty 1988). Cellular response to crystals is modulated by
crystal structure, plasma membrane constituents and crystal surface coatings.
BCP and CPPD crystals have been shown to stimulate the growth of a variety of cells
including human skin fibroblasts and canine synovial fibroblasts in culture (Cheung et al.
1984, Cheung et al. 1986). Stimulation required contact between cells and mineral (BowenPope and Rubin 1983), and may reflect the synovial cell proliferation in calcium containing
crystal deposition disease (Schumacher 1988). Evidence has been produced to suggest
that the external stimulus of BCP crystals is transferred to generate a mitogenic response via
a signal transduction mechanism (Mitchell etal. 1989). Although this appears to be the main
transduction pathway, Cheung and McCarty (1988) suggest that the increase in cellular
calcium ion concentration due to phagocytosed crystal dissolution is required for the full
mitogenic response observed in cells. Recently similar effects have been demonstrated with
chondrocytes (Cheung et al. 1983, Mitchell et al. 1992). Crystals may also stimulate
mitogenesis indirectly; Di Giovine and colleagues (1987) demonstrated the ability of MSUinduced interleukin-1 to stimulate synovial cell proliferation in vitro.
Both cellular and humoral mechanisms may be involved in mediating an inflammatory
response to crystals and different crystals activate different pathways. There appears to be a
relationship between crystal structure and the intensity of inflammation. Weight for weight,
MSU was shown to be more reactive than CPPD, HAP, and brushite in that order. An
important factor in the inflammatory potential of a crystal is surface roughness and the
presence of exposed charged groups, smooth crystals being inactive (Mandel 1976). The
mechanisms of crystal-induced inflammation are complex and multifactorial; it is likely that
different crystal types invoke different mechanisms to variable degrees.
MSU and CPPD crystals are avid binders of protein, especially IgG (Kozin and McCarty
1977). The Fc fragment of the adsorbed molecules remains functionally available (Kozin and
McCarty 1980). Immunoglobulin coatings modify the crystal surface characteristics, possibly
enhancing interactions with cell membranes, and activation of cell-free inflammatory
mechanisms. The activation of the complement system by immune complexes containing
MSU and CPPD is important in crystal-induced inflammation (Ginsberg et al. 1979). Several
workers (Hasselbacher 1979a, Giclas et al. 1979) have shown that MSU crystals can bind with
C l in vitro and activate the classical complement pathway in the absence of IgG. Inflammatory
29

G eneral Introduction

crystals have also been shown capable of activating the alternative pathway of the
complement system (Doherty etal. 1983, Hasselbacher 1979b) in a manner suggested to be
independent of immunoglobulin. It appears that free crystals may activate both classical and
alternative pathways, whilst crystals with bound IgG predominate, activating the classical
pathway through Fc binding. BCP crystals have a relatively low complement activating
potential (Hasselbacher 1982).
The activation of Hageman factor by MSU crystals has been demonstrated (Ginsberg
ef a/.1980). Hageman factor was split into two by MSU crystals, producing one bound and one
free fragment. This process may activate the kinin system leading to the formation of potent
vasodilators and the vascular permeability and pain apparent in the early stages of acute gout
(Ginsberg et a/. 1980).
Neutrophils play a central role in crystal-induced inflammation (Phelps and McCarty
1966). Crystal phagocytosis by neutrophils is associated with secretion of a number of
chemotactic factors, capable of inducing neutrophil influx in rabbit joints (Spillberg and Mandel
1982). Such factors have also been detected in human gouty fluids (Phelps et al. 1981).
Other cells with crystal phagocytic ability and a potential role in the inflammatory response in
vitro include macrophages, monocytes, fibroblasts and synovial lining cells (Evans et ai.
1984ab, Owens et ai. 1986). Synoviocytes have been shown to release vasoactive
prostaglandins, and monocytes exposed to urate crystals released prostaglandin E2 (PGE2),
lysosomal enzymes, interleukin-1 (IL-1) and tumour necrosis factor-a (TNFa) (Malawista etal.
1985, DiGiovine e ta l. 1987). Such factors may mediate early vasodilation, vascular
permeability and pain in acute gout. It is believed that crystals are phagocytosed, initially by
synoviocytes (Schumacher etal. 1974) via crystal bound IgG-cell membrane interactions. The
protein coat of the crystal is then stripped within a phagolysosome, causing lysis due to crystal
membrane interactions, leading to cell rupture and release of crystals. This mechanism is
consistent with in vivo sequences observed for MSU, CPPD and HAP crystals (Schumacher
1977).
Concensus favours crystal release into the joint space as the most likely trigger for
acute inflammation, with attacks being terminated by either removal of crystals by
phagocytosis or the activation of inhibitory mechanisms, as crystals can still be found in
synovial fluid after an attack of gout or pseudogout has been terminated (Dieppe and Calvert
1983). Changes in the protein coat of crystals with time, such as the addition of fibrin,
fibronectin and apolipoprotein B-containing lipoproteins, may be important in terminating
acute attacks (Carsons et al. 1980, Terkeltaub et al. 1984).
The chronic destructive arthropathies associated with the presence of crystals in
joints appear to be mediated by a number of mechanisms. These include mechanical effects
related to the physical properties of the crystals and the products of crystal-stimulated
changes in chondrocyte metabolism.
The presence of crystals in the cartilage matrix alone may have deleterious effects on
the tissue, altering the cartilage compliance. This may be envisaged to act in two ways: first,
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reducing the load spreading ability of the cartilage transmitting excess forces to the bone
below locally (Dieppe and Calvert 1983), and secondly, the difference in physical properties
between cartilage matrix and crystals may lead to fractures at crystal-cartilage boundaries
(Dieppe and Calvert 1983). Calcium phosphate crystals have also been described buried in
the surface of articular cartilage (Ali 1985). Such hard sharp crystals on the cartilage surface
may abrade the cartilage surface.
BCP and CPPD crystals incubated with cells from human and canine synovial
membranes have been found to stimulate release of proteases including collagenase, and
PGE2 ( Borkowf etal. 1986). The activated collagenase may contribute to damaging cartilage
matrix and PGE2 has the potential to activate bone resorption. Chondrocytes have been
shown to respond similarly (Cheung et al. 1983, Mitchell et al. 1992). BCP crystals showed
specificity in stimulation of activated collagenase. Endocytosis of BCP and CPPD crystals by
canine and rabbit synovial fibroblasts was shown to be associated with the genesis of PGE2
(McCarty

and Cheung 1985, Rothenberg 1987).

McCarty and colleagues (1981) have

described patients with severely damaged joints where their synovial fluid contained
hydroxyapatite crystals and high levels of activated collagenase, suggesting similar systems
may operate in vivo.

Dieppe and colleagues (1988) however were unable to show an

increase in activated collagenase in some synovial fluids with HAP present. The presence of
such factors is considered important in association with the mediation and progression of joint
degeneration.

•CUBOID CRYSTAL' REVIEW
As a consequence of the above, investigation of the microcrystals described in human
arthritic articular cartilage by Ali and Griffiths (1981a,b) was considered important. Reasons for
selecting the 'cuboid' (type II) crystals were twofold. First, their anomalous shape was hard to
reconcile with the apatite habit. Secondly, and more importantly, they had potential for a
pathological role. These crystals were observed in diseased tissue, with increased numbers
of matrix vesicles and raised alkaline phosphatase activity (Ali 1985). Hence it was suggested
that they may be associated with a calcification abnormality involved in the arthritic process;
this was envisaged in a number of ways (Ali 1985). It was suggested that the presence of
cuboid crystals in the surface zone may put stress on the the ECM leading to its eventual
degeneration. Any crystals shed on to the surface of the cartilage may act as an abrasive, and
lead to degeneration of the articular cartilage contact areas. Shedding of crystals may also
invoke an inflammatory response, with the adhesion of complement, fibronectin or antibodies
to crystal surfaces. An ensuing invasion of phagocytic cells releasing cytokines and enzymes
with the potential to leave the articular cartilage susceptible to rapid degeneration under
stress may be envisaged. There was also speculation that under certain conditions there may
be an association between cuboid crystal deposition and calcium pyrophosphate dihydrate
depostion (Ali 1985, Rees ef a / 1986).
Initial reports were limited to brief characterisation of the crystals. Using x-ray
microanalysis (XRMA) an apatite-like Ga/P ratio was attributed to them. It was suggested,
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however, that the crystals appeared, from their shape, more like whitlockite, an anhydrous
tricalcium phosphate containing magnesium. The crystals, observed in arthritic specimens,
were either "totally absent or rarely present" (Ali and Griffiths, 1981a,b) in normal articular
cartilage specimens and were too small to be viewed by light microscopy or radiography. An
artifactual origin was ruled out by their occurrence in sections obtained by cryoultramicrotomy.
Their distribution was described as being just below' the surface of the cartilage and forming a
band in the surface zone, or occuring in the pericellular matrix, surrounding chondrocytes (Ali
and Griffiths, 1981 a,b).
Similar bodies, referred to as calcified bodies, occurring in association with
"intramatrical lipidic debris", were observed by Ghadially and Lalonde (1981) within human
sem ilunar cartilage. These bodies demonstrated similar morphological features and
distribution with respect to chondrocytes, but had a lower Ca/P ratio: however the authors
advised this figure be treated with caution. Magnesium was also detected within these calcific
bodies and a morphological distinction was drawn between cuboid and spheroid bodies,
though no difference in elemental composition was detected between the two. In 1983
magnesium was reported in cuboid crystals in human arthritic articular cartilage (Ali and Griffiths
1983)^ increasing speculation that they may be whitlockite.
The observation of these crystals in elderly normal cartilage was confirmed by Marante
e t a l(1983). The Ca/P ratios were suggestive of apatite, supporting previous observations (Ali
and Griffiths 1981a,b, 1983). Spherical variants of the cuboid crystals in articular cartilage were
described by Marante et al. (1983) and Rees et al. (1986), the latter using a technique of
microincineration to view the crystals three dimensionally in the scanning electron
microscope. There was one report of cuboid crystals and calcium pyrophosphate dihydrate
deposition

in close proxim ity within one fem oral head specimen (Ali, personal

communication).
Rees et a /(1986), using a microincineration technique, reported the crystals to vary in
size between 50 and 650nm in any one dimension. XRMA results suggested that larger
crystals(>250nm) had a lower Ca/P ratio than the smaller counterparts, which was still close to
that expected for hydroxyapatite. Rees et al. (1986) suggested two distinct populations of
crystal formed under different conditions and speculated that, under certain conditions, some
of the crystals may have a role in the deposition of calcium pyrophosphate dihydrate.
Stockwell (1990) quantified the distribution of crystals in elderly human normal
femoral head articular cartilage; the pericellular distribution and specificity to the surface zone
was confirmed.
Little evidence to determine the mode of formation of these crystals has been
produced. Suggestions as to the mode of formation may be divided between those where a
chondrocytic role is attributed and those where crystal deposition is not due primarily to
chondrocyte activity. Ali (1985) reports an association with matrix vesicles and suggests a
mechanism of crystal formation similar to that of epiphyseal cartilage. Ghadially and Lalonde
suggest crystals are formed in or on metrical lipidic debris (50-600nm) which is not consistent
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with the "special" matrix vesicles description. They suggest these bodies are derived from
shedding of cell processes by chondrocytes and in situ

necrosis of chondrocytes as

speculated by earlier workers (Barnett et al. 1963, Ghadially at al. 1965, Stockwell 1979).
Marante etal. (1983) noted the distribution of crystals corresponds to the sites of extracellular
lipid observed in aging articular cartilage. Stockwell (1990) suggests that high deposition of
crystals in areas of cell debris, or changes in the matrix induced by cell death may be factors
responsible. The lack of increased crystal deposition near chondrocytes is cited to detract
from the matrix vesicle theory of cuboid deposition. Stockwell (1990) suggests the presence
of matrix vesicle-like structures, reduced proteoglycan concentrations in the matrix and that an
extra articular source of calcium and phosphate ions may be necessary for the deposition of
cuboidal crystals.
The aims of this thesis are to establish ,(1) the occurrence of these crystals in fresh
normal human articular cartilage, (2) the spatial distribution of these crystals within articular
cartilage, (3) their occurrence in cartilage from various joint sites and other species, (4) the
development of an isolation technique to enable (5) the identification of the crystal mineral
phase and (6) to identify factors that contribute to the formation of the crystals. This will be
achieved by applying electron microscopy and related techniques to fresh human normal and
osteoarthritic articular cartilage.
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Introduction.
Continued refinement of analytical techniques has, in recent years, permitted observation of
smaller and smaller mineral deposits within joint tissues. This has led to a great deal of confusion in
the interpretation of the observation of crystal deposition, particularly basic calcium phosphates,
in relation to arthritic disease. More rigorous reporting and characterization of such deposition
may shed light on this problem. A clear starting point for this is quantification of crystal deposition
in tissue samples correlated with precise location and state of tissue from which specimens were
taken.
The work to date involving 'cuboid' crystals has been mainly qualitative. Most reports have
been from OA or elderly specimens with little correlation between crystal deposition and precise
sampling site (Ali and Griffiths 1981a,b, 1983, Marante et al. 1983, Ali 1985) . Stockwell (1990)
provided a detailed image analysis-based quantitative study of deposition in femoral head articular
cartilage with careful correlation between sample site and crystal deposition data, but the samples
were restricted to a small number of elderly individuals. Further, although the mineral phase of
these calcium phosphate crystals has been subject to speculation, identification has not been
made.
Quantitative analysis of such small objects with the observed non homogenous
distribution requires a number of factors to be taken into consideration. First, pure random
sampling has a tendency to produce erroneous results; better results are achievable with a
stratified systematic sampling method (Aherne and Dunnill 1982). Secondly, as ultrathin sections
have finite thickness, areas may be overestimated or underestimated due to factors such as the
Holmes effect (Aherne and Dunnill 1982), the apparent area of an object being contributed to by
its size within the volume of the section, rather than the area exposed at the section surface; also
truncation phenomena may occur due to poor

contrast of section components (Hunziker et ai.

1989). Some authors consider that these two effects tend to cancel themselves out for
intracellular organelles in TEM sections (Weibel e ta l. 1969, Eisenburg et al. 1974). Thirdly,
counting discrete objects in histological sections presents further problems as sections will
contain whole objects and parts of objects.

Techniques have been developed to overcome

these problems; however the population characteristics of the microcrystals under investigation
fail to satisfy the requirements of any of these methods fully, for example, they are not ellipsoid
and have a large size range. (Aherne and Dunnill 1982).
In this investigation absolute counts are not strictly required. By applying strict sampling
and analytical protocol to all samples variations between specimens will be real although absolute
estimations of crystal area or number may be biased.
To produce as full a picture as possible of crystal distribution in articular cartilage, a
qualitative grading index was devised to enable broad comparisons of crystal distribution at
different sample sites. A preliminary semi-quantitative study was made to establish general
variations in deposition within femoral head articular cartilage, a site where regular specimen
availability makes identification of variations in deposition with age and disease possible, and
define the areas and criteria for a detailed quantitative study.
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Reports of 'cuboid' crystal distribution to date all relate to tissue that has been processed
for TEM using aqueous solvents. These are known to cause translocation of d iffusable ions such
as calcium and phosphorus (Morgan et al. 1975), dissolution and reprecipitation of mineral salts
(Boothroyd 1964, Thorogood and Craig Gray 1975, Landis e ta l. 1977) and mineral phase
transformations (Landis and Glimcher 1978). Brushite formation has been detected in sections of
noncalcified tissue prepared in phosphate-buffered formalin (Cheng and Pritzker 1983), and
during cryopreparation of cartilage, an amorphous calcium phosphate type mineral has been
reported to appear randomly in connective tissue matrix (Landis and Glimcher 1982), which was
not observed when cryo-preservation was carried out in ethylene glycol (Morris etal. 1983). To
establish the authenticity of the 'cuboid' crystals, adjacent samples from the same specimen were
processed by standard resin processing, cryo-processing, and anhydrous processing with
organic solvents as described by Landis and colleagues (1977).
This chapter attempts to establish the presence of the crystals and describe their
distribution qualitatively and quantitatively within femoral head articular cartilage and at other joint
sites in health and osteoarthritis. Subsequent chapters aim to identify the mineral phase or
phases of this crystal deposition and finally look in greater detail at the crystal-ECM component
relationships as a means of gaining insight into the origin of 'cuboid' crystal deposition and the
consequences for articular cartilage.

Materials and Methods.
This general methods section describes in detail the tissue processing schedules that were used
for studies reported in this and later chapters. Whilst reference will be made to this section in
subsequent chapters, specific methods and techniques will be described in the chapter where
they are appropriate.

Specimen Details.
Articular cartilage specimens were taken from a total of 70 patients (Table 1.1). The majority of
specimens were either, normal femoral head articular cartilage resected due to tumour located
distant to sampled cartilage, or fracture of femoral neck, or osteoarthritic articular cartilage from the
same site. Cartilage was taken from other joint sites when available, due to amputation or resection
for tumour. A selection of patient details ( those used for quantitative analysis) is provided in
appendix I. Specimens of bovine, porcine and lapine articular cartilage were also examined.
In all cases full depth blocks of articular cartilage, plus subchondral bone, were taken from
sample sites. Specimens were generally obtained within 20 minutes of resection. Normal femoral
head articular cartilage samples were taken from the superior, inferior and, in a number of cases,
anterior and posterior aspects. Samples from OA femoral heads were taken from three areas:
immediately adjacent to the eburnated bone (type IV) (Ali and Bayliss 1974) , any remaining full
depth cartilage and peripheral osteophyte. At other joint sites samples were taken from weight
bearing regions of the cartilage. Specimens were divided for wax embedding and freezing for
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histology, and resin embedding and freezing for electron microscopy. All tissue remained
undecalcified.

Histology-

Wax processing and histology.
Tissue samples were fixed in 10% jformal saline for a minimum of 48 hours. Samples were
processed in a Reichert automatic tissue processor before embedding in wax.
Histologically serial sections were cut, at Tpm thickness, on a Leitz base sledge
microtome and were stained with Ehrlichs haematoxylin and eosin (Bancroft and Stevens 1990).
Histological processing and some stainingWerecarried out by the Department of Morbid Anatomy,
Institute of Orthopaedics RNOH.

Cryo-processing and histology.
Full depth tissue samples were orientated in 'cryo-m-bed' cryomountant (TAAB Laboratories,
Aldermaston, UK.) on 15mm diameter cork discs, plunge-frozen in liquid nitrogen and stored at
-70° C.

Samples were brought to -20°C and lOpm sections were cut on a Bright cryostat and

collected onto subbed slides (Pappas 1971). Sections were rinsed briefly in distilled water,
stained with alizarin red solution (McGee-Russell 1958) and dehydrated in 100%

acetone,

followed by infitration with an acetone/xylol (1 ;1), xylene sequence, prior to mounting in DPX.
All sections were photographed using an Olympus BH2 photomicroscope.

Transmission Electron Microscopy .
Standard resin processing.
Tissue samples were subdivided to full depth blocks approximately 1mm in the remaining two
dimensions. A small amount of subchondral bone was left attached to minimise tissue distortion
during processing (Ghadially 1983) and facilitate easy tissue orientation. The tissue blocks were
fixed for 2-4 hours in 1.5% glutaraldehyde (Agar scientific, Stansted, UK) in 0.085 M sodium
cacodyl ate buffer (pH 7.4) (Merck, Poole, UK). Specimens were then washed in three changes of
0.085M sodium cacodylate buffer containing 0.2M sucrose (pH7.4) (wash buffer). The tissue
blocks were then divided and half the blocks underwent secondary fixation with 1% osmium
tetroxide (Agar Scientific, Stansted, UK) in 0.085 M sodium cacodylate for 90 minutes at room
temperature. Buffer washing was repeated and all tissue blocks were dehydrated through a
graded alcohol series as outlined below:
70% methanol

2 x 5 minutes

90% methanol

2 x 5 minutes

96 % methanol

2 x 5 minutes

Absolute Ethanol

3 x 1 0 minutes.

Specimens were transferred to propylene oxide (Agar Scientific, Stansted, UK) for 30 minutes
prior to infiltration with a 1:1 propylene oxidelaraldite CY212 resin (Agar Scientific, Stansted, UK)
mixture for 1 hour, followed by infiltration in neat CY212 resin under vacuum (150mbarr)
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overnight, and embedding in fresh resin at 6 0°C for 48 hours. CY212 resin was mixed according
to the manufacturer^ instructions with the omission of methyl phthalate (plasticiser).

Anhydrous processing.
The processing schedule was modified from that described by Landis et a l {1977). Full depth
articular cartilage blocks measuring approximately 1mm in the remaining 2 dimensions were placed
in vials containing 100% ethylene glycol within 20 minutes of resection. The vials were maintained
under vacuum in a vacuum dessicator, with continuous agitation at 4°C for 24 hours. The cartilage
blocks were brought to atmospheric pressure and transferred to Cellosolve (monomethyl ether of
ethylene glycol: Merck) for 2x12 hours at 4°C prior to infiltration with a 1:1 propylene oxide/araldite
CY212 resin mixture for 24 hours. Infiltration was completed in neat CY212 resin under vacuum
overnight and embedded in fresh resin at 60°C for 48 hours.
Semi-thin (500nm) and ultra thin (70-1 OOnm) sections were cut using a Reichert Ultracut E
ultramicrotome (Leica, Milton Keynes, UK). Semi-thin sections were cut with glass knives, dried
onto glass slides and stained either with Humphrey's stain (Humphrey and Pittman 1974) or
toluidine blue (Richardson etal. 1960) to orientate the tissue. Sections were photographed using
an Olympus BH 2 photo microscope.
Ultrathin sections were cut with diatome diamond knives (Leica, Milton Keynes, UK) and
floated onto 0.085M sodium cacodylate buffer prior to collection onto G200 HS copper grids
(TAAB Laboratories, Aldermaston, UK). Where necessary the grids were precoated with 0.45%
piolform (Agar Scientific, Stansted, UK) in chloroform (Merck, Poole, UK). If required, ultrathin
sections were stained on drops of aqueous saturated uranyl acetate (Agar Scientific, Stansted,
UK) (Watson 1958) for 10 minutes at room temperature followed by lead citrate (Reynolds 1963)
for 5 minutes at room temperature in the presence of sodium hydroxide pellets (Merck, Poole,
UK).

TEM cryo-processing.
Full depth tissue blocks were taken, as described for resin processing , and fixed in 0.2%
glutaraldehyde / 4% paraformaldehyde in 0.085M sodium cacodylate buffer (pH 7.4) for a
minimum of 4 hours. Freshly fixed tissue was washed in 0.085M sdium cacodylate buffer for 2x10
minutes then transferred to an aqueous 2.3M sucrose solution. After complete infiltration with
sucrose solution (indicated by tissue sinking and becoming translucent), tissue blocks were
trimmed to approximately 0.5 mm cubes, including the articular surface, oriented in a drop of
sucrose on a Reichert cryomounting pin and plunge-frozen in liquid nitrogen. Sections were cut
on a Reichert Ultracut E ultramicrotome fitted with a Reichert FC4 E cryo-attachment, using a
Diatome diamond cryo-knife. Sections were collected onto piolform coated nickel G200 HS grids
(TAAB Laboratories, Aldermaston, UK ) and floated section side down on 0.085M wash buffer.
Sections were stained on drops of 2% neutral uranyl acetate for 5 minutes, washed on distilled
water and stained for a further five minutes with saturated aqueous uranyl acetate. Grids were then
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placed on drops of 1% methylcellulose containing 0.3% saturated aqueous uranyl acetate
(Griffiths etal. 1984, Tokuyasu 1986).
All ultrathin sections were examined and photographed using a Philips CM12
transmission electron microscope operating at 80kV, with the exception of cryosections which
were examined at 120kV.

Preliminary Quantitation.
lOOnm sections were oriented on G200 HS copper grids with the articular surface oriented along
one of the grid axes. Sections were observed at 8,800 X magnification and the number of crystals
in each grid square (quadrat, 13,225pm^) recorded along a transect one grid square wide, from
the articular surface to the calcified zone.
Five transects, perpendicular to the articular surface, from the surface to 2 grid squares
depth

were subdivided and the number of crystals present in each quadrat (7.4x10.2pm)

recorded for each specimen. Quadrat size was determined by the apparent size of the plate field
marker on the large screen of the TEM at 8,800x magnification).

Quantitative Analysis.
Femoral heads, resected due to total hip replacement, or amputation for fracture of the femoral
neck, or distal femoral tumour, were obtained from 12 patients within 20 minutes of resection.
The patients (4 male, 8 female) ranged in age from 10 to 89 years.Samples were taken from
superior and inferior regions of the femoral head, processed for TEM and embedded in araldite
CY212 resin as described above. A stratified systematic random sampling procedure was
employed. Three of six resin embedded blocks were selected at random and two non serial,
lOOnm sections were examined unstained using a Philips CM12 transmission electron
microscope operating at 80kV. In total 45 areas each consisting of five fields were recorded in a
defined systematic manner for each sample region (Fig. 1.1). The number of areas to be sampled
from each region was established from the preliminary study using criteria outlined by Aherne and
Dunnill (1982) (Appendix II). Fields were photographed at lOOOOx magnification. The study area
comprised a band delineated by the articular surface and a parallel line 50pm below this. An
18.2pm^ area of each micrograph was systematically examined using a Joyce LoebI Magiscan
image analyser to record the number of crystals, the area of each crystal profile and the total crystal
profile area. The image analyser was calibrated before each session using a micrograph of a
carbon diffraction grating replica (1200 lines/mm. Agar Scientific, Stansted, UK) photographed in
the same TEM at lOOOOx magnification. The task list set up to process the images, measure and
record data is given in appendix III. In total, over 2,500 negatives were analysed. The MannWhitney U test was employed as a test for significance (P<0.05) unless otherwise stated.
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ip,

Block of full deptfi articular cartilage,
subdivided into six and processed for
TEM.

x3

2 non serial sections taken from each
block.

A total of 45 sample areas comprising
5 fields (10.2x7.5 |im)each, recorded
in the systematic manner indicated
(numbers indicate recorded field),
starting at the articular surface
adjacent to a grid bar.
Grid bar

Articular surface

m-m

mmm

Fig. 1.1. Schematic representation of the stratified, systematic, random sampling
procedure followed for quantitative analysis of crystal distribution.
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Results.
In the description of the results, 'crystals' is used to refer to those described previously as 'cuboid'
crystals (Ali and Griffiths 1981a,b, 1983, Ali 1985, Rees etal. 1986). Other crystal types described
will be clearly distinguished.

Demonstration of Crystals in Articular Cartilage.
Femoral head articular cartilage was classified as either type I or type II (Ali and Bayliss 1974) from
normal femoral heads (Fig. 1.2a) or type IV from OA femoral heads (Fig. 1.2b). Light microscopic
observation of normal femoral head articular cartilage samples stained with H&E demonstrated
well organised tissue with flattened chondrocytes in the superficial zone below a non fibrillated
articular surface, evenly spaced rounded chondrocytes in the deeper tissue and no indication of
crystal deposition in the matrix (Fig. 1.3a).

Samples from OA femoral heads demonstrated

variously tissue fibrillation, chondrocyte clusters and a loss of basophilic staining and, in some
cases, fibro-cartilaginous tissue at the surface, but no evidence of crystal deposition (Fig. 1.3b).
Further, it was not possible to demonstrate the presence of these crystals in the ECM of frozen
normal articular cartilage sections stained with the alizarin red stain for calcium although the
calcified zone cartilage and suchondral bone produced a clear positive result (Fig. 1.4).
In unstained ultrathin sections of articular cartilage examined by TEM, the crystals were
seen in sharp contrast to the surrounding tissue due to their high electron density relative to the
unstained organic matrix

(Fig. 1.5). The crystals appeared stable under the electron beam,

although evidence of sublimation was apparent at high magnification for extended periods.
Crystals exhibited frequently a rhomboid to square shape in section, suggesting a cuboid
morphology when projected to three dimensions (Fig. 1.5). They ranged in size from 50 to
500nm along any one axis. No evidence of a limiting membrane was observed surrounding
crystals. Other angular shapes, consistent with sectioning a cube, were also observed, as were
ovoid type crystals, of similar size and electron density to the cuboid crystals. A substantial loss of
crystals from resin sections cut on to distilled water was observed. It was possible to achieve a
negligible loss by cutting sections onto 0.085M sodium cacodylate buffer. A similar loss of crystals
was frequently observed in sections stained with uranyl acetate and lead citrate.
Crystals were observed in articular cartilage samples processed for TEM by all
techniques.

Cryo-processed normal femoral head articular cartilage demonstrated distinct ,

recognisable crystals in the ECM, although ultrastructural preservation of cells was poor (Fig.
1.5c). Articular cartilage samples from normal and OA femoral head, femoral condyle and tibial
plateau sites were prepared anhydrously. Ultrastructural detail in such samples was less well
preserved than with standard resin processing (Fig. 1.6).

Crystals in cartilage processed

anhydrously (Fig. 1.6a,c) exhibited the same characteristic morphology, a similar size range and
density of crystal deposition to adjacent tissue from the same specimen processed for TEM by
the standard method (Fig. 1.6b,d), though there was much variation between specimens. The
distribution of crystals with respect to depth within the tissue and proximity to chondrocytes was
also similar for adjacent cartilage blocks processed by these two methods.
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Crystals were observed In OA and normal articular cartilage from a number of joint sites,
across an age range from 5 to 92 years. The density and extent of deposition was extremely
variable and is described in detail below.

Qualitative Distribution of Crvstals in Normal Articular Cartilage.
In normal femoral head articular cartilage crystal deposition was greatest in the superficial zone.
Crystals were present either in a band running parallel to the articular surface and starting within
5pm of the surface (Fig. 1.7), or in close proximity to chondrocytes, and occasionally in dense
clusters (Fig. 1.7). A band of crystals was identified in many specimens of variable density and
depth, frequently with a degree of patchiness. The depth of the band in some specimens was
limited to the extreme superficial articular cartilage ECM between the articular surface and the most
superficial chondrocytes, a region frequently

observed to

contain characteristic granular

intramatrical lipidic debris, including membranous structures. Other specimens demonstrated a
deepening of the band, encompassing initial superficial zone chondrocytes. Such differences
between specimens appeared to be related to specimen age. Older specimens had deeper
bands of crystal deposition. Crystals were commonly observed deposited pericellularly to
chondrocytes, apparently associated with intramatrical lipidic debris (Fig. 1.8). In many cases the
crystal distribution was biased with greater numbers adjacent to the articular surface aspect of the
cells when viewed in sagittal section. A degree of polarity toward the ends of the cells was
apparent in this orientatioii.However tangential sections of such chondrocytes revealed a more
even pericellular distribution of crystals in the plane of the cell (Fig. 1.9). Tangential sections also
revealed the extent of the band of crystal deposition described above, extending broadly in the
ECM immediately below the surface (Fig. 1.9c). Crystals were frequently observed within
chondrocyte territorial matrix often in close proximity to the plasma membrane (Fig. 1.8b,d);
however crystals were never observed within living chondrocytes. The observation of crystals
within dead or degenerate cell outlines and within focal areas of intramatrical lipidic debris, was
made in a number of specimens of both normal and OA origins (Fig. 1.10). These areas were
identified as advanced stages of in situ necrosis of chondrocytes, due to shape, size and
composition of the debris. Dense focal areas of crystal depostion were also observed in the
absence of obvious matrix debris; such areas were of similar size and shape to superficial zone
chondrocytes (Fig. l.8c).
In deeper zones crystals were rarely observed. Crystal deposition when encountered
was, in the main, perilacunar, amongst areas of lipidic debris (Fig. 1.1 la ); very few crystals were
encountered in the interterritorial ECM. In three specimens crystals were observed in close
proximity to hypertrophic chondrocytes and initial spherulites of apatite crystallite deposition (Fig.
1.11b).
Despite occasional focal densities and dense banding of crystals in the superficial zone
matrix there was no evidence of structural disruption of collagen fibril orientation by crystals in
normal articular cartilage, nor was there any evidence of chondrocyte degeneration induced by
crystal deposition. Superficial zone chondrocytes,
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demonstrated nuclei with smooth contours and

marginal condensates of heterochromatin

bounded by a nuclear fibrous lamina. Mitochondria generally showed good integrity and lipid
droplets, glycogen granules and intermediate filaments were observed in variable concentrations.
In situ necrosis of chondrocytes was observed in many samples. Such observations were
infrequent and occurred throughout the cartilage depth. There was no evidence to suggest
necrosis was associated with crystal deposition.

Qualitative Distribution of Crvstals in OA Articular Cartilage.
The distribution of crystal deposition in OA femoral head articular cartilage was less predictable
than for normal tissue, being dependent upon the degree of tissue degeneration and further
complicated in a number of specimens by the presence of apparent fibro-cartilage at the surface
(Fig. 1.11c). In specimens with extensive deep fibrillation, acellular regions and chondrocyte
clusters, crystals were limited to scattered patches pericellular in distribution with occasional
isolated observations. It proved difficult to obtain femoral head cartilage in early stages of
degeneration but a number of such specimens were examined, being supplemented by articular
cartilage from other joint sites, with slight fibrillation and some chondrocyte clusters. In such
specimens the distribution was similar to that described for normal femoral head articular cartilage
with one noticeable difference being an increase in pericellular crystal deposition below the
superficial zone. This increase was accompanied by a more extensive deposition of pericellular
matrix debris (Fig. 1.12).

Variation in Crvstal Deposition with Joint Site.
Crystals were observed in articular cartilage from all sites sampled (Table 1.1). The distribution in all
cases was similar to that described for normal femoral head articular cartilage, however the density
of deposition showed much variability with no site reaching the highest densities observed in
normal femoral head tissue. A five point qualitative grading scale was devised (criteria for grading
are listed in Table 1.3) to compare crystal deposition in tissues from different sites. In the knee,
whilst articular cartilage from both the femoral condyle (grade 2) and the tibial plateau had crystals
present, deposition in tibial plateau tissue was very sparse (grade 1) (Fig. 1.13a,b). A small
number of specimens from several smaller joints were examined. Crystal deposition density in
cartilage from the proximal ulna and radial head was similar to that in femoral condyle samples
(grade 2 to 3) (Fig. 1.13c,d). In samples from the remaining sites deposition was sparser than this
(grade 2) with the least dense observed in a sample of phalangeal cartilage (grade 1) (Fig.
1.13e,f). No crystals were observed in peripheral osteophyte from OA femoral heads or
epiphyseal growth cartilage.

Crvstal Deposition in Other Species.
Clearly defined cuboid' crystals were not observed in non-human articular cartilage, although
similar deposits were apparent in specimens from two out of the three species examined (Table
1.2). Unstained sections of porcine femoral head articular cartilage from 20 week old animals
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demonstrated ovoid,

intensely electron dense bodies of approximately 200nm diameter with

crystalline characteristcs associated with lipidic and membranous structures in superficial cartilage
(Fig. 1.14). The distribution of these bodies was similar to that of 'cuboid' crystals in young human
superior femoral head articular cartilage. The chondrocytes and matrix showed good preservation
with no evidence of degenerative changes. In 20 month old lapine femoral head articular cartilage
membranous structures with less clearly defined ovoid, electron dense areas among them were
observed

in the superficial zone (Fig. 1.14). Their distribution in the matrix was between a

densely packed band of collagen fibrils at the articular surface and the chondrocytes closest to
this. In both cases the electron dense bodies were of a similar size, density and distribution to
'cuboid' crystals found in the superficial zone of human articular cartilage. Articular cartilage from
the metacarpal of 18 month old steers was also examined for the presence of such electron
densities though nonej was identified, the superficial zone matrix being clear of such matrix
debris.

Preliminarv Semi-Quantitative Analvsis of Crvstal Distribution.
All semi-quantitative analysis of crystal distribution was performed on normal femoral head articular
cartilage. Examination of samples of cartilage from different areas of the same femoral heads
revealed variation in crystal deposition density

indicated by the qualitative grading system

described above. There was a consistently greater level of deposition in cartilage from the
superior region than inferior region samples (Table 1.3). Cartilage from anterior and posterior
regions had similar crystal deposition, being close to those observed in the superior region (Table
1.3).
For statistical analysis, to establish any age-related trends in crystal deposition, specimens
were divided into three groups. These were, 'juvenile to young adult' (10-25 years), 'adult' (40-55
years) and 'elderly' (75 to 90 years). Groupings were dictated to an extent by specimen availability,
with the consequence that the 40-55 year group was very small.
Preliminary quantitation of crystal distribution within full depth articular cartilage suggested
that, in all cases, over 90% of crystal deposition was restricted to the first 115 pm below the
articular surface in both superior and inferior regions (Fig. 1.15). Crystal deposition below this,
though sparse and sporadic, was greater in samples from older specimens (Fig. 1.15).

The

number of crystals within this first quadrat was consistently less in the inferior region than the
superior region, though this difference was smaller in samples from older specimens (Fig. 1.15).
Closer investigation of the first 200pm depth of superficial zone articular cartilage
recognised a peak of crystal deposition within the first 50pm depth into the cartilage in which over
90% of crystals in all samples examined were located (Fig. 1.16). The distribution with respect to
sample site and specimen age remained as described for the full depth cartilage study.

Quantitative Analvsis of Crvstal Distribution.
No abnormality of cartilage was observed at a gross or light microscopic level in specimens used
for this study. All specimens had intact superficial zone cartilage with a non-fibrillated articular
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surface. Surface roughening at the electron microscopic level was observed in some inferior
region specimens, this was not considered to be degenerative. The sharp contrast of crystals
with the unstained matrix facilitated simple automated selection of crystal profiles for analysis. The
characteristic electron density, morphology and size range allowed for any contaminant or artifact
to be removed from the analysis at an optional editing step in the procedure. Crystal profile areas
ranged from 0.0001 pm^ to 0.6pm^ and the area ranges were similar in all patients. Samples from
both sites of all patients contained crystals but there was great variation in crystal numbers and
area densities between sites and patients (Fig. 1.17, Table 1.4). The area density of crystals for
an entire sample site ranged from 0.008% to 0.39%; within the crystal band itself this rose to a
maximum of 1.02%. The highest density recorded for a single unit area (18.2pm^) was 6%.

Crystal profile area.
In all samples the crystal area profile frequency distributions were skewed to the lower end of the
range. For statistical comparisons log transformations of these data enabled parametric analysis
(Fig. 1.18). In superior region samples a significant correlation (r =0.7: P<0.05) between mean
crystal area and age was observed (Fig.1.18) with crystal areas ranging from 0.0001 pm^ to
0.6pm^. Crystal areas in inferior region samples ranged from 0.0001 pm^ to 0.4pm^. No correlation
with age was observed (Fig. 1.18).

Crystal numbers and Area Density (% area of section occupied by crystal profiles).
In the superior samples great variation between patients was observed in both variables ranging
from 38 (crystal number) or 0.02% (area density) to 1202 or 0.39% (Table 1.4); this variation did
not appear to be age related. Inferior samples also demonstrated great variation in both
parameters ranging from 2 or 0.008% to 541 or 0.11%. The area density in the 10-25 year age
group for inferior samples was significantly lower than the two older inferior region groups (U=2).
In this region there appeared to be a trend for an increase in crystal number and area density with
age. There were, however, significant differences in area density between the superior and
inferior regions in each of the 3 age groups (Table 1.4).

Distribution of crystals with depth in cartilage.
The banding of crystals below the articular surface as described above was confirmed
quantitatively by subdividing the data for crystal number and area density into five sampling layers,
each 10pm in depth and parallel to the articular surface. In the superior samples this band was well
defined extending from the surface to between 20 and 30pm depth (Fig. 1.19). Crystal area
densities ranged from 1.02% within the band to 0% below this. This trend became less apparent
with increasing age; in the oldest group area densities ranged from 0.59% to 0.02%. The inferior
region samples demonstrated low crystal numbers throughout the depth profile in the younger
specimens, the maximum area density being 0.04%. There was a slight increase in crystal area
density with age throughout the depth profile, to a maximum of 0.45% (Fig. 1.19).
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Crystal density and profile area relationships.
By considering each of the five sampling layers from each sampling area as individual units it was
possible to produce scatterplots relating the number of crystals in each unit to the area of that unit
occupied by crystal profile (Fig. 1.20). The number of points for each plot was 225 multiplied by
the number of specimens in each age group. Plots with few points registered indicated a high
proportion of low or zero values. The relationship between crystal number and crystal profile area
was approximately linear across the age range in both superior and inferior regions. There was
however a trend for an increase in the gradient of this relationship with age, this being more
apparent in the superior region than the inferior (Fig. 1.20).

46

Fig. 1.2

Fig. 1.2. Normal (a) and OA (b) femoral heads demonstrating some of the articular cartilage types
(type II, type IV; Ali and Bayliss 1974) used in this study. Femoral head specimens provided the
majority of samples for this study. The areas of the femoral head from which articular cartilage was
taken for comparative quantitative analysis are indicated in the diagram of the proximal femur (c).
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Fig. 1.3

Fig. 1.3a. Normal full depth femoral head articular cartilage (DT 89 years) stained with Ehrlichs
haematoxylin and eosin. The articular surfaces appear smooth below which flattened superficial
zone chondrocytes are present, in the tissue below this chondrocytes appear rounded. No
evidence of crystal deposition is apparent in the matrix .

Fig. 1.3b. Full depth OA femoral head articular cartilage (AT 79 years) stained with Ehrlichs
haematoxylin and eosin. The articular surface appears fibrillated (F) and chondrocytes appear
clumped (C). No evidence of crystal deposition is apparent in the matrix .
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Fig. 1.4

Fig. 1.4a. Normal femoral head superlflclal zone articular cartilage (DT 89 years) stained with the
Alizarin Red stain for calcium. No positive stain for calcium Is observed In this area.

Fig. 1.4b. Electron micrograph of superficial zone articular cartilage taken from an adjacent site to
that shown In (a); crystals are clearly present In the ECM. Unstained section.

Fig. 1.4c. Full depth articular cartilage section, from which the detail shown In (a) Is taken, stained
with the Alizarin Red stain for calcium; the positive stain for calcium is clear In the subchondral
bone (B).
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Fig.1.5

Fig. 1.5a. Typical morphology of a 'cuboid' crystal in femoral head articular cartilage matrix (JO 26
years). Section stained with uranyl acetate and lead citrate.

Fig. 1.5b. Distribution of crystals in superficial zone articular cartilage matrix (Y A 16 years). Section
stained with uranyl acetate and lead citrate.

Fig. 1,5c. Electron micrograph of an articular cartilage cryo-section, demonstrating a crystal in the
ECM (KM 43 years). Section stained with uranyl acetate.
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Fig. 1.6

Fig. 1.6a. Superficial zone of femoral head articular cartilage, processed using the anhydrous
technique and observed unstained (JY 55 years). Crystals are distributed both as a band below
the articular surface (A) and pericellularly. Unstained section.

Fig. 1.6b. Superficial zone of tissue adjacent to that of (a), but processed using the standard TEM
protocol and observed unstained (JY 55 years). Crystals show a similar distribution to that
observed in (a). Unstained section.
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Fig. 1.6

Fig. 1.6c. Electron micrograph demonstrating the pericellular distribution of crystals in the
superficial zone of articular cartilage, processed using the anhydrous technique (JY 55 years).
Note the poor cellular preservation (C) compared to (d). Unstained section.

Fig. 1.6d. Electron micrograph demonstrating the pericellular distribution of crystals in the
superficial zone of tissue adjacent to that of (c), but processed using the standard TEM protocol
(JY 55 years). Note improved cellular preservation (C) and the similarity in crystal morphology and
size range. Unstained section.
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Fig. 1.7

Fig. 1.7a. Superficial zone of normal articular cartilage from the superior region of the femoral
head, demonstrating a band of crystals below and parallel to the articular surface, crystals
pericellular to chondrocytes and crystal deposition within necrotic chondrocyte debris (N) (KM 43
years). Note smooth articular surface (A). Unstained section.

Fig. 1.7b. Superficial zone of normal articular cartilage from the inferior region of the femoral head
described in (a), demonstrating lesser crystal deposition than that observed in the superior region
sample (a), (KM 43 years). Note smooth articular surface (A). Unstained section.
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Fig. 1.8

Fig. 1.8a. Pericellular distribution of crystals in superficial zone, normal femoral head articular
cartilage (JY 55 years). Unstained section.

Fig. 1.8b. Crystal (0) in the territorial matrix (T) of of a superficial zone chondrocyte of femoral
condyle articular cartilage, within close proximity to cell processes (P) (PH 20 years). Section
stained with uranyl acetate and lead citrate.

Fig. 1.8c. A defined clump of large crystals in superficial zone of normal femoral head articular
cartilage, with a size and outline consistent with that of superficial zone chondrocytes ( MS 84
years) (Arrow points to articular surface) Unstained section.
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Fig. 1.8

Fig. 1.8d. Crystal (0) in close proximity to a superficial zone chondrocyte plasma membrane (M)
and a cell process (P). A crystal is also present amongst pericellular membranous debris (D) (YA 16
years; Femoral head articular cartilage). Section stained with uranyl acetate and lead citrate.

Fig. 1.8e. Crystal deposition amongst intramatrical lipidic debris in the superficial zone of slightly
fibrillated metatarsal articular cartilage. Note the range of crystal size exhibited (61 years).
Unstained section.

Fig. 1.8f. Crystal deposition limited to a discrete region of pericellular intramatrical lipidic debris (D)
within the superficial zone of normal articular cartilage (IB 19 years; distal ulna). Unstained section.
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Fig. 1.9

Fig. 1.9a. Superficial zone chondrocyte in sagittal section, showing typical flattened appearance
with apical crystal deposition (C) amongst lipidic debris (D) (YA 16 years; femoral head articular
cartilage). Section stained with uranyl acetate and lead citrate.

Fig. 1.9b. Superficial zone chondrocyte from the same specimen as (a), in tangential section,
showing discoid morphology and pericellular distribution of lipidic debris (D) with crystal deposition
(C) (YA 16 years; femoral head articular cartilage). Section stained with uranyl acetate and lead
citrate.

Fig. 1.9c. Tangential section of articular cartilage ECM taken immediately below the articular
surface, demonstrating the band of crystal deposition present in this plane (YA 16 years; femoral
head articular cartilage). Section stained with uranyl acetate and lead citrate.
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Fig. 1.10

Fig. 1.10a. Necrotic chondrocyte debris (D) in the intermediate zone of normal femoral head
articular cartilage. Crystals (0) are apparent amongst the chondrocyte debris, whilst the
surrounding ECM is free from such deposition (KM 43 years). Unstained section.

Fig. 1.10b. A necrotic chondrocyte (N) from the superficial zone of fibrillated, femoral head
articular cartilage. Crystals (C) are present within or immediately adjacent to the cell outline (IP 46
years). Section stained with uranyl acetate and lead citrate.
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Fig. 1.11

Fig. 1.11a. Perllacunar lipidic debris (D) in the mid zone of femoral head, articular cartilage. Crystal
deposition (0) is present amongst the debris (SS 84 years). Unstained section.

Fig. 1.11b. Cuboid crystal depostion (C) amongst hypertrophic chondrocyte debris (H); in close
proximity to initial apatitic mineral nodules (A) associated with the articular cartilage calcification
front (62 years; femoral head articular cartilage). Unstained section.

Fig. 1.11c. The most superficial tissue from fibrillated articular cartilage taken from an OA femoral
head specimen. Fibrous tissue (F) is seen above articular cartilage ECM (A); crystals (C) are
present within this ECM, although no crystals are present above the junction (arrow) of these
matrices(EB 70 years). Unstained section.
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Fig. 1.12

Fig. 1.12a. Normal articular cartilage stained with toluidine blue, showing a smooth articular surface
and individual or paired chondrocytes distributed within the ECM (VB 17 years: metatarsal).

Fig. 1.12b. Chondrocytes from the intermediate zone of normal metatarsal articular cartilage
showing a pericellular ECM with very little intramatrical lipidic debris (D) and no pericellular crystal
deposition (C) (VB 17 years). Section stained with uranyl acetate and lead citrate.

Fig. 1.12c. Articular cartilage stained with Humphrey's stain, showing a fibrillated surface and
clusters of chondrocytes (arrow) within the ECM ( 61 years; metatarsal).

Fig. 1.12d. A chondrocyte from the intermediate zone of fibrillated articular cartilage
demonstrating abundant pericellular intramatrical lipidic debris (D) containing crystal deposition (C)
(61 years; metatarsal). Unstained section.
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Sample site

Sample no. Age range Sex ratio:M/F Crystals
present

Crystals
not observed

Femoral Head (Normal)

34

1 0 - 93

14/20

34

-

Femoral Head (OA)

26

46-83

8/18

26

-

F. H.* Peripheral Osteophyte

5

53-73

3/2

-

5

Femoral Condyle

3

5-20

2/1

3

-

Tibial Plateau

2

1 9- 2 0

2/0

2

-

Radial Head

1

19

1/0

1

-

Proximal Ulna

1

19

1/0

1

-

Distal Radius

1

19

1/0

1

-

1st Metatarsal

2

17-61

1/1

2

-

Carpal

1

19

1/0

1

-

2nd Metacarpal

2

19-62

2/0

2

-

Lunate

2

19-62

2/0

2

-

Phalanges

1

17

0/1

1

-

Epiphyseal Growth Plate

1

9

1/0

-

1

‘ Femoral Head

Table 1.1. The range of sample sites from which full depth articular cartilage specimens were
taken for this study. The number of specimens obtained from each site listed are given with the
age ranges and male to female ratios for each case. The extent of 'cuboid' crystal deposition
across this range is indicated on a simple presence/ not observed basis as determined by TEM
As a part of the sampling procedure specimens were taken from what was considered to be
weight bearing regions of each sample site where appropriate.

Species and sample site
Porcine Femoral Head
Lapine Femoral Head
Bovine Metacarpal

Observation

Age

Electron dense bodies associated with matrix
debris similar in distribution to 'cuboid' crystals.
20mths. Small elctron dense bodies associated with matrix
debris similar in distribution to cuboid crystals.

20 wks.

18mths.

No electron dense bodies comparable to 'cuboid'
crystals observed.

Table 1.2. The occurrence of electron dense bodies, similar in size, and distribution in the
matrix, to 'cuboid' crystals described in human articular cartilage, in the superfical zone of
articular cartilage from species other than human.
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Fig. 1.13

Fig. 1.13a. Femoral condyle articular cartilage stained with toluidine blue (LM), with crystal
deposition in the superficial zone ECM demonstrated by TEM (EM); (PH 20 years). Section
stained with uranyl acetate and lead citrate.

Fig. 1.13b. Tibial plateau articular cartilage stained with toluidine blue (LM), with crystal deposition
in the superficial zone ECM demonstrated by TEM (EM); (TD 19 years). Unstained section.
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Fig. 1.13

Fig. 1.13c. Radial head articular cartilage stained with toluidine blue (LM), with crystal deposition in
the superficial zone ECM demonstrated by TEM (EM); (IB 19 years). Unstained section.

Fig. 1.13d. Proximal ulna articular cartilage stained with toluidine blue (LM), with crystal deposition
in the superficial zone ECM demonstrated by TEM (EM); (IB 19 years). Unstained section.
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Fig. 1.13

Fig. 1.13e. Metacarpal articular cartilage stained with toluidine blue (LM), with crystal deposition in
the superficial zone ECM demonstrated by TEM (EM); (IB 19 years). Unstained section.

Fig. 1.13f. Phalangeal articular cartilage stained with toluidine blue (LM), with crystal deposition in
the superficial zone ECM demonstrated by TEM (EM); (VB 17 years). Unstained section.
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Fig. 1.14

Fig. 1.14a Porcine articular cartilage: superficial zone ECM, showing intramatrical lipidic debris (D)
and mineral deposition (M) (20 weeks, femoral head).

Fig. 1.14b. Mineral deposition (M) amongst lipidic debris (D) in the ECM of porcine, femoral head,
articular cartilage (20 weeks, femoral head).

Fig. 1.14c. Lapine articular cartilage: superficial zone ECM, showing Intramatrlcal lipidic debris (D)
(20 months, femoral head).

Fig. 1.14d. Mineral deposition (M) In close proximity to superficial zone, lapine chondrocyte (C)
(20 months, femoral head).

64

#

m

1:

m

M jm

g m

#

m m Ê.

m

M

S

m

m &m
5B W

■',-n^îf.fe

f&

m

Patient
MC

Inferior

Sex

Age

F

12

Tum our

4

3

3

0

16

Tumour

4

3

3

1

YA

resection for Superior

Anterior

Posterior

YH

F

20

Tum our

3

4

3

1

TB

F

23

Tum our

3

2

2

1

KIVI

fv1

43

Tum our

4

2

3

2

RH

M

47

Tum our

2

-

-

-

CL

fvf

81

Fracture

3

3

3

1

IVIS

F

84

Fracture

4

3

3

1

Patient

Sex

MB

M

53

OA

-

2

0

CB

F

68

OA

1

1

0

GM

M

72

OA

0

2

0

RL

F

73

OA

0

1

0

Age

resection for Sloping zone FD Cartilage Osteophyte

Table 1.3. D istribution of crystal deposition density in normal and O A fem oral head articular

cartilage indicated by a qualitative grading *. Normal femoral head cartilage was sampled from
superior, anterior, posterior and inferior regions: OA femoral head cartilage was sampled from
the 'sloping zone' adjacent to the eburnated region, original full depth cartilage and peripheral
osteophyte.

‘ Criteria for qualitative grading of crystal deposition density:
0. C rystals not observed.
1. At least one crystal observed, searching necessary.
2. Crystals present in a diffuse distribution, no apparent pattern, regular encounters, extensive

searchnig not necessary.
3. Crystal present in localised groupings, generally pericellular to chondrocytes plus a diffuse
intermittent band.
4. Crystals effectively form a continuous band, running parallel with and immediately below the
articular surface; local patchiness may be observed in the band at higher magnifications.
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Fig. 1.15. Profiles of crystal distribution throughout the full depth of, superior region (■) and
inferior region (d) femoral head articular cartilage from (a) 10-25 year and (b) 75-90 year
specimens. The sampling quadrat dimensions were 115pm x 115pm: n=3 for both groups.
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Fig. 1.16. Semi quantitative depth profile of crystal distribution in the superficial zone, superior
region # and inferior region # femoral head articular cartilage for 3 specimens; (a) 16 years,
(b) 43 years, (c) 81 years. The sampling quadrat dimensions werel 0.2pm x 7.4pm, with the
long axis perpendicular to the articular surface.

67

0.4

LU

0 .3 -

CO
08

c

CO

i

0.2

-

CO

c

03

■D
S

0.0
Inferior

Superior
Sample site.

Fig. 1.17. Area density (percentage area of section occupied by crystal profiles) of crystals in
superficial zone articular cartilage (to SOpm depth) from different femoral head sites; values are
means (SEM). The observed difference between superior and inferior region sites was highly
significant (P<0.001: Student's t-test, t=5.71; n=12).

Table 1.4. Mean number and area density (percentage area of section occupied by crystal
profiles) of crystals in different regions of superficial zone femoral head articular cartilage with
age. Values are means (SEM).

10-25 years

40-55 years

75-90 years

Superior
Crystal number
Area density

644(475.1)3
0.186 (0.134)b

885 (202.23)C
0.335 (0.007)d

524.6 (155.2)3
0.308 (0.075)f

Crystal number
Area density

17.6(13.54)3
0.012 (0.01 )b

336 (289.2)C
0.085 (0.35)d

203.6 (155.03)3
0.116 (0.107)f

Inferior

^ U=0; ^ U=0; ^ U=0; ^ U=0; ^ U=0; significant difference (p<0.05). ® U=2 no significant
difference.
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Discussion.
The occurrence of crystals in standard, anhydrous and cryo-processed sections removes any
doubt that their presence in articular cartilage is a processing artefact. Detailed investigation
suggests that the structural organisation of mineral phases of cartilage and bone processed by
the anhydrous method closely represents the state of the mineral phase in vivo (Landis and
Glimcher 1978). Another source of artefact may be the time between removal of the specimen
and processing. Efforts were made to minimise this possibility, and hence artefactual mineral
formation is considered negligible on a number of counts.

First, specimens were obtained

quickly from theatre and, in cases of amputation, joints opened immediately prior to cartilage
sampling. Secondly, ultrastructural preservation was excellent in many samples, as indicated by
mitochondrial integrity, a sensitive indicator of tissue preservation (Ghadially 1983). Thirdly, as
articular cartilage is an avascular tissue, oxygen and nutrients must diffuse over relatively great
distances to reach chondrocytes ( Stockwell and Meachim 1979). From experimental
measurements, oxygen tensions in articular cartilage are proposed to be at most one third of that
found in the spaces between capillaries in soft tissues (Stockwell and Meachim 1979), hence
autolytic and physical degenerative changes may be deemed to have a relatively slow onset.
Changes in temperature, (Font et al. 1982), and oxygen tension, (Brighton and Heppenstall
1971), within the tissue are two physical factors which may be deemed important in relation to
artefactual mineral formation. As the standard resin processing technique for TEM described here
appears to be a true representation of crystal deposition it's use may be favoured for the superior
degree of ultrastructural preservation achievable.
Lack of evidence of crystal deposition at LM level is presumably attributable to the small
crystal size. The failure to detect the presence of calcium using the alizarin red S stain would be
most easily explained by the relatively diffuse deposition of these small crystals being beyond the
sensitiviy of the stain, particularly as the calcified cartilage and subchondral bone within the same
section elicit an intense positive result.
The ease of observation of crystals in unstained sections cut onto sodium cacodylate
buffer was reduced in stained sections, not only due to the enhanced matrix electron density,
but also due to crystal dissolution and drop out, attributable to uranyl acetate staining. This may be
due to the slightly acidic aqueous uranyl acetate stain. Staining of sections with uranyl acetate and
lead citrate however has been shown to remove early calcium phosphate mineral deposition from
thin sections, with uranium and lead binding to remaining organic components at such sites
(Arsenault and Hunziker 1988). The interpretation of associations between crystals and organic
components should therefore be treated with caution. Such effects may explain the electron
dense lamina reported around crystals, suggested by Marante etal. (1983) to be a membrane.
The rhomboid to square shape of the crystals observed in section agrees with the
descriptions of crystals in OA and elderly articular cartilage (Ali and Griffiths 1981a,b, 1983, Ali
1985,

Stockwell 1990).

The smaller irregularly angled crystals presumably being glancing

sections of the more familiar crystal shape. The observation of ovoid crystals amongst the cuboid
deposition corresponds with observations of Rees at al. (1986) In articular cartilage; the crystals
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appear similar to those described in semi lunar cartilage by Ghadially and Lalonde (1981). The
cuboid and ovoid shapes of these crystals are hard to correlate with the apatite mineral phase
even though both morphological forms described bear a strong resemblance to crystals observed
using TEM by Pritzker and Luk (1976) from a pulmonary nodule and Faure et al. (1980) from
subcutaneous calcification in scleroderma; both were identified as apatite. It is interesting to note
that Faure and colleagues compared the crystals with similar shaped crystals from renal and dental
calculi, sites which commonly host magnesium whitlockite deposition; a mineral more easily
reconciled with the crystal shapes observed in this study. That these crystals are not CPPD is
suggested by their relative stability in the electron beam, CPPD crystals are pronef.sublimation
producing a characteristic foamy appearance (Omar etal. 1979, Mitrovic 1983, Ishikawa et al.
1989), and small relatively uniform size, despite a pericellular distribution similar to that of early
CPPD deposition (Ali etal. 1983) .
It has been suggested that the deposition of cuboid crystals is related to aging of normal
cartilage or osteoarthritis (Ali and Griffiths1981a,b, 1983, Ali 1985, Marante et al. 1983,
Stockwell,1990). Many of the articular cartilage specimens examined in this study were
considered to be functionally normal, yet crystals were present in all cases, eighteen of which
were under twenty five years. Indeed the youngest was five and a sixteen year old specimen had
the second highest crystal area density

of the samples analysed quantitatively.

It is

acknowledged that the specimens were taken from patients with osteosarcoma or possible
osteoporotic conditions (frequently associated with fracture of the femoral neck), both of which
may alter cartilage metabolism (Roberts et al. 1986) , allowing for the possibility of an increase in
calcium ion concentrations. Serum calcium levels, however, were found to be within the normal
range in the cases where data was available (Appendix

I). Serum calcium and phosphate

concentrations in osteoporosis are typically within the normal range, although there is a tendency
towards the upper limit (Aitkin 1982). Stockwell (1990) suggests the comparative immobility of
elderly patients may dispose patients to increased serum calcium and phosphorus concentrations
through accelerated bone resorption. One may equally surmise that this is unlikely to be true in
the younger patients of this study. As it is known that the ionic concentrations of calcium and
phosphate in cartilage are normally supersaturated (Maroudas 1979), it is considered that this
study is investigating processes attributable to normal articular cartilage and hence these crystals
would appear to be a constituent of femoral head articular cartilage.
The unpredictability of the observation of crystal deposition observation in OA femoral
head articular cartilage is most probably a consequence of tissue loss and regeneration. The
superior region of the femoral head is most frequently affected by cartilage loss in OA and, in the
cartilage adjacent to this, the superficial zone is frequently lost (Bullough and Vigorita,1984),
hence the sites of most abundant crystal deposition within femoral head articular cartilage are not
available for examination in these specimens. Crystals observed in specimens in such advanced
stages of OA degeneration presumably correspond to the perilacunar crystal deposition
described in deeper zones of cartilage showing less severe evidence of osteoarthritic
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degeneration. The situation is further complicated by

the presence of cartilaginous tissue

probably of regenerative origin ( Ali and Bayliss 1974) at the tissue surface.
The association of crystals with intramat rical lipidic debris, whether this be pericellular in
the superficial zone, in deeper layers, in association with chondrocytes which have undergone in
situ necrosis or in the region of crystal banding, agrees with previous observations. Ali (1985)
describes crystals in association with matrix vesicles just below the articular surface. Terms such as
vesicular components, intramatrlcal lipidic debris and cell debris may be more appropriate for
describing the material associated with crystal deposition in this study (Rees etal. 1986, Ghadially
and Lalonde 1981, Stockwell 1990). The association between intramatrlcal lipidic debris and the
deposition should be interpreted with care, as demonstrated by Hunziker etal. (1989). The need
for caution is due to the problems posed by overprojection and truncation phenomena, as the
structures in question lie within the same dimensional range as section thickness. The authors
concede that to overcome this problem many technical problems must be solved. The mean size
of crystals in this study is approximately a factor of ten larger than the initial apatite crystallites
discussed by Hunziker et al. (1989), making it possible to estimate their location within the space
of the section with more confidence. It seems reasonable to correlate the distribution of lipidic
debris and crystal deposition as related matrix components. Intramatrlcal lipidic debris is common
in the matrix of rabbit (Barnett etal. 1963) and human (Ghadially et al. 1965) articular cartilage. In
both porcine and lapine articular cartilage the distribution of crystal-like electron densities was very
sparse and restricted within a band of lipidic debris consistent with that described by Ghadially
(1983). In situ necrosis of chondrocytes and shedding of cell processes are thought to be the
source of this debris (Ghadially 1983). Such an origin would be consistent with the observed
distribution of debris and crystals in this study. Ghadially (1983) suggests that the lipidic debris
produced in such a way finds its way to the surface and is discharged into the synovial fluid.
Deposition of crystals as a band below the articular surface supports the findings of
Stockwell (1990), that the majority of crystal deposition occurred in the first 50|im of the articular
cartilage depth. The presence of the crystal band appearing within this region may be considered
in relation to the three dimensional collagen

architecture of articular cartilage proposed

independently by Clark (1990) and Jeffery e tal. (1991). From the deep to the superficial zones
collagen is organised in a layered or leaf-like manner. The orientation changes from radial in the
intermediate zone to become tangential to the surface in the superficial zone (Jeffery etal. 1991).
At the articular surface the tangential fibres are covered by a dense separate layer of small fibrils
(Clark 1990). If this is considered in the context of the vertical migration of intramatrical lipidic
debris a situation may be envisaged where such debris is slowed or trapped by the dense
tangential layers of the collagen fibrils, resulting in a dense band of lipidic debris immediately
below the surface. A second factor, which may indeed exert greater influence on the migration of
debris, is the proteoglycan component of the matrix. Due to the high hydrophilicity of, and large
volume occupied by, this matrix component (Maroudas 1979), a role in determining the migration
of hydrophobic lipid debris to the proteoglycan poor, superficial zone may be anticipated. The
resulting proximity of the lipidic debris to the articular surface may expose them to an extra articular
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source of calcium and phosphate ions and enhance mineral deposition, as suggested by
Stockwell (1990). Resistance to the movement of larger matrix components through superficial
zone cartilage has been noted previously. Maroudas and Bullough (1968) and Brown and Jones
(1992) have reported reductions in the permeability of articular cartilage to proteins migrating in
the same direction through the superficial zone.
The cartilage sites in which crystals were not observed, epiphyseal growth cartilage,
peripheral osteophyte andjfibrocartilaginous overgrowth in OA specimens, are similar in that they
are all relatively young tissues in a state of flux and rapid growth.
Increase in mean microcrystal profile area with age in the superior region is an interesting
phenomenon and appears to be due to an increased proportion of microcrystals approaching the
observed upper end of the crystal area profile range. The area profile range is similar from patient
to patient irrespective of age. The lack of a trend in the inferior region may be due to much lower
numbers of microcrystals present in some specimens providing an unrepresentative sample of
the population. The increase in gradient observed in the relationship between the number of
crystals and the total area occupied by crystal profiles per unit area (18.2pm^), whilst undoubtedly
being related to the increase in mean crystal profile area with age, may also be associated with the
clumping of large crystals observed more frequently in older specimens, crystals in younger
tissues being more diffusely distributed through the ECM. Such clumping may be part of a
pericellular crystal deposition associated with a chondrocyte out of the plane of section, however,
from the size and shape of such depositions, and the observation of crystals in areas of
chondrocyte necrosis, it is more likely to mark the former location of necrotic cells. The finding
that lipidic debris increases during aging (Barnett et al. 1963), and that in situ necrosis is a major
source of such debris (Ghadially 1983), would be consistent with these results.
The small sample size and large variability in crystal number and area density between
patients precludes any definite associations between crystal deposition, patient age and cartilage
site. However it is possible to describe trends and from these to suggest further factors
influencing the formation and distribution of these crystals.
The results for crystal profile number and for crystal area density show a similar pattern. It
is, however, difficult to estimate the absolute number of objects within an area or volume of tissue
for a number of reasons (Aherne and Dunnill 1982). These relate to the fact that sections will
contain whole crystals and segments of crystals. A number of methods have been developed to
overcome problems arising from this, but these have limitations on their use. For the purpose of
comparison, estimates of area density (the percentage area of crystal profiles in the plane of the
tissue section) are both simpler to obtain and more reliable.
The most striking result of this study is the difference in crystal deposition between the
superior and inferior regions of articular cartilage coupled with the trend for this difference to
lessen with increasing specimen age. This may explain the lack of such a difference recorded by
Stockwell (1990) whose study was restricted to elderly femoral fracture patients.
One factor known to exert a major influence on articular cartilage is mechanical loading
(Sah at al. 1989, Van Campen and Van de Stadt 1987). It has been suggested that mechanical
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stress is involved in the regulation of chondrocyte metabolism (Stockwell, 1987). The femoral
head is part of one of the most heavily loaded joints in the body (Bullough et a l. 1973, Paul 1976).
The distribution of weight bearing stresses around this joint correspond to the observed
differences in crystal loading between the superior and inferior surfaces (Bullough ef a/. 1973,
Afoke at al. 1987). Whilst crystals were present in cartilage from other joint sites, the density of
such deposition was always less than in the superior region femoral head as determined by the
qualitative grading system. This was most noticeable in specimens from the smallest, most
peripheral joint sites which are normally subject to lesser loading stresses (Paul 1976). The only
previous recorded observation of calcified bodies similar to cuboid crystals at cartilage sites other
than the femoral head was in the meniscus of the knee joint (Ghadially and Lalonde 1981), also a
load bearing joint (Paul 1976). The maximum strain during compressive loading of articular
cartilage is exerted in the superficial zone (O'Connor at a l . 1988). Any response of articular
cartilage to mechanical load or strain may be attributable to changes in chondrocyte metabolism,
which may implicate the chondrocyte with an indirect role in crystal formation. For example lipidic
debris has been shown to increase during ageing (Barnett at al. 1963) and, in situations of
cartilage injury the occurrence of in situ necrosis is elevated (Ghadially at al. 1971); it may be
feasible therefore to suggest an increase in lipidic debris

in relation to greater load bearing

stresses via detachment of cell process tips or in situ necrosis.
The observation of crystal deposition in association with pericellular intramatrical lipidic
debris is suggestive of an opportunistic mineralisation process rather than a specific system. It has
been suggested that cellular debris and lipid in the matrix may be involved in the mineral formation
process in hydroxyapatite deposition within osteoarthritic articular cartilage (Ali 1985, Ohira and
Ishikawa 1987) and CPPD crystal deposition disease (Ohira atal. 1988). The evidence presented
would support the co-occurrence of intramatrical lipidic debris (matrix vesicle like structures of low
specificity) and an extra-articular source of calcium and phosphate ions as favourable conditions
for cuboid crystal deposition. However the cuboid crystals demonstrate a greater ubiquity in
relation to cartilage age and a more specific distribution than was previously apparent. A further
factor, mechanical load, is suggested for crystal formation, with this and the collagenous
architectural arrangement of the matrix contributing to their observed distribution.
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CHAPTER 2
ELEMENTAL ANALYSIS OF CRYSTALS
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Introduction
Crystals containing calcium and phosphorus, deposited in articular tissues may exhibit a variety of
forms, primarily calcium phosphates and calcium pyrophosphate dihydrate. The calcium
phosphates form a series of mineral phases, precipitation of a particular phase depending upon
ambient physical and chemical conditions: the stability of these phases may be modified by the
incorporation of impurities such as carbonate, fluoride and magnesium. The most biologically
relevant of these have been described in the general introduction. CPPD (McCarty e tal. 1962),
HAP (Ali 1985, Ohira and Ishikawa 1987), carbonated apatites (McCarty at al. 1983) and OCP
(Faure etal. 1980, McCarty et al. 1983) have been reported in articular tissues using a variety of
techniques including x-ray diffraction, infra red spectroscopy and electron probe x-ray
microanalysis.
The use of electron probe x-ray microanalysis (XRMA) has been applied to the study of
biological mineral formation in both pathological and physiological contexts (Ali 1977, Faure etal.
1982, Landis 1979). The technique is suited to such study due to its extreme sensitivity and
ability to correlate elemental composition with ultrastructural location. Experience has shown that
care must be taken in the interpretation of such results as slight alterations in mineral phase or
translocation of calcium and phosphate due to sample preparation are easily detected and may
lead to misinterpretation of processes (Morgan e ta l. 1975 Thorogood and Craig Gray 1975,
Landis 1979). A number of acceptable preparation techniques for use with XRMA have been
characterized (Ali and Wisby 1975, Landis and Glimcher 1978, Landis et al. 1977, Ozawa and
Yamamoto 1983). Calcium phosphate mineral phases may be suggested by the characteristic
Ca/P ratio determined for the mineral (Landis 1979, Ali 1985). This method is not absolute as
different minerals may possess the same Ca/P ratio, whilst one mineral phase may occur with
variable Ca/P ratios (Winard etal. 1965, Nancollas etal. 1989). Furthermore any change in mineral
phase over very small distances due to epitaxial growth or mineral sandwiching may remain
undetected and be averaged. For confirmation of mineral phases this method is best used in
conjunction with electron or x-ray diffraction. Larger volumes of mineral sample are, however,
required for such techniques.
XRMA has been applied to the study of cuboid crystals by a number of workers (Ali and
Griffiths 1981, 1983, Rees et al. 1986). The crystals were found to be predominantly calcium
phosphate, although the Ca/P ratio is significantly lower than that for HAP. The presence of
magnesium has been suggested (Ali and Griffiths, 1983), although this has not been clearly
established. The calcified bodies described by Ghadially and Lalonde (1981) in human meniscus
were reported to have a Ca/P ratio lower than that expected for hydroxyapatite; however they
advised this figure be treated with cautionLThey also detected magnesium within the crystals.
Rees et al (1986) described a trend for a reduction in Ca/P ratio with a increase in crystal size
starting around 2.1 for crystals less than 250nm and decreasing to 1.56 for the largest crystals
analysed. It was suggested that the crystals may be undergoing a maturation process or act as
potential seed crystals for the growth of other crystals, such as CPPD. It is assumed that a system
of epitaxial growth or a phase transformation was envisaged.
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Epitaxial growth of one calcium phosphate phase on another may occur where there is
suitable crystal lattice matching. Due to the dominance of the crystal architecture by phosphate
groupings , there are common features between the mineral phases in the calcium phosphate
series; a structural plane of OOP or DCPD can be essentially identical to a comparable plane of
HAP thus allowing the possibility of sandwich mixtures or surface compounds (Neuman 1980).
HAP growth has been demonstrated on DCPD (Nancollas e ta l. 1989) and DCPD on OCP
(Heughebaert at al. 1986). Using high resolution TEM the overgrowth of OCP on apatite has
been demonstrated (Nelson at al. 1986). Brown at al. (1979) suggested that OCP and HAP can
occur as intracrystalline interlayered mixtures. Such a system or the in situ transition of OCP to
apatite (Eanes 1985) may explain the plate-like morphology of bone crystallites observed by TEM
(Landis atal. 1977, Jackson atal. 1978, Weiner and Price 1986) and 3D microtomography (Landis
at al. 1992) which is not consistent with the hexagonal symmetry of HAP. The concept of phase
transformations of mineral phases is not without precedent in biological mineralisation. The phase
transformations of the calcium phosphate series as proposed for bone mineral maturation are
outlined in the introduction and evidence of such events in bone formation cited.
A further possibility for variation in calcium phosphate mineral phases within the same
crystal deposit has been described when a calcium phosphate phase exposed to a solution more
acid than that in which it was precipitated, may become covered by a surface coating of a more
acidic calcium phosphate appropriate to the current pH; this may complicate the apparent solubility
behaviour of the initial mineral phase, hence one calcium phosphate phase may be stabilised by a
boundary phase coating it (Nancollas 1982). Similar processes may be involved in the heterotopic
calcifications described by Faure at al. (1982) from shoulder tendon sheath calcifications. The
systems described above may confuse XRMA Ca/P ratios and should be considered when
interpretting results.
Scanning transmission (STXM), and scanning fluorescence (SFXM) x-ray microscopy
were used firstly to confirm the distribution of the crystals in the cartilage on the basis of elemental
signals, and secondly to evaluate the application of these newly developed techniques

to

biological calcification research, an area to which they seemed well suited due to convenient x-ray
absorption characteristics of calcium (Buckley at al. 1992).
This study aims to look for evidence suggestive of the 'cuboid' crystal mineral phase and
identify any changes in calcium to phosphorus ratio, possibly indicative of a mineral phase
change, with crystal morphology, size, specimen age, joint site and clinical condition of tissue of
origin. Whilst this information is important in the characterisation of these crystals, it is also
necessary before attempts may be made to isolate crystals for diffraction analyses, as such studies
necessitate a larger sample volume, probably from more than one specimen. Such analyses
would only be meaningful therefore with an homogenous mineral phase.
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Materials and Methods
Specimens.
Articular cartilage samples were taken as described in chapter one. The samples used in the
comparative analyses were all taken from normal and OA femoral heads, with the exception of one
of the anhydrous/ normal comparison samples which was from the femoral condyle. XRMA was
used on all the specimens decribed in chapter one to confirm the calcium phosphate nature of
the mineral although the number of crystals analysed in this screening process was not enough
to justify statistical analysis. Samples of porcine and lapine femoral head articular cartilage were
also analysed.
Tissue samples were processed using the standard resin protocol for TEM, as described
in chapter one, although secondary fixation with 1% osmium tetroxide was omitted as interaction
of the osmium Ma peak (1.91keV) and the phosphorus Ka peak (2.01 keV) may be expected to
produce spurious calcium to phosphorus ratios. Adjacent samples from three of the specimens
were processed using the anhydrous processing technique described in chapter one. Four
known synthetic calcium phosphate samples were also fixed and processed using the standard
resin protocol; these were hydroxyapatite (Ca5(P0 4 )3 0 H), tricalcium phosphate (Ca3(P0 4 )2),
calcium pyrophosphate dihydrate (Ca2P20y) and magnesium whitlockite (CaigMg2H2(P04) i4). The
hydroxyapatite and tricalcium phosphate standards were provided by Dr. C. Klein and were well
characterised by X-ray diffraction (Klein e ta l. 1988); synthetic magnesium whitlockite was
provided by Dr P Shellis (Bristol) and the calcium pyrophosphate di hydrate was from commercially
available stock (Sigma, Poole, UK). Small powdered samples of each known calcium phosphate
were processed in Eppendorf tubes, with centrifugation between each stage. On transfer to the
embedding resin the preparation was heated to 60°C for lOmins to reduce the viscosity of the
resin prior to centrifugation and polymerisation.
lOOnm sections were cut from all tissue, and known calcium phosphate, blocks as
described in chapter one.

Sections were cut onto 0.085M sodium cacodylate buffer

and

collected on piolform coated G200 HS copper grids.

Electron probe x-rav microanalvsis.
Unstained sections were examined using a Philips

CM12 transmission electron

microscope with an EDAX PV9800 XRMA system. Spectra were recorded at 100 kV (operation at
maximum available kV has been recommended to obtain maximum peak to background ratios (Joy
and Maher 1977) for 200 live seconds with a tilt angle of 20°, giving a total 'take o ff angle of 40°.
The electron probe size was selected to encompass individual crystals and was never greater than
200nm diameter, a 70nm 'top h af condenser aperture was used to minimise the background
effect of x-rays generated higher in the column from reaching the specimen area. Calcium to
phosphorus ratios were calculated using the quantitative analysis

of thin sections software

package (EDAX PV9800) based on the ratio model (Russ1974). The synthetic hydroxyapatite
sample was used as the calcium phosphate standard for these analyses (Klein at al. 1988). The
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unpaired Student's t-test and one way analysis of variance were used to compare crystal groups
where appropriate.
Elemental maps were produced using the external beam image deflection (EBID) unit (on
loan from Philips Analytical, UK) with the SEM software package (EDAX 9800) under the same
operating parameters as described above. Defined areas of 100nm sections were scanned with a
20nm diameter probe across a 256x200 point matrix, with a dwell time of 1 second per point. Maps
were produced for calcium, phosphorus and magnesium from each section scanned.
Scanning Transmission and Scanning Fluorescence X-rav Microscopy
CY212 resin embedded articular cartilage sections were cut at 100nm thickness for STXM and
5|im for SFXM. Sections were attached to silicon nitride windows for examination using both
techniques. STXM and SFXM examination was performed by Dr C Buckley at the National
Synchrotron Light Source, Brookhaven, USA (Buckley etal. 1992).
Images are formed in the STXM by raster scanning the specimen across a SOnm x-ray
probe, and detecting the transmitted x-rays at every pixel. Calcium imaging by STXM is achieved
by utilizing the rapid change in mass absorption coefficient with change in x-ray energy. A
transmission image is taken at 350.6eV where the absorption of x-rays by calcium is relatively low.
The energy of the radiation is changed 351 6eV at which the absorption by calcium is higher (at an
absorption edge) and a second image is taken. A signal which is proportional to the amount of
calcium per unit area is formed by subtracting the logs of the two images. The elemental map can
then be displayed via a suitable colour map or grey scale.
The SFXM employs a 10x10pm x-ray probe which is formed by collimation of a
polychromatic or monochromatic source. The specimen is raster scanned across the probe and
fluoresced radiation generated by the sample is detected by a lithium drifted silicon diode. The
detector produces pulses with heights that are proportional to the energy of the incident
radiation; the various pulse heights can be grouped into channels representing the characteristic
radiation of a number of elements. The counts in a particular channel can then be displayed at
each pixel to form an elemental map via a colour map or grey scale.

Results.
Typically, the crystals examined produced spectra comprising two major peaks with a low
background. The major peaks were identified as corresponding to calcium (Ka at 3.69keV) and
phosphorus (Ka at 2.01 keV). A small magnesium peak (Ka 1.25keV) was identified when a
spectrum from adjacent matrix was subtracted from a crystal spectrum (Fig. 2.1). This procedure
removed interference due to arsenic (La 1.28keV) , attributable to the sodium cacodylate buffer
used during processing and section collection. Similar peaks for calcium and phosphorus were
observed

in spectra from the known synthetic hydroxyapatite sample, calcified cartilage,

subchondral bone and tricalcium phosphate, but the synthetic magnesium whitlockite sample was
the only one to demonstrate an accompanying small magnesium peak. Representative areas of
sample sections from which spectra were generated are shown in Fig.2.2. The presence of
magnesium in the crystals was clearly demonstrated by the discrete co-localisation of calcium,
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magnesium and phosphorus mapped across areas of crystaHaden articular cartilage ECM, from
samples that had been processed using the anhydrous technique and cut onto distilled water
(Fig. 2.3). A peak at 1.74 keV, identified as silicon Ka, was occasionally detected; this was often
in association with very small crystals. Similar peaks were also detected in the matrix adjacent to
such crystals, in the absence of calcium. Crystals from other joint sites screened using XRMA
generated spectra with similar characteristics notably the magnesium peak and characterisitc
relative peak heights for calcium and phosphorus.
Of the two articular cartilage samples probed for XRMA which had been divided and
processed by normal and anhydrous techniques, no significant difference in the mean calcium to
phosphorus ratio of crystals from the two groups was observed (Fig. 2.5). No significant difference
was observed between mean calcium to phosphorus ratios of crystals from the same block in
sections cut onto 0.085M sodium cacodylate buffer or distilled water (Fig. 2.5); it was also noted
that crystal drop out in sections cut onto buffer was negligible.
From a calibration curve relating calcium to phosphorus ratios determined by XRMA and
calcium to phosphorus molar ratios for the known calcium phosphate samples (Fig 2.4), a calcium
to phosphorus molar ratio can be determined for an unknown from its XRMA ratio. It was seen
from the calibration curve that the XRMA technique,using the semi-quantitative ratio model to
determine calcium to phosphorus ratios, provided a ratio very close to that of the molar ratio.
The mean calcium to phosphorus molar ratio of 'cuboid' crystals ranged from 1.32 to1.47,
these values were close to those recorded for synthetic tricalcium phosphate, but were
significantly lower than those recorded for bone mineral (Fig. 2.4). The calcium to phosphorus
ratios used below for statistical analyses are XRMA derived ratios.
No significant difference in mean calcium to phosphorus ratio was recorded between
crystals with apparent spheroid and cuboid morphologies (Fig. 2.6). There was no significant
change in the mean calcium to phosphorus ratio of crystals, with respect to an increase in crystal
size, crystals being grouped into fivelOOnm size bands for this comparison (Fig. 2.7).
The mean calcium to phosphorus ratio of crystals from specimens ranging in age from ten
to eighty nine years, both normal and OA, were compared using a one way analysis of variance.
No significant difference in mean calcium to phosphorus ratio between groups was detected (Fig.
2 . 8 ).

The STXM technique proved successful at mapping the crystal in ultra thin sections via
their calcium signal. The technique had a lower resolution than the XRMA elemental mapping, but
was a useful confirmatory technique for crystal distribution at lower magnifications (800-1600x)
(Fig. 2.9). Results from the SFXM were of lower resolution still, due to increased section thickness
and larger probe size, although it was possible to map full depth cartilage sections indicating the
presence of a band of calcium immediately below the articular surface; this was interpretted as
further confirmation of a subsurface crystal band (Fig. 2.9).
The electron densities present in porcine and lapine femoral head articular cartilage,
described in chapter one as having crystalline characteristics, were analysed for their calcium and
phosphorus content. Calcium and phosphorus were detected, although the signals were not
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always strong. In cases where clear spectra with low backgrounds were recorded, the calcium to
phosphorus molar ratio was around 1.52 for lapine cartilage crystals and 1. 39 for porcine cartilage
crystals (Fig. 2.10).
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Fig. 2.1

Fig. 2.1a. Detail of an XRMA spectrum generated by the sintered hydroxyapatite standard after
the subtraction of a spectrum generated by an adjacent area of resin.

Fig. 2.1b. Detail of an XRMA spectrum generated by an area in the calcified zone of articular
cartilage close to the subchondral bone interface, after the subtraction of a spectrum generated
by a crystal free area of matrix. (JO 26 years femoral head).

Fig. 2.1c. Detail of an XRMA spectrum generated by the magnesium whitlockite standard after the
subtraction of a spectrum generated by an adjacent area of resin; note the presence and relative
height of the magnesium Ka peak.

Fig. 2.Id. Detail of an XRMA spectrum generated by a 'cuboid' crystal after the subtraction of a
spectrum generated by an adjacent, crystal free area of matrix; a magnesium Ka peak with a similar
height relative to the calcium Ka and phosphorus Ka peaks, as seen in 2.1c is present (MS 84
years, femoral head).

Fig. 2.1 e. Expanded section of 2.1 d, with a computer generated, arsenic La peak (dotted line)
overlying the spectrum, showing a lack of fit with the original spectral peak.

Fig. 2.1 f. Expanded section of 2.Id, with a computer generated, magnesium Ka peak (dotted
line) overlying the spectrum, showing a good fit with the spectral peak.
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Fig. 2.2

Fig. 2.2a. Sintered hydroxyapatite standard in an uIt rath in resin section, used for XRMA.

Fig. 2.2b. An area of the calcified zone of femoral head articular cartilage, close to the
subchondral bone interface, used for XRMA. (JO 26 years).

Fig. 2.2c. Magnesium whitlockite standard in an ultrathin resin section, used for XRMA.

Fig. 2.2d. Cuboid crystals in the EDM of femoral head articular cartilage, used for XRMA; an area of
crystal that has been probed for analysis previously is indicated (arrow), (MS 84 years).

85

#
é

4

f

I

Fig. 2.3

Fig. 2.3a. Calcium map of an area of femoral head articular cartilage containing crystals.
The specimen was prepared using the anhydrous technique (JY 55 years).

Fig. 2.3b. Magnesium map of the area shown in 2.3a.

Fig. 2.3c. Phosphorus map of the area shown in 2.3a.

Fig. 2.3d. Electron micrograph of the area shown in 2.3a Crystal damage caused by extended
exposure to the electron beam is indicated (arrows).
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Fig. 2.4. Known calcium phosphate minerals used for XRMA. The calibration curve shows the
calcium to phosphorus ratios observed using XRMA, plotted against the molar ratio for each
known mineral. Synthetic hydroxyapatite was used for calibration of the system. Calcium to
phosphorus ratios from the known mineral phases plus subchondral bone and cartilage from the
calcified zone are shown below.

Calcium phosphate standard

Ca/P ratio (XRMA)

Calcium pyrophosphate dihydrate (CPPD).

0.97±0.06*

Tricalcium phosphate (TCP).

1.45±0.06*

Hydroxyapatite (HA).

1.63+0.03*

Subchondral bone.

1.62±0.02*

Calcified cartilage.

1.58±0.05*

*n=10.
(CPPD): Sigma UK.
(TCP): Klein efa/. 1988.
(HA) : Klein efa/. 1988.
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Fig. 2.5. Comparison of the calcium to phosphorus ratios, determined by XRMA, of crystals in
articular cartilage samples exposed to different preparation media: (a), variation between samples
processed by the standard method for resin embedding and that using anhydrous solvents, (b).
variation between sections cut onto distilled water (pH 7.3) and 0.085M sodium cacodylate buffer
(pH7.4). t values were derived using an unpaired Student’s t-test.
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Fig, 2.6. Comparison of the calcium to phosphorus ratios, determined by XRMA, of crystals in
articular cartilage (MS 84 years), exhibiting apparent spheroid and cuboid morphologies. No
significant difference in Ca/P ratio was observed between these two groups ( Unpaired Student ttest, t=-0.38: p<0.05: n=10).
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Fig. 2.7. Comparison of the calcium to phosphorus ratios, determined by XRMA, of crystals in
articular cartilage, with variation in crystal size. The significance of variation in Ca/P ratios was
determined using one way, five group analysis of variance tests; p-values of greater than 0.05 are
taken to indicate no significant difference between groups.
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Fig. 2.8. Variation in the calcium to phosphorus ratios, determined by XRMA, of crystals in
femoral head articular cartilage with specimen age and clinical condition. The mean calcium to
phosphorus ratio (n=10) for each specimen are represented in the histogram above. Below
are the tabulated results of a one way, twenty three group, analysis of variance test. A p-value
of greater than 0.05 has been taken to indicate no significant difference between groups.

Source:

D.of F:

Sum of Squares:

Between groups

22

0.216

0.010

Within groups

207

1.584

0.008

Total

229

1.8

90

Mean Square:

F:

1.282

P.

0.186

Fig. 2.9

Fig. 2.9a. STXM calcium map of the area shown in 2.9b: white areas represent the highest calcium
concentration, with no signal detected in black areas. The distribution of calcium indicated here
fits closely with the crystal distribution shown in 2.9b.

Fig. 2.9b. Crystals in the superficial zone of femoral head articular cartilage, immediately below the
articular surface (A), (KM 43 years). Unstained section.

Fig. 2.9c. SFXM calcium map of full depth femoral head articular cartilage (minus the calcified
zone): white areas represent the highest calcium concentration, with no signal detected in black
areas. The calcium concentration distribution corresponds to the distribution of crystals described
in chapter 1.

Fig. 2.9d. Light micrograph of the region mapped in 2.9c, (YA 16 years). Section stained with
toluidine blue.
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Fig. 2.10a. Detail of an XRMA spectrum generated from a mineral deposit in the superficial zone of
lapine femoral head articular cartilage, indicating strong calcium and phosphorus components (20
months).

Fig. 2.10b. Detail of an XRMA spectrum generated from a mineral deposit in the superficial zone
of porcine femoral head articular cartilage, indicating strong calcium and phosphorus components
(20 weeks).

Fig. 2.10c. Mineral deposits in the superficial zone of lapine femoral head articular cartilage (20
months).

Fig. 2.10d. Mineral deposits in the superficial zone of porcine femoral head articular cartilage (20
weeks).
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Discussion
Much attention has been focussed on mineral phase transformations due to tissue preparation for
TEM in relation to XRMA (Morgan et al. 1975, Thorogood and Craig Gray 1975, Landis 1979,
Ozawa and Yamamoto 1983, Aii and Wisby 1975), hence it was initially important to establish
potential artefacts within the XRMA system used and the degree to which the results may be
interpretted. Heavy metal stains were omitted from specimen preparation due to their reported
effects on calcium phosphate mineral (Nanci etal. 1983, Ozawa and Yamamoto 1983, Arsenault
and Hunziker 1988). To determine the extent of transformation within crystals due to standard
tissue processing methods, comparisons with crystals from anhydrously processed tissue were
made; no significant difference was observed between the two groups. As all knowns and
standards were processed in an identical manner to the tissues it was reasoned that any changes
that did occur may be considered uniform. The close correlation observed between calcium to
phosphorus ratios determined by XRMA and molar ratios for the known mineral phases used for
the calibration curve suggests negligible transformation of mineral phases. The calcium to
phosphorus ratios obtained for subchondral bone further support the validity of this method.
Alterations in chemical composition of mineral due to translocation of diffusable ions, dissolution
and reprecipitation and mineral phase changes (Morgan etal. 1975, Thorogood and Craig Gray
1975, Landis et ai. 1977) may be more important in the initial stages of mineral formation where
mineral may exist in a relatively unstable form at physiological pH, with a high surface area to
volume ratio. Such sites include embryonic bone formation (Rouffose et al. 1979), initial
mineralization within the epiphyseal growth plate (All 1976, Morris et a i 1983) and mineral
granules deposited within mitochondria (Ali and Wisby 1975 ). On the basis of the above,
comparisons of the various crystal groups were made using tissue processed by the standard
technique.
Despite the lack of significant difference in Ca/P ratio between crystals cut onto water and
those cut onto buffer there was a noticeable 'drop out' of crystals from sections cut on water not
seen in those cut onto buffer. It was noted that the pH of distilled water varied over the course of
the study and, considering that distilled water has been shown to remove crystals form thin
sections of enamel (Bishop and Warshawsky 1982), buffer was used throughout the study to
standardise conditions and prevent crystal 'dropout'.
Calcium and phosphorus were the dominant peaks in a very consistent spectrum,
supporting earlier studies (Ali and Griffiths 1981, 1983, Marante et al. 1983, Rees et al. 1986).
The identification of magnesium associated with the crystals confirmed reports by Ali and Griffiths
(1983) and Rees et al. (1986) and is consistent with the analysis of the calcified bodies from
human meniscus described by Ghadially and Lalonde (1981). Magnesium has been reported as a
common contaminant in XRMA studies (Warley and Gupta 1992); however contamination can be
ruled out here as it is invariably present in crystal spectra and co-localises with calcium and
phosporus on the elemental maps.
Magnesium has been proposed as a major mediator of calcium phosphate precipitation in
biological systems, selectively stabilizing the more acid precursor phases (Nancollas et al 1989).
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The relatively high concentration of magnesium ions in blood serum (approximately 1mM) is
thought to be a major component which prevents the precipitation of HAP in vivo (Nancollas
1982). In model systems magnesium ions have been reported to stabilize calcium phosphate
precursor phases of HAP such as a TCP-like phase ( Nancollas 1982), AGP (Boskey and Posner
1974) and OOP (Brown et al 1962) and have also been characterised as a stabilizing impurity in 8tricalcium orthophosphate (Schroeder et a! 1977). That this stabilization is variable has been
shown by Salimi etal. (1985), who demonstrated that magnesium retarded HAP crystallisation, to
a much greater extent than that of OOP. Evidence for inhibition of biological HAP formation by
magnesium has been presented by LeGeros (1974) and Cheng and Pritzker (1983) . In the
presence of 3mM magnesium, the calcium salt magnesium whitlockite was formed at medium Ca/P
ratios (0.1<Ca/P<1.0: at [Ca++][Pi] =10ml\/l^), brushite and HA were formed at ratios below and
above this respectively (Cheng and Pritzker 1983). Magnesium may be located on the surface of
bone apatite crystallites (Neuman and Mulryan 1971) and recent reports (LeGeros and LeGeros
1984, Okazaki etal. 1986) suggest it may be incorporated to a limited extent in the apatite crystals,
although the substitution of magnesium for calcium is strongly discriminated against; the
presence of magnesium contributes to the chemical instability of HAP. Santos and Gonzalez-Diaz
(1980) reported apatites from urinary calculi containing magnesium and suggested that
magnesium occupies calcium sites at the apatite crystal surface as due to size differences they
cannot substitute into the apatitic lattice. This would be expected to inhibit further crystal growth.
The calcium to phosphorus ratio range is consistent with the molar ratio expected for
magnesium whitlockite and ratios recorded in biological depositions (LeGeros etal. 1988, Sakae
et al. 1989), although it does not rule out an apatitic nature for the crystals as calcium-deficient
apatites have been described and synthesized. Low Ca/P ratios of apatites precipited under
physiological conditions are widely believed to result from structural calcium deficiencies (Berry
1967). Such nonstoichiometric compounds retain HAP structure (as indicated by X-ray
diffraction); carbonate-substituted HAP with distorted structure (Blumenthal et al. 1975a) and
changed lattice parameters (LeGeros etal. 1968) has similar diffraction patterns. HAP structure is
therefore thought to remain intact over a range of conditions and disorders (Blumenthal et al.
1981) . Winard et ai. (1965) proposed a model by which calcium deficient HAP may exist with a
Ca/P ratio from 1.33 to 1.67. This concept was supported by work from Rothwell et al. (1980)
using 31 p n m r analysis. Nancollas etal. (1989) have shown, in seeded growth experiments, the
formation of nonstoichiometric apatite with a Ca/P ratio varying from 1.49 to 1.65 dependent on
pH. Another explanation for HAP with low Ca/P ratios may be interlayering of OCP and HA (Brown
1966). Blumenthal etal. (1981) conclude that generally pathologically immature or newly forming
bone mineral contains the most calcium deficient apatite.
Silicon has been implicated in the initiation of mineral deposition within the tibiae of
young mice and rats (Carlisle 1970), associated with low calcium concentrations near the
mineralising front, diminishing as mineral was deposited. Wergedal and Baylink (1974) detected
very low levels of silicon in such areas but these were constant, showing no spatial variation with
respect to regions of mineral formation. Whilst silicon was detected more frequently in association
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with very small crystals, it was also detected in the absence of calcium in the ECM adjacent to such
crystals. Silicon is also a potential contaminant of XRMA studies from a variety of sources (Warley
and Gupta 1992), although due to the irregular and fluctuating appearance of a signal for silicon it
is more likely attributable to contamination.
The range of mean calcium to phosphorus ratios observed may be attributable to a
number of factors. First, dissolution due to tissue preparation which, for the reasons discussed
above, is considered to be a minor potential source of variation. Secondly, contributions to the
phosphorus detected may come from ECM components. Organically bound phosphorus has
been identified in reconstituted, demineralised and highly purified collagens (Glimcher et al.
1964, Koutsoukos and Nancollas 1986)1 .However XRMA of ECM adjacent to the matrix
consistently failed to detect calcium or phosphorus and probes were placed entirely on crystal
profiles to generate spectra, omitting contributions from the ECM. A further source of error may
arise from the ratio determination method as the background or continuum to be subtracted prior
to calculation of calcium to phosphorus ratios was defined manually and hence open to operator
bias. Attempts to minimise such variation were made by comparing the background defined
during each session against a reference spectrum. Whilst the latter consideration may have
affected the ratios across the entire study, in cases where the mean calcium to phosphorus ratios
of crystal groups were to be compared, calculation of calcium to phosphorus ratios was performed
at the same sitting to negate any variation due to background stripping .
The lack of variation in calcium to phosphorus ratio with crystal morphology agrees with
previous observations of calcified bodies in human meniscus (Ghadially and Lalonde 1981) and
crystals in human articular cartilage (Rees et al. 1986). Faure et al. (1982) demonstrated the
presence of morphologically distinct microcrystals identified as carbonated apatite with a Ca/P ratio
close to that expected for HAP within the same area of pathological calcification as a poorly
crystalline material with values around 1.45. The lack of variation with crystal size contradicts the
findings of Rees et al. (1986) whose results suggested that there was an inverse relationship
between crystal size and calcium to phosphorus ratio. The present study is considered more
reliable as it is larger and uses thin section samples. Therefore, there is little chance of bias in the
results due to variation in the volume of the crystal below the probed crystal surface contributing
to the observed spectrum, or the associated problems of emitted x-rays travelling variable
distances through the specimen to the detector. Also the TEM probe size is smaller and hence
can exclude contributions from the surrounding matrix. The lack of variation in calcium to
phosphorus ratio with respect to age from both normal and OA tissue suggests that the crystals
are in a stable state and not functioning as intermediaries in a mineral maturation process. From
these studies it is not possible to rule out the presence of a fine coating of other mineral at the
surface, or epitaxy or mineral phase sandwiching, but no evidence of such processes was
apparent.
The relatively new techniques of STXM and SFXM proved to be complimentary to the use
of elemental mapping by XRMA , which has superior resolution and sensitivity

at higher

magnifications and the ability to map any element with an atomic number greater than eleven. The
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STXM and SFXM techniques were most useful at lower magnifications, imaging crystal distribution
via their calcium signal with respect to full depth cartilage.
Whilst the crystalline bodies described in lapine and porcine articular cartilage in chapter
one proved to be a calcium phosphate-type deposit differences between the species were
identified. The more distinct crystals from porcine cartilage had a Ca/P ratio within the range of
those found in human tissue, whilst the ratio of those from the lapine cartilage were notably
higher. Such high ratios may be due to the high backgrounds on these spectra but also it has
been reported that rabbits have a predisposition to the deposition of hydroxyapatite crystals in
articular cartilage (Yosipovitch and Glimcher 1972).
XRMA is only capable of providing information about elemental composition and is not
able to differentiate between two compounds with the same elemental ratios, for example
monetite and CPPD both have a Ca/P ratio of 1. However morphological characteristics such as
crystalline shape, crystalline size and the behaviour of crystals within the electron microscope
(CPPD crystals produce a characteristic frothy appearance as they sublimate under the electron
beam (Omar et ai. 1979, Mitrovic 1983), may give some indication of mineral phase differences.
Considering the Ca/P ratio, morphology and size range and characteristic stability under the
electron

beam it seems most probable that the crystals consist of a homogenous calcium

phosphate mineral phase, possibly magnesium whitlockite. The above would justify attempts to
isolate and concentrate the crystals for the purpose of electron and x-ray diffraction analyses to
determine their mineral phase.
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Introduction
The application of physical methods capable of providing information about mineral phase
structure

to understanding the role of crystals in biological deposition can provide useful

information in two ways. Firstly by understanding the nature of the crystalline deposit and
secondly by understanding the processes of crystal growth (Shah 1983). Of interest in this study
are the identification of crystal structure and determination of crystallographic parameters, from
which information relating to the conditions and mode of crystal formation may be obtained. X-ray
powder diffraction is the most reliable technique for detecting and identifying crystalline phases in
mineral deposits (Hukins 1989). Electron diffraction has been used to investigate small crystals
(Mann 1986).
Single crystal electron diffraction allows mineral phase analysis of crystals at discrete sites
in an ultrastructurally relevant manner, which is unattainable with x-ray diffraction techniques.
Knowledge of the orientation of the crystal with respect to the crystallographic axes is necessary
to record accurate d-spacings (a measurement of spacings between individual crystal planes, a
set of all possible spacings of a crystal being characteristic of that crystal) from the diffraction
pattern generated, with slight tilting of crystals from a specified plane leading to potential
confusion between crystals with similar diffraction patterns. Impurities incorporated into the host
lattice, for example F*, Cl', CO a^*, accommodated substitutionally in the hydroxyapatite lattice
(Driessens 1980, LeGeros and LeGeros 1984), alter the lattice parameters of the crystals by small
amounts (Shah 1983, LeGeros and LeGeros 1984), increasing the requirement for precise
orientation of single crystals. From the previous chapter and earlier studies (Ali 1985, Rees et al.
1986), it is suggested that the mineral phase of the 'cuboid' crystals may be an apatite associated
with magnesium, or magnesium whitlockite.

The diffraction patterns of hydroxyapatite and

whitlockite are similar (Hukins 1989), and whitlockite exists in a solid solution series in which small,
variable amounts of magnesium substitute for calcium in the crystal lattice (Rowles 1968, Calvo
and Gopal 1975). This substitution causes slight changes in the crystallographic lattice axes
(Rowles 1968, LeGeros and LeGeros 1984) which are reflected in altered d values in the
diffraction pattern. To avoid errors in interpretation of electron diffraction data, a technique was
developed for crystal isolation. This enabled diffraction patterns to be generated from a dense
mass of crystals present in many orientations, which allowed measurement of a complete series of
diffraction rings, minimising potential errors. This was not possible from cartilage sections as
crystals were too diffusely distributed. Such isolation also enabled x-ray diffraction analysis.
In consideration of a crystal isolation protocol it was important that the organic phase was
removed under conditions that least affected the mineral phase. The possibilities for artefactual
transformations have already been discussed. Isolation protocols involving harsh treatments such
as ethylenediamine extraction (Williams and Irvine 1954) and autoclaving (Robinson 1952) are
prone to unreliable results, with apatitic recrystallization and amorphous to crystalline phase
transformations (Termine and Posner 1967). Crystallites of bone mineral have been successfully
isolated by Termine and colleagues (1973) and more recently by Weiner and Price (1986). The
initial stage of these protocols required milling of specimens in lyophilised, frozen form or grinding
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with a mortar and pestle. Considering the differences in tissue characteristics between bone and
articular cartilage and the relative abundances of the respective crystals, such treatments were
considered inappropriate. A more compatible starting point for crystal isolation was considered to
be the protocol used by Ali et al. (1970) for the isolation of matrix vesicles from epiphyseal
cartilage. This involved collagenase digestion of cartilage to digest the matrix components and
release crystals, the digest was then centrifuged at successively higher speeds to spin down
particles of increasingly smaller mass. Adaption of this technique was attempted to produce crystal
rich pellets. It was anticipated that further treatments may be required to remove organic debris
from crystal rich fractions. The use of mild detergents or sodium hypochlorite (Boyde and Jones
1970, Weiner and Price 1986) to remove organic debris from crystal preparations was
investigated. Evidence is presented to show that the crystals are unlikely to have been severely
altered by the isolation protocol developed.

Materials and Methods
Specimen Details and Crystal Isolation.
Normal and OA femoral heads from the groups of patients described in chapter one were
collected within twenty minutes of resection. A small full depth sample of articular cartilage was
taken from the superior region of each femoral head for TEM processing then the femoral head
was stored at -70°C.
Femoral heads were brought to ambient temperature and the superficial and intermediate
zone articular cartilage pared away carefully, under aseptic conditions, to avoid inclusion of
calcified zone cartilage or subchondral bone. The condition of cartilage sampled included types I,
II, III and IV (Ali and Bayliss 1974), although, types I and II were favoured, when available. The
excised cartilage was weighed, minced with a scalpel in 5ml per 0.5g of

50mM A/-tris-

(hydroxymethyl)-2-aminoethane sulphonic acid (TES) buffer, pH 7.4 (Merck, Poole, UK),
containing 0.25M sucrose (Merck, Poole, UK) and lOOOu/ml Sigma type 1 C lo strid iu m
collagenase (Sigma, Poole, UK). 10 pi of gentamycin (80g/2ml; Roussel, Uxbridge, UK) were
added to the digest which was then incubated at 37°C on a roller mixer for varying times from 4 to
24 hours. On removal from incubation,digests were left to stand for 5 minutes to allow large
particulate debris to settle. The supernatant was removed and pellet fractions plus the final
supernatant were collected from varying sequential centrifugation regimes, using polyallomer
centrifuge tubes in a Beckman L4 ultracentrifuge fitted with a type 65 rotor. The forces used for
centrifugation ranged from 200 x g to 60,000 x g.
Pellet fractions and the final supernatant fraction were processed for TEM using the
standard processing technique without osmium tetroxide fixation outlined in chapter one.
Samples of supernatant were mixed with molten agar (Lab M, Bury, UK.) at approximately 50°C,
the mixture allowed to gel and processing proceeded as for the pellets. lOOnm sections, cut as
described in chapter one were mounted on G 200 MS copper grids with the base of the pellet
orientated parallel to one of the grid bar axes and the number of crystals per grid square
(13,225pm ^) were counted in a transect from the base of the pellet to the surface. As the
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centrifugation regimes were refined, the crystal distribution was averaged over five such transects
to detect changes in crystal distribution related to less severe alterations

in centrifugation

regimes.
To further concentrate crystals within the crystal rich pellet fractions and/or remove
organic debris, pellets were subjected to a number of further treatments.
i) Pellets were resuspended in 0.085M sodium cacodylate buffer (pH 7.4) and centrifuged at
35.000 X g for 15 minutes.
ii) Pellets were resuspended in 0.085M sodium cacodylate buffer (pH 7.4) containing 0.01% vv
Triton X I00 (Fisons, Loughborough, UK) and centrifuged at 35,000 x g for 15 minutes.
iii) Pellets were resuspended in 0.085M sodium cacodylate buffer (pH 7.4) and centrifuged at
35.000 X g for 15 minutes. The resulting pellets were ultrasonicated in 2.6% sodium hypochlorite
solution (Merck, Poole, UK.) for 15 minutes andjcentrifugedat 35,000 x g for 15 minutes. The
supernatant was removed and remaining pellets were washed in 0.085M sodium cacodylate
buffer (pH 7.4) followed by absolute ethanol with centrifugation as outlined in Fig 3.6.

X-rav Microanalvsis.
XRMA was carried out using TEM as described in chapter two. lOOnm sections were cut from
crystal rich pellets embedded for TEM; isolated precipitates were either incorporated into blocks
of molten agar, processed for TEM and sectioned at lOOnm thickness or scattered directly onto
piolform coated grids for observation and analysis.

■Selected Area Electron Diffraction.
lOOnm sections of crystal rich pellets, processed for TEM and cut as described in chapter one,
were mounted on piolform coated copper grids and examined using a Philips CM12 TEM
operating at lOOkV. Areas with densely packed crystals were selected and diffraction patterns
were obtained at a camera length of 2.05m with a spot size of 2pm and an 80nm selected area
aperture. The TEM was calibrated in the diffraction mode using a thallous chloride standard (Agar
Scientific, Stansted, UK), before d-spacings of experimental patterns were measured. Where
diffraction rings were incomplete 10 sets of d-spacings were measured and mean values were
taken for comparison with the

Joint

Committee on Powder Diffraction Standards (JOPDS,

Pennsylvania, USA) standard diffraction files.

X-rav Powder Diffraction.
Samples of crystals isolated from articular cartilage removed from a number of femoral heads were
pooled to provide sufficient sample for analysis. Data was collected on a Siemens D500 powder
diffractometer employing a theta/2 theta Bragg-Brentano geometry with scintillation counter
detector. The source radiation was copper K a -|/2 at 40kV,30mA

and inelastic scatter was

reduced using a post sample graphite monochromator. The system was controlled by a Microvax
3100 mini computer. Due to their small size, samples were mounted on a flat, single crystal of
silicon to reduce background noise and

rotated in the x-ray beam to minimise preferred
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orientation effects. The samples were scanned from 5® to 50® 2 theta, stepping at 0.05® and
counting for approximately 40 or 50 seconds per point. The long count time was necessary due
to small sample sizes. The resultant diffraction spectra were compared with JOPDS standard
diffraction files for mineral phase identification, then indexed using the Siemens Diffrac 5000
Lattice Parameter Refinement software system to derive lattice constants and unit cell volumes
for the samples.

Scanning Electron Microscopv.
Crystals isolated from femoral head articular cartilage and selected known calcium phosphate
mineral phases were mounted on aluminium or polished carbon stubs with double sided
adhesive tape (Agar Scientific, Stansted, UK.), coated with a 20nm layer of gold in a Polaron
E5100 sputter coater fitted with a Polaron E5500 film thickness detector and examined and
photographed in either, a JEOL 350, a JEOL JSM 6300 (courtesy JEOL UK) or a Philips XL 20
(courtesy Philips Analytical UK) scanning electron microscope (SEM) at 7, 20 or 30kV. Samples of
synthetic magnesium whitlockite (Dr. P Shellis, Bristol, UK) and 3-tricalcium phosphate (Dr R
LeGeros, New York, USA) were prepared and observed as above.

Results
Orvstal Isolation.
In the following description of the isolation protocol development, the first pellet is that produced
by the lowest centrifugal force and the base of each pellet is the surface that was in contact with
the centrifuge tube.
Samples of full depth articular cartilage were removed from femoral heads prior to storage
at -70°C and on thawing before tissue mincing and digestion for TEM processing. Ultrathin
sections from these samples were compared to observe differences in crystal deposition,
attributable to freezing; samples were assessed qualitatively for changes in crystal size, shape,
distribution and deposition density. No differences were observed in any of these, although
damage to cellular ultrastructure was noted (data not shown). The initial isolation parameters used,
derived from the protocols for chondrocyte and matrix vesicle isolation, proved favourable,
although, as anticipated, modification was required.

A

24 hour incubation period proved

necessary to digest the majority of minced cartilage. The remaining macroscopic particles of
poorly digested tissue quickly sedimented on standing.

The initial centrifugation protocol

subjected the supernatant to 8,750 x g for 20 minutes to produce a pellet, then the subsequent
supernatant was centrifuged at 60,000 x g for 1 hour to produce a second pellet. The remaining
supernatant was also collected. Crystals were observed in the upper half of the first pellet and the
lower half of the second pellet, scattered diffusely in both, with an apparently higher density in the
first pellet. No crystals were observed in the processed samples of supernatant. The base of the
first pellet appeared to be composed of relatively large particulate debris some of which was
recognisable as particulate cartilage with in situ crystal deposition. The debris amongst isolated
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crystals and in the second pellet appeared to be of membranous or lipldic nature, becoming finer
in the second pellet.
On the basis of the above, a third centrifugation step was introduced at 35,000 x g for 30
minutes to produce three pellets. The majority of crystals were observed in the first two pellets
with the greatest density, though still very diffuse, appearing towards the top of the first pellet. No
crystals were observed in the third pellet.The appearance and distribution of the organic debris
remained as described above, but spread across three pellets. As a further modification, the
8,750 X g and 35,000 x g steps were maintained and a brief initial fraction was taken at 200 x g for
10 minutes, in an attempt to remove the particulate debris from the pellet with the greatest crystal
deposition. The distribution of crystals observed in pellets under this schedule is shown in figure
3.1a. Most of the crystals in the first pellet were associated with recognisable cartilage debris and
much of this pellet consisted of large particulate debris. As can be seen from the figure, most of
the crystals were spread diffusely through the second pellet or in the lower half of the third, the
crystals in this pellet being restricted to the lower end of the size range apparent in cartilage. The
debris in the second pellet appeared to be mainly lipldic and membranous; in the third pellet
debris was finer and small fibrillar components were observed.
In an attempt to concentrate the diffuse distribution within the 8,750 x g and 35,000 x g
pellets, treatments (i) and (ii), described above, were applied to them.

Re-suspension of the

pellet followed by centrifugation alone (i), appeared to produce a denser crystal band at the base
of the pellet. The addition of the detergent Triton X I00 to this treatment (ii) appeared only to
reduce the size of the individual components of the organic debris, without reducing the volume
of the pellets. An alternative approach of increasing the number of centrifugation steps within a
narrower overall range was applied. It was anticipated that the organic debris associated with each
pellet would be reduced proportional to crystal deposition in the crystal rich pellets. The re
suspension and centrifugation of treatment (i) was applied to each pellet . The distribution of
crystals within this series of pellets is outlined in figure 3.1b. It can be seen that the vast majority of
crystals were deposited in the 2,250 x g and 4,750 x g pellets and the deposition was at the base
of each pellet. The size range of crystals varied between the pellets; in the 2,250 x g pellet,
crystals at the pellet base ranged from 50-800nm in any one dimension, with 50-300nm crystals
plus the occasional erratic around 800nm observed throughout the depth of the pellet. In the
second pellet crystals ranged from 50-500nm at the base, with a range of 50-1 OOnm amongst
debris, with isolated crystals up to 200nm. The third pellet contained crystals with a size range
from 200-450nm at the base of the pellet with crystals scattered throughout the pellet ranging
from 50-1 OOnm a small proportion of which measured up to 150nm. In the final pellet a small
precipitate of crystals around lOOnm was observed at the base of the pellet, interspersed with a
few apatite-like 'needles', whilst 30-50nm crystals remained throughout the pellet. Organic debris
still accounted for the majority of the volume of both pellets.
To establish a standard isolation protocol, it was decided to take one pellet at 4,750 x g
after discarding the 200 x g pellet, followed by a 19,500 x g pellet, with the associated superatant
being discarded. This protocol is shown schematically in figure 3.2. and the typical distribution of
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crystals within the series of pellets from this regime is shown in figure 3.1c. This protocol
produced one crystal rich pellet in which the crystals formed a dense plug at the base of the pellet
with the bulk of the crystals being weighted at the pellet's centre (Fig.3.3). The majority of crystals
in this pellet ranged in size from 50-500nm in any one dimension with the largest crystal measured
at 610nm. The second pellet contained crystals with a reduced size range of 50-200nm, this
being reduced to 30 to 50nm at the top of the pellet. Although the crystal plug of the 4,750 x g
pellet was still associated with a large component of organic debris, it proved to be adequate for
selected area, electron diffraction studies. Initial attempts to generate x-ray diffraction patterns
from such pellets were, however, unsuccessful. The organic component generated a very high
background with a broad hump in the spectrum between five and twenty, two theta degrees
obscuring any signal from the mineral phase. It was decided to apply treatment (ill) to the 4,750 x g
pellet and to the second pellet collected at 19,500 x g to maximise the crystal yield. The resultant
pellet from this treatment appeared as a fine white powder on the wall of the centrifuge tube.
Under TEM and SEM this appeared to consist primarily of clumps of crystals with a shape and size
range consistent with those observed in cartilage sections (Figs. 3.4, 3.5a). The crystal clumps
tended to be associated with residual organic debris and amorphous debris, probably shavings of
tissue culture plastic incorporated into the digest when the tissue was minced.
The crystals isolated from articular cartilage and observed by SEM exhibited morphologies
approximating cuboidal or ovoid (Fig. 3.5a). The size range and shape of many of these crystals
exhibited strong similarities to those of synthetic magnesium whitlockite observed under the
same conditions (Fig. 3.5b).
No change in crystal morphology was identified between crystals in articular cartilage ECM
(Fig. 3.3d.) and either those in the crystal rich pellets (Fig. 3.3c.) or those having been completely
isolated (Fig. 3.4). Similarly there was no significant difference in the calcium to phosphorus ratios
of crystals in cartilage and those in crystal rich pellets (Table 3.1) or crystals in cartilage and isolated
crystals (Table 3.2).

Selected Area Electron Diffraction
Electron diffraction patterns generated from individual crystals within the articular cartilage
matrix exhibited ordered reproducible patterns (Fig. 3.6). The area of densely packed crystals at
the base of the 4,750 x g pellet generated diffraction patterns that, whilst not having complete
rings, contained arcs or rings of closely spaced spots which permitted measurement of d-spacings
(Fig. 3.7a). The mean d-spacings for crystal rich pellets from two isolation runs are listed in Table
3.3 and compared to those given in the JCPDS standard file 13. 404 for magnesium whitlockite.
This file provided the closest match of any of the calcium phosphate standard files. It can be seen
from the table that there is close correlation between diffraction rings with a relative intensity
greater than 30% in the standard file and those of the measured patterns. Electron diffraction
patterns were also generated from an area at the subchondral bone calcified cartilage interface, to
act as a control for the processing and diffraction technique (Fig. 3.7b). The d-spacings were
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measured and compared with the JCPDS standard file 9.432 and a precise match was observed
(Table 3. 3).

X-rav Powder Diffraction
The total crystal yield from cartilage removed from four femoral heads was pooled for
analysis by x-ray powder diffraction, as previous attempts with smaller samples had proved
unsuccessful. This pooled sample generated a distinct diffraction spectrum, which was only
partially affected by a high background between two and twenty four, two theta degrees,
attributed to amorphous material (Fig. 3.8). The spectrum was compared with JCPDS calcium
phosphate standard files and was shown to match that of magnesium whitlockite (Fig. 3.8a). As a
control trabecular bone chips from resected femoral heads were subjected to the same isolation
procedure used for crystals and the resultant mineral analysed by XRMA and x-ray powder
diffraction. The isolated mineral had a mean calcium to phosphorus ratio of 1.67(n=10,SD=0.08)
and the x-ray diffraction spectrum generated indicated no mineral phase change (Fig.3.8d).
The lattice constants and unit cell volume for the magnesium whitlockite crystals isolated
from cartilage are given in Table 3.4. Values of standards and those reported in the literature are
given for comparison.
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Fig. 3.1. Distribution of crystals in sequential, fractions under different centrifugation regimes: a.
pellets collected and examined after each spin, b. 200xg pellet discarded to remove large debris,
then sequential pellet fractions resuspended and spun at 35,000xg for 30 mins. prior to
examination, c. protocol similar to b., but only two crystal rich pellet fractions were collected.
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Cartilage + collagenase/TES buffer (5ml/0.5g. tissue)
incubated at 37°C for 24 hours with constant agitation.

Allow to settle for five minutes

Discard sediment

Centrifuge supernatant
200 X g for 10 minutes

Discard pellet

Centrifuge supernatant
4,750 X g for 20 minutes

Centrifuge supernatant
19,500 X g for 20 minutes

Resuspend pellets in 0.085M sodium
cacodylate buffer and centrifuge
at 35,000 X g for 30 minutes

Discard supernatant

Collect isolated crystal pellets and
process for TEM using standard techniques
in the absence of OsO,

Fig. 3.2. Schematic representation of the final protocol adopted for the production of crystal rich
pellets from articular cartilage, for analysis using selected area electron diffraction.
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Fig. 3.3. Comparison of the morphology of crystals in femoral head articular cartilage ECM with
those in a crystal rich pellet collected from articular cartilage digests from the same femoral
head; (a) TS through pellet, showing a dense band of crystals at the base (arrow), below
organic debris (D); (b) crystals at the base of a crystal rich pellet; (c) detail of the morphology of
isolated crystals, for comparison with (d) crystals in articular cartilage ECM.
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Ultrasonicate pellet in a 2.6% sodium hypochlorite solution .then
centrifuge at 35,000 x g for 15 minutes

Wash pellet in 0.085M sodium
cacodylate buffer, then centrifuge at
35,000 X g for 15 minutes. Repeat 2x

Wash pellet in 99% ethanol, then
centrifuge at 35,000 x g for 15
minutes

Air-dry and collect isolated crystals
for SEM, x-ray diffraction etc.

Fig. 3.4. Schematic representation of the protocol adopted to remove the remaining organic
debris from crystal rich pellets derived from cartilage digests (see Fig. 3.2). The electron
micrograph shows the edge of a clump of isolated crystals on a Piolform coated grid and
imaged by TEM.
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Isolation Expt.

Crystals in cartilage

Crystals in pellet

t-statistic

Expt. 5 (IP 46yrs)

1.37 (0.05)

1.40 (0.06)

1.39*

Expt. 7 (DT 87yrs)

1.44(0.04)

1.47 (0.28)

-0.31*

Expt. 8 (SS84yrs)

1.39 (0.04)

1.42 (0.05)

1.55*

Expt. 9 (AF78yrs)

1.36 (0.04)

1.41 (0.08)

1.68*

Expt.10 (ET 84yrs)

1.40 (0.04)

1.38 (0.04)

1.22*

*no significant difference between crystals in cartilage ECM and crystals in pellet (p 0.05:n=10).

Table 3.1. Comparisons of the calcium to phosphorus ratios of crystals in femoral head articular
cartilage ECM with crystals in crystal rich pellets collected from cartilage digests from the same
femoral head. Calcium to phosphorus ratios were determined using XRMA and crystal samples
were compared using the Student's t-test: values are means (SD).

Isolation Expt.

Crystals in cartilage

Isolated crystals

t-statistic

Expt. 8 (88 84yrs)

1.39 (0.04)

1.41 (0.04)

1.18*

Expt. 9 (AF 78yrs)

1.36 (0.04)

1.41 (0.06)

1.93*

Expt. 10 (ET 84yrs)

1.40 (0.04)

1.39(0.04)

0.55*

*no significant difference between crystals in cartilage ECM and isolated crystals (p 0.05: n=10)
Table 3.2. Comparisons of the calcium to phosphorus ratios of crystals in femoral head articular
cartilage ECM with crystals isolated from cartilage digests from the same femoral head. Calcium
to phosphorus ratios were determined using XRMA and crystal samples were compared using
the Student's t-test: values are means.
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Fig. 3.5

Fig. 3.5a. 'Cuboid' crystals, isolated from femoral head articular cartilage by collagenase digestion,
centrifugation and treatment with sodium hypochlorite, imaged by SEM.

Fig. 3.5b Synthetic magnesium whitlockite crystals imaged by SEM for comparison with 3.5a; note
the apparent cuboid or rhombohedral morpholgy (arrows).
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Fig. 3.6. Transmission electron micrograph of a 'cuboid crystal' in femoral head articular
cartilage matrix (YA 16yrs.)and the corresponding selected area electron diffraction pattern
generated from it.
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Fig. 3.7

Fig. 3.7a. A selected area electron diffraction pattern from a 'cuboid' crystal preparation. Crystals
were present in an ultrathin resin section (standard processing) of a crystal rich pellet produced by
collagenase digestion and centrifugation as outlined in Fig. 3.2. Although diffraction rings were
incomplete it was possible to measure d-spacings to clearly defined arcs. The 110 ring is indicated
for reference (arrow).

Fig. 3.7b. Electron micrograph of the area from which the diffraction pattern in 3.7a was
generated. Cuboid' crystals are present along the bottom edge of the pellet.

Fig. 3.7c. A selected area diffraction pattern from an area of the calcified zone of femoral head
articular cartilage, close to the subchondral bone interface. The tissue was processed for TEM by
the standard technique. The 002 ring is indicated for reference (arrow), evidence of preferred
orientation of crystals within the tissue is apparent here .

Fig. 3.7d. Electron micrograph of the area of calcified zone articular cartilage from which the
diffraction pattern in 3.7c was generated.
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Crystal isolation
specimen A.

Crystal isolation
specimen B.

Subchondral bone Hydroxyapatite
specimen.
standard file.

Mg whitlockite
standard file.

d-spacing (n: SD) d-spacing (n: SD) d-spacing Int. %
6.47

(1:0)

8.01
6.35

5.21
4.07
3.44
3.31

(9: 2.4)
(5: 2.6)
(5: 2.3)
(1:0)

5.22
4.02
3.41
3.3

20
30
45
30
55
10

3.16
2.97

(5:1.8) 3.16
(1:0)
-

(4:1.4)

3.16
2.97

65
10

2.83

(6:1.3) 2.86
2.73

(6:1.4)
(2: 0.7)

2.84
2.72

too

2.67
2.64
2.57
2.53

10

2.49
2.38
2.34
2.23

10
20
10
20

2.17
2.14
2.08
2.05

20
30
10
10

2.01
1.98
1.91
1.88

30
10
50
30

1.86
1.81

30
10

1.79
1.78
1.75
1.70
1.69

20
10
20
80
15

8.06
6.30
5.21
4.09
3.44
3.33

-

(2: 0)
(2: 0.3)
(10: 1.64)
(4: 8.03)
(7: 2.76)
(2: 2.8)

-

-

-

-

-

-

-

-

-

-

-

2.56

(9: 3.81)

-

-

2.56
-

(9: 2.5)
-

-

-

-

-

-

-

-

-

-

-

-

-

-

-

2.15
-

-

-

2.38

(2: 0.7)

2.19

(3: 1.52)

-

(1:0)
_

2.08

-

(1:0)

-

-

-

-

-

-

-

-

-

1.93
-

1.85

1.97
(4: 3.56) 1.94
-

-

-

(3: 0.6)
(1:0)
-

(2:6)

(2:1.41] 1.87

-

-

-

-

.

.

.

-

-

-

-

-

-

-

-

-

(1:0)

1.69
-

-

1.70
-

(8: 2.7)
-

d-spacing (n: SD) d-spacing Int. %
-

-

-

-

-

-

-

-

-

-

-

-

3.44

(4: 0)

-

-

-

-

8.17
5.26
4.72
4.07
3.88
3.51

12
6
4
10
10
2

3.44
3.17

40
12

3.08

18

2.77
2.72
2.63
2.52

60
60
25
6

2.30
2.26
2.23
2.15

8
20
2
10

2.13
2.07
2.06
2.0

4
8
2
6

1.94
1.89
1.87
1.84

30
16
6
40

1.81
1.78

20
12

1.75
1.72
1.68
1.64

16
12
4
10

25

5
80
10

2.77
2.72

(1:0)
(1:0)

-

-

-

-

-

-

(1:0)

2.28
-

-

-

-

-

-

-

-

-

1.95
-

-

1.85

-

-

(4: 0.5)
-

-

(4: 0.5)

-

-

-

-

-

-

1.73

(4: 0.5)

-

-

-

-

= measured d-spacings (Â) of frequently observed diffraction rings which
closely match those of JCPDS standard files.
Table. 3.3. Comparison of d-spacings measured from electron diffraction patterns generated by
two groups of isolated crystals with the 13.404 magnesium whitlockite standard file. The dspacings measured from diffraction patterns generated by mineral at the calcified cartilage /
subchondral bone interface are compared to the 9.432 hydroxyapatite standard file as a control.
Experimental values are means (n: SD).
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Fig. 3.8

Fig. 3.8a. An x-ray diffraction pattern generated from 'cuboid' crystals isolated from articular
cartilage. Crystals were isolated using collagenase digestion, centrifugation and sodium
fiypochlorite treatment. The diffraction pattern (blue) is compared with a magnesium whitlockite
standard file (13-404, JCPDS: green), showing an identifying match.

Fig. 3.8b. 'Cuboid' crystal pattern from 3.8a (blue) compared with a 8- TCP standard file (9-169,
JCPDS: green): similarities are present, but the the two patterns do not clearly match.
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Fig. 3.8

Fig. 3.8c. 'Cuboid' crystal pattern from 3.8a (blue) compared with a hydroxyapatite standard file (9432, JCPDS; green); the two patterns are clearly different.

Fig. 3.8d. An x-ray diffraction pattern generated from bone mineral isolated using the same
technique employed for cuboid crystal isolation. The diffraction (blue) is compared with a
hydroxyapatite standard file (9-432, JCPDS: green) showing a clear match, indicating no gross
alteration of bone mineral phase during the isolation process.
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Lattice constants
Mineral

a (A)

b(Â)

volume (Â3)

Magnesium whitlockite (std. file: 13.404)

10.37

37.19

3464

Magnesium whitlockite

10.35

37.09

3440

B-tricalcium phosphate (std. file: 9.170)

10.43

37.38

3522

B-tricalcium phosphate

10.43

37.31

3516

Crystals isolated from articular cartilage

10.31

37.19

3426

Geological magnesium whitlockite (Gopal ef a/1975)

10.33

37.10

3428

Whitlockite from intervertébral disc ( Rowles 1968)

10.31

37.19

-

Whitlockite from dental calculi (Sakae et a /1989)

10.35

37.24

-

Table 3.4. Comparison of lattice constants and unit cell volumes of crystals isolated from
human femoral head articular cartilage with those of known magnesium whitlockite and
B-tricalcium phosphate mineral phases, geological and biological whitlockites reported
previously and the corresponding JCPDS standard files.
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Discussion
The identification of the 'cuboid crystals' mineral phase as magnesium whitlockite is only
significant if the possibility of mineral phase changes due to the crystal isolation treatments can be
eliminated.
The crystals used in this study were derived from cartilage that had been stored at -70°C.
It could be speculated that freezing may cause or increase crystal deposition. Studies of storage
of synovial fluid samples containing calcium pyrophosphate crystals (McGill etal. 1991) indicated
that storage of crystals in their original mileau was optimised at -70°C, with no new crystal
formation, existing crystal dissolution, or morphological change being detected. The dissolution
of CPPD crystals had been reported previously within one week of storage at room temperature
and 4°C (Kerolus et al. 1989), although such drastic changes were not detected in the
subsequent study. McGill e ta l. (1991) suggested enzyme activity may be involved in crystal
dissolution. Recent TEM, freeze/thaw studies, using rabbit femoral condyle articular cartilage, did
not demonstrate any mineral formation in tissue that had been stored at -70°C (Tavakol et al.
1993). In the light of these studies and the observation of cartilage specimens from the same
femoral head taken before and after freezing, storage of specimens at -70°C was
considered.acceptable.
Although it has been demonstrated that crystal morphology, observed by SEM, as an
indicator of calcium phosphate mineral phases in biological calcifications can be misleading,
(Santos and Gonzalez-Diaz 1980, LeGeros et al. 1988, Sakae et al. 1989), the lack of change in
either Ca/P ratio or crystal morphology suggests that the mineral phase of crystals is not altered
due to any of the treatments to which they were subjected during crystal isolation. This conclusion
is further supported by the control studies analysing bone mineral, processed using the same
technique,

by both electron and x-ray diffraction. On the basis of solubility studies, using

synthetic calcium phosphate mineral phases,

Driessens (1988) reports that magnesium

whitlockite is less soluble than HAP under the same physico-chemical conditions. It would seem
reasonable to accept therefore that the mineral phase identified using the two diffraction
techniques is the same phase that may be observed in articular cartilage by TEM using the three
processing techniques described in chapter one. Indeed treatments reported to convert other
mineral phases to artefactual magnesium whitlockite are high temperature (900°C+) or radio
frequency, ignition or ashing techniques in the presence of magnesium (Blatt et al. 1958,
Ennever and Vogel 1980) The maximum temperature any of the crystals examined in this study
have been exposed to is 60°C whilst those prepared for x-ray diffraction were subjected to
temperatures not greater than 37°C.
The choice of TES-sucrose buffer for initial incubation and isolation was made to exclude
any extraneous phosphate from the system that might interfere with later analyses. This has been
used previously to isolate matrix vesicles from epiphyseal cartilage with the associated initial
mineral phase intact (AN et al. 1970). Disaggregation of bone using sodium hypochlorite solution
has been shown not to grossly alter the mineral phase, crystal size or shape of the isolated
crystals ( Weiner and Price 1986, Moradian-Oldak etal. 1991). In the studies cited crystals were
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washed in distilled water saturated with respect to hydroxyapatite. It was reported that in the
hypochlorite treated crystals did not undergo 'ripening' in saturated solutions, in contrast to the
behaviour of untreated crystals. Moradian-Oldak et al. (1991) attribute this phenomenon to the
sodium hypochlorite affecting the crystal surface: this was not considered to significantly affect
mineral phase and morphology studies (Moradian-Oldak at al. 1991). In the present study the
hydroxyapatite-saturated water was replaced with 0.085M sodium cacodylate buffer (pH7.4), on
the basis of earlier observations described in chapter one, to avoid introduction of extraneous
calcium and phosphate into to the system. A very recent report (Swan etal. 1992) has described
the development of a similar technique to the one used in this study, for extracting CPPD and
HAP crystals from articular cartilage. This also involved enzyme digestion, centrifugation and
sodium hypochlorite treatment, also control experiments exposing synthetic CPPD and HAP
crystals to the extraction procedure were undertaken. These experiments indicated that the
recovery of crystals was good and that, of those recovered, no alteration or addition of new
material, as a result of the procedure, was detected; further supporting the validity of the
technique developed in this study.
The standard isolation protocol developed for crystal analysis proved to be the most
economical method of preparing the limited crystal yields for a variety of uses. The two step
isolation provided the option of a crystal rich pellet for TEM processing and thin section analysis,
or to completion of the schedule to produce a crystal preparation with associated debris which did
not interfere with mineral phase analyses. To maximise the crystal yield, the second pellet,
produced at higher speed, was also taken to this stage, the yields being combined upon
completion of the process. Although not an immediate problem, the debris associated with the
final crystal isolate would need to be considered if this protocol was extended to produce crystals
for coincubation in tissue culture studies. The use of sterilised glass petri dishes during cartilage
mincing may prove effective in reducing the amount of extraneous debris. Further washing with
the possible introduction of a mild detergent may be investigated to eliminate lingering organic
debris.
As the electron diffraction patterns of individual 'cuboid crystals' are characteristic of single
crystals, the previous reports of these crystals, inferring such a structure, are justified (Ali and
Griffiths 1981, 1983, Marante et al. 1983,

Ali 1985, Stockwell 1990). This analysis is not

consistent with observations of apparently similar structures from other sites, using SEM and
TEM, described in the literature. Particles reported by Faure et al. (1980), from a subcutaneous
calcification of a patient with scleroderma and described as ovoid and spherical of a similar size to
the upper end of the 'cuboid' crystal range, were considered to be agglomerations of apatite
microcrystals. Crystals identified as apatite reported by Pritzker and Luk (1976) from knee joint
synovial fluid and a pulmonary nodule were described as ovoid or spheroidal and 100 to lOOOnm
in size with an electron dense shell surrounding an electron lucent core; these were suggested to
represent crystal deposition about an electron lucent impurity. They interpretted these particles
as being complex aggregations of hydroxyapatite crystallites combined with a more amorphous
calcium phosphate. The TEM and SEM images of crystals,particularly from the pulmonary nodule
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bore a strong resemblance to those from this study. The SEM Images of isolated 'cuboid' crystals
confirm the approximately cuboidal or spherical shape suggested from TEM studies, and support
SEM observations of plasma-ashed thick sections of crystal containing articular cartilage by Rees
etal. (1986).
This is the first report of magnesium whitlockite in articular cartilage and would account for
the 'cuboid', or more precisely rhombohedral morphology (Frondel 1941) of crystals described in
this study and elsewhere (Ali and Griffiths 1981,1983, Marante et al. 1983, Ali 1985, Stockwell
1990). The crystals are similar to those described for this mineral in synthetic (LeGeros et al.
1989), geological (Frondel 1941) and biological samples (Vahl e ta l. 1964, Schupbach e ta l.
1992): a more common observation than the variants described by Santos and Gonzalez-Diaz in
human urinary calculi (1980) and Sakae etal. in dental calculi (1989).
Magnesium whitlockite deposition has been reported in a number of biological
calcifications, both as calculi and in tissues and is reported to be a minor constituent of bone
mineral (Driessens and Verbeeck 1986). On the basis of solubility studies of synthetic calcium
phosphate mineral phases and experimental analyses of bone mineral from a number of species,
Driessens and colleagues have attributed up to fifteen percent of the inorganic phase of bone to
magnesium whitlockite, co-occurring with carbonated apatite phases as separate crystalline
particles (Driessens 1980, 1988, Driessens and Verbeeck 1980, 1986).

Identification of

pathological depositions containing magnesium whitlockite has been reported from a diversity of
sites. The most common of these are orally associated, with sites including dental calculi,
particularly sub-gingival (Tovberg Jensen and Rowles 1957, Knuuttila et al. 1979, Kani et al.
1983, Sundberg and Friskopp 1984, LeGeros et al. 1988, Sakae et al. 1989), arrested carious
dentine (Vahl etal. 1964, Rowles and Levine 1973, Daculsi etal. 1987, Schupbach et al. 1992),
and sialoliths associated with submandibular and parotid salivary glands (Burstein et al. 1979). The
occurrence of whitlockite has also been reported in urinary calculi (Santos and Gonzalez-Diaz
1980, Verplaetse et al. 1985), though it is considered a minor component in such situations.
Deposition of whitlockite within tissues has been reported at various sites including, aortic valvular
tophi (Gawoski et al. 1985), pulmonary calcifications (LeGeros etal. 1973, Bestetti-Bosisio 1984),
though this was not conclusive, and in cartilage from the nasal septum, trachea, epiglottis and
intervertébral disc (Rowles 1968). McCarty and colleagues (1983) have also identified whitlockite
amongst crystal populations of synovial fluid from the shoulder joint of a patient exhibiting
symptoms consistent with

'Milwaukee Shoulder

syndrome', by fourier transform infra-red

spectroscopic (FTIR) analysis. In a number of these reports the authors were unable to comment
on the biological significance of the presence of whitlockite (McCarty et al. 1983, Gawoski et al.
1985).
Magnesium whitlockite was discovered by Frondel in1941; It was described as a
geological mineral of hydrothermal origin, although subsequent reports of its presence in human
dental calculi (Tovberg Jensen and Rowles 1957) showed that the formation was not exclusively a
high temperature phenomenon. The calcium phosphate lattice of the mineral was shown to be
stabilised by the substitution of other cations including magnesium, manganous and ferrous ions
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(Rowles 1968). In biological calcifications this is restricted to magnesium (Rowles 1968), although
traces of ferrous ions have been reported in whitlockite depositions from subgingival dental calculi
(Sundberg and Friskopp 1984) . The x-ray diffraction pattern of whitlockite is similar to that of 8TCP(Tovberg Jensen and Rowles 1957, Calvo and Gopal 1975). 8-TCP does not form from
aqueous systems (LeGeros etal. 1989) and may only be formed at temperatures around 900°C
(LeGeros and LeGeros 1984), however the use of these two terms has become confused. In this
study magnesium whitlockite will be used for the mineral phase in which Mg2+, H2O and HP04^"
play a structural role and 13-TOP for the mineral with the formula Cag (P 0^i2 in which these three
components are absent. A third variant is possible in which H2O and HP04^ ' are absent but Mg^+
have replaced some of the Ca2+ jons in the 8-TCP structure.!However it seems reasonable to
assume that 8-TGP-like substances made in aqueous systems in the presence of Mg^+ contain
structural Mg2+, H2O and HP0 4 ^ ' and hence be considered magnesium whitlockites ( Dr JO
Elliott, personal communication). In biological depositions the mineral exists in a solid solution
series, with magnesium substituting for calcium in varying amounts. The smaller size of the
magnesium ion relative to the calcium ion has been used to explain the observed contraction in
lattice constants with increasing substitution of magnesium for calcium. Rowles (1968), from in
vitro studies, and Knuuttila at ai. (1980) from in vivo demonstration with dental calculi, noted that
the a axis of the crystal structure contracts as the magnesium content increases to a maximum of
fifteen percent of the cations, with a change in slope at ten percent, whilst the c axis also contracts
with increasing magnesium content, but reaches a minimum at around ten percent sustitution,
expanding again up to a maximum of about fifteen percent of the cation. This has been explained
by structural work on preferred sites of cation substitution relative to the percentage of
magnesium ions already present (Terpstra at ai. 1983, Elliot personal communication). The
relationship

has been used to estimate the percentage of magnesium present in biological

whitlockites (Rowles 1968, LeGeros and LeGeros 1984.). Marked differences have been
reported between the lattice constants of whitlockites formed in calculi and those from cartilages
(Rowles 1968). The lattice constants calculated for the whitlockite crystals in articular cartilage
correspond with those of tracheal and intervertébral disc cartilage. This would correspond to a
magnesium content of 4% by weight according to LeGeros and LeGeros (1984), and
approximates to the 3.8% reported by LeGeros (1974) as the theoretical maximum magnesium
substitution.
Studies designed to simulate the in vivo physico-chemical micro-environment of bone
and other calcification sites in order to determine the effects of magnesium on the formation and
transformations of various calcium phosphates known to occur in biological systems have enabled
Cheng and co-workers (1983, 1988) to identify conditions in which magnesium whitlockite is the
energetically favoured mineral phase. Initial studies showed that the presence of magnesium in,
and the Ca/P ratios of, the solutions were important in determining whether whitlockite would
precipitate or not. Subsequent work defined these conditions more specifically and showed that
with low [Ca^+] (InM ), no da novo mineral precipitation occurred, though brushite was detected
and transformed to HA. Whitlockite only precipitated at higher [Ca^+] (3mM) and was formed
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directly from an initial amorphous phase from solutions with [Ca^+]=3mlVI, [Mg^+J =im M and [Pi]
(10-30mM). When solutions contained [Ca^+]=3mlVI, [Pi] (10-30mM) with a Mg/Ca ratio <1 an
amorphous phase precipitated initially, transform ed to hydroxyapatite, with a further
transformation to whitlockite. Solutions containing [Ca^+]=3mlVI, [Pi]> 30mM wih a Mg /Ga ratio <1
precipitated an initial amorphous phase which transformed to brushite then underwent a
subsequent transformation to magnesium whitlockite.
In all these pathways the levels of [Ga], [Mg] and [Pi] were closer to those of saliva ([Ca]=13mM, [Mg] =0.1-0.5mM and [Pi] = 3-7mM) and urine ( [Ga]=0.7-7.8mM, [Mg] =0.7-7.8mM and [Pi]
= 7-45mM) than serum ( [Ga ultrafiltrate]=1.5mM, [Mg] and [Pi] both close to 1) (Gheng et al 1988).
In vivo observation of whitlockite deposition appears to support the in vitro studies. The
observation of whitlockite crystals in arrested dentine caries but not enamel caries (Daculsi et ai.
1979) has been suggested to be due to the higher Mg content of dentine (LeGeros 1981). Kani
at a/. ^ 983), from x-ray diffraction analyses of whitlockite and other phases in dental calculi
propose a mechanism for whitlockite formation in subgingival calculi in conditions of 'low pH and
high Ga/p ratio', whereby brushite is formed first and, in the presence of magnesium, is
transformed to whitlockite.
The in vitro studies above were carried out at fixed pH; in vivo studies have suggested
optimal pH conditions for whitlockite formation. LeGeros et ai. (1988) suggest that the difference
in oral pH between dogs (pH 8.5) and humans (pH 7) is responsible for the differences in mineral
phases of dental calculi observed between the two species, with, in the presence of magnesium
above about 0.1 (M g/G a), whitlockite being one of the favoured phases at the lower pH whilst not
occurring at the higher. Driessens et ai. (1985) correlated mineral phase deposition in calculi from
a number of species with salivary pH producing similar results.
The internal pH of articular cartilage is dependent on the negative fixed charge density of
the tissue, a characteristic imparted to the tissue by the proteoglycan constituent of the EGM. It
has been suggested that the pH of mid zone articular cartilage would be 0.3 units lower than the
external solution; variation in pH throughout the matrix would be proportional to the proteoglycan
concentration (Maroudas 1979). Regions of high proteoglycan concentration such as around cell
lacunae (Ratcliffe et ai. 1984) would be expected to have the lowest pH values. The
concentrations of a number of ions in articular cartilage have been measured by a variety of
techniques. Most recently Pritzker and colleagues (1987), using a technique of inductively
coupled plasma emission spectroscopy, determined wet weight values of [Ga] = 52.6 mM/kg, (Mg]
= 6.9 mM/kg and [Pi] =23.1 mM/kg for normal human articular cartilage. These values are
consistent with in vitro experiments of Benderly and Maroudas (1975) in that the total [Ga]
concentration of normal cartilage was 10 to 20 times that of unstructured interstitial fluid. The
concentration of [Ga] in fluid expressed from articular cartilage under controlled pressure was
determined by Sokaloff and Linn (1965) to be1.2mM/kg, similar to that for serum ionic calcium,
indicating that the bulk of [Ga] in the tissue is firmly bound. Values for extractable [Ga] from
cartilage comparable to those of interstitial fluid were determined by Howell et ai. (1968) and
Wuthier (1977). Much of the difference between extractable and total concentrations of [Ga] and
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[Mg] is likely to be attributable to the strong negative fixed charge density of proteoglycans. The
increase in [Pi] recorded by Pritzker and colleagues (1987) was shown to correlate strongly with
calcium, suggesting [Ga] is not only bound to the organic matrix, but also has a binding
relationship with extracellular [Pi]. These workers found no evidence of a mineral association, but
calculated that if mineral (apatite) was present it must have been less than 0.4% of the cartilage
wet weight. It is not clear whether any of thejproteoglycanbound ions would be available for mineral
formation. On the basis of the values determined for extractable [Ga] and [Pi] (Howell et a/. 1968),
both whitlockite and apatite mineral phases would be in equilibrium (Driessens 1988). Although
the work of Cheung and colleagues (1988) suggests that neither whitlockite nor apatite would
form de novo. Cheng et al. (1988) suggest that a slight elevation of pH from neutral, at which their
studies were conducted, to 7.4 -7.6 consistent with that of bone and epiphyseal cartilage (Howell
et ai. 1968), would enhance the propensity for HAP formation. Conversely a slight reduction in
pH would favour whitlockite formation, as the crystallinity of whitlockite and its propensity to form
has been shown to be greater when obtained at low pH (pH 5) (LeGeros et al. 1989).
The above conditions are considered in the absence of the promotional and inhibitory
factors associated with biological calcification described in the introduction. Tovberg Jensen and
Rowles (1957) suggested some 'further factor' must determine the appearance of whitlockite in
pathological calcifications. Knuuttila et al. (1980) suggested that zinc ions may act as nucleators in
the formation of whitlockite; they detected a thirty fold greater concentration of these ions in sub
gingival than supra gingival dental calculi. However zinc has not been detected in association with
the crystals studied here. The possibility of nucléation of magnesium whitlockite formation by
organic components has been suggested. Collagen fibrils have been repeatedly observed in
association with whitlockite deposition in urinary calculi (Santos and Gonzalez-Diaz 1980), and
dental calculi (Schupbach et al. 1992), although these authors considered crystal formation to be
independent of collagen fib ril presence.

Pritzker and

Luk

(1976)

suggested that

glycosaminoglycans may be responsible for the electron lucent core of crystals from a pulmonary
nodule, functioning as a nidus for crystal precipitation; this seems unlikely considering the
inhibitory effects on mineral formation determined for proteoglycans (Chen etal. 1984, Chen and
Boskey1985, 1986, Hunter et al. 1985). W hitlockite containing sialoliths from human
submandibular and parotid salivary glands have been shown to contain calcium-acidic
p ho sp ho lip id -p h o sp h a te

com plexes

pre do m in a ntly

of

p h o sp h a tid ylse rin e

and

phosphatidylinositol (Boskey et al. 1983). These membrane debris were suggested to nucleate
calcium phosphate mineral formation.
Identification of the 'cuboid' crystal mineral phase allowed comparison of the physical
conditions required for their deposition, with those expected within cartilage. The available data
suggested that likely prevailing conditions within cartilage would not support de novo whitlockite
formation. It would appear, therefore, that additional factors must be extant at sites of crystal
deposition.
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CHAPTER 4
ASSOCIATION OF CRYSTALS WITH MATRIX COMPONENTS
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introduction
Several organic components have been associated with the control of mineral formation in various
calcified tissues, either as promoters or inhibitors. These include extracellular matrix vesicles,
collagen fibrils, proteoglycans,

phospholipids, proteolipids, phosphoproteins, enzymes,

including alkaline phosphatase, and inorganic factors such as pyrophosphate.
Previous studies of 'cuboid' crystals and similar depositions have variously described
crystal deposition to be associated with matrix vesicles, cell debris and intramatrical lipidic debris
(All and Griffiths 1981, 1983, Ghadially and Lalonde 1981, Ali 1985, Stockwell 1990).
Identification of the organic component in each case was based on TEM observations only and it
has been suggested that such descriptions may be interchangable (Ghadially 1983). No study
has been undertaken to determine the nature of such crystal associated debris and it remains
unclear whether such structures are present at all sites of deposition.
Matrix vesicles have been implicated as sites of initial mineral formation in epiphyseal
cartilage and osteoid (Anderson 1967, Morris et al. 1992). They are identifiable in their own right,
using TEM, by size and morphological characteristics (Anderson at al. 1970), but also contain
notable alkaline phosphatase activity, a feature that has been used as a biochemical marker (Ali at
al. 1970, Ali 1976). Alkaline phosphatase, an isozymic membrane bound glycoprotein, has long
been associated with mineralization (Robison 1923). It was originally proposed that mineralization
was induced by raised inorganic phosphate levels mediated by the enzyme. Subsequently
proposed modes of activity include destruction of inhibitors of crystal growth, specifically
pyrophosphate (Fleisch and Neuman 1961), and function as an inorganic phosphate transport
protein in plasma membranes of target tissues. These and other possible modes of action have
been recently reviewed by Wuthier and Register (1985). Lipids have been associated with
pathological mineral deposition in articular cartilage (Ohira and Ishikawa 1987, Ohira atal. 1988).
Phospholipids, in particular the acidic phospholipids, phosphatidylserine and phosphatidylinositol
have been implicated in initial mineral formation (Boskey 1989) and, more recently, also in the
regulation of crystal growth (Boskey and Dick 1991). Proteoglycans have been shown to inhibit
HAP formation and growth in vitro (Blumenthal a ta l. 1979, Chen efa/.1984, Chen and Boskey
1985, 1986) and observations alluding to similar events occurring in vivo have been made
(Franzen atal. 1982, Campo and Romano 1986, Buckwalter and Rosenberg 1988).
It was decided to screen articular cartilage specimens for the presence or absence and
distribution of these tissue components in order to evaluate any association with magnesium
whitlockite crystals. This was considered to be an initial step in the investigation of the mode of
crystal formation. Standard TEM was used to examine the association of the intramatrical lipidic
debris described above with crystals and the u It restructurai detail of this material. More specific
methods employed for the identification of individual components are outlined here.
Safranin O is a cationic dye that binds to polyanions. In permanently mounted cartilage
sections this activity is restricted to proteoglycan components in a semi-quatltative manner, dye
molecules binding to negatively charged chondroitin and keratan sulphate molecules (Rosenberg
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1971). This therefore provides a suitable simple technique for observing changes in the
proteoglycan content of articular cartilage within and between specimens.
The Oil Red O method of Lillie and Ashburn (1943) provides an intense red positive stain
for lipids and has been used on cartilage with favourable results in earlier studies (Meachim and
Stockwell 1979). Although the Sudan Black B procedure provides a simple method of detecting
all the main lipid classes, the Oil Red O technique has been recommended for detailed histology,
localizing lipids more precisely (Bayliss High 1990).
Standard protocols of tissue preparation for TEM tend to leach out lipids (Ward and
Gloster 1976). Recently fixation with glutaraldehyde and malachite green (a water soluble weakly
basic diaminotriphenylmethane dye) has been proposed as a method of permitting retention of
such lipids during fixation (Teichman et a i 1972). The mechanism of reaction between lipids and
this fixative combination is not completely known. Teichman et al. (1972) suggest ionic attraction
between the two malachite green tertiary amines and the anionic groups of the lipids: whatever
the mechanism, malachite green appears to bind to hydrophilic phospholipids (Teichman et ai.
1974, Boshier et al. 1984, Nefussi et al. 1992). Osmium tetroxide fixation is required for
visualization of lipids preserved by this method, producing electron dense complexes apparent
on examination by TEM. This method has been used to study malachite green retained material in
several studies of cells and tissues including spermatozoa, dentin and bone nodules (Teichman
et a i 1972, Goldberg and Septier 1985, Goldberg and Escaig 1987, Nefussi et a i 1992).
Alkaline phosphatase activity has been localized ultrastructurally in many tissues including
growth plate and condylar cartilage (Matsuzawa and Anderson1971, Lewinson et a i 1982, Ralphs
and Ali 1986 ). The method used involved the deposition of electron opaque lead phosphate at
sites of enzyme activity. Reaction specificity has been shown to be retained if incubation is carried
out at pH 9, eiiminating confusion with the activity of other phosphatases (Doty 1980). This
method is considered to show the precise localization of alkaline phosphatase activity in thin
sections (Lewinson et a i 1982).
The above methods were used in this investigation with the aim of studying the presence
and distribution of ECM components described, relative to crystal deposition.

Materials and Methods

Specimens.
Samples of articular cartilage were taken as described in chapter one. The specimens used were
taken from normal femoral heads unless stated otherwise.

Histology.
Wax and frozen tissue sections prepared and cut as described in chapter one were subjected to
the following staining techniques.
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Safranin 0 staining
7^im wax sections were dewaxed with xylene (Merck, Poole, UK), re hydrated through a graded
alcohol series ( absolute, 96%, 70%) and washed in running tap water. Sections were stained with
Mayer's haematoxylin (Smith and Bruton 1977) for 15 minutes, differentiated in acid alcohol (1%
hydrochloric acid in 70% alcohol) and 'blued' in running tap water for about 5 minutes prior to
staining with 0.1% Safranin O (Rosenberg 1971 ; Raymond A Lamb, London, UK), acidified with a
few drops of glacial acetic acid, for 1 minute. Sections were taken directly to 96% alcohol then
transferred to absolute alcohol to complete dehydration, cleared with xylene and mounted in DPX
(Merck, Poole, UK).

Oil Red O staining
lOpm frozen sections collected on uncoated slides were floated off the slides into distilled water
prior to staining with freshly filtered oil red O (Raymond A Lamb, London, UK) in 60% isopropanol
(Merck, Poole, UK) (Lillie and Ashburn 1943)

for 15 minutes in a closed container. The

unmounted sections were then taken through 60% isopropanol and washed in distilled water
before counterstaining with Mayer's haematoxylin for 2 minutes followed by 'blueing' in tap water.
Sections were picked up onto uncoated slides and mounted in glycerine jelly (Raymond A Lamb,
London, UK).

All sections were examined and photographed using an Olympus BH2 photomicroscope.

Transmission Electron Microscopy.

Standard Processing.
Tissue samples were processed using the standard resin protocol for TEM as described in
chapter one.

Alkaline Phosphatase Electron Microscopic Histochemistry.
A metal salt method modified from that described by Lewinson and colleagues (1982) and Rees
and Ali (1988) was used. Blocks of full depth articular cartilage were fixed in 1.5% glutaraldehyde
in 0.085M sodium cacodylate buffer for 2 hours at 4°C; during this period the tissue was cut into
translucent full depth slices under a dissecting microscope, using a new razor blade. Samples
were washed in sodium cacodylate buffer and incubated in 10ml of 40mM Tris/HCI buffer (pH 9.0)
(Merck, Poole UK) containing 9mM sodium 8-glycerophosphate (Merck, Poole, UK), 5mM
magnesium chloride (Merck, Poole, UK) and 3.6mM lead nitrate (Merck, Poole, UK), for 30
minutes at 37°C (Lewinson et al. 1982, Rees and Ali 1988). Control samples containing
levamisole hydrochloride (Aldrich, Gillingham, UK), a potent uncompetitive inhibitor of liver, kidney
and bone alkaline phosphatase (van Belle, 1976), at a concentration of 2mM were included in the
incubation medium. Components of the incubation media were stored separately at -20°C in 2ml
aliquots at

concentrations that diluted to those given above when constituted to thelOmI
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incubation medium. Media were constituted immediately prior to tissue incubation in the order
described above, to avert precipitation. Samples were then washed in 0.085M sodium cacodylate
buffer (pH7.4), post fixed in 1% osmium tetroxide and processed as for the standard technique.

Glutaraldehyde-Malachite green-Osmium tetroxide fixation.
Blocks of full depth articular cartilage, approximately 1mm in 2 dimensions were taken from the
superior region of freshly resected femoral heads and fixed in 2% glutaraldehyde-0.1% malachite
green (Gurrs, London, UK) buffered in 0.085M sodium cacodylate (pH7.4) at 4°C for 12hours
(Boshier et a/.1984). Samples were buffer washed for 3 x 10 minutes then post fixed in 1%
osmium tetroxide for 90 minutes; processing was completed as for the standard technique.
Controls were processed normally without malachite green.

Ultrathin sections were cut, examined, stained and unstained, and recorded as described in
chapter one. XRMA and elemental mapping was carried out as described in chapter two.

Results
Specimens used for histological investigation had also provided samples for the image analysis
study in chapter one. The condition of these specimens has already been described in that
chapter.

Safranin O staining.
Safranin O staining intensity varied within cartilage sections and between samples. The most
intense stain was detected around chondrocytes, both within the lacunae and extending into the
territorial matrix, especially in mid zone cartilage. More distant ECM demonstrated a moderately
less intense positive stain in this region. A definite reduction in staining was noted in the
superficial zone from the articular surface extending to the top of the intermediate zone (Fig. 4.1).
In this region pericellular staining was restricted mainly to the territorial matrix, with sharp
attenuation in the surrounding ECM. The depth to which the lack of, or poor staining, extended
appeared greater in specimens from older patients (Fig. 4.1 a,b). In this group the reduced
staining intensity in inferior specimens appeared to extend deeper than superior specimens (Fig.
4.1). No similar reduction in staining was apparent at any of the cut edges of the specimens,
indicating the reduced staining in the superficial zone was not an 'edge' effect.

Oil red O staining.
The bright red positive stain for lipid (Lillie and Ashburn 1943) was most clearly observed
immediately below, and parallel to, the articular surface (Fig. 4.2). At low magnification, staining in
some specimens appeared as a continuous band. Higher magnification revealed intra and
extracellular staining. Intracellular staining was restricted to discrete, densely staining, lipid
droplets within the cytoplasm and occurred in chondrocytes throughout the depth of the tissue
(Fig. 4.2).The frequency of the droplets was greater in specimens from older patients. In the
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ECM, staining was slightly less intense and extended to one or two cells' depth in the superficial
zone. Within this region staining was observed as patches extending across interterritorial areas of
ECM and pericellularly (Fig. 4.2). Focal areas of increased staining intensity were observed
randomly within these patches and adjacent to the apices of superficial zone chondrocytes (Fig.
4.2c). Such areas contained structural features consistent with the location and extent of
intramatrical debris observed by TEM. Positive staining was abundant in both superior and inferior
sections of specimens from elderly patients in which crystal deposition had been demonstrated
by TEM. In young specimens (12 years) positive staining was clearly observed in superior regions
(Fig. 4.2e); however staining in the inferior regions was much less distinct, not being detected in
sections from the specimen that registered the lowest crystal deposition density in the image
analysis study (Fig. 4.2f).The extent and distribution of staining correlated well with the
distribution of crystals, observed by TEM, in sections of tissue from adjacent sites of the same
specimen (Fig. 4.2d,h). No staining was observed on any of the cut edges of tissue sections,
indicating the staining was not an 'edge' effect artefact.

Standard TEM.
Crystal distribution within the ECM has been described in chapter one. Here the relationship
between crystals and matrix components, observed by TEM is described in more detail.
Descriptions are drawn from all patient groups and joint sites where crystal deposition was
observed.
Crystals with a pericellular distribution, or those present at the sites of cell necrosis were
frequently associated with, or scattered amongst, intramatrical lipidic debris of a membranous or
amorphous nature (Fig. 4.3). Such structures, although variable in size particularly at sites of
necrosis, frequently fell within a 100-500nm range (Fig. 4.3). Similar bodies were also observed in
the ECM amongst the close packed tangential collagen fibrils between the articular surface and
the initial superficial zone chondrocytes (Fig. 4.3), an area commonly associated with crystal
deposition.
The association of crystals and intramatrical debris extended to deeper layers of cartilage,
occurring in association with two recognisable matrix features: first, pericellularly to chondrocytes
(Fig. 4.3) and second, associated with chondrocyte necrosis (Fig. 4.3f). Amorphous and
membranous debris were commonly observed at both locations, surrounding deposited crystals
in an environment of structures of variable size and electron density (Fig. 4.3). Crystals could not
be attributed to any characteristic structure, although these areas were clearly delineated within
the ECM and crystal deposition appeared similarly restricted (Fig. 4.3). Globular structures
approximately lOOnm in diameter, with evidence of a laminated structure and variable electron
density in unstained sections were observed in three specimens (Fig. 4.4). The densest of the
structures observed appeared crystalline with an XRMA spectrum and calcium to phosphorus
ratio that was consistent with those of 'cuboid' crystals. At one site signals for calcium and
phosphorus were detected in very small needle-like electron densities situated within and aligned
with the apparent laminar structure of one deposit (Fig. 4.4).
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Crystals were also observed In association with less common features within the ECM. In
two specimens, crystals were observed in close proximity to large extracellular lipidic debris
approximately 1pm in diameter (Fig. 4.3e). Giant collagen fibrils were also observed as focal
disruptions within the ECM (Fig. 4.5). At one site these were associated with the type of lipid
deposits described above (Fig. 4.5). These fibrils appeared to arise from the coalescence of
numerous normal fibrils. In longitudinal section the periodic banding of the giant collagen fibrils
was in register (Fig. 4.5). Such fibrils were randomly oriented and observed in the mid zone, away
from the tidemark. 'Cuboid' crystal deposition was again observed at such sites with the extent of
deposition restricted to the area of matrix abnormality (Fig. 4.5). Whorls of crystals appearing
needle shaped in thin section were also observed in close proximity to 'cuboid' crystals. These
aggregates appeared to centre upon amorphous structures within the matrix (Fig. 4.5) and
contained calcium and phosphorus. Similar structures were also noted in the superficial zone of
one specimen (YA 16 years).

Alkaline phosphatase localization.
The method described for alkaline phosphatase histochemical localization satisfied requirements.
Incubation media constituted from the stored aliquots of the component parts remained clear
throughout the incubation period and non-specific lead phosphate deposition, such as edge'
effects, was not observed.
Hypertrophic chondrocytes

in close proximity to the mineralizing front were used as

positive controls. In younger specimens (12-20 years) the positive control sites described above
demonstrated well defined areas of electron opaque lead phosphate deposition, indicative of
alkaline phosphatase activity (Fig. 4.6a) and not apparent in levamisole treated controls (Fig.
4.6b). Alkaline phosphatase activity was localized in discrete distribution to chondrocyte
membranes, at the end of cell processes, associated with vesicles on the internal side of the
plasma membrane (Fig. 4.6a), and associated with vesicular structures in the surrounding matrix
(Fig. 4.6c). Activity was detected up to 50pm from the mineralization front. No activity was
detected within this region of tissue from elderly patients. Levamisole control sections contained
sparse beading of lead salt deposition along the plasma membrane of a small number of
chondrocytes immediately adjacent to the mineralization front (Fig. 4.6b,d). It was not possible to
detect lead salt deposition in the superficial zone associated either with chondrocyte membranes
(Fig. 4.6e), or in areas of the ECM where crystal deposition was observed in any specimens (Fig.
4.6g). Indeed there was no detectable difference between experimental and levamisole treated
sections (Fig. 4.6g,h).

Glutaraldehvde-malachite areen-osmium tetroxide fixation.
Tissue fixation by this method proved satisfactory, although chondrocyte ultrastructure was
slightly less well preserved than that achieved with the standard processing technique. Ultrathin
sections processed using the malachite green method demonstrated electron dense features
not observed in sections from tissue processed by standard techniques (Fig. 4.7a-d). These were
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most obvious in unstained sections, contrasting sharply with surrounding unstained tissue. The
electron dense features interpreted as lipid deposits were present both intra-cellularly and within
the ECM. Intra-cellular deposits were consistent with previous observations of lipid droplets,
although not all droplets exhibited strong electron density, whilst some showed mixed density
(Fig. 4.7e,f). Extracellularly the distribution of the lipidic bodies varied with depth in the tissue. In
the superficial region, the bodies appeared globular or ovoid approximately 100nm in diameter
and occurring at frequent intervals in the matrix amongst tangentially orientated collagen fibrils
(Fig. 4.7i,j). Co-occurrence of crystals and the slightly less electron dense lipidic bodies was
noted in approximately 10% of crystal observations (Fig. 4.7g,h); the observation of both crystals
and lipid bodies occurring separately being more frequent. In the intermediate, mid and deep
zones similar electron densities were apparent, although the distribution was different. The
deposits were larger, up to ten fold and appeared multi lobular (Fig. 4.7kl). The distribution within
the matrix was clearly sparser, with orientations along collagen fibrils noted. That this was not a
diffusion artefact was indicated by a similar distribution at the cut edges of mid and deep zone
tissue. Elemental maps of ultrathin sections, processed using malachite green demonstrated
strong phosphorus signals associated with the lipid deposits, no such signals were generated
from comparable regions of ECM in sections of tissue from adjacent sites processed using the
standard technique (Fig. 4.8).
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Fig. 4.1

Fig. 4.1a. Elderly articular cartilage from the superior region of the femoral head, stained with
Safranin 0 and Mayer's haematoxylin. A poorly stained band of tissue is observed extending from
the articular surface to to the bottom of the superficial zone; (DT 87 years).

Fig. 4.1b. Elderly articular cartilage from the inferior region of the femoral head, stained with
Safranin O and Mayer's haematoxylin. A broad, poorly stained band of tissue, extending from the
articular surface to the intermediate zone is apparent: limited pericellular staining within this band is
observed (arrows): (DT87 years).

Fig. 4.1c. Young adult articular cartilage from the superior region of the femoral head, stained with
Safranin O and Mayer's haematoxylin. A narrow, poorly stained band of tissue is present
immediately below the articular surface, with a gradual increase in the staining intensity of the ECM
from the superficial zone to the deep zone: (MG 12 years).

Fig. 4.1 d. Young adult articular cartilage from the inferior region of the femoral head, stained with
Safranin O and Mayer's haematoxylin. A poorly stained band of tissue is present immediately
below the articular surface, with a gradual increase in the staining intensity of the ECM from the
superficial zone to the deep zone: (MC 12 years).
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Fig. 4.2

Fig.4.2a. Elderly articular cartilage from the superior region of the femoral head, stained with Oil
red 0 (counterstained with Mayer's haematoxylin). A strong positive stain can be seen
immediately below the articular surface, whilst the ECM below remains clear: (DT 87 years).

Fig. 4.2b. Elderly articular cartilage from the inferior region of the femoral head, stained with Oil red
0 (counterstained with Mayer's haematoxylin). A strong positive stain can be seen immediately
below the articular surface, whilst the ECM below remains clear: ( DT 87 years).

Fig. 4.2c. Detail of the section shown in 4.2a; the positive Oil red 0 stain is seen as a narrow band
below the articular surface, and with a close pericellular distribution. Intracellular lipid droplets are
also observed with a positive stain (arrow).

Fig. 4.2d. Electron micrograph of superficial zone articular cartilage, from the same site as that
shown in 4.2c. Crystals can be clearly observed in the ECM below the articular surface (A), and in a
pericellular distribution. Unstained section.
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Fig. 4.2

Fig. 4.2e. Young adult articular cartilage from the superior region of the femoral head, stained with
Oil red 0 (counterstained with Mayer's haematoxylin). A narrow, broken band of positive staining
is present immediately below the articular surface, whilst the ECM below remains clear: (Ml 12
years).

Fig. 4.2f. Young adult articular cartilage from the inferior region of the femoral head, stained with
Oil red 0 (counterstained with Mayer's haematoxylin). No evidence of positive staining in the ECM
is present (D F10 years).

Fig. 4.2g. Detaii of the section shown in 4.2e; the positive Oii red 0 stain forms a narrow patchy
band below the articular surface. Intracellular lipid droplets are also observed with a positive stain
(arrow).

Fig. 4.2h. Electron micrograph of superficial zone articular cartilage, from the same site as that
shown in 4.2g. Crystals are present in the ECM, immediately below the articular surface (A).
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Fig. 4.3

Fig. 4.3a. Superficial zone chondrocyte with pericellular lipidic debris (D). Crystals (0) are present
in close association with the debris as well as the ECM above the chondrocyte: (Femoral head, KM
43 years). Unstained section.

Fig. 4.3b. A focal area of intramatrical lipid debris (D), possiblely derived from chondrocyte
necrosis, in superficial zone articular cartilage. Crystal deposition (C) is concentrated within this
area. The surrounding ECM shows relatively sparse crystal deposition: (Metacarpal, 62 years).
Unstained section.

Fig. 4.3c. Intramatrical lipid deposition (D) in superficial zone articular cartilage. Crystals present
within this area are larger and at a higher density than in the surrounding ECM: (Carpal, IB 19
years). Unstained section.
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Fig. 4.3

Fig. 4.3d. Pericellular distribution of intramatrical lipidic debris (D) in deep zone articular cartilage.
Crystal deposition (0) is present within the area of debris, but not in the surrounding ECM:
(Femoral head, CL 81 years,). Section stained with uranyl acetate and lead citrate.

Fig. 4.3e. Crystal deposition associated with isolated, large, extracellular lipid deposits (D): (Radial
head, IB 19 years). Unstained section.

Fig. 4.3f. Site of chondrocyte necrosis (N) in fibrillated, femoral head, articular cartilage. Crystal
deposition (C) is present amongst the necrotic material: (RB 60 years). Section stained with uranyl
acetate and lead citrate.
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Fig. 4.4

Fig. 4.4a. Focal distribution of lipidic structures (L) in intermediate zone, articular cartilage ECM.
Crystal deposition is apparent within this area (C) and fine mineral deposition is present within the
outline of one lipid structure (arrow): (Femoral head, VO 85 years). Unstained section.

Fig. 4.4b. Detail of 4.4a; a lipidic body (L), adjacent to a crystalline deposit (C), shows an
apparently laminated structure along which is aligned fine material with an electron density
consistent with apatite or whitlockite mineral. Unstained section.

Fig. 4.4c. XRMA spectrum generated from the crystailine deposit shown in 4.4b. The spectrum is
consistent with those generated from 'cuboid' crystals.
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Fig. 4.5

Fig. 4.5a. A 'microscar' in deep zone articular cartilage. Crystal deposition (0) is focussed within
this area, in association with lipid debris (L) and amianthoid fibres (A): (Radial head, IB 19 years).
Unstained section.

Fig. 4.5b. Detail of 4.5a; 'cuboid' crystals and apatite-like needles (arrow) are present within the
'microscar* area. Unstained section.

Fig. 4.5c. Detail of 4.5a; Amianthoid fibres (A) within the microscar, adjacent to crystal deposition.
Section stained with uranyl acetate and lead citrate.
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Fig. 4.6

Fig. 4.6a. Hypertrophic chondrocytes close to the calcification front in articular cartilage incubated
to demonstrate alkaline phosphatase activity. Lead salt deposition (arrows) associated with cell
membranes indicates activity of the enzyme: (Femoral head, C K 16 years).

Fig. 4.6b. Hypertrophic chondrocytes close to the calcification front in articular cartilage incubated
as in 4.6a but in the presence of levamisole hydrochloride to provide a negative control. Lead salt
deposition (arrow) is limited to fine beading close to the cell membrane: (Femoral head, CK 16
years).

Fig. 4.6c. ECM close to the calcification front in articular cartilage incubated to demonstrate
alkaline phosphatase activity. Lead salt deposition is associated with matrix vesicles and initial
mineral deposition (arrows): (Femoral head. Ml 12 years).

Fig. 4.6d. ECM close to the calcification front in articular cartilage incubated as in 4.6c, but in the
presence of levamisole hydrochloride to provide a negative control. Lead salt deposition is
extremely limited (arrow): (Femoral head, CK 16 years).
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Fig. 4.6

Fig. 4.6e. Superficial zone chondrocyte with associated matrical debris (D) and crystal deposition
(C), in articular cartilage incubated to demonstrate alkaline phosphatase activity. No lead salt
deposition is apparent: (Femoral head, CK 16 years).

Fig. 4.6f. Superficial zone chondrocyte with associated matrical debris (D) and crystal deposition
(0), in articular cartilage incubated as in 4.6e, but in the presence of levamisole hydrochloride to
provide a negative control. No lead salt deposition is apparent: (Femoral head, Ml 12 years).

Fig. 4.6g. Crystals in the ECM of superficial zone articular cartilage incubated to demonstrate
alkaline phosphatase activity. No lead salt deposition is apparent: (Femoral head. Ml 12 years).

Fig. 4.6h. Crystals in the ECM of superficial zone articular cartilage incubated as in 4.6g, but in the
presence of levamisole hydrochloride to provide a negative control. No lead salt deposition is
apparent: (Femoral Head Ml 12 years).
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Fig. 4.7

Fig. 4.7a. Superficial zone ECM of articular cartilage, fixed using tfie malacfiite green metfiod.
Crystals (0) and electron dense lipidic debris (D) are apparent in the matrix: (Femoral head, CM 30
years). Unstained section.

Fig. 4.7b. Superfical zone of articular cartilage, fixed by the standard method. Crystals (C) are
apparent in the matrix: (Femoral head, CM 30 years). Unstained section.

Fig. 4.7c. Superficial zone ECM of articular cartilage, fixed using the malachite green method.
Electron dense lipidic debris (D) are apparent throughout the matrix : (Femoral head, CM 30
years). Unstained section.

Fig. 4.7d. Superficial zone ECM of articular cartilage, fixed using the standard method. No
electron dense lipidic debris are present: (Femoral head, CM 30 years). Unstained section.
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Fig. 4.7

Fig. 4.7e. Chondrocyte in the superficial zone of articular cartilage, fixed using the malachite
green method. Pericellular, electron dense lipidic debris are present in the ECM: (Femoral head,
CM 30 years). Section stained with uranyl acetate and lead citrate.

Fig. 4.7f. Chondrocyte in the superficial zone of articular cartilage, fixed using the malachite green
method. Electron dense lipid is present intracellularly (L) and scattered through the ECM:
(Femoral head, CM 30 years). Unstained section.

Fig. 4.7g. Superficial zone ECM of articular cartilage, fixed using the malachite green method.
Crystals (C) are observed in close association with electron dense lipidic debris (D): (Femoral
head, CM 30 years). Unstained section.

Fig. 4.7h. Superficial zone ECM of articular cartilage, fixed using the malachite green method.
Crystal (C) observed in close association with electron dense lipidic debris (D): (Femoral head, CM
30 years). Unstained section.
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Fig. 4.7

Fig. 4.71. Superficial zone ECM of articular cartilage, fixed using the malachite green method.
Small electron dense lipidic debris are scattered throughout the matrix: (Femoral head, CM 30
years). Unstained section.

Fig. 4.7j. Detail of 4.7i, showing globular electron dense lipidic debris in the ECM. Unstained
section.

Fig. 4.7k. Deep zone ECM of articular cartilage, Fixed using the malachite green method. Electron
dense lipidic debris are sparsely distributed through the matrix in comparison with 4.71: (Femoral
head, CM 30 years). Unstained section.

Fig. 4.71. Detail of 4.7k, showing multi lobular, electron dense lipidic debris in the ECM. Unstained
section.
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Fig. 4.8

Fig. 4.8a. Superficial zone articular cartilage, fixed using tfie malacfiite green metfiod. Crystals (0)
are present in tfie EClVI and electron dense lipid is apparent in tfie territorial matrix and witfiin tfie
cfiondrocyte (D): (Femoral fiead, CM 30 years). Unstained section.

Fig. 4.8b. XRMA calcium map of tfie area sfiown in 4.8a, indicating tfie crystals (C).

Fig. 4.8c. XRMA pfiospfiorus map of tfie area sfiown in 4.8a, indicating crystals (C) and lipid (D).
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Fig. 4.8

Fig. 4.8d. Crystal (0) and associated electron dense lipid (D) in superficial zone articular cartilage,
fixed using the malachite green method: (Femoral head, CM 30 years). Unstained section.

Fig. 4.8e. XRMA calcium map of the area shown in 4.8d, indicating the crystal (0).

Fig. 4.8f. XRMA phosphorus map of the area shown in 4.8d, indicating crystal (0) and lipid (D).
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Discussion
Evidence of a role in whitlockite crystal nucléation for each of the ECM components examined will
be assessed individually.
The distribution of safranin 0 staining observed is consistent with previous studies,
which reported low proteoglycan concentrations in the superficial zone relative to deeper zones.
These concentrations were determined by histological, biochemical and immunocytochemical
methods (Stockwell and Scott 1967, Venn and Maroudas 1977, Maroudas 1979, Bayliss et al.
1983, Ratcliffe et al. 1984). Reduction in safranin 0 staining intensity in the superficial zone of
cartilage sections may be of significance in relation to magnesium whitlockite crystal formation and
patterns of deposition.
Aggregating proteoglycans have been shown to inhibit hydroxyapatite formation and
growth in vitro (Blumenthal et al. 1979, Chen etal. 1984, Chen and Boskey 1985, 1986). This
function has been attributed to both hydrodynamic size (aggregates were more active than
monomers, which were more active than isolated side chains) and the fixed negative charge
density of the aggregates. Both these factors are thought to interfere with the diffusion rates of
calcium and phosphate ions, and the negatively charged groups, particularly chondroitin
sulphates (Hunter etal. 1985), may interact with active growth sites on HAP nuclei further
reducing HAP proliferation. In vivo disaggregation and degradation of proteoglycans at the
mineralizing front of growth cartilage (Franzen etal. 1982, Campo and Romano 1986, Buckwalter
and Rosenberg 1988) may make them less effective inhibitors, enabling mineral formation.
The effect of proteoglycans on whitlockite formation has not been reported. Magnesium
is known to inhibit HAP formation, stabilizing precursor states (Blumenthal et al. 1979), whilst
biolgical apatite has been shown to transform to magnesium-substituted 8-TCP (a mineral phase
with close structural similarity to whitlockite as described in chapter three), in the presence of
magnesium, at temperatures in excess of 900°C (Bigi et al. 1992). Considering the structural
similarity between HAP and whitlockite suggested by these observations, it may be reasonable to
speculate that proteoglycans would be inhibitive to magnesium whitlockite formation.
Given the above properties it may be expected that proteoglycans would arrest crystal
growth in uncalcified cartilage, with regions of relatively low proteoglycan content having greater
susceptibility to calcification.
On initial observation of specimens from elderly patients in this study, and those
examined by Ali and colleagues (1981, 1983, 1985, 1986) and Stockwell (1990) this premise
appears to be supported by a number of findings. First, electron microscopic observation has
shown a rapid drop in the proportion of aggregated monomers, monomer length and side chain
length, with age (Buckwalter and Rosenberg 1988). These authors observed the variation in
monomer length to be related to variation in the length of the chondroitin sulphate rich region.
Secondly,the superficial zone is also one of the first sites of proteoglycan loss in cartilage
degeneration (Meachim et al. 1965). Thirdly, femoral head articular cartilage from cases of
subcapital fracture have been shown to have reduced proteoglycan content (Roberts et al. 1986).
A further site correlating low proteoglycan content and crystal deposition is human meniscus, with
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a proteoglycan content of about one tenth that of articular cartilage, partly made up of small, non
aggregating proteoglycans (Buckwalter and Rosenberg 1988). Calcified bodies very similar to
cuboid crystals have been reported at this location (Ghadially and Laionde 1981).
On closer inspection, the association of crystal deposition with low proteoglycan
concentrations is not fully consistent. It can be seen that the reduction in safranin O staining is
more extensive than the depth of the band of crystal deposition, particularly in older specimens.
Crystal deposition is also apparent in young specimens where proteoglycan aggregation is
reportedly high (Buckwalter and Rosenberg 1988). In deeper tissue, crystals frequently occur in a
pericellular distribution, an area rich in proteoglycan (Poole etal. 1980, Ratcliffe etal. 1984). Whilst
proteoglycans are clearly potent inhibitors of HAP formation and growth and hence may be a
factor in the regulation of whitlockite crystal formation they would not appear to be the prime
determinant of crystal deposition.
The distribution of alkaline phosphatase activity was consistent with results of earlier
studies of normal human articular cartilage (Ali and Bayliss 1974, Rees and Ali 1988). These
authors reported, from biochemical and electron histochemical studies, that alkaline phosphatase
activity was extremely low in articular cartilage from elderly individuals, the greatest reduction
having occurred by the third decade of life. In such specimens the enzyme was restricted to
hypertrophic chondrocytes and associated matrix vesicles within forty microns of the tidemark.
Rees and Ali (1988) reported that chondrocytes and vesicles in the middle and superficial zones
did not show alkaline phosphatase activity.
If it is assumed that crystal formation occurs, within or close to regions in which deposition
was observed, and that variation in crystal size is indicative of recent crystal formation, detection of
alkaline phosphatase activity in such areas may be taken to indicate an association between
crystals and enzyme. The failure to detect alkaline phosphatase activity does not rule out the
involvement of the enzyme in crystal formation, merely indicating that the enzyme was not active
at the time the specimens were taken. It should also be noted that approximately 40% of the
enzyme's activity is retained with the tissue fixation and processing technique employed in this
study (Doty 1980). There is therefore the possibility that any weak enzyme activity may have
remained undetected.
The formation of bone mineral has been associated with matrix components, with much
supporting evidence from u It restructura I observation. The precise mechanism is subject to
debate, but most workers agree that matrix vesicles and/or collagen fibrils, depending on tissue
location, are integral in heterogenous nucléation of the initial mineral phase (Ali 1983, Landis
1986, Glimcher 1989, Anderson 1992,

Arsenault 1992).

No specific association with

recognisable ultrastructural features was observed in this study. This differs from reports by Ali
and colleagues (1981a,b, 1983, 1985), who describe matrix vesicles associated with crystals in
OA cartilage, and Stockwell, who describes matrix vesicle-like structures amongst cell debris
associated with crystals in normal articular cartilage from elderly patients. The report by Ghadially
and Laionde (1981), describing intramatrical lipidic debris associated with calcified bodies in
human semilunar cartilages, is more consistent with the present study. The only apparent
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common ultrastructural association was with mixed amorphous and membranous material
described previously as intramatrical lipidic debris (chapter one and Ghadially 1983). This might be
expected, as matrix vesicles are considered to be extracellular organelles generated, certainly in
epiphyseal cartilage, by a controlled cellular process, feasibly by fluctuations in membrane fluidity
(Boskey 1989) and charged with a variety of phospholipids and enzymes consistent with their
proposed function of heterogenous mineral nucléation (Ali et al. 1970, Ali 1976, Peress at al.
1971, 1974, Wuthier 1973, Dean et al 1992). It would appear improbable that they would be
present at the variety of crystal deposition sites; less specific membrane fragments and lipidic
debris would be easier to envisage.
The association between intramatrical lipidic debris and crystal deposition is strengthened
by observations of crystal deposition away from the superficial zone. In the intermediate and deep
zones crystal deposition was restricted to necrotic cell debris, intramatrical lipidic debris both
pericellular and in more remote matrix, and associated with the rare observation of giant collagen
fibrils or amianthoid fibres (Ghadially 1983). Amianthoid fibres have been reported as rare
occurrences in aged and fibrillated tissue, filling dead cell spaces and effectively forming
microscars (Ghadially 1983); similar giant collagen fibres have also been reported in areas of matrix
degeneration and HAP deposition in OA articular cartilage (Ohira and Ishikawa 1987). As
intramatrical lipidic debris is also considered to be the product of chondrocyte necrosis (Ghadially
1983) it would appear that crystal deposition, at least away from the superficial zone, is associated
with chondrocyte necrosis. This would suggest the co-occurrence of amianthoid fibres and
crystals is not causally related, but a consequence of cellular degeneration.
Mixed crystal deposition, whorls of needle like crystals associated with a central lucent
area, amongst cuboid deposition, both in the microscar and in superficial cartilage, was an
extremely rare observation. Bone mineral crystals observed as needles in thin section have
proved to exhibit a plate-like morphology (Weiner and Price 1986, Arsenault and Hunziker 1988,
Landis at al. 1992). From the observed morphology it may be speculated that the needle-like
crystals in this study were apatitic in nature. Similar fine needle-like crystal deposition close to the
surface of intact full depth cartilage from OA specimens has been reported previously (Ali and
Griffiths 1981a,b, 1983, Ali 1985). Clustering of the crystals around an electron lucent centre
shares similarities with the report by Pritzker and Luk (1976) of spherical apatite crystals from a
pulmonary nodule; however deposition observed in this study is much fin e r , individual needles
forming a corona around the centre rather than dense crystal deposition. The lucent core was not
identified, though the amorphous appearance suggests it may be lipidic. The rare observation of
laminated lipidic structures amongst intramatrical lipidic debris requires comment. Micrographs
would appear to suggest small lipidic bodies undergoing mineralization to produce crystals of
similar size, if not morphology, to cuboid crystals. The lipidic bodies, whilst of a similar size to matrix
vesicles, do not bear any structural similarities with these extracellular organelles (Bonucci 1967,
Anderson 1967). The apparent mineralization of these rare structures was only observed on one
occasion, in mid zone cartilage. Further observations would be necessary before a significant
interpretation relating to crystal formation could be entertained.
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Intramatrical lipid has been associated with pathological deposition of apatite and CPPD in
previous ultrastructural studies of articular cartilage (Ohira and Ishikawa 1987, Ohira et al. 1988).
The observation of oil red O staining for lipid in the the ECM, as a fine band immediately below the
articular surface, is a documented feature of normal articular cartilage (Ghadially at al. 1965,
Meachim and Stockwell 1979). Lipid forms about one percent wet weight of articular cartilage,
although this varies between individuals (Meachim and Stockwell 1979). Diffuse lipid in the
superficial zone ECM is commonly present by the third decade, although it is infrequent and
minimal in childhood and adolescence (Stockwell 1965, Ghadially et al 1965). Bonner etal. (1975)
showed that in the superficial 0.5-1 mm layer, total lipid increases between the ages of fifteen and
sixty six years to a far greater extent than in deeper cartilage. It has been shown that this superficial
zone deposition reacts histochemically for phospholipid and neutral lipid (Stockwell 1965). The
less intense matrix stain relative to that of intracellular lipid droplets may be indicative of a more
diffuse distribution of lipid within the ECM or a reflection of the nature of the lipid. Some
phospholipids are reported to appear pink when stained with Oil red O (Bayliss High 1990). The
apparent co-localization of the Oil red O stain and crystal distribution, notable for both matrix
location and differences in extent with age is interesting in that Ghadially (1983) suggested that
components of the intramatrical lipidic debris, thought to be responsible for the staining in this
study, become sites where calcium salts are deposited in menisci (Ghadially and Laionde 1981)
and deeper normal articular cartilage (Ali 1985, Rees and Ali 1988).
A probable identification of the Oil red O staining component and its association with
crystal deposition has been provided by TEM examination and elemental mapping of tissue fixed
using the glutaraldehyde-malachite green-osmium tetroxide fixation method. Teichman and
colleagues (1974) report that phospholipids are preserved in tissue during TEM processing using
this method and imparted with an electron dense character relative to surrounding unstained
tissue. The dense globular bodies observed in sections from tissue processed by this method are
considered to be phospholipid. This is supported by the phosphorus signal generated by them
and observation of similar dense bodies found in cells including rabbit spermatozoa (Teichman et
al. 1974) and bone nodules grown in vitro (Nefussi et al. 1992). Several electron micrographs
show that intracellular lipids appear to be partly dislodged from their location during specimen
processing (Fig. 4.8a), an observation similar to those made by Nefussi et al. (1992). These lipid
droplets appear to remain in contact with the chondrocytes or at least within in the lacunae,
remaining distinct from the smaller deposits within the ECM, which correspond with the
distribution of intramatrical lipid debris described by Ghadially (1983) and are considered a
component of these.
The acidic phospholipids phosphatidylserine and phosphatidylinositol have been closely
associated with HA formation at a number of physiological sites, including matrix vesicles in the
epiphyseal growth plate (Wuthier et al 1977, Boskey 1989),

collagen fibres in dentine

mineralization (Goldberg and Septier 1985) and type I collagen in other mineralizing tissues
(Lelous 1982, Ennever et al 1984). That these phospholipids may be involved in whitlockite
formation has been implied by Boskey et al (1983). Mineral and lipid associated with parotid gland
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sialoliths were analysed: minerals present included HA and in one stone, whitlockite while
phosphatidyl serine and phosphatidyl inositol made up almost all the calcium-acidic phospholipidphosphate complexes. It was suggested that complexed acidic phospholipids form on membrane
fragments providing a nidus for mineral formation. The mixture of lipids present]was thought to
be membrane fragments and cell debris derived from plasma membranes and bacterial cell walls.
Although malachite green does not have the specificity to characterize acidic
phospholipids (Teichman et al. 1974) it has been used to investigate the role of phospholipid in
the calcification of predentine and dentine (Goldberg and Septier 1985, Goldberg and Escaig
1987) and calcified matrix of bone nodules (Nefussi et ai. 1992), with the aim of preserving
phospholipids associated with early calcification. The technique revealed collagen-associated
filaments and granules in the area of initial calcification of dentine and aggregates of 'crystal
ghosts', crystal associated organic structures revealed by post-embedding décalcification and
staining of tissue sections for TEM (Bonucci 1967, 1969), in bone nodules. Osmium removal and
lipid solubilization studies on such sections suggested these structures did indeed have
phospholipidic components. Whilst the presence of the large multilobed deposits in the deeper
cartilage did not appear to be a diffusion artefact further causes of artefact cannot be eliminated as
the efficacy of the malachite green dye with highly anionic and hydrophilic tissue such as mid zone
cartilage matrix remains poorly characterized.
If the restriction of fine abundant globular bodies to the superficial zone is significant in
relation to crystal formation, it may be expected that interaction of these matrix components would
be observed. The problems associated with the interpretation of spatial relationships of small
structures in thin sections in the TEM have been discussed in chapter one (Hunziker et al. 1989).
From multiple observations of both features it was observed that they were commonly in excess of
lOOnm. Therefore apparent co-localization of one with another would suggest that physical
interaction is a real observation. That such observations are limited to approximately 10% of crystal
encounters would not rule out a role for such deposits in crystal formation. For example matrix
vesicles are recognised as the site of initial mineral formation in epiphyseal cartilage and yet by
TEM observation the proportion of uncalcified vesicles and mineral spherulites throughout the
depth of the growth plate is far in excess of recognisable matrix vesicles containing identifiable
crystals.
From this preliminary screening, lipid would appear to be the most likely component of the
ECM to act as a nucleating agent for the formation of whitlockite crystals. Intramatrical lipidic debris
are present in all areas of crystal deposition, this observation being enhanced in glutaraldehydemalachite green-osmium tetroxide treated specimens. If it is accepted that this technique is
specific for phospholipids (Teichman et al. 1974, Nefussi e tal. 1992) the case for lipid mediated
nucléation is strengthened further; however anomalies still remain in the form of the sparsely
distributed large multilobed deposits in deeper cartilage of malachite green treated specimens
and the paucity of evidence of definite crystal-phospholipid interaction. Although proteoglycan
does not appear to be primarily associated with crystal deposition, in areas of low proteoglycan
concentration and high lipid deposition the reduction in its inhibitory potential should not be
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ignored. Whilst the failure to detect alkaline phosphatase activity does not rule out a role for the
enzyme in crystal deposition, the known distribution of this enzyme in normal articular cartilage
and the extent of crystal deposition amongst specimens in this study would point against it.
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The objects of the present study were, to establish the occurrence of 'cuboid' crystals in human
femoral head articular cartilage, to describe their spatial distribution, to catalogue their occurrence
in cartilage from various joint sites and other species, to identify ECM factors that may contribute to
the formation of crystals and, through the development of a suitable isolation technique, to
determine the crystals' mineral phase. This was achieved by applying electron microscopic and
related techniques to fresh, human, normal and OA articular cartilage. Crystals were established as
real, rather than artefactual, by the use of several fixation and processing techniques, including an
anhydrous method. The presence of crystals in normal femoral head articular cartilage was found
across a broad age range and the distribution within normal femoral head articular cartilage
established both qualitatively and quantitatively. Cartilage specimens from other sites were
screened for crystal presence or absence and relative deposition density. Samples of porcine,
lapine and bovine articular cartilage were also examined for evidence of similar crystal deposition.
The elemental composition of crystals was investigated principally by XRMA; spectra and Ca/P
ratios from a diversity of specimens indicated a consistent elemental composition. These results
vindicated the development of an isolation technique, based on collagenase digestion of
cartilage and sequential centrifugation, to enable mineral phase analysis using electron and x-ray
diffraction techniques. A number of matrix components with the potential to nucleate calcium
phosphate crystal formation were screened for their spatial distribution with respect to crystal
deposition using histological methods. Alkaline phosphatase, proteoglycans, matrix vesicles and
collagen fibrils did not appear to be closely related to crystal formation. Lipid, as examined by light
microscopy, standard TEM and observation of tissue processed in a manner to preserve and stain
phospholipids for TEM, showed a close correlation with crystal distribution.
The results presented in this study confirm the presence of 'cuboid' crystals in articular
cartilage, and provide the first recognition of magnesium whitlockite in articular cartilage
supporting and broadening the more limited studies of Ali and colleagues (1981, 1983, 1985,
1986) and Stockwell (1983, 1990). With the exception of these authors, such crystal deposition
in articular cartilage has not been previously reported although the report of the deposition of
calcified bodies in human meniscus by Ghadially and Laionde (1981) is most closely related. A
number of points may be raised in an attempt to explain this apparent oversight. The ultrastructural
study of normal, human, femoral head, articular cartilage, a site where deposition has been
observed at its most dense, is limited. Ghadially (1983) commented that knowledge of the fine
structure of normal articular cartilage is derived largely from a study of animal material, particularly
rabbit, with the more limited studies of human cartilage from fibrillated and normal looking OA
specimens, juvenile specimens taken at autopsy and young adult surgically obtained specimens.
Many of these studies were based on specimens from the femoral condyle, a site which , in this
study, exhibited a lower maximum crystal deposition density than superior region femoral head
specimens. The commonly used thin section stain uranyl acetate, and distilled water, routinely
used to float thin sections away from the ultratome knife edge, both showed a propensity to
crystal loss . Uranyl acetate and lead citrate staining imparts greater electron density to matrix
components in thin section, possibly concealing the presence of crystals in cases of sparse
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deposition. With this in mind, examination of early studies of human articular cartilage (Ghadially et
al. 1965) show electron densities amongst stained lipid debris bearing an arguable resemblance
to 'cuboid' crystals.
It is necessary to try to discern how magnesium whitlockite crystal deposition is able to
occur in normal articular cartilage as it is generally considered that crystal deposition is prevented
in this tissue by in situ inhibitors of calcification including, proteoglycan^yrophosphateand noncollagenous proteins. Fundamental to the understanding of crystal formation is an appreciation of
the milieu at deposition sites. Crystals in this study showed a distribution which could be most
closely related to one common factor, intramatrical lipidic debris, whether it be pericellular, in
association with necrotic chondrocytes and microscars or within the initial depth of the superficial
zone. Insight into whitlockite deposition may be gained by comparison of crystal distribution with
the more extensively investigated depositions of HA and CPPD and their metrical associations in
articular cartilage.
CPPD crystal deposition in articular cartilage characterisitcally shows a sharp demarcation
of crystal bearing and non crystal bearing matrix, a feature also observed, especially below 50pm
depth of crystal, in this study. CPPD crystal deposition has been observed to take two forms,
firstly small deposits at the edge of the chondron and secondly, larger agglomerates which appear
to replace both the chondrocyte and its territorial matrix. These two depositional forms have been
sequentially linked (Pritzker at al. 1988). Although the pericellular distribution of small crystals has
similarities with whitlockite crystal deposition in the present study, there is no parallel with the
agglomeration stage; an aspect considered below. Pericellular CPPD crystal deposition has been
reported to orient in the pericellular matrix, apposed to the articular and subarticular poles of the
chondrocyte, this was speculated to be in relation to biomechanical pressures (Pritzker at al.
1988). Polarization of crystal deposition observed in this study may have similar origins. Pritzker
and colleagues (1988) were unable to detect association or orientation between CPPD
deposition and either matrix vesicles or collagen fibres. This is in contrast to descriptions of apatite
formation in articular cartilage, reported to be associated with matrix vesicles (Ali 1985) and
degenerate collagen fibrils (Ohira and Ishikawa 1987). In the present study, matrix associations
were limited to lipidic debris and rare associations with abnormal collagen fibrils in microscars.
Associations between CPPD crystal deposition and intramatical lipid have been reported(Ohira at
al. 1988, Ohira and Ishikawa 1991). Despite the similar matrix component associations, CPPD
crystal deposition was never observed in association with whitlockite in this study, although Ali
(personal communcation) has observed one co-occurrence. Further, although CPPD crystal
deposition has been reported thoroughout the cartilage depth (Hayes at al. 1992, Ohira and
Ishikawa 1987) preference for the midzone (Schumacher 1988), rather than superficial zone has
been described. The rare occurrences of mixed crystal deposition involving whitlockite was with
apparently needle shaped, apatite-like crystals. CPPD crystal deposition has been associated with
apatitedeposition although this is also rare (Pritzker at al. 1988). The paucity of reports of such
mixed deposition, combined with in vitro observations, has led investigators to conclude that the
physico-chemical conditions for CPPD and apatite crystal deposition are mutually exclusive
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(Cheng and Pritzker 1983, Pritzker et a i 1988). It seems unlikely that this is the case for
whitlockite and apatite co-deposition; HA and whitlockite have been reported together at
locations including root caries, sialoliths, dental plaques, aortic calcification and in renal stones.
Also, in vitro studies have shown that changes in solute concentrations mediated a range of
precipitated mineral phases in which both HA and whitlockite are represented (Cheng etal. 1988).
The near absence of HA associated with whitlockite crystals in this study may be due to suboptimal nucléation conditions combined with a prevalence of inhibitory factors. A suggestion as to
why these do not prevent whitlockite formation is offered below.

The mechanism of CPPD

formation remains elusive; recent studies have focussed on enzyme defects in affected tissues
(Howell etal. 1984, Ryan etal. 1985, Ryan etal. 1991) and ionic and matrix conditions that favour
CPPD deposition In vivo ( Pritzker etal. 1988, Ohira and Ishikawa 1991) and In vitro (Pritzker etal.
1985). Due to the ubiquity of crystal deposition in the present study it seems unlikely that enzyme
defects are responsible for the observed whitlockite deposition. Therefore, in the proposal of any
mechanism for whitlockite deposition, ionic and matrix conditions will be given primary
consideration.
Free calcium ion and inorganic phosphate concentrations in cartilage are too low for de
novo crystal formation (Cheng et al. 1988), particularly in the presence of inhibitors. The apparent
association of lintramatrical lipidic debris with crystal deposition provides the basis for the proposal
of a mechanism of mineral formation. The origin of debris has been ascribed to chondrocyte
necrosis or detachment of cell processes (Ghadially 1983). This cellular association is supported
by the observation that cells are most numerous near the articular surface, one third of all cells
lying beneath a given area of the articular surface within the superficial 0.22mm (Stockwell and
Meachim 1979), corresponding to a high density of lipidic debris.
The concentration of calcium ions in the extracellular fluid is believed to be 10^ to 10^ fold
higher than that of calcium in the chondrocyte cytoplasm (Rasmussen 1970, Farber 1981). This
situation is known to result from calcium ions moving to the extracellular space by a pump
mechanism in the cell membrane, calcium ions in the extracellular fluid entering cells by a passive
process.

Loss of calcium control in the cell membrane and the subsequent increase of

intracellular calcium appear to be the final common pathway to cell death (Farber 1981).
Intracytoplasmic lipid may play a role in the intracellular accumulation of this calcium influx. Ohira
and Ishikawa (1991), demonstrated that intracytoplasmic lipid droplets of 'hypertrophic'
chondrocytes in cartilage with CPPD deposition formed antimony-calcium complexes at their
margins. Ohira et ai. (1988) demonstrated that lipids are abundant not only in the hypertrophic
chondrocytes around CPPD crystals but also in the degenerated matrix surrounding
chondrocytes with a hypertrophic appearance. This material was also shown to contain a large
amount of calcium (Ohira and Ishikawa 1991). A mechanism could be envisaged whereby, with
the onset of chondrocyte necrosis, a calcium influx enables the formation of calcium-lipid
complexes which, in the presence of appropriate inorganic phosphate concentrations and the
lattice stabilizing effect of magnesium ions, form whitlockite.
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At cell death lysosomal enzymes are released, including phosphatases and ATPases.
Two effects related to mineral formation may arise from this: first, pyrophosphate and ATP, two
known molecular inhibitors of mineral formation may be removed form the local milieu, and
secondly, inorganic phosphate may be generated raising the calcium x phosphate product. In the
epiphyseal growth plate a cell mediated increase in inorganic phosphate occurs in conjunction
with initial mineral formation (Althoff et al. 1982). This is obviously a more controlled mechanism,
but may have analogies with the mechanism proposed here.
Raised inorganic phosphate levels may also act to precipitate mineral formation by another
method. Hunter (1987) proposed a role for proteoglycan in crystal formation rather than inhibition.
Recognising that total calcium exists at high concentration in cartilage, being mainly bound to the
anionic groups of protoglycans, the mechanism proposes that local increases in inorganic
phosphate concentrations displace calcium ions from proteoglycan by an ion exchange effect
raising the calcium x phosphate product above the threshold for precipitation of mineral. Ishikawa
et al (1989) have linked an abundance in intracellular proteoglycans with intracellular accumulation
of calcium in chondrocytes adjacent to CPPD crystal deposition sites in cartilage.
The second source of intramatrical lipidic debris is thought to be detachment of the tips of
cellular processes (Ghadially 1983, Ghadially etal. 1965), a similar process to formation of matrix
vesicles. If it is assumed that calcium pumps fail some time after detachment, a similar mechanism
for mineral formation may be envisaged.
An alternative or complimentary explanation for the accumulation of crystals in a surface
band may be considered. Movement of debris from sites of cellular necrosis to the articular surface
has been suggested (Ghadially 1983). There are reasons to speculate that the superficial region
may provide an optimal site for crystal deposition; first, aggregating proteoglycan concentration
has been reported to be at a minimum and secondly, Ryan et al. (1991) have reported evidence to
suggest synovial fluid ATP acts as a substrate for the production of inorganic pyrophosphate and
phosphate formation in the process of CPPD and apatite crystal deposition. This marginal site
would provide a prime location for an elevated inorganic phosphate concentration from such a
source.
A combination of maximal stresses on superficial zone superior region femoral head
cartilagep'Connor et al. 1988), contributing to chondrocyte necrosis and detachment of tips of cell
processes and high cell density, may contribute to the differences in crystal deposition density
recorded between superior and inferior regions of the femoral head in this study.
Crystal sizes recorded in this study varied over a small range (50-500nm). At other sites,
particularly in stone formation, whitlockite crystals attain greater size. Also CPPD crystals in
cartilage form large agglomerates, ostensibly from small pericellular crystals. The growth rate, size
and orientation of crystals,particularly apatite, in connective tissues are believed to be controlled
by factors including proteoglycans and non collagenous proteins. It would seem reasonable to
expect a similar mechanism to be in effect here, though less efficient at preventing whitlockite
crystal formation.
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Irrespective of their mode of formation, the presence of these crystals requires
consideration of their role in articular cartilage, physiological or pathological. The demonstration of
crystal deposition in articular cartilage from normal, adolescent to elderly, cartilage, in this study,
suggesting that they do not perse, pose a pathological risk to the tissue.
It would be pejorative not to consider crystal deposition in a physiological context. The
higher cell density in the superficial zone has been related to nutritional conditions and metabolic
requirements and it was speculated that the superficial chondrocytes may act as a 'metabolic sin k',
to ensure the proper environment for the deeper tissue (Stockwell and Meachim 1979). If this is
so, crystal deposition in the superfical zone may serve to remove excess calcium ions from the
extracellular cartilage fluid easing stresses on the chondrocytes and matrix components below.
Tenuous as this is, it is difficult to anticipate an alternative physiological role. Failure to define such
a role would tend to indicate that they were the result of opportunistic deposition, with no defined
function. Their circumstantial association with intramatrical lipidic debris may relate crystal
deposition to the removal of material generated from chondrocyte necrosis from the ECM to the
synovial fluid; a function considered by Ghadially (1983). This would provide an opportunity for
further speculation on crystal deposition; first, providing possible means of damping ion fluxes at
cell necrosis, minimising the effects on the pericellular environment and secondly, raising the
question do crystals stay at the site of formation, or is there a migration to the articular surface as
suggested for necrotic debris. The existence of a crystal band in the superficial zone may support
the latter.
The possibility of the involvement of sub articular matrical lipid in boundary lubrication,
the formation of an adsorbed protective layer on articulating surfaces, has been raised (Swanson
1979). Little et al. (1969) demonstrated a large increase in the coefficient of friction of cartilage
samples from which this extracellular lipid had been extracted, at least in the absence of synovial
fluid. It was not clear whether this was solely attributable to lipid removal or whether hyaluronan at
the surface was also interfered with. Of course, the absence of synovial fluid would detract from
the boundary lubrication effect afforded by synovial fluid hyaluranon (Maroudas 1979). If lipid
does act as a boundary lubricant, an involvement in crystal formation may reduce such activity. In
the presence of synovial fluid, with the potential for boundary lubrication from hyaluranon, it would
be hard to envisage a significant drop in the coefficient of friction due to a loss of lipid as
suggested. An increase in the coefficient of friction of cartilage samples has been reported in
conjunction with increased incidence of crystal deposition, nominally CPPD, and severity of tissue
fibrillation, although the relative contribution of either factor was not determined (Clift etal. 1989).
The presence of crystals in articular cartilage may alter tissue compliance. It would seem
unlikely that the crystal deposition observed in this study, being deposited primarily at the articular
surface, would significantly alter the load spreading ability of the tissue. More pertinent may be the
local differences in physical properties between cartilage matrix and crystals, providing potential
for disruption of the articular surface integrity. A correlation between CPPD crystal deposition and
severity of fibrillation has been reported by Clift et al. (1989); however no evidence of fibrillation
associated with crystal deposition to support this premise was observed in this study.
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In the presence of degenerative cartilage changes of non-crystalline origin, crystals in the
surface may further the process of tissue degeneration, being released from the matrix. Crystals
would be available to mediate tissue degeneration by mechanical and cellular means. Free
crystals would have the potential to increase wear through scouring remaining articular surfaces.
BOP and CPPD crystals have also been shown to stimulate release of proteases including
collagenase, and PGE2 from synovial membrane derived cells in vitro (Cheng et al. 1981, Borkowf
et al. 1986). Chondrocytes have been shown to respond similarly (Cheung et al. 1983, Mitchell et
al. 1992). McCarty (1981) has described patients with severely damaged joints where their
synovial fluid contained hydroxyapatite crystals and high levels of activated collagenase,
suggesting this system may operate in vivo. Despite lack of confirmation of this finding by Dieppe
et al. (1988) the involvement of whitlockite crystals in such a system cannot be ruled out, whilst
appreciating the dose dependency of such reactions. This scenario is essentially that of an
amplification loop described by Dieppe and Calvert (1983) and outlined in the general
introduction. To entertain this further it would be necessary to establish that crystals are released
from cartilage and that they persist in the synovial fluid.
In conclusion, magnesium whitlockite crystal deposition has been demonstrated in
articular cartilage across a broad age range at several joint sites. It seems possible that the
formation of crystals is primarily associated with lipid, possibly phospholipid debris within the ECM,
deposition occurring where the local milieu is favourable. Further investigation of the mode of
formation could be provided by In vitro studies using a dynamic collagen gel system similar to that
described by Boskey (1989a).

If this apparently opportunistic mode of crystal deposition is

accepted, the potential of a physiological role for magnesium whitlockite crystals seems minimal; a
role as an aggravater of pathological degeneration would seem more plausible. The potential for
such a role may be clarified by further study. First, establishing the presence of crystals in synovial
fluids with accompanying clinical and biochemical correlations. Secondly , the crystal isolation
technique developed in this study may be used to enable co-incubation of crystals with cells
derived from articular tissues. It is important to recognise the limitations of this regarding alterations
in the crystal surface during the isolation process, particularly with respect to adsorbed organic
material. Biphasic finite element analysis, already applied to the investigation of CPPD crystal
deposition in cartilage (Clift 1992), used in conjunction with the quantitative crystal depostion data
obtained in this study, may provide insight to modifications of tissue compliance attributable to
magnesium whitlockite deposition.
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Appendix 1.
Patient
Initials

Patient details relevant to tissue specimens used for quantitative analysis of crystal distribution.

Age

Sex

DF

10

NC

Serum ion concn.
Ca
P

Specimen

Reason for surgery

M

Femoral head

Osteosarcoma: femur

12

F

Femoral head

Viable pleomorphic
osteosarcoma: femur

**

**

Radiotherapy. Restricted hip and knee movement up to two years prior to
resection.

YA

16

M

Femoral head

Ewings sarcoma:
femur

**

**

Chem otherapy, radiotherapy. No restriction of range of movement prior to
resection.

YH

20

:

F

Femoral head

Grade 1 chondrosarcoma:
distal femur

**

**

No restriction of range of movement prior to resection.

TB

23

:

F

Femoral head

Osteosarcoma: femur

2 .4 6

1 .2 9

No restriction of range of movement prior to resection.

KM

43

:

M

Femoral head

Osteosarcoma: femur

2 .2 6

MK

54

:

F

Femoral head

Osteosarcoma: femur

**

**

Notes unavailable

EB

78

:

F

Femoral head

Fractured neck of femur

**

**

Notes unavailable

CL

81

M

Femoral head

Fractured neck of femur

**

* *

Notes unavailable

MS

84

F

Femoral head

Fractured neck of femur

**

* *

Notes unavailable

DT

87

F

Femoral head

Fractured neck of femur

**

* *

Notes unavailable

**

89

F

Femoral head

Fractured neck of femur

**

* *

Notes unavailable

:

Other relevant information
Notes unavailable

**

Chem otherapy (Methotrexate, cis platin with adrianycin). No restriction of
movement prior to resection.

Information unavailable. Normal serum total calcium range, 2.25-2.65mmol/l: normal serum phosptiorus range, 0.8-1.4mmol/l.
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APPENDIX II.
To determine the size of a representative sample for a morphometric study equation (1)
has been recommended, assuming the desired level of precision is less than 5% of the mean.
(Aherne and Dunnill 1982).
s/Vn<0.05X

(1)

Where s= standard deviation . n= number of unit area samples , and X= mean
For the purpose of determining a required sample size from pilot study data may be
represented as (2).
(2)

n=(s/0.05 X)2

This equation remains valid for data approximating to a normal distribution (Aherne and
Dunnill 1982). Due to the patchiness and overdistribution of the crystals the sample data did not
appear to approach a normal distribution.
To overcome sampling problems caused by the crystal band running parallel to the
surface withiin the sampling region a transect comprising 5 fields running perpendicluar from the
surface to 50 pm depth was considered one sample area (Fig. 1.1). The results of a pilot study
using this sampling structure were then subjected to a more empirical method of sample size
determination based on a summation of averages graph. The result of this exercise is illustrated
below.

0
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20

30

40
50
60
Number of sample areas.

70

80

90

From this it was determined that 45 sample areas,comprising 225 fields (individual
micrographs taken at lOOOOx magnification would be required for each cartilage site. It was
reassuring to note that the number of fields indicated by this method were in excess of those
indicated by (2) when applied to the pilot study data.
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APPENDIX III.
Outline of the tasklist used in Genias image analysis software system (Joyce LoebI, Magiscan) for
quantitative analysis of crystal distribution.
CAPTURE
QUIT AND PHOTO
GREY OPS.
NON LINEAR
SHARPEN EDGES
QUIT
QUIT
THRESHOLD
MANUAL
HIGH (255) return
LOW (110) return
QUIT
QUIT
BINARY OPS.
OBJECT BASED OPS.
ERASE 1 PIXEL OBJECTS
DELETE OBJECTS
AREA > MIN 0
>MAX600
INCLUSIVE
QUIT
QUIT
IMAGE BASED OPS.
CLOSE (1 PASS)
QUIT
OBJECT BASED OPS.
FILL OBJECTS
QUIT
MEASURE.
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Appendix IV. Patient details relevant to all tissue specimens used in this study.

Patient
Initials

Age

KM

43

M

Femoral head

CL

81

M

Femoral head

GM

72

M

Femoral head

OA

23

F

fem oral head

Osteosarcoma

20

F

Femoral head

TB
YH

Sex

Specimen

Reason for surgery
Osteosarcoma

Other relevent information
Chem otherapy. No restriction
of movement prior to resection

Fractured neck of femur

3rade 1 chondrosarcoma
distal femur

MS

84

F

Femoral head

10

70

M

Femoral head

OA

AT

72

M

Femoral head

OA

YA

16

M

Femoral head

Ewings sarcoma
femur

No restriction of range of
m ovem ent prior to resection
No restriction of range of
m ovem ent prior to resection

Fractured neck of femur

MB

53

M

Femoral head

OA

NC

12

F

Femoral head

Viable pleomorphic
osteosarcoma

CB

68

F

Femoral head

OA

RL

73

F

Femoral head

OA

DT

7

F

Femoral head

OA

RR

74

M

Femoral head

OA

RH

47

M

Femoral head

Chondrosarcoma
grade 1- II

EN

80

M

Femoral head

OA

LW

69

F

Femoral head

OA

TD

19

M

Tibial plateau

Osteosarcoma

Chemo &, radiotherapy, no restriction
of m ovem ent prior to resection

Radiotherapy, restricted hip and knee
m ovem ent 2 years prior to resection

Restriction of movement six
months prior to resection

No restriction of movement
prior to resection. [C a 2.48]

?

7

CD

60

MG
NS

Femoral head

Osteosarcoma

F

Femoral head

OA

48

F

Femoral head

OA

18

M

Distal femur

Osteosarcoma

Chem otherapy, no retsriction of
m ovem ent prior to resection.
fCa 2 31 fP 1 21

Patient
1 Initials

Age

8ex

Specimen

Reason for surgery

DW

71

F

Femoral head

OA

SW

?

F

Femoral head

OA

JO’C

?

F

Femoral head

OA

TB

70

M

Femoral head

OA

?C

69

F

Femoral head

OA

RB

60

F

Femoral head

OA

DH

75

F

Femoral head

OA

DJ

83

F

Femoral head

OA

MB

53

Femoral head

OA

RR

7

F

Femoral head

OA

IP

46

F

Femoral head

OA

CT

64

F

Femoral head

OA

HT

64

F

Femoral head

OA

Mâ

48

F

Femoral head

OA

MK

54

F

Femoral head

Osteosarcoma

EB

78

F

Femoral head

VB

17

F

First metatarsal
Phalanges

DT

87

F

Femoral head

Fracture of femoral neck

?

89

F

Femoral head

Fracture of femoral neck

DF

10

M

Femoral head

Fracture of femoral neck
High grade malignant
osteosarc. in ankle

Ewings sarcoma

?

62

M

2nd metacarpal
and lunate

ET

84

F

Femoral head

Fracture of femoral neck

88

84

M

Femoral head

Fracture of femoral neck

Tumour

Other relevent information

Patient
Initials

Age

Sex

SW

8

M

Ep^^jh^seal growth

JO B

26

F

Femoral head

SR

13

M

Femoral head

AF

?8

M

Femoral head

9

61

M

Femoral head
1st metatarsal

?

93

F

Femoral head

Fractured neck of femur

?

78

F

Femoral head

Fractured neck of femur

?

62*

M

Femoral head

Fractured neck of femur

VD

?

F

Femoral head

Fractured neck of femur

18

19

M

VO

85

F

Femoral head

Fractured neck of femur

MM

75

F

Femoral head

Fractured neck of femur

?

69

F

Femoral head

Fractured neck of femur

PH

20

M

Distal femur

RB

61

M

Femoral head

Specimen

Reason for surgery

Other relevent information

Chondrosarcoma
Ewings Sarcoma

IV A D 3 Chem otherapy,Discom fort
1year prior to resection

Ml

12

M

Radial head, prox. ulna
dist. radius, carpal
metacarpal, lunatel

Femoral head

Fractured neck of femur
Tumour

[Ca 2.26] [P1.21].

Tumour

Tumour
Chondrosarcoma,
pelvis
Osteosarcoma

Som e pain 6 months prior
to resection
Restricted movement 6 months
prior to resection [Ca 2.38] [P I .13]

CK

16

M

KM

20

F

Tibial plateau

Tumour

?

12

?

Distal femur

Tumour

?

72

F

Femoral head

OA

Femoral head

Ewings sarcoma

JY

55

M

Femoral head

Tumour

CM

30

F

Femoral head

OA

AW

81

F

Femoral head

?

60

M

Femoral head

Fractured neck of femur

Tumour

Breakdown of patients from which cartilage specimens were taken by age and sex.

Age (years)

Sex unknown

Total

Male

Female

0 -1 0

2

0

11 -2 0

8

4

21 -3 0

0

3

3

31 - 40

0

0

0

4 1 -5 0

2

3

5

51 -6 0

4

3

7

61 -7 0

7

6

13

71 -8 0

4

7

11

81 -9 0

2

7

9

91 -100

0

1

1

6

Unknown

0

5

1

6

Totals

29

39

2

70

2
1

13

A ppendix V. A discussion of selection bias w ithin this study at th ree sam pling levels.

Specimens
All norm al sp ecim en s, th o s e o b tain ed d u e to surgery for tu m o u r or fem o ral neck fracture,
w e re a c c e p te d . O A fem o ral h ead s p ec im en s w e re a c ce p te d if they co n tain ed a re a s of
cartilage ap p earing intact (full depth) at a gross level (T yp e IV, All and Bayliss 1 9 7 4 ).

Sample site
From th e exp e rien ce g a in e d sam pling initial sp ec im en s, sam p le site selection w a s refined to
optim ise th e ch an c es of e n co u n te rin g a re a s of crystal deposition.
N o rm al fem oral h ead cartilage sa m p les w e re ta k e n from superior, inferior, posterior
and anterior regions in m a n y cases. If sam pling w a s restricted to o ne a re a (d ue to com peting
d e m a n d s for sam p les fro m a sp ec im en ), the su p erio r region w as the p referred site.
S am p le s of articular cartilag e from o th er joints w e re ta k e n from the region of th e joint
co n sid ered to be e x p o s ed to m axim al stresses, this b eing d e p e n d e n t upon specific joint
m orphology an d co n form atio n. S a m p le s fro m th e O A fem oral h ead s s e lecte d w e re tak en as
illustrated below .

E b u rn a te d bon e

S a m p le site 1 : 'slo p in g z o n e ' c a rtila g e

F o ve a
S a m p le site 2: re m a in in g fu ll d e p th c a rtila g e

S a m p le site 3 : o s te o p h y te
D ia g ram o f O A fe m o ra l h e a d illu s tra tin g th e site s fro m w h ich ca rtila g e s a m p le s w e re ta k e n .

S u ch sp ec im en selection m a y be interp retted as introducing bias into th e study of O A articu lar
cartilag e. T h e aim of th e study w as to d e te rm in e crystal p re s e n c e an d th ere fo re full depth
tissue w a s required to m a xim ise the c h a n c e s of en co u ntering crystal deposition. W ith th e
difficulty in observing crystals in 'sloping zo n e ' cartilag e from osteoarthritic fem o ral h ead s
w h e re crystal deposition w a s o b s erv ed in a d ja c e n t full depth tissue, it is re as o n ab le to
specu late that crystals h ad b e e n p resen t in th e superficial zo n e cartilag e of m o re d e g e n e ra te
s p e c im e n s .

In all samples, full depth cartilage with intact subchondral bone was taken; however
the first area of each specimen to be screened by TEM included the superficial zone.

Giy-SlalS
Electron micrographs of crystals were selected on two criteria; firs t, to provide a
comprehensive record of crystal deposition in any one specimen and second, to record
specific observations from a specimen. Micrographs for quantitative analysis were selected as
described in chapter one. The smallest crystals recorded in this study were between 30 and
50nm along one axis. This apparent lower limit of crystal size may be influenced by
experimental procedure. There may be an increased tendency for crystals below this size to
drop out of sections, or even if they remain in section may provide too slight contrast to be
clearly imaged. It has been suggested that bone mineral crystals, having a plate-like
morphology, exhibit a needle shaped appearance in the TEM as only those aligned in the
direction of the electron beam provide sufficient contrast to be imaged (Weiner 1986). It is
necessary to remember therefore, that the results of the crystal deposition quantification
study relate the population of crystals apparent using the methods described.
Attempts were made to maintain objectivity when selecting crystals for XRMA. With
the exception of studies to look for variation in Ca/P ratios of crystals with respect to size or
shape, an average crystal Ca/P ratio for a specimen was achieved using standard criteria. A
crystal closest to the TEM screen centre after random tums of the stage drives was measured
along one axis, if the crystal was between 100-300nm a spectrum was recorded for it. Spectra
were only discarded if the 200 live second count time was not fulfilled (due to section damage
or specimen drift). A mean crystal Ca/P ratio was determined from the first 10 spectra to be
generated.
As described in chapter three, the centrifugation stages introduced a variation in size
between the two pellets selected as the final protocol. From observation of early
centrifugation regimes it is suggested that crystals lost in lower speed fractions are largely
within undigested cartilage fragments, whilst a small number of very small crystals (30nm
approximately) are left in the supernatent. As the aim of this process was to achieve a high
crystal/organic debris ratio, and as both pellets were pooled for x-ray diffraction analyses,
presenting a full crystal size range, the loss of a low percentage of very small crystals was not
considered to bias the results.
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Calcium phosphate crystal distribution in the superficial zone
of human femoral head articular cartilage

C. A. S C O T C H F O R D S S. G REEN W A LD ^ AND S. Y. ALE
^Institute o f Orthopaedics (UCMSM), Royal National Orthopaedic Hospital, Stanmore and ^Institute o f Pathology,
Royal London Hospital, London, UK
{Accepted 28 July 1992)

ABSTRACT

The distribution of cuboid crystals in articular cartilage was examined by image analysis of electron
micrographs. The specimens were considered to be functionally normal articular cartilage from femoral
heads resected either because of femoral neck fracture or tumour in the distal femur. The study was
restricted to the superficial region between 0 and 50 pm depth. Crystals were present in all specimens
regardless of the age of the patient. The crystal profile area density was significantly greater in superior
region samples than inferior region samples and this difference was less in older specimens. A band of
microcrystals 10-20 pm below the articular surface was observed in superior samples. A significant
correlation between mean individual crystal profile area and age was observed. It is noted that crystals are
present in regions of cartilage subject to high mechanical stress.

1981a,6, 1983; Ali,

IN T R O D U C T IO N

1985) and elderly articular

cartilage (Marante et al. 1983). Due to their size

In normal articular cartilage, it has been accepted that

(50-800 nm) they are not detectable by radiography

crystal formation is restricted to the calcifying region,

or light microscopy but can be investigated by electron

adjacent to the subchondral bone. Such crystal

microscopy. In femoral heads resected following

deposition is associated with extracellular matrix

femoral neck fracture, electron microscopy has shown

vesicles and the crystals are hydroxyapatite (Ali,

that cuboid crystals are located almost exclusively in

1977, 1978). Abnormal mineral deposition in human

the superficial zone of structurally normal cartilage

articular cartilage is a phenomenon frequently associ

(Stockwell,

1990). Further investigation of such

ated with ageing (Pritzker, 1980). In osteoarthritic

specimens (Stockwell, 1990) suggested no orientation

cartilage, advancement of the calcification front

of crystal deposition and no primary role for

extends such crystal deposition into the mid-zone of

chondrocytes in the deposition process. The factors

the cartilage (Ali, 1985). In other pathological states

influencing crystal deposition have yet to be eluci

massive deposits of sodium urate, calcium pyro

dated. Three conditions whose co-occurrence may

phosphate dihydrate and hydroxyapatite may be

result in crystal formation are the occurrence of

deposited in articular cartilage with deleterious effects

matrix vesicle-like structures, the presence of low

on joint function due to cartilage degeneration

proteoglycan concentrations and an extra-articular

1986;

source of calcium and phosphate ions (Ali, 1985). To

Halverson & Ryan, 1988; Schumacher, 1988). Micro

(Dieppe et al. 1976; Ali,

1978; Pritzker,

investigate their mode of formation and function

crystals have also been reported in articular cartilage

further, the distribution of cuboid crystals within the

and a role in cartilage pathology has been suggested

superficial zone of normal femoral head articular

(Faure et al. 1980; Ali, 1985; Rees et al. 1986). O f

cartilage was quantified by image analysis of electron

these, cuboid calcium phosphate crystals were first

micrographs. The effect of patient age on crystal

reported in osteoarthritic cartilage (Ali & Griffiths,

presence and distribution was also assessed.

C orrespondence to M r C. A. Scotchford, Institute o f O rthopaedics, R oyal N ational O rthopaedic H ospital T rust, Brockley Hill, Stanm ore,
M iddx H A 7 4LP, U K .
A N A 181

294

C. A. Scotchford, S. Greenwald and S. Y. A li
total crystal profile area. In total over 2500 negatives

M A T E R IA LS A N D METHODS

were analysed. Sample sizes were established from a
Femoral heads, resected for prosthetic replacement

preliminary study using criteria outlined by Aherne &

due to fracture of the femoral neck, or distal femoral

Dunnill (1982). The Mann-Whitney U test was

tumour, were obtained from 12 patients within 20 min

employed as a test for significance {P < 0.05) unless

of resection. The patients (4 male, 8 female) ranged in

otherwise stated.

age from 10 to 89 y. Blocks of articular cartilage a few
millimetres long in each dimension were removed
from the superior and inferior regions of each femoral

RESULTS

head (Fig. 1). These blocks were then subdivided into

No abnormality of cartilage was observed at a gross

6 full-depth tissue blocks, which were fixed in 1.5%

or light microscope level. All specimens had intact

glutaraldehyde in 0.085

superficial

m

sodium cacodylate buffer.

zone

cartilage

with

a

nonfibrillated

After washing, the blocks were dehydrated through a

articular surface. Surface roughening at the electron

graded alcohol series (70, 90, 96, 100%) and then

microscopic level was observed in some inferior

transferred to propylene oxide prior to infiltration

specimens. This was not considered to be degener

with, and embedding in, Araldite CY212 resin at

ative. All normal cartilage samples analysed were

60 °C for 48 h.

classified as either type I or type I I (Ali & Bayliss,

A stratified systematic random sampling procedure

1974). A substantial loss of crystals from resin sections

was employed. Three resin-embedded blocks were

cut onto distilled water was observed. It was possible

selected at random and 2 nonserial, 100 nm sections

to achieve a negligible loss by cutting sections onto

were cut from each block, mounted on copper grids

0.085 M sodium cacodylate buffer. In ultrathin sections

and examined unstained using a Philips C M 12

the crystals were seen in sharp contrast to the

transmission electron microscope operating at 80 kV.

surrounding tissue due to their high electron density

Seventy-five fields per block were recorded in a

relative to the unstained organic matrix (Figs 2b,

defined systematic manner. Fields were photographed

3a, b). This facilitated simple automated selection of

at X 10000 magnification. The sampling area com

crystal profiles for analysis. The characteristic electron

prised a band delineated by the articular surface and

density, morphology and size range allowed for any

a parallel line 50 pm below this. The depth was

contaminant or artefact to be removed from the

determined from preliminary studies which consist

analysis at an optional editing step in the procedure.

ently indicated that over 90% of crystals occurred

Within the sampling depth of cartilage, crystals

within this band. This supports observations by

frequently formed a denser band of variable thickness,

Stockwell (1990). An 18.3 pm^ area of each micro

with more sparsely distributed crystals above and

graph was systematically examined using a Joyce

below, apparently randomly distributed, or associated

Loebl Magiscan image analyser to record the number

pericellularly with chondrocytes (Fig. 3 a, b). Peri

of crystals, the area of each crystal profile and the

cellular crystals were frequently associated with
membranous structures or lipid debris (Fig. 2 c, d). No
intracellular crystals were observed; however, crystals

Superior region

were observed within necrotic chondrocyte debris

sampling area

(Fig. 3 a). Crystal profile area ranges were similar in all
patients. Samples from both sites of all patients
contained crystals but there was great variation in
crystal numbers and area densities between sites and
patients (see Table 1). The greatest area density of
Fovea

crystals for a complete sample area was 0.39%;
within the crystal band itself this rose to a maximum
of 1.02%. The highest density recorded for a single
unit area (18.2 pm^) was 6% .

Inferior region
sampling area

Crystal profile area
In all samples the crystal area profile frequency

Fig. 1. D iagram o f proxim al fem ur, indicating fem oral head
articular cartilage sam pling sites.

distributions were skewed to the lower end of the
range. For statistical comparisons log transformations
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Fig. 2. ‘ Cuboid’ crystals in articular cartilage showing (a) typical crystal morphology; (b) contrast between crystals and unstained matrix
in an 18.2 pm''' sample unit area; (c) crystals ( f ) associated with membranous structures (5) in close proximity to the chondrocyte membrane
(M); (d) crystals distributed amid pericellular membranous and lipid debris (D).

o f these data enabled parametric analysis. In superior
region samples a significant correlation (r = 0.7; P <
0.05) between mean crystal area and age was observed

Crystal numbers and area density {% area o f section
occupied by crystal profiles)

(Fig. 4a) with crystal areas ranging from 0.0001 pm^

For statistical analysis, to establish any age-related

to 0.6 p m l Crystal areas in inferior region samples

trends in crystal deposition, specimens were divided

ranged from 0.0001 pm^ to 0.4 p m \ No correlation

into 3 groups. These were ‘juvenile to young adult’

with age was observed (Fig. 46).

(10-25 y), ‘ adult’ (40-55 y) and ‘ elderly’ (75-90 y).
20-2
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0

.';r‘*>.7';

■*. 'k-...-'. r m

>

: .- y #

^

Fig. 3. Superficial zone articular cartilage demonstrating a crystal band in the superior region sample (a) with further crystal deposits both
pericellularly and within necrotic chondrocyte debris (N). The inferior region sample (b) shows a sparser crystal distribution. Note smooth
M
rtiriih ir surface
snrfa rp ((A)
À \ in
Knth rpoinnc
articular
in both
regions.

Groupings were dictated to an extent by specimen

(Table 1). This variation did not appear to be age

availability, with the consequence that the 40-55 y

related. Inferior samples also demonstrated great

group was very small. In the superior samples great

variation in both parameters ranging from 2 or

variation between patients was observed in both

0.008% to 541 or 0.11%. The area density in the

variables ranging from 38 or 0.02 % to 1202 or 0.39 %

10-25 y age group for inferior samples was signifi
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Table 1. Mean number and area density {percentage area of section occupied by crystal profiles) o f crystals in different regions
of femoral head articular cartilage with age*
10-25 y

40-55 y

75-90 y

644(475.1)“

885 (202.23)”

524.6 (155.2)”

Superior
Crystal num ber

0.186(0.134)'’

A rea density

0.335 (0.007)'

0.308 (0.075)'

Inferior
Crystal num ber

17.6 (13.54)“

Area density

0.012 (0.01)”

336(289.2)”
0.085 (0.35)'

203.6 (155.03)”
0.116(0.107)'

* Values are means ( s .e .m .).

*U = 0 ; ^ U = 0 ; ' U = 0 ; ‘’ U = 0 ; ' U = 0; significant difference, P < 0.05. ®U = 2 no significant difference P > 0.05.

4(a)

described above was confirmed quantitatively by
subdividing the data for crystal number and area

20000

0)
2
a

Is

density into 5 sampling layers, each 10 pm in depth
and parallel to the articular surface. In the superior

15000

samples this band was well defined, extending from
the surface to between 20 and 30 pm depth (Fig. 5).
10000

Crystal area densities ranged from 1.02% within the

0

band to 0% below this. This trend became less
5000

apparent with increasing age; in the oldest group area
densities ranged from 0.59 to 0.02%. The inferior
region samples demonstrated low crystal numbers
0

40

20

60

80

100

Age (y)

m

throughout the depth profile in the younger speci
mens, the maximum area density being 0.04%. There
was a slight increase in crystal area density with age
throughout the depth profile, to a maximum of 0.45 %

20000

(Fig. 5).
15000

DISCUSSION
10000

It was initially suggested that the deposition of cuboid
crystals is related to ageing of normal cartilage or
5000

osteoarthritis (Ali & Griffiths, 1981a, 1983; Marante
et al. 1983; Stockwell, 1990). All the specimens
examined in this study were considered to be
functionally normal articular cartilage, yet crystals
Age (y)

Fig. 4. M ean area o f microcrystal profiles (size) in (a) superior
region {r = 0.7) and (b) inferior region {r = 0.3) fem oral head
articular cartilage with age.

( s .e . m .

values are to o close to the mean

values to register on this scale.)

were present in all cases, 5 of which were aged under
25 y. Indeed the youngest was 10 and a 16-y-old
specimen had the second highest crystal area density
recorded in the study. Such specimens demonstrated
high levels of crystal deposition below smooth

cantly lower than the 2 older inferior region groups

articular surfaces. It is acknowledged that the speci

(U = 2). In this region there appeared to be a trend for

mens were taken from patients with osteosarcomas or

an increase in crystal number and area density with

possible osteoporotic conditions (frequently associ

age. There were, however, significant differences in

ated with fracture of the femoral neck), both of which

area density between the superior and inferior regions

may alter cartilage metabolism (Roberts et al. 1986),

in each of the 3 age groups (Table 1).

allowing for the possibility of an increase in calcium
ion concentrations. However, serum calcium levels

Distribution o f crystals with depth in cartilage
The banding of crystals below the articular surface as

were found to be within the normal range in cases
where data were available.
The distribution of crystals in the superficial zone
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mediate zone to become tangential to the surface in

5(a)

the superficial zone (Jeffery et al. 1991). At the
articular surface the tangential fibres are covered by a
dense separate layer of small fibrils (Clark, 1990).

5
uj
w
4-1

The superficial zone also has a lower concentration
08

of proteoglycan compared with the deeper tissue

0-6

(Stockwell & Scott, 1967; Venn & Maroudas, 1977).

s
E

co

Proteoglycans are known to inhibit hydroxyapatite
04

growth (Blumenthal et al. 1979; Chen et al. 1984;

(D

“O
S

Chen & Boskey, 1985,1986). Hence a reduction of the

02

<

proteoglycan concentration may produce favourable

*-4

00

conditions for crystal formation. One or both of the
above distributional factors may contribute to the co

5(6)

occurring crystal deposition in the superficial zone.
The small sample size and large variability in crystal
number and area density between patients precludes

5

any definite associations between crystal deposition,

+1
3
E

«

patient age and cartilage site. However, it is possible
to describe trends and from these to suggest further
06

factors influencing the formation and distribution of
these crystals. The results for crystal profile number

04

T3

and for crystal area density show a similar pattern,

3

but it is difficult to estimate the absolute number of

<

objects within an area or volume of tissue for a

00

number of reasons (Aherne & Dunnill, 1982). These
relate to the fact that sections will contain whole

5(c)

crystals and segments of crystals. A number of
methods have been developed to overcome problems
arising from this, but these have limitations in their
use. For the purpose of comparison, estimates of area

08

density (the percentage area of crystal profiles in the
plane of the tissue section) are both simpler to obtain
(A

0)
T3

04

S

02

<

and more reliable. We therefore believe that area
density rather than crystal number is a more useful
variable. The most striking result of this study is the

e—

difference in crystal deposition between the superior

00

0

10

20

30

40

50

Depth from articular surface (^m)

and inferior regions of articular cartilage, coupled
with the trend for this difference to lessen with

Fig. 5. D epth profile o f m icrocrystal area density in the superficial

increasing specimen age. This may explain the lack of

zone, superior region ( | ) and inferior region ( □ ), femoral head

such a difference recorded by Stockwell (1990) whose

articular cartilage for three age groups: (a) 10-25 y,

(b) 40-55 y, (c)

75-90 y.

study was restricted to elderly femoral fracture
patients.
One factor known to exert a major influence on

(0-50 |im) was examined in detail in this study. The

articular cartilage is mechanical loading (Van Kampen

presence of the crystal band appearing within this

& Van de Stadt, 1987; Sah et al. 1989). It has been

zone may be considered in relation to the organisation

suggested that mechanical stress is involved in the

and distribution of the major matrix components:

regulation of chondrocyte metabolism (Stockwell,

collagens and proteoglycans. In the 3-dimensional

1987). The femoral head is part of one of the most

architecture of collagen in articular cartilage, proposed

heavily loaded joints in the body (Bullough et al.

independently by Clark (1990) and Jeffery et al.

1973; Paul, 1976). The distribution of weight-bearing

(1991), collagen in the intermediate and superficial

stresses around this joint corresponds to the observed

zones is organised in a layered or leaf-like manner.

differences in crystal loading between the superior and

The orientation changes from vertical in the inter

inferior surfaces (Bullough et al. 1973; Paul, 1976).

299

Crystals in human cartilage
The only recorded observation of calcified bodies
similar to cuboid crystals outside femoral head
articular cartilage was in the meniscus of the knee

A l i SY (1978) New knowledge of osteoarthrosis. Journal o f C linical

Pathology 12 (Suppl.), 191-199.
A l i SY (1985) A patite-type crystal deposition in articular cartilage.

Scanning Electron M icroscopy 4, 1555-1566.

joint (Ghadially & Lalonde, 1981), which is also a

A l i SY, B a y l is s M T (1974) Enzymic changes in hum an osteo-

load-bearing joint (Paul, 1976). Also the maximum

arthrotic cartilage. In N orm al and Osteoarthrotic A rtic u la r

strain during compressive loading of articular car
tilage is exerted in the superficial zone (O’Connor
et al. 1988). Any response of articular cartilage to
mechanical load or strain is likely to be attributable to
changes in chondrocyte metabolism, which may

C artilage

(ed.

S. Y. Ali,

M. W. Elves

&

D . H. Leaback),

pp. 189-205. L ondon: Institute o f O rthopaedics, University of
London.
A l i SY, G r if f it h s S (1981a) New types o f calcium phosphate

crystals in osteoarthritic cartilage. Seminars in A rth ritis and
Rheumatism 11 (Suppl. 1), 124-126.
A l i SY, G r if f it h s S (19816) M atrix vesicles and apatite deposition

implicate the chondrocyte with an indirect role in

in osteoarthritis. In M a trix Vesicles: Proceedings o f the Third

crystal formation. In this study crystals have been

International Conference on M a tr ix Vesicles, pp. 241-247. M ila n :.

observed in association with pericellular membranous
vesicles and lipid material, and other cell debris away
from pericellular regions, supporting previous obser
vations (Ali & Griffiths, 1981a, 6, 1983; Ali, 1985;

Wichtig.
A l i SY, G r if f it h s S (1983) F orm ation o f calcium phosphate

crystals in norm al and osteoarthritic cartilage. Annals o f
Rheumatic Diseases 42 (Suppl.), 45-48.
B l u m e n t h a l N C , P o s n e r AS, S il v e r m a n L D , R o s e n b e r g L C

(1979) Effects o f proteoglycans on in vitro hydroxyapatite

Stockwell, 1990). The observed distribution is sugges

form ation. C alcified Tissue International 27, 75-82.

tive of an opportunistic mineralisation process rather

B u l l o u g h P, G o o d f e l l o w J, O ’C o n n o r J. (1973) The relationship

than a specific system. It has been suggested that

between degenerative changes and load-bearing in the hum an

cellular debris and lipid in the matrix may be involved
in the mineral formation process in hydroxyapatite
deposition within osteoarthritic articular cartilage
(Ohira & Ishikawa, 1987) and calcium pyrophosphate
dihydrate crystal deposition disease (Ohira et al.

hip. Journal o f Bone and Joint Surgery 55B, 746-758.
C hen CC, B o s k e y AL, R o s e n b u r g LC (1984) The inhibitory effect
o f cartilage proteoglycans on hydroxyapatite growth. Calcified
Tissue International 36, 285-290.

Chen CC, Boskey AL (1985) Mechanisms of proteoglycan
inhibition of hydroxyapatite growth. Calcified Tissue Inter
national 37, 395-400.

1988). The evidence presented would support the co

Chen CC, Boskey A L (1986) The effects of proteoglycans from

occurrence of matrix vesicle-like structures (of low

different cartilage types on in vitro hydroxyapatite proliferation.

specificity), reduced concentration of proteoglycan
and an extra-articular source of calcium and phos
phate ions as favourable conditions for cuboid crystal
deposition. However, the cuboid crystals demonstrate
a greater ubiquity in relation to cartilage age and a

Calcified Tissue International 39, 324-327.
C l a r k JM

(1990) The organisation o f collagen fibrils in the

superficial zones o f articular cartilage. Journal o f Anatom y 171,
117-130.
D ieppe PA, C r o c k e r P, H u s k i s s o n EC, W i l l o u g h b y D A (1976)
A patite deposition disease; a new arthropathy. Lancet i, 266-269.
F a u r e G , N e t t e r P, M a l a m a n B , S t e in m e t z J, D u h e il l e J et al. '

more specific distribution than was previously ap

(1980) Scanning electron microscopic study o f microcrystals

parent. A further factor, mechanical load, is suggested

implicated in hum an rheum atic diseases. Scanning Electron

for crystal formation, with this and the fibrillar
architecture of the matrix contributing to their
observed distribution.

M icroscopy 3, 163-176.
G h a d ia l l y F N , L a l o n d e J-M A (1981) Intram atrical lipidic debris

and calcified bodies in hum an semilunar cartilages. Journal o f
Anatom y 132, 4 8 M 9 0 .
H a l v e r s o n PB, R y a n LM (1988) Triple crystal disease: m ono

sodium urate m onohydrate, calcium pyrophosphate dihydrate,
and basic calcium phosphate in a single joint. Annals o f Rheumatic
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CALCIUM PHOSPHATE MICROCRYSTAL DEPOSITION IN ARTICULAR
CARTILAGE: CHARACTERISATION BY XRMA.
Colin Scotchford and S Yousuf Ali
Institute of Orthopaedics, UCMSM, London, UK
INTRODUCTION
Deposition of calcium phosphate mineral phases, such as calcium pyrophosphate dihydrate(CPPD)
and hydroxyapatite (HAP), in articular cartilage is associated with cartilage degeneration and ensuing
arthropathies. Such pathological mineral depositions differ from normal biological mineral with
respect to size, morphology and chemical composition. These massive mineral depositions may be
detected by radiological imaging or light microscopy. Calcium phosphate microcrystals have been
described in normal and osteoarthritic (OA) human articular cartilage using electron microscopy. Of
these, "cuboid" crystals (size range 50 -SOOnm) are being further investigated (Fig.l). The present
XRMA study aims to characterise the chemical composition of the cuboid crystals in relation to their
role in the physiology and pathology of articular cartilage.
MATERIALS AND METHODS
Articular cartilage from freshly resected normal and OA human femoral heads was fixed in 1.5%
glutaraldehyde in 0.085M sodium cacodylate buffer (pH 7.4) for 4 hours. After buffer washing,
specimens were dehydrated through a graded alcohol series, then transferred to propylene oxide prior
to overnight infiltration with araldite CY212 resin, under vacuum, and polymerisation at 60® C for 48
hours. lOOnm sections were cut and collected on piolform coated, copper grids. XRMA was carried
out using a Philips CM 12 transmission electron microscope with an ED AX 9800 XRMA
system.Spectra were recorded at lOOkV for 200 live seconds, with a tilt angle of 20®. Ca/P ratios were
calculated using a measured standard of sintered HAP, which was processed as described above.
Samples of known calcium phosphate mineral phases were analysed to produce a standard curve.
Samples of bone mineral were also analysed.
RESULTS AND DISCUSSION
Typically the crystals examined produced spectra comprising two major peaks with a low back
ground. The major peaks were identified as corresponding to Ca (Ka at 3.69keV) and P (Ka at
2.0IkeV ). A small Mg peak ( Ka 1.25 keV) was identified when an adjacent matrix spectrum was
subtracted from a crystal spectrum. This procedure removed any interference due to As (La 1.28keV)
from the buffer. Mg has been reported to stabilize amorphous calcium phosphate, inhibiting the
progression to HAP (Blumenthal et al. 1977. Calcif. Tiss. Res. 23.245-250). Mg has also been re
ported as a stabilizing impurity in 13-tricalcium orthophosphate (Schroeder et al. 1977. J. Solid State
Chem. 22,253-262), and is integral in the Ca salt Mg-whitlockite. Mean Ca/P ratios of crystals for
specimens ranged from 1.37 to 1.47, which were close to values recorded for synthetic tricalcium
phosphate (TCP) (Fig.2).These values were significantly lower than those recorded for bone mineral.
This difference does not rule out an apatitic nature to the crystals, as calcium deficient apatites have
been described and synthesised (Blumenthal et al. 1981. Calcif. Tissue Int. 33,111-117). Investiga
tion of crystals from one specimen indicated that there was no significant change in the Ca/P ratio of
crystals with respect to increases in crystal size (Fig.3). Similarly there was no significant change in
the Ca/P ratio of crystals with increasing specimen age (Fig.2). This suggests that the crystals are in a
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stable State and not functioning as intermediaries in a mineral "maturation" process. No significant
difference in the Ca/P ratio was observed between crystals from normal and OA cartilage (Fig.2). The
results described do not directly implicate these crystals in a degenerative role; however their occur
rence in functionally normal cartilage requires further investigation.
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Fig. 1. Cuboid crystals in articular cartilage matrix.
Fig. 2. Variation in mean Ca/P ratio (+SD: n=10) with age, for crystals from normal and OA
specimens. Mean values for HAP, TCP and CPPD are indicated.
Fig. 3. Variation in mean Ca/P ratio (n=10) with crystal size.
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Electron microscopy and X-ray analysis of calcium phosphate microcrystals in human
articular cartilage
Yousuf-Ali S and Scotchford C
Institute of O rt hop ae di cs (University of London) Royal National
Ortho pae di c Hospital, Stanmore, Mi ddl es ex HA74LP,England.
Electron m ic ro sco py of h uman articular c ar ti la ge (from
normal joints and from patients with osteoarthritis) has revealed
the presence of 'c u b o i d ' microc ry st als of calc iu m phosp ha te in the
surface.zohe^.
The m ajo ri ty of these m ic ro crystals range in size
from 50 to 250nm and c an not n or ma lly be seen by x-ray ra di ography or
by light microscopy.
These cuboid mi cr ocrystals are quite
diffe ren t in composition, size,and di st ri bu tio n to sodium urate and
c àl cium p y r o ph osp ha te crystals w hi ch are clo se ly a ssociated with
joint d e g en era ti on in osteoarthritis^.
A deta il ed study of these
cuboid mic ro crystals is under wa y to determ in e occurrence,
composition, mode of forma ti on and function in articular cartilage.
Articular c artilage specimens from specific areas of normal and
os te oa rt hri ti c femoral heads were p r o c e sse d for electron m ic roscopy
by conventional methods.
Sections were exami ne d in Philips CM12
electro n micros cop e and a h i s t o m o rp ho met ri c study of the microcrystal d i s tr ib ut ion was c ar ried out from electron m i c r o g r a p h s .
Gl ut ar al deh yd e fixed specimens were processed, sectioned and
examined unstai ned by x-ray mic ro analysis with EDAX 9800 system.
The cuboid mi cro crystals were found p re dom i n a t e l y forming a band
betwe en 5 and 50 micr om et ers be l o w the a rticular surface where
they have an area densi ty of 0.8%.
There was a significant
di fference in crystal area de ns it y bet we en c artilage samples from
superior and inferior regions of the femoral head.
A vari at io n
in distribution, and an increase in mean crystal size was apparent
w it h age of patients.
Elect ro n probe x-ray microanalysis indicates
that the micro crystals had a Ca/p ratio between 1.4 and 1.5 and
had traces of m ag n e s i u m a s s o ci at ed with them.
The Ca/p ratio was
different from that for hy dro x y a p a t i t e and may imply that these
mi crocrystals are similar to jôtricalcium phosphate or whitlockite.
The mecha ni sm of f ormation of these cuboid m icrocrystals is not
known but they fre qu en tl y occur either perice ll ul arl y amidst
membranous matrix vesicles or are seen to occupy an oval area where
there is membranous debris indicative of a profile of a dead
ch on drocyte in the matrix.
Variou s new techniques are being
applied to a study of these c uboid m icrocrystals to de termine their
role in p hy si ol ogy and p a t h o l o g y of ar ticular cartilage.
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Fig.l Human articular cartilage surface region showing
microcrystals in the matrix forming a band or distributed
pericellularly around chondrocytes.
Bar = lOum.

.
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M
Fig.2 Detail of lacuna and matrix at the edge of a chondrocyte
showing a cuboid microcrystal and the formation of another
in a membranous vesicle (arrow). Bar = 0.Sum.
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Microcrystal deposition in cartilage and in
osteoarthritis

S. Yousuf A li, J. A , Rees and C .A . Scotchford
Department o f Experimental Pathology, Institute o f Orthopaedics, (University o f London), R.N.O.H.,
Stanmore, Middx. H A74LP, UK

The destructive joint degeneration caused by the deposition of sodium urate crys
tals in gout has been known for a long time and is amenable to treatment in patients
[1]. There is a strong association between calcium pyrophosphate deposition in
joints and degenerative osteoarthritis and terms such as ‘Crystal Deposition Dis
ease’ and ‘Crystal Associated Arthritis’ have been coined [1]. The role of hydroxy
apatite and other calcium phosphate crystals in arthritis has yet to be elucidated
[2,3]. We have made a detailed study of these various crystals by using the electron
microscope and electron probe analysis. We have demonstrated the presence of at
least three different types of calcium phosphate crystals in different sites of human
articular cartilage from the femoral head [4]. Most of these microcrystals cannot be
detected by either x-ray radiography or light microscopy [5].
With age and in arthritic conditions there is a continuous remodelling of the tide
mark at the chondro-osseous junction. The calcified cartilage appears to advance
into the non-calcified articular cartilage. The initial calcification occurs in extracel
lular matrix vesicles where fine needles of hydroxyapatite can be seen associated
with the membranes of the vesicles and subsequently growing to form nodules of
mineral. These nodules were described and characterised by us as being formed
from hydroxyapatite crystals originating in matrix vesicles distributed pericellularly
around the chondrocytes in the deep zone of articular cartilage [3,6]. A separate
study had confirmed the presence of matrix vesicles in this region by the use of alkaUne phosphatase as a marker enzyme biochemically [3] and by using enzyme histo
chemistry at the electron microscopic level [8]. The increase in alkaline activity
seen in human osteoarthritic cartilage as compared with age-matched normal carti
lage is probably derived from this region [3,8]. Thus there is increase in alkaline
phosphatase, matrix vesicles and calcification in this zone of articular cartilage in
osteoarthritis [2].
A second type of apatite-type calcium phosphate crystals were observed on the
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surface of fibrillated or arthritic cartilage. These were in the form of fine needleshaped crystals in clusters [4,5,6]. The mechanism of formation of those surface
crystals is not known but they are probably formed subsequent to the disease pro
cess possibly by the process of bone rubbing against bone in the late stages of os
teoarthritis [5,6].
A most interesting discovery was the observation of a third type of calcium phos
phate crystal which appeared to be ‘cuboid’ in shape. These crystals were present in
large numbers just under the surface of articular cartilage up to a depth of approxi
mately 50 jum [4] (Fig. 1). Most o f our original work was on osteoarthritic cartilage
and the presence o f these crystals in areas where cartilage degeneration occurs im 
plied to us that they may be involved in the disease process [4,5]. Recently we have
established their presence in normal cartilage with a smooth surface. They are
usually present as a band of crystals but have a high frequency either pericellularly
around chondrocytes in the surface zone or can be seen occupying an oval area
where there is membranous debris indicative of a profile of a dead chondrocyte. On
the basis of our long-term study we feel there is strong evidence indicative of the
form ation o f these ‘cuboid’ crystals from membranous bodies. Pericellularly these
membranous bodies resemble matrix vesicles in size and distribution (Fig. 2). Elec
tron histochemistry did not indicate much alkaline phosphatase in this region and
we have to turn to immunolocalisation to establish if alkaline phosphatase is present
in an inactive form [8].
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Fig. 1. Unstained section of human articular cartilage showing a dense band of ‘cuboid’ crystals. Note
high density of crystals around the chondrocyte.
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Fig. 2. Pericellular area of an articular chondrocyte, showing profiles of collagen fibrils (C), matrix vesi
cle type membranous bodies (m) and two ‘cuboid’ crystals (<-), one with a membrane envelope.

Electron probe analysis clearly indicated that the ‘cuboid’ crystals were com
posed of calcium phosphate. Initial measurements o f the Ca/P ratio appeared simi
lar to hydroxyapatite but quite different to calcium pyrophosphate. In addition
there appeared a small trace of magnesium also present. Because o f their ‘cuboid’
shape and the presence of small amounts of magnesium we postulated that these
crystals may be a form o f ‘W hitlockite’ [4,5,6]. Recent more accurate analysis is be
ginning to indicate that the mean Ca/P ratio is well below that of hydroxyapatite and
this study will be published in detail elsewhere.
These ‘cuboid’ crystals in human articular cartilage are also being studied by a re
cently developed new technique of elemental mapping by x-ray absorption differ
ence imaging in the scanning transmission x-ray microscope with very high resolu
tion [9]. The distribution of calcium containing crystals in articular cartilage by this
technique has completely confirmed our findings by transmission and scanning
electron microscopy and electron probe analysis [5,6,7,9j.
O ur original discovery o f these calcium phosphate ‘cuboid’ crystals in human ar
ticular cartilage has subsequently been confirmed by the observation by Stockwell
and colleagues [10,11]. W e are occupied in the study of their distributon, with age
and in different sites o f the femoral head. A new crystal isolation procedure has
been developed by the use of collagenase and ultracentrifugation and it is intended
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that a detailed study of these isolated ‘cuboid’ crystals will facilitate a better under
standing of their role in physiology and pathology.
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