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ABSTRACT

Homogeneous catalysts can provide very high activity and selectivity towards 

industrial desirable products at relatively mild conditions, but their commercialisation 

has been so far hampered by the problem of their separation from reaction mixture 

and solvent and hence the difficulties associated with their recycling. To overcome 

this problem a new concept of fluorous biphasic homogeneous catalysis has been 

developed to facilitate the separation and recycling of the catalyst. In these systems 

the catalyst is dissolved in a fluorous solvent. Under ambient conditions the fluorous 

phase is immiscible with the organic one containing the reaction components, 

facilitating catalyst separation and recycling. At reaction conditions only one phase is 

formed allowing excellent contact between substrate and catalyst and eliminating 

mass transfer limitation. This is a generic technology with high potential for 

industrialisation that is applicable to a wide variety of homogeneous catalytic systems.

In this work a continuous reaction system is developed, which includes a chemical 

reactor that is connected via a heat exchanger with a gravity settler, where from the 

catalyst phase is continuously recycled to the reactor. The work is focused on the 

hydroformylation of higher alkenes, a reaction system of great industrial importance.

The liquid -  liquid equilibrium of the fluorous solvent -  organic phase was 

studied. A proof of concept separation study in a continuous system was also carried 

out demonstrating the efficiency of the separation of the two phases.

Finally, reaction studies were carried out in the presence of a fluorous modified 

rhodium catalyst. Conversion levels up to 70% were observed, with linear to branched



product ratios being around 1 2 , while the fluorous catalyst was successfully recycled 

to the reactor. Efficient stirring was essential for high conversions for minimising 

alkene isomérisation. Leaching of the ligand, rhodium and the fluorous solvent into 

the organic product phase was significant.
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CHAPTER 1: INTRODUCTION

CHAPTER 1: 

Introduction

Homogeneous catalysts can provide very high activity and selectivity towards 

industrial desirable products at relatively mild conditions but their commercialisation 

has been so far hampered by the problem of their separation from reaction mixture 

and solvent and hence the difficulties associated with their recycling [Frohling and 

Kohlpaintner, 1996]. The new concept of Fluorous Biphasic Systems (FBS) has been 

developed for the easy separation and recycling of the homogeneous catalysts. In 

these systems the catalyst is dissolved in a fluorous solvent, which under reaction 

temperature is miscible with an organic solvent that contains the reaction components, 

while under ambient conditions is immiscible with the reaction mixture [Horvath and 

Rabai, 1994]. This is a generic technology that is applicable to a wide variety of 

homogeneous catalytic systems, but this work is focused on the hydroformylation of 

higher alkenes, a reaction system of great industrial importance [Frohling and 

Kohlpaintner, 1996].

Hydroformylation of long chain alkenes produces aldehydes, which are 

subsequently used as raw materials for the manufacture of soaps and detergents.



CHAPTER 1: INTRODUCTION

Currently, hydroformylation process is carried out using cobalt based catalysts, which 

require very harsh operating conditions. Considerable advantages in selectivity and 

operating conditions can be obtained using rhodium based catalysts, but conventional 

separation of the products by distillation is impossible because the boiling points of 

the products, even at low pressure, are well above the decomposition temperature of 

the catalyst [Frohling and Kohlpaintner, 1996]. The fluorous biphasic approach has 

high potential for industrialisation as it is monophasic under the catalytic conditions 

allowing excellent contact between substrate and catalyst and eliminating mass 

transfer limitation, while biphasic at ambient temperature facilitating product recovery 

and catalyst recycling [Hope and Stuart, 1999].

In this work, for the first time a continuous reaction system that facilitates catalyst 

recycling has been developed and used for the continuous hydroformylation of higher 

olefins, i.e. 1 -  octene, to linear and branched aldehydes under fluorous biphasic 

conditions. Besides the chemical reactor it includes a heat exchanger at the reactor 

outlet and a separator at its end. The phase behaviour and the mass transfer 

characteristics of the system are essential for the design of the reactor and the 

separator. The nature of the fluorous and organic solvents, the nature and 

concentration of the substrate, products, catalyst and gaseous components, the 

temperature and pressure, the reaction mechanism and phase separation are studied 

and they provide criteria for the units’ design.

Initially, separation studies of the fluorous solvent from the organic reactants and 

products in the absence of catalyst were undertaken that verified the separation 

principle of the system. Fast and efficient separation of the two phases was observed. 

The more polar products present in the organic phase the less was the leaching of the 

fluorous solvent in the organic phase.
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A continuous reaction system was subsequently studied. These reaction runs in the 

presence of a fluorous modified rhodium catalyst proved that the developed 

experimental set -  up can be successfully used for the continuous hydroformylation of 

higher alkenes under fluorous biphasic conditions, giving satisfactory conversion and 

selectivity to the desired product. Catalyst and ligand concentration, as well as 

efficient stirring, are essential for high conversions. The main drawback of the process 

is the significant leaching of ligand and catalyst in the organic phase, which is 

continuously removed fi’om the system, leading thus to deactivation of the catalytic 

system in the long term.
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Chapter 2: 

Literature Survey

2.1 HYDROFORMYLATION

2.1.1 Introduction

Hydroformylation is the reaction between olefins and a mixture of hydrogen and 

carbon monoxide (synthesis gas), which leads to linear (1) and branched (b) aldehydes 

as primary products, Figure 2.1. This reaction is the oldest and most widely used 

homogeneous catalytic reaction of olefins [Parsall and Ittel, 1992].

0 0  + H,

Figure 2.1: Hydroformylation of 1-octene to C9  aldehydes.

The product linear aldehydes are used as intermediates to produce many different 

compounds, such as alcohols, diols, carboxylic acids, acroleins, acetals, ethers and
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amines. Alcohols are by far the largest group in the range of such products and are 

mainly consumed as plasticizers in the polymer and detergent industry [Frohling and 

Kohlpaintner, 1996]. Thus, high selectivity towards linear aldehydes is desirable.

Many metal complexes have been stated to catalyse the hydroformylation 

reaction. A general form of these catalysts hHJAy{CO)^L^, where (M) is a transition

metal -  which enables the formation of a metal carbonyl hydride species -  and (L) is a 

ligand. When, w = 0 the catalyst is called “unmodified”, whereas a ligand other than 

CO and H2  is coordinated at the metal centre, the catalyst is “modified” [Frohling and 

Kohlpaintner, 1996]

So far cobalt, rhodium, platinum and ruthenium are the four transition metals used 

as hydroformylation catalysts in research but only Co and Rh are used in commercial 

processes. The first hydroformylation catalysts used in industries were based on Co 

without a modifying ligand. Harsh conditions were used and the reactivity was slow. 

Rh based catalysts have better selectivity to the linear products and demand milder 

reaction conditions, but due to catalyst separation problems they are not preferred to 

currently used cobalt complexes [Frohling and Kohlpaintner, 1996; van Leeuwen, 

2000].

Higher selectivity towards n -  aldehydes and better activity on hydroformylation 

of long chain olefins can be achieved by modifying the metal catalyst. The main 

classes of ligands used in industrial hydroformylation are phosphorous (ID) ligands, 

such as phosphines PR^iR = C^H^,n-C^H^) [van Rooy et a l, 1996; Horvath et a l, 

1998; Paganelli et a l, 2000; Wang et a l, 2000; van Leeuwen, 2000] and phosphites 

P(OR\ [ van Rooy et a l, 1996; Kamer et a l 2000].
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2,1.2 Unmodified catalysts mechanism

The mechanism for the hydroformylation of olefins using unmodified cobalt 

catalyst was proposed by Heck and Breslow [Heck and Breslow, 1961] and is shown 

in Figure 2.2. Though the cycle was initially proposed for cobalt complexes, it is also 

valid for unmodified rhodium complexes [Frohling and Kohlpaintner, 1996].

V a C 0 2 ( C 0 ) b  +  V g H a H G o (C O )4  0  

+GO -CO @

R C H 2 C H 2 C H O

i s o m e r s

* H C o (C O )3  R C H = C H 2^  X®
/  H ( ^ C 0 ) 3

R C H 2 C H 2 C O C o (C O )3  R C H = C H a  ^
i s o m e r s

€
^  \  R C H 2 C H 2 C o (C O )3

R C H 2 C H 2 C o ( C O ) 4  ^  C o { C O ) 3

i s o m e r s

Figure 2.2: Catalytic cycle of hydroformylation with unmodified cobalt catalysts.

The main steps involved in the cycle are the following [Heck and Breslow, 1961]:

1 . reaction of the metal carbonyl Co2 (CO\with H^to form the hydridometal

carbonyl species HCo(CO\

2 . dissociation of CO to generate the unsaturated 16e species HCo(CO\

3. coordination of the olefin RCH = CH^ (18e)

4. formation of the alkylmetal carbonyl species (16e)

5. coordination of C0(18e)



CHAPTER 2: LITERATURE SURVEY

6 . insertion of CO to form the alkylmetal cdixhony\RCHfiHfiOCo{CO\ (16e)

7. reaction of the acylmetal species with hydrogen to form the aldehyde and 

regeneration of the hybridometal carbonyl HCo{CO\.

The suggested hydroformylation mechanism, though generally accepted, is still 

under investigation and many different pathways have been proposed for the initial 

formation of the hydridometal carbonyl species//Co(CO)3 , as well as, the final

reaction of the acylmetal species to form the aldehyde and regenerate the 

hydridometal carbonyl species [Frohling and Kohlpaintner, 1996 and references 

within].

The linear to branched ratio of the adlehydes formed by unmodified catalysts 

depends on the selective reaction of the hybridocobalt carbonyl with the olefin via 

Markovnikof and anti- Markovnikof addition. The less sterically demanding 

HCo(CO\ favours the formation of the branched isomer, where HCo(CO\ leads

mainly to the formation of the linear isomer. This is in accordance with the increased 

selectivity observed at higher carbon monoxide partial pressures, when according to 

step 2 in Figure 2.2 more77Co(CO)^ species are available. The catalytic activity drops 

at the same time, as HCo(CO\ is the less reactive catalyst species [Frohling and 

Kohlpaintner, 1996].

2,1.3 Modified catalysts

The Heck -  Breslow cycle can be also applied at the hydroformylation mechanism 

of the phosphine-modified rhodium catalysts with minor modifications [Frohling and 

Kohlpaintner, 1996].
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The most known catalyst precursor, RhH{PPh^)^CO, was first applied to 

hydroformylation by Wilkinson [Evans et al., 1968]. The key intermediate complex 

HRh{CO)2 (JPP) 2  can be generated by several equilibria, as shown in Figure 2.3. 

Starting with the key intermediate complex two possible pathways are proposed: the 

associative and the dissociative mechanism.

The associative mechanism -  pathway 2 in Figure 2.4 -  starts with the 

coordination of the olefin to HRh{CO)2 (TPP)2 , which leads to the fast and 

irreversible formation of the alkylrhodium complex RRh{CO)2 {TPP) 2 . The latter is

an intermediate derived through the dissociative mechanism as well. The dissociative 

mechanism is initiated by the dissociation of a carbon monoxide ligand from the 

initial complex, HRh{CO)2 {TPP)2 , to give HRh{C0)(TPP)2. Olefin coordination, 

formation of the alkyl complex and coordination of a carbon monoxide ligand leads to 

the formation of the alkylrhodium complex RRh{CO)2 {TPP) 2 . The next steps are the 

same for the two mechanisms: CO insertion to form the acyl complex 

RC{P)Ph{CO)(TPP) 2 , oxidative addition of hydrogen and reductive elimination to 

form the aldehyde followed by the final coordination of an additional CO ligand to 

regenerate the key complex.

The above described mechanism is very simplified. Usually, metal species 

containing one to four molecules of ligand will participate in the cycle depending on 

the concentration and the nature of the ligand and the CO partial pressure. When, 

alkenes higher than ethene are used, both the linear and the branched region -  isomers 

may be coordinated to the metal complex leading to the formation of the linear or 

branched aldehyde respectively. Furthermore, the alkylrhodium complex
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RRh{CO\{TPP\ may lead to the formation of internal alkenes through p -  hydride 

elimination.

HRh(C0)L3

+ L *L

HRh(CO]L^
+ CO

CO

iirtear products |

‘L
HRh(CO)gL̂  —«T

+ L
HRh(C0 >2 L

V
branched products

Figure 2.3: Initial equilibrium forming the active catalyst species, L = TPP.

CO
P h a P ^

CO

Rh— CO

PhjP«w ,diH

RCHaCHaCHO

H
I q̂OCHÿCHaR

P*i3P»̂ v ^C(0)CHiCH2R 
''CO

PhjP̂hiv... ^ 
@  OC*̂  ''pphj

V f
P h a P ^ ^ C O

PhaPtaĥ
PhjP^

CHaCHjR 

Rh— CO

OC^ ^PPha

CO

PhoP^ g .ŵ CHgCHgR

O C ^ S p h ,

CO

Figure 2.4: The hydroformylation cycle for modified rhodium catalyst: (1) 

dissociative and (2) associative mechanism [Frohling and Kohlpaintner, 1996].
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Mechanistic and kinetic studies of rhodium catalysed hydroformylation have 

given contradictory results in respect of the rate determining step in the catalytic cycle 

[Frohling and Kohlpaintner, 1996; van Leeuwen et a l, 2000]. Initially, it was 

suggested that the oxidative addition of hydrogen was the rate determining step 

[Parsall and Ittel, 1992; Divekar et a l, 1993; Deshpande et a l, 1996; Bhanage et a l, 

1997; Chaudhari et a l, 2001; Haumann et a l, 2002], while other studies suggest that 

the alkene coordination to the metal complex or the insertion of the alkene in the R-H 

bond is the rate determining step [van Rooy et a l, 1996; van Leeuwen et a l, 2000]. 

Bearing in mind that hydroformylation is a reaction depending a lot on the 

experimental conditions such as catalyst, substrate and phosphine concentration, as 

well as CO and H2  partial pressure, the above mentioned contradiction is easily 

understood. Moreover, the above mentioned studies were done not only in 

homogeneous, but biphasic systems as well, where mass transfer limitations may be 

very important for the drawn conclusions.

The regioselectivity (linear to branched aldehydes ratio) of the modified catalysts 

is enhanced at higher ligand concentrations and low pressures of carbon monoxide. At 

these conditions, the equilibrium in Figure 2.3 is shifted towards the formation of the 

HRh{CO)L^ complex, where the metal centre is coordinated by more than one

phosphine ligand. This is a more sterically hindered environment leading to the 

formation of linear isomers [Frohling and Kohlpaintner, 1996; van Leeuwen et a l, 

2000].

10
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2,1.4 Kinetics o f hydroformylation using modified rhodium catalyst

Parameters like temperature, partial pressures of CO and H2 , as well as catalyst, 

ligand and substrate concentration, determine the kinetics of hydroformylation. The 

general reaction rate is given by Equation 2.1 :

r = k*[substratef *[catalystŸ * )]  ̂*[p{CO)f *[ligandf (Eq.2 .1 )

In most cases, the reaction rate is positively influenced by increases in the 

concentration of catalyst, olefin and hydrogen, while carbon monoxide has a negative 

effect. The actual numeric values for the exhibitors depend on the reacting system, 

catalyst, olefin, organic or aqueous solvent and ligand [Divekar et al., 1993; Purwanto 

and Delmas, 1995; van Rooy et al., 1995; Frohling and Kohlpaintner, 1996; van 

Rooy et al.,1996; Deshpande et al., 1996; Bhanage et al., 1997; Palo and Erkey, 1999; 

Lekhal et al., 1999; Paganelli et al., 2000; Wang et a l, 2000; Haumann et a l, 2002; 

Zhang et a l, 2002; Yang et a l, 2002, a; Yang et a l, 2002, b]. More details about their 

effect are given below.

Temperature: Higher temperatures increase the initial reaction rate, like in most 

homogeneous catalytic reactions [van Rooy et a l, 1995; Frohling and Kohlpaintner, 

1996; Wang et a l, 2000; Yang et a l, 2002, b]. On the other hand, higher temperatures 

lead to lower to linear to branched aldehydes ratios for most olefins. This is probably 

because less coordinated metal species are involved in the catalytic cycle and these 

less sterically hindered metal centres lead to an increased formation of the branched 

isomers. Moreover, the formation of by-products, such as isomerised olefins, parafins, 

alcohols and water, generally increases with temperature [van Rooy et a l, 1995; 

Frohling and Kohlpaintner, 1996].

CO partial pressure: in general hydroformylation rates are inversely proportional 

to the partial pressure of CO for higher pressures, while for modified processes the
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hydrogenation activity at low p(CO) sets a lower limit for p(CO) . These effects are 

the same for both homogeneous and biphasic systems [Divekar et a l, 1993; Purwanto 

and Delmas, 1995; Frohling and Kohlpaintner, 1996; Deshpande et a l, 1996; 

Bhanage et a l, 1997; Haumann et a l, 2002]. Inhibition of the reaction rate due to 

increasing p{CO) is owned to the side reactions that lead to the formation of the 

inactive species {RC0)Rh{C0)2L^ and {RCO)Rh{CO)^L, competitive reactions to

the reductive addition of hydrogen. Figure 2.4. As a consequence, the effective 

concentration of the active catalytic species is reduced thus reducing the reaction rate.

H 2  partial pressure: hydroformylation reaction rate and activity is increased with 

higher pressures of hydrogen. Generally, a first order dependency of the reaction rate 

from piH^) is observed, enhancing further the belief that the oxidative addition of 

H2  to the acyl Rh carbonyl species is the rate controlling step [Divekar et a l, 1993; 

Purwanto and Delmas, 1995; Deshpande et a l, 1996; Bhanage et a l, 1997; Haumann 

e ta l, 2 0 0 2 ].

In most cases, the ratio of the partial pressure of the two gases is 1:1 and the 

overall pressure is determined by the combination of the effect of the partial pressures 

[Divekar et a l, 1993; Frohling and Kohlpaintner, 1996; Wang et a l, 2000]. 

Unmodified cobalt based industrial processes run under high pressures, 250-300 bar, 

while modified rhodium based processes use low pressures, 15-18 bar [Frohling and 

Kohlpaintner, 1996].

Catalyst and ligand concentration: the olefin conversion and the aldehyde yield 

are affected by the catalyst concentration. High catalyst concentration leads to high 

reaction rates and high conversions. This behaviour is expected since an increase in 

the catalyst concentration will increase the active catalyst species. Usually a linear 

dependency of the reaction rate from the catalyst concentration is observed [Divekar
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et a l, 1993; Purwanto and Delmas, 1995; van Rooy et a l, 1995; Deshpande et a l, 

1996; Bhanage et a l, 1997; Palo and Erkey, 1999; van Leeuwen et a l, 2000; 

Haumann et al, 2002]. No general rule for the catalyst concentration effect on the 

reaction selectivity has been found yet, as the latter also depends on the modifying 

ligand concentration [Frohling and Kohlpaintner, 1996],

For modified catalysts, increase in the ligand concentration is in favour of the 

reaction rate leading to a maximum. High excesses of ligand do not influence the 

reaction rate. The ligand/metal ratio influences selectivity to w -  aldehydes. In general, 

an increase in the ligand/metal ratio at the modified methods increases the n/i ratio. 

Coordination of the ligands to the metal centre enhances steric bulkiness and linear 

products are favoured. This effect is more or less pronounced, depending on the 

ligand structure. Hydrogenation and isomérisation reactions are hindered by an excess 

of ligand [Divekar et a l, 1993; Frohling and Kohlpaintner, 1996; van Rooy et a l 

1996; Palo and Erkey, 1999].

Substrate concentration: in homogeneous catalytic systems, used for the 

hydroformylation of linear alkenes, the reaction rate varies linearly at lower olefin 

concentrations. According to the catalytic cycle, an increase in substrate concentration 

will increase the coordination of olefin to the active metal species, to form the alkyl 

metal complex, hence will increase the reaction rate. At higher concentrations the 

effect is marginal [Divekar et a l, 1993; Purwanto and Delmas, 1995; van Rooy et a l, 

1995; van Rooy et a l, 1996; Deshpande et al, 1996; Bhanage et a l, 1997; Palo and 

Erkey, 1999]. For phosphine modified catalyst the rate of hydroformylation decreases 

with the increase of substitution of the olefin due to steric effects. Two methyl groups 

in the 4^ carbon atom have a greater impact than on in the 3"̂ .̂ It was observed that a 

higher degree of substitution closer to the double bond gave progressively more linear
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products, but at lower rates [van Rooy et a l, 1996]. Higher reaction rates of 

substituted alkenes can be achieved by using bulky phosphite ligands [van Rooy et 

a l, 1996; van Leeuwen et a l, 2000]. Due to steric bulkiness phosphites form metal 

complexes with just one ligand, complexes from which it is easy to lose a CO ligand, 

making the coordination of a substitute alkene easier, hence increasing the reaction 

rate [van Rooy et a l, 1996; Kamer et a l, 2000].

As hydroformylation reaction comprises at least two gases, carbon monoxide and 

hydrogen - in the cases of Q  -  Q  even the third reactant is in the gaseous phase -  and

the catalyst is always dissolved in a liquid, there are expected to be limitations at the 

reaction rate involving the dissolution of the gases to the liquid phase. When water is 

used as the catalyst solvent the two phase system turns to three phase system. In order 

to have the required mass transfer from the gas phase through the phase boundary to 

the liquid phase intimate contact between the phases is necessary. However, the mass 

transfer of the gases to the liquid phase is not the limiting step for the space -  time -  

yield of the process as process improvements have been implemented. Sparging of the 

synthesis gas at the liquid and additional mechanical agitation are sufficient for the 

quick dissolution of the gases at the low pressure processes [Frohling and 

Kohlpaintner, 1996]. Studies of the stirrer speed effect on the reaction rate show that 

the latter is increased with increased speeds reaching a maximum. Increasing the 

stirrer speed enhances the sparging of the gases, their transfer to the liquid phase and 

thus their effective dissolution rate in the reaction mixture until the mixture becomes 

saturated. After the equilibrium value is achieved, further increase of the speed does 

not influence the rate value. For homogeneous and biphasic systems this equilibrium 

is achieved at 400 rpm and 1500 rpm respectively [Bhanage et a l, 1997; Lekhal et a l, 

1999].
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2,1.5 Modifying ligands

Most of the papers published today in the area of hydroformylation are dealing 

with the development of new phosphine structures and their obtained catalytic results 

[Buhling et a l, 1995; Bhattacharyya et a l, 1997; Hanson et a l, 1998; Osuna et a l, 

2000; Bonafoux et a l, 2001; Bischoff and Kant, 2001; Suomalainen et a l, 2002; 

Pinault and Bruce, 2003]. It is generally accepted that electron donating ligands, like 

alkylphosphines lead to slower catalysis [Mac Dougal et a l, 1996], while 

arylphosphines, containing electron-withrdrawing substituents give higher reaction 

rates [Buhling et a l, 1995]. Moreover, phosphites usually show high activities 

especially in the hydroformylation of long -  chain aldehydes [van Rooy et a l, 1996]. 

The electronic effects of these ligands can explain their effect on the reaction rate. 

Electron withdrawing ligands decrease the back -  donation to carbon monoxide, thus 

carbonyls are bonded weaker to the metal centre, favouring the formation of active 

metal species. Figure 2.4. Additionally, alkene complexion is also favoured [van 

Leeuwen et a l, 2000].

One of the drawbacks of the modified catalysts is that whereas unmodified cobalt 

carbonyl catalysts tolerate a certain level of impurities, ligand modified rhodium 

catalysts are prone to oxidation, which is also catalysed by the transition metal. 

Therefore, oxygen, hydrogen peroxides, hydrogen sulphides and halogen compounds 

have to be carefully removed from synthesis gas and olefin to ensure the long term 

stability of Rh -  TPP complexes [van Leeuwen, 2000]. Alkynes and dienes may also 

affect ligand -  modified catalysts by formation of complexes, thus diminishing their 

activity, so only traces of these compounds should be present in the olefin feed 

[Frohling and Kohlpaintner, 1996]. Freeze pump thawing of the used solvents and 

treatment of the alkene over natural alumina to remove oxygen and peroxides and

15



CHAPTER 2: LITERATURE SURVEY

over sodium potassium to remove alkynes and dienes are the common practices used 

to have a more stable system. The addition of excess of ligand in the reacting system 

is another common practice to avoid oxidation [van Leeuwen, 2000].

The combination of the available modifying ligands with the different separation 

techniques in catalysis -  homogeneous, aqueous biphasic, fluorous biphasic, scCO:, 

ionic liquids, supported catalysts -  provides a big variety of systems for the 

hydroformylation of linear and branched alkenes. Of our particular interest are the 

results obtained when fluorous ponytails, i.e. are added at the phosphine

ligands in order to get the catalyst dissolved in a fluorous solvent (Fluorous Biphasic 

Systems) [Horvath et a l, 1998; Foster et a l, 2002, b]. Ligands such as 

and P{O-AC^Hj0^F^^\ have been studied, giving high

conversions and linear to branched ratios [Foster et a l, 2002, b]. These systems will 

be discussed in detail in the following paragraphs.

2.1.6 Commercial applications

The conditions and results of some major industrially applied hydroformylation 

processes are summarised in Table 2.1. Cobalt and rhodium are the only metals used 

as catalysts at the industrial processes. Cobalt based processes demand very high 

pressures and with few exceptions are used for the hydroformylation of longer chain 

olefins. Rhodium based processes (Low Pressure Processes) use milder reaction 

conditions, regarding the temperature and mainly the pressure. Besides, they give 

good conversion and aldehyde yields, but their commercialisation is hampered by
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problems regarding the catalyst separation from the product aldehydes [Frohling and 

Kohlpaintner, 1996].

Table 2.1: Typical data for major industrial hydroformylation processes [Frohling 

and Kohlpaintner, 1996].

Process BASF Exxon Shell UCC RCH/RP BASF

Olefin C3 H6 Cg — C1 2 C? - Cl4 CsHg CsHg C3 H6

Catalyst Co Co Co Rh Rh Rh

Ligand None None phosphine TPP TPPTS TPP

Temperature, °C 120-150 160-190 150-190 90-95 110-130 110

Pressure, bar 270-300 290-300 40-80 15-18 40-60 16

CO! Horatio 1:1 1:1.16 <1:2 1:1.07 1.01:1 0.9:1.1

Ligand/metal ^ 1-3:1 n/a n/a 100:1

Conversion, % 88-92 96 n/a 85-89 95 84-86

Aldehyde yield, % 70-75 7 2 -75 n/a n/a 99 n/a

n /i ratio 2.1-2.6 n/a 5.7-9 n/a 21 5.25

molar ratio, n/a: not available

Fortunately, the variety of ligands allows extensive catalyst variation and 

optimisation. New, more stable catalytic systems with better activity and selectivity 

are designed to meet the feedstock and product specifications [Arnoldy, 2000]. Table 

2.2 lists the known commercial applications of the Rh -  catalysed hydroformylation 

processes for linear terminal alkenes [Amoldy, 2000].
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Table 2.2: Commercial applications of the Rh -  catalysed hydroformylation 

processes for linear terminal alkenes [Arnoldy, 2000].

Alkene Products developed by Ligand kt/a

Ethene Propanol Celanese, 
Union Carbide

Tppa 400

Propene butanol, iso-butanol,
2 - ethyl -1- hexanol, neopentyl 
glycol

BASF,
Celanese,
Union
Carbide,
Mitsubishi

TPP 4000

Propene butanol, iso-butanol,
2 - ethyl -1- hexanol, neopentyl 
glycol

Ruhrchemie-
RhonePoulenc

TPPSb 600

1-hexene/
1-octene

carboxylic acids Celanese TPP 18

1-butene 2-propyl-1 -heptanol Hoechst TPPTS 40
1-butene/
2-butenes

2-propyl-1 -heptanol Union Carbide Diphosphite 80

higher 1- 
Alkenes

detergent alcohols Kvaerner DPBS" 120

» TPP = triphenylphosphine TPPS = tris(m-sulfonyl)triphenylphosphine, DPBS 
©-diphenylbutane-a-sulfonates

2.2 CATALYTIC SYSTEMS IN HYDROFORMYLATION

2,2.1 Homogeneous vs. heterogeneous catalysis

Homogeneous catalytic systems are the systems where at least one of the 

compounds present is miscible with the catalyst. Consequently in a continuous reactor 

the catalyst is removed together with the reaction mixture. Heterogeneous systems use 

a solid catalyst that is in contact with the fluid reactants. The catalytic effect takes 

place on the catalytic surface, external and/or internal [Frohling and Kohlpaintner, 

1996].
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Heterogeneous systems are successfully used in many industrial processes, i.e. 

mineral oil processes. The main advantages of catalyst -  product separation, as well 

as, long catalyst life can explain the wide use of these systems. On the other hand, 

problems related to slow diffusion and vigorous reaction conditions limit their 

applications.

Table 2.3: Homogeneous versus heterogeneous catalysis [Frohling and Kohlpaintner, 

1996].

Homogeneous Heterogeneous
catalysis_____________ catalysis______

Activity (relative to active High Variable
component content)
Selectivity High Variable

Reaction conditions Mild Harsh

Service life catalyst Variable Long

Sensitivity towards catalyst Low High
poison

Diffusion problems May influence biphasic May be important
systems

Catalyst recycling Expensive Not necessary

Variation of steric and electronic Possible Very difficult
properties of catalysts__________________________________________________

The main advantage of homogeneous systems is the considerably higher activity 

and selectivity achieved at lower temperatures. Thus, more temperature sensitive 

catalysts can be used and the system demands less energy consumption. One of the 

major obstacles for practical applications of homogeneous systems is the separation of 

the products and the catalyst recycling [Horvath and Rabai, 1994; Frohling and 

Kohlpaintner, 1996]. Table 2.3 summarises the main characteristics of homogeneous 

and heterogeneous catalytic systems.
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To date, many strategies and techniques for product separation from the catalyst in 

homogeneous systems have been developed, leading to an extensive use of 

organometallic complexes in homogeneous catalysis.

2.2.2 Heterogenisation o f hydroformylation catalysts

Many new processes under investigation attempt the immobilisation of 

homogeneous catalysts in order to facilitate easy product separation. In these 

processes the catalyst is anchored to some kind of soluble or insoluble support and the 

separation is carried out by a filtration technique [Tzschucke et a l, 2002; Cole- 

Hamilton, 2003]. Dendrimer supported catalysts are an example of such a technique 

[Reek ei a l, 2000; Oosterom et a l, 2001; Niu and Crooks, 2003]. These systems have 

a precise distribution of catalytic sites. They are efficient and tunable by ligand design 

and can be easily separated by nanofiltration. The problems of metal leaching and 

catalyst decomposition, as well as the cost of the dendrimers, need to be addressed 

before they become an attractive commercial alternative [Reek et a l, 2000; Oosterom 

et a l, 2001; Niu and Crooks, 2003]. Another interesting approach is the polymer 

supported catalysts. The most widely studied polymers for catalyst -  immobilisation 

are organic polymers such as cross - linked polystyrenes [Reek et a l, 2000]. The 

asymmetric hydroformylation of styrene using polystyrene supported rhodium 

catalyst clearly showed the drawback of these types of polymers, with high catalyst 

leaching and poor mechanical properties [Nozaki et a l, 1998]. Inorganic supports, 

such as silica, alumina, glasses, clays and zeolites, do not suffer from these drawbacks 

[Reek et a l, 2000]. A great example of the immobilisation of an active and selective 

hydroformylation catalyst into a silicate matrix monoliths that were constructed as the

20



CHAPTER 2: LITERATURE SURVEY

blades of a mechanical stirrer has been reported recently [Sandee et a l, 2001]. 

Moreover, “smart polymers” that show temperature depended solubility properties 

have successfully been developed [Bergbreiter, 1996]. Nonetheless, smart polymers 

have not been tested so far for the hydroformylation reaction.

A second type of processes under investigation is the biphasic systems. In these 

systems the catalyst is designed to be soluble in a solvent that, under some conditions, 

is immiscible with the reaction product, thus enabling easy catalyst -  product 

separation [Cole-Hamilton, 2003]. The aqueous biphasic system is very effective in 

catalyst separation and recycling and is industrially used for the hydroformylation of 

lighter olefins [Kohlpaintner et a l, 2001]. Fluorous biphasic systems [Horvath and 

Rabai, 1994], supercritical fluids [Palo and Erkey, 1999], ionic liquids [Dupont e ta l, 

2002] and supercritical fluid -  ionic liquids biphasic systems [Sellin e ta l,  2001] have 

been extensively used for the hydroformylation reaction.

2.2.3 Liquid — liquid biphasic systems

A liquid -  liquid biphasic catalytic process is a process in which a catalyst is 

designed to reside in one of the liquid phases while reactants and products form the 

other liquid phase. These systems are frequently used in synthetic, catalytic and 

separation processes [Horvath and Rabai, 1994; Horvath, 1998; Tzschucke et a l, 

2002; Cole-Hamilton, 2003]. The formation of the two phases is caused by the 

different intermolecular forces between molecules of the one liquid phase in 

comparison to forces between molecules of the other liquid phase. So, the selection of 

a reagent or catalyst phase depends on the properties of the product solution at high 

conversion values. For example, if the product is apolar, the reagent or catalyst phase
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should be polar and vice versa. The success of a biphasic system depends on whether 

the reagent or catalyst could be designed to remain preferentially in its phase. The 

easiest way to achieve the desired solubility is by designing the catalyst to be catalyst 

phase like; for example, by attaching appropriate solubilising ligands to the catalyst 

[Horvath and Rabai, 1994; Frohling and Kohlpaintner, 1996; Horvath, 1998; Horvath 

et a l, 1998]. Biphasic catalysis offers the chance for homogeneous catalysis, with the 

advantages of mild reaction conditions, high activity and selectivity coupled with easy 

catalyst and reaction products separation just by décantation, overcoming this way the 

main drawback of homogeneous catalysis [Frohling and Kohlpaintner, 1996].

The principle of the biphasic homogeneous catalytic reactions is shown in Figure

2.5. The ligand, L , attached to the catalyst ensures that the latter remains dissolved at 

the catalyst containing phase. Depending on the solubility of the reagents at the 

catalyst phase, the reaction can take place either at the interface of the two phases or 

at the bulk of the catalyst phase. The products formed during the reaction have very 

low or no miscibility with the catalyst phase, thus leading to their easy separation 

from the catalytic system and the recycling of the catalyst.

The most common homogeneous biphasic systems are aqueous systems, where 

the active catalyst is and remains dissolved in water. The reactants and reaction 

products, which are organic and relatively non -  polar, can be separated off after the 

reaction is complete by simply separating the second phase from the catalyst solution, 

so the latter can be recycled [Kohlpaintner et al, 2001].
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A + B

Product phase

catalyst 
or 

reage tl

L = solubilizing goi^C atalyst or reagent phase

-> P

Figure 2.5: Biphasic homogeneous reaction concept [Horvath, 1998].

The aqueous system is the only liquid -  liquid biphasic system used successfully 

at the industrial hydroformylation of lower olefins -  propene and butene [Frohling 

and Kohlpaintner, 1996; Comils, 1998; Hanson and Zoeller, 1998; Kohlpaintner et 

al, 2001]. The ligand used for the modification of the rhodium catalyst is TPPTS, 

tri(Aw-sulfonyl)triphenylphopshine. The catalyst formed after preactivation, 

[HRh(CO)- {(/w-S0 3 NaC6H4 )3 P } 3  has nine sulfonate substitutes and is accordingly 

readily soluble in water [Comils, 1998]. This simple in term of apparatus oxo -  

process has high selectivity, producing up to 98% linear aldehydes and it utilises the 

heat of reaction producing a net steam supplier system by means of the “heat transfer 

medium” n -  butyraldéhyde [Comils, 1998; Kohlpaintner et a l, 2001]. The products 

are easily separated by simple décantation and the catalyst is recycled to the reactor 

by immobilisation using water as the “mobile support” [Comils, 1998; Kohlpaintner 

et a l, 2001]. The great economics of this process, due to minimum catalyst loss, as 

well as the process’s potential fi-om a safety and an environmental point of view make 

its application even more attractive.
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Despite the advantages of the aqueous biphasic catalytic systems, they are not 

without disadvantages. Some reactants or catalysts hydrolyse when exposed to water, 

resulting in the production of unwanted byproducts and decreased performance. 

Moreover, because of the two phase nature of the system, the reaction occurs at the 

interface of the two phases and the reactants have to cross the phase boundary, which 

may lead to mass transfer limitations, resulting in lower reaction rates compared to 

single phase homogeneous systems [Wachsen e ta l ,  1998]. This effect is enhanced by 

the normally low miscibility of organic compounds in water [de Wolf et al,  1998; 

Horvath, 1998]. The low solubility of higher olefins in water limits the application of 

the 0X 0 -  process to the hydroformylation of olefins higher than pentene [Horvath et 

al,  1990; Horvath, 1998]. Several attempts have been made to overcome the problem 

of low miscibility including: the design of various ligands [Buhling et al,  1995; 

Hanson et al,  1998], the use of co -  solvents such as methanol [Monteil et al,  1994; 

Purwanto and Delmas, 1995], the design of thermoregulated phase transfer ligands 

[Wang et al,  2000; Webb et al,  2003], the use of microemulsions [Tic et al,  2001; 

Haumann et al,  2002], the use of cyclodextrines [Kalck et al,  1998; Reek et al, 

2000], the use of ionic liquids (molten salts) [Dupont et al,  2001; Tzschucke et al, 

2002; Cole-Hamilton, 2003], as well as supported aqueous phase catalysts [Kalck et 

al,  1998; Hanson and Zoeller, 1998; Reek etal ,  2000].

Supercritical CO2 , (SCCO2 ), on its own or in combination with ionic liquids has 

also been used to overcome some of the limitations of aqueous biphasic systems [Palo 

and Erkey, 1999; Sellin et al,  2001; Webb et al,  2003]. The absence of a gas -  liquid 

phase boundary and the ability of SCCO2  to dissolve large quantities of gases 

combined with the facile product and catalyst separation simply by reducing the 

pressure makes SCCO2  a usefiil tool for homogeneous catalysis. A continuous
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hydroformylation process for higher olefins using SCCO2  and ionic liquids has 

successfully been developed [Webb et a l, 2003].

One of the most interesting non -  aqueous biphasic systems developed are the 

fluorous biphasic systems, where the catalyst is dissolved in a solvent rich in 

C -  F  bonds [Horvath and Rabai, 1994; de Wolf et a l, 1998]. These systems, which 

are the main topic of this thesis, are discussed in detail in the following paragraphs.

2,2.4 Fluorous Biphasic Systemsj FES

The FBS concept is based on the limited miscibility of partially or fully 

fluorinated compounds with non fluorinated compounds [Zhu, 1993]. A fluorous 

biphasic system consists of a fluorous phase containing preferentially fluorous soluble 

catalyst and a second organic phase containing reactants and products with limited 

solubility in the fluorous phase [Horvath and Rabai, 1994; Horvath, 1998]. The term 

fluorous was first introduced by Horvath and Rabai [Horvath and Rabai, 1994] as the 

analogue to the term aqueous to emphasise the fact that the reaction is mainly 

controlled by a reagent or a catalyst designed to dissolve preferentially in the fluorous 

phase and the term has been extensively used since then.

A fluorous medium could be any perfluoroalkane, perfluorodialkylether, 

perfluorotrialkylamine, or similar non -  polar species that share key physical 

properties with these species. This definition was recently given by Gladysz and 

Curran [Gladysz and Curran, 2002]. Fluorous phase is defined as the rich in 

fluorocarbons phase [Horvath and Rabai, 1994]. The most effective fluorous solvents 

are perfluorinated alkenes that may contain functional groups, provided there are 

minimal attractive interactions between those groups. As perfluoroaryl groups offer
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dipole-dipole interactions, they are less compatible with the FBS concept than 

perfluoroalkyl groups [Horvath and Rabai, 1994].

The success of the FBS is due to the unique properties of perfluorinated 

hydrocarbons. They are inert, apolar and thermally stable, allowing vigorous reaction 

conditions [de Wolf et a l, 1998]. Moreover, they lack hydrogen -  bonding 

capabilities, which makes them relatively insoluble in their hydrocarbon analogues 

and they dissolve various gases such as oxygen, hydrogen and carbon dioxide [Zhu, 

1993; Fish, 1999]. The fact that fluorocarbon solvents are non toxic and even 

biocompatible [Fish, 1999] -  fluorocarbons have successfully been used as oxygen 

transport media or “blood substitutes”, as well as for diagnosis and drug delivery 

[Horvath, 1998] -  is another advantage of their use as solvents. Nevertheless, it was 

the realisation of the low miscibility of perfluoroalkanes, perfluorordialky ethers and 

perfluorotrialkyl amines with even the common organic solvents like toluene and 

acetone that led to the development of the fluorous biphasic chemistry [Horvath, 

1998].

Numerous perfluorinated solvents are commercially available with a wide 

selection of boiling points and densities that are always greater than those of common 

organic solvents. As demand increases, the prices of these solvents are being reduced 

accordingly [Barthel Rosa and Gladysz, 1999; Dobbs and Kimberley, 2002]. The use 

of PerFluoroMethylCyclohexane (PFMC), though a more expensive solvent has been 

used in the majority of the published exploratory work. As many cheaper 

perflqorinated alkenes are sold as mixtures of isomers or by boiling point range, their 

use could be compromised on the reproducibility and the interpretation of the 

measurements [Barthel Rosa and Gladysz, 1999].
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The use of perfluorocarbons, however, may also have some disadvantages. The Ci 

-  C2  fluorocarbons (freons) are green house gases and cause ozone depletion and their 

inertness is a major environmental problem [de Wolf et a l, 1998]. Their boiling 

points, however, are much lower than those of the higher perfluoroalkanes. 

Consequently, higher perfluoroalkanes have lower vapour pressures and might cause 

less environmental problem. Moreover, because of their exceptional stability, they 

have an extremely long life in the atmosphere (>2600 years) [de Wolf et a l, 1998; 

Cavazzini et a l, 1999]. Bearing all these in mind, the PEG users must make every 

effort possible to ensure that any PFC release into the environment is minimised and 

that its dispersion is contained.

Fluorous biphasic systems are well suited for converting apolar reactants to 

products of higher polarity, as the partition coefficient of reactants and products is 

high and low respectively in the fluorous phase. The net result is no or little solubility 

limitation on the reactants and easy separation of the products. Furthermore, as the 

conversion level increases, the amount of polar products increases as well, enhancing 

further separation [Horvath, 1998]. One of the most important advantages of the 

fluorous biphasic catalyst concept is that with the appropriate choice of organic and 

fluorous phases, either by heating or by increasing the pressure the two-phase system 

becomes a single-phase one, as shown in Figure 2.6. Thus, catalysis occurs under 

genuine homogeneous conditions, with all the advantages of high conversion and 

selectivity. After the completion of the reaction and when the system is cooled and/or 

depressurised the two phases are quickly re -  established, for facile catalyst -  product 

separation [Hope and Stuart, 1999]. Fluorous-organic solvent miscibility data can be 

found in literature [Sorensen, 1979].
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Figure 2.6: Catalysis within a Fluorous Biphasic System (FBS).

It should be emphasised that many well -  established hydrocarbon soluble 

reagents and catalysts can be converted to fluorous soluble by the addition of fluorous 

ligands [Horvath, 1998]. These are molecules that are specifically designed in order to 

mimic the reactivity of conventional organic molecules, yet be readily soluble in 

fluorous solvents by virtue of their high fluorine content [Dobbs and Kimberley, 

2002].

The fluorous biphasic concept has been successfully used in the liquid -  liquid 

extraction technique, for the isolation and purification of air and water sensitive 

organometallic compounds [Horvath, 1998; Spetseris ei a l, 1998; Tzschucke et al, 

2002], the multistep organic synthesis [Horvath, 1998; Curran, 2000], as well as the 

phase separable homogeneous catalysis [Horvath, 1998; Cole-Hamilton, 2003].
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2.2,5 Fluorous Biphasic Catalysisf FBC

Most molecular catalysts could be made fluorous soluble by attaching fluorous 

ponytails to the catalyst core in appropriate size and number. However, this 

modification has only been applied to transition metal complexes. In general, a 

fluorous compatible organometallic catalyst, contains at least

one metal centre to which at least one fluorous ligand, is bonded,

which includes the hydrocarbon domain, (R)„, and the fluorous domain, (R f) . The

fluorous domain controls the fluorous solubility of the molecule, while the organic 

domain, which resembles the conventional organic molecule, directs the reactivity of 

the compound. The fluorous partition coefficients ) of

such complexes depend on the type and size of both the fluorous and the hydrocarbon 

domain [Horvath, 1998; Dobbs and Kimberley, 2002]. The most effective 

fluorocarbon moieties, also known as fluorous ponytails, are linear and branched 

perfluoroalkyl chains with high carbon number, like perfluorohexyl (QEJ3 ) and

perfluorooctyl (CgEJ^) groups [Horvath and Rabai, 1994; de Wolf et a l, 1998]. The 

fluorous partition coefficients can be increased by increasing the number of 

perfluoroalkyl groups attached to the ligand.

However, the strong electron -  withdrawing properties of perfluoroalkyl moieties 

can have a dramatic effect on the catalytic activity when compared to non -  

substituted systems. Although it is difficult to predict the exact effect of these groups, 

it is easily understood that a decrease of electron density on the metal centre is 

expected to have a significant effect on bonding of catalytically important substrates, 

such as CO, H2  and olefins [de Wolf et a l, 1998]. Thus, the insertion of two or three 

methylene, ( -C ^ 2 ~)> groups before the fluorous ponytails is necessary to decrease
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this strong electronic influence [Horvath and Rabai, 1994; Hope and Stuart, 1999]. 

Studies have shown that even very long hydrocarbon inserts do not completely 

insulate the metal atoms from the electronic influence of the fluorinated units, but 

beyond a C3H6  group the variation with additional -CH 2-  units is minimal [Horvath 

et a l, 1998]. It should be noted that for the ligands with longer spacer groups it is 

necessary to incorporate longer perfluoroalkyl substituents in order to confer 

preferential perfluorocarbon solubility, as the total fluorine content of a fluorous 

compatible complex should be above 60% [Horvath et a l, 1998; Hope and Stuart, 

1999; Fish, 1999].

Ever since the introduction of the fluorous biphasic concept a lot of attention has 

been given to the synthesis of the fluorous ponytails and their effect on the catalyst 

activity. Fluorous soluble complexes like phosphines [Horvath et a l 1998; 

Bhattacharyya et a l, 1997; Bhattacharyya et a l, 2000; Richter et a l, 2000], 

phosphates [Bhattacharyya et a l, 1997; Bhattacharyya et a l, 2000; Richter et al, 

2000], biphanols [Adams et a l, 2003], porphyrins [Horvath et a l, 1998], 

pthalocyanines [Horvath et a l, 1998], diketonates [Klement et a l, 1997], 

tris(pyrazolyl)borates [Horvath et a l, 1998], bipyridines [Horvath et a l, 1998], 

cyclopentadienes [Hope and Stuart, 1999] and 1,4,7 -  triazacyclononane [Horvath et 

a l, 1998] have been prepared and used for the modification of the catalysts. The 

fluorous analogues of several transition metal complexes have also been synthesized 

including HRh{CO){P\CHfiH^{CF^\CF^W  [Horvath et a l, 1998], the fluorous

Wilkinson catalyst, C l R h { P [ C H f i H [Juliette et a l, 1997], the 

fluorous Yaska complex, ClIr{CO){P\CH^CH^{CF^)^CF^\}^ [Guillevic e/a/., 1997] 

QnàHRh{CO){P[-A-C^H^{CF^\CF^Wm^HRh{CO){P[0-A-C^H^{CF^\CF^\}^ 

[Foster et a l, 2002, a; Foster et a l, 2002, b]. Fluorous biphasic catalysis has been
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used in a variety of catalytic reactions including hydroformylation [Horvath et a l, 

1998; Foster et a l, 2002, b; Mathivet et a l, 2002, a], hydrogenation [Richter et a l, 

1999; Hope et a l, 1999], alkene oligomerisation [Benvenuti et a l, 2002], 

transestérification [Xiang et a l, 2002], hydroboration [Juliette et al, 1997], hybride 

reaction, alkene epoxidation and alkane and alkene functionalisation [Fish, 1999]. Of 

our particular interest is the hydroformylation of higher olefins, which was the first 

reaction to be demonstrated in fluorous biphasic systems [Horvath et a l, 1998].

2,2,6 Hydroformylation o f olefins in Fluorous Biphasic System

Hydroformylation of higher olefins using FBC was reported for the first time by 

Horvath and Rabai, who carried out hydroformylation of 1 -  decene using a fluorous 

modified Rh catalyst [Horvath and Rabai, 1994]. In a later publication [Horvath et a l, 

1998], the above mentioned system was described in more detail, reporting 

experimental results and comparing them with non -  fluorous systems. 

Hydroformylation of ethylene was also tested in the same system, thus, proving that 

FBS can be used for the hydroformylation of both lower and higher alkenes [Horvath 

eta l, 1998].

In the above mentioned study, the hydroformylation of 1 -  decene was carried out 

under fluorous biphasic conditions, using perfiuoromethylcyclohexane as the fluorous 

solvent and toluene as the organic solvent. The rhodium catalyst was modified using 

P[C^ 2 ^ ^ 2  )s fluorous phosphine ligand. The reaction was carried out in a

batch autoclave at 100 °C and 10 bar of CO/H2  (1:1), in a 50/50 vol% of toluene / 

perfiuoromethylcyclohexane. The concentration of Rh ranged from 0.02 to 2.2 mmol/1 

and an excess of ligand was used (P/Rh >3). Under these reaction conditions the
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solvent mixture formed a single homogeneous phase. After the end of the reaction the 

reaction mixture was cooled and the formed phases were allowed to separate [Horvath 

e ta l, 1998].

The selection of the f  ]̂  phosphine ligand was done after the

electronic properties of several trialkylphosphines were calculated. The insertion of 

two methylene (- CH2  -) groups was enough to lower the electron withdrawing effect 

of the fluorous ponytails, while the three perfluorohexyl groups provided a fluorous 

domain of about 75% of the total volume of the phosphine and high fluorous 

solubility [Horvath et a l, 1998]. Moreover, the solution structure of 

HRh{CO){P[CHfiH^{CF^)^CF^\}^, which is in equilibrium with

HRh{CO)2 {P[CH2 CH^iCF^)^CF^\)2 , is similar to that of HRh{CO){PPh^\ and 

HRh{CO){Pm-C^H^SO^Na)^}^, the latter being used in the aqueous biphase

hydroformylation of olefins [Horvath et a l, 1998].

The experimental results showed that while hydroformylation of 1 -  decene was 

inhibited by increased concentrations of f  ]^, the l:b ratio of the

aldehyde increased. The TumOver Frequency® (TOP) of 1 -  decene and the l:b ratio 

of the product aldehydes changed from 0.60 1/mol/s and 3.21 to 0.04 1/mol/s and 7.84 

respectively, for phosphine concentrations increasing from 22.1 mmol/1 to 304 mmol/1 

[Horvath et a l, 1998]. This was easily explained based on the reaction mechanism, as 

shown in Figure 2.3. The distribution of Rh intermediates with different 

CO/phosphine ligand ratios depends on the relative concentrations of CO and 

phosphine. At constant partial pressure of CO the ligand concentration becomes the 

determining factor. Thus, kinetic and selectivity data should be expressed as a

“ TOP is defined as the rate of olefin conversion by 1 mole of rhodium and is expressed as the moles of 
olefin converted to aldehyde per mole of catalyst per sec.
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function of ligand concentration rather than Rh/P ratio that is usually reported in 

literature [Horvath et a l, 1998]. The main side reaction was the olefin isomérisation, 

about 10%, and was not affected by the concentration of the ligand. Since the 

hydroformylation rate of internal alkenes is much lower than terminal alkenes [Evans 

et a l, 1968] the formed internal alkenes remained unconverted in the reactor. 

Moreover, less than 1% of 1 -  decene was hydrogenated to decane. The catalytic 

activity of the Rh!P[CHfiH^(CF^)^CF^\cdiX.?i[ysX was similar to that of the non

fluorous analogue Rh! and an order of magnitude lower than that of

the RhlPPh^ catalyst. In contrast, the l:b product selectivity of

RhlP[CH^CH 2 (CF2 )^CF^]^vf2iS closer to that of Rh/PPh^ rather than that of

Rh/P[((CH2 )^CH^]^ [Horvathe/a/., 1998].

The fluorous biphasic catalyst recovery concept was tested in a cycle of batch 

experiments, where the products, after the batch reactions, were separated from the 

catalyst and the latter was recycled to the reactor. In 9 consecutive runs, a total 

TumOver Number^ (TON) of more than 35000 was measured with 4.2% Rh loss. 

This loss represented 1.18 ppm Rh loss per mol of aldehyde and was due to the low 

but finite solubility of the /% / )s la catalyst in the product phase.

Furthermore, the changes in activity and selectivity during the experiment indicated 

some ligand leaching as well, which was not quantified [Horvath e ta l, 1998].

One problem with these results was that the selectivity to the desired linear 

products was modest unless high concentrations of the expensive fluorous modified 

ligand were employed (ligand concentrations of 152 and 304 mmol/1, at rhodium to

** TON is expressed as the moles of olefin converted to aldehyde per mole of catalyst used.
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ligand ratios of 103 and 102 respectively, gave the best l:b ratios of 6.3 and 7.8 

respectively. In addition the alkene isomérisation, ca. 10%, was quite high as well.

In a following study, Hope and co-workers [Bhattacharyya et al.  ̂ 2000] have 

synthesised P(4 -  )g triphenylphosphine and P(OC^H^ -  4 -

triphenylphosphite and tested their activity in 1 -  hexene hydroformylation. They 

showed that the aryl unit is a better electronic insulator than the C2 H4 , albeit not 

perfect; even the C6 H2 OCH2  unit does not completely insulate the P atom. In addition, 

the electronic influence through the aryl ring is purely inductive whereby a meta -  

substituent has a greater effect than a para -  substituent. Moreover, ortho -  and meta 

-  substitutions can generate steric interactions [Bhattacharyya et a l, 2 0 0 0 ]. Improved 

reaction rates and selectivities were obtained when P(OC^H^ -  4 -  )g was used,

which was further studied in the hydroformylation of other higher terminal alkenes 

[Bhattacharyya et a l, 2000; Foster et a l, 2002].

Another group reported results for the fluorous biphasic hydroformylation of 1 -  

decene using novel perfluoroctyl substituted triphenylphosphites [Mathivet et al, 

2 0 0 2 , b]. The standard reaction conditions used were: 80 °C, 40 bar CO/H2  (1:1), 

Rh:P = 5 and HT-perfluorooctane as fluorous solvent. Though all the catalytic systems 

studied exhibited high activity with TOF>3000 h '\  there was a great difference of 

reactivity according to the position and number of substituents on the aromatic ring of 

the phosphite used. The aldehyde selectivity and l:b ratio were also very different 

depending on the nature of the phosphine. Ortho -  substituted phosphite and to 

greater extent, 0 ,0 ’ -  disubstituted phosphates induce lower aldehyde selectivities and 

lower l:b ratios than their meta -  or para -  substituted counterparts. From a catalyst 

recycle point of view, the presence of a perfluorosubstituent in the ortho position is 

essential in order to avoid the attack of the phopshite by the aldehyde formed. With
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bulky ortho -  substituted phosphates, the catalytic species contains only one 

phopshite per rhodium and the fluorous partition coefficient of this species is too low 

to prevent rhodium leaching during separation.

More recent publications [Foster et a l, 2002, a; Foster et a l, 2002, b] examined 

the hydroformylation of 1 -  octene under fluorous biphasic conditions, where the 

rhodium catalyst was modified using four different fluorous ligands,

P [0 3 -Q ^ ,C Æ ]3 , P {02-C ,H ,C ,F ,,\ and

prepared by Hope and co -  workers [Bhattacharyya et a l, 1997].

The reactions were carried out at 60 -  80 °C and 20 bar CO/H2  (1:1) using 

perfluorodimethylcyclohexane as fluorous solvent for the phosphites and PFMC for 

the phosphine and toluene as the organic solvent. Initial phase behaviour screening of 

the system showed that 1 -  octene was hilly miscible with PFMC at temperatures > 

ca. 60 °C under typical hydroformylation conditions but nonanal phase separated even 

at 80 °C [Foster e ta l, 2002, b].

Phosphites f  [03 - ]g and P[OA-CqHJO^F^^\ showed much better l:b

ratios and higher initial rates than PPhg. These reaction were generally carried out at a 

[Rh] of 10 mmol/1 and even at ligand concentrations of only 30 mmol/1 the l:b ratios 

were as high as 8.4. One disadvantage of these phosphite ligands was that 

significantly higher isomérisation was observed than when using PPhg. These results 

are easily explained. Electron withdrawing groups attached to the aryl ring of 

phosphites or phosphines afford less basic ligands, resulting in more facile CO 

dissociation in the catalytic cycle and increased rates in hydroformylation. However, 

the concomitant increase in the electrophilicity of the metal centre leads to increased 

amounts of isomérisation, which in part accounts for the high l:b ratio observed 

[Trzeciak and Ziolkowski, 1999; Kamer et a l, 2000]. Using P[02-C^HJ^^F^^\ as
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ligand gave poor selectivity, presumably because the ortho -  substituent results in 

significant steric crowding on coordination [Adams et al, 2003]. In respect to the 

catalyst leaching, when was used, ICPMS analysis showed that

at 60 °C 9.7% of Rh leached to the organic phase. This value was a lot higher for 

higher temperatures indicating that the catalyst and/or the ligand were decomposing. 

The mode of the catalyst decomposition involved decomposition of the phosphite 

ligand in presence of the product aldehyde [Foster et a l, 2002, b].

Based on the fact that nonanal has higher polarity than toluene/aldehyde mixture 

and that a reduced volume of the organic phase might also reduce the level of rhodium 

leaching, reactions were carried out in the absence of organic solvent. In these 

experiments the volume of toluene was replaced by PFMC. The reaction rates 

observed were significantly increased by a factor of 1.5 and l:b ratio was dramatically 

improved as well, from 4.8 to 7.8. The extent of leaching of rhodium (6%) and 

phosphorus (9.6 at 60 were greatly reduced and there was much less of a 

temperature effect, suggesting that the catalyst was more stable in this system [Foster 

e ta l, 2002].

In order to find a more stable system, phosphine ligand was

investigated in great detail. Under dilute conditions. [Rh] at 2.0 mmol/1 and P/Rh = 3, 

these reactions showed zero order (saturation) kinetics expected for low 

concentrations of phosphine [Horvath et a l, 1998]. The l:b ratios were modest at ca.

3.5, but the much lower levels of isomérisation ( 2%) meant that selectivity to the 

linear aldehyde, in absolute amounts, was almost as good as for the reactions using 

the phosphite. Both rhodium (0.5 -  2.5%) and phosphorus (6.2 -  9.2%) leaching were 

low and varied little with reaction temperature. Increasing the phosphine 

concentration to 20 mmol/1 with [Rh] at 2 mmol/1 (10:1 ratio) considerably improved
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the l:b ratio and increased the selectivity to linear aldehyde (80.9%). The reactions in 

the presence of this excess of ligand were first order, presumably because the 

phosphine competed with the alkene for the rhodium, but the rate was still acceptable. 

The rhodium leaching was dramatically reduced. The best results were obtained for 

Rh (2 m m o \ J \ ) l (20 mmol/1) ligand, in the absence of organic

solvent. This gave a linear aldehyde selectivity of 80.9% and an initial productivity of 

8.8 mmol 1'̂  h '\ Rhodium leaching into the organic phase was 0.05% [0.08 mg Rh per 

mol aldehyde] and phosphorus leaching was 3.3% [Foster et a l, 2002, b]. These 

values were a lot better than those reported by Horvath [Horvath et a l, 1998] and 

were well compared with the known industrial processes [Foster eta l, 2002, b].

The results described in the previous paragraph showed the possibility for a 

development of a process which is nearing the rigorous retention of the rhodium in the 

system that would be required for commercial application, whilst retaining a high rate 

and good selectivity to the linear aldehyde product. In order to evaluate the long term 

reactivity and stability of this system we developed a continuous process that 

incorporates a pressurised reactor, where liquids and gases can be continuously fed 

and products removed. The fluids coming out of the reactor phase separate in a 

gravity decanter and the catalyst phase is recycled to the reactor. A somewhat similar 

concept has been used for aqueous biphasic systems, but only limited details have 

been published [Herrmann et a l, 1992]. Another such reactor that has been developed 

for the Lewis acid -  catalysed reactions under fluorous biphasic conditions did not 

involve any gaseous reactants [Yoshida et a l, 2003].

37



CHAPTER 3: THEORETICAL WORK FOR PHASE SEPARATION

Chapter 3:

Theoretical work for phase separation

3.1 INTRODUCTION TO LIQUID -  LIQUID EQUILIBRIUM

Many liquids are only partially miscible. Liquid -  liquid equilibrium of these 

systems for constant pressure is usually described by the coexistence curve shown in 

Figure 3.1, where 7̂  is the upper critical solution temperature below which the one 

phase mixture can be separated into two phases [Gupta e ta l, 1999].

one phase region
U C S T

Tc

T

two phase region i

A

Composition

Figure 3.1: Typical phase diagram of partially miscible mixtures.
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When an initially single -  phase partially miscible binary mixture is brought 

across its miscibility curve into the two -  phase region at temperature T, lower than 

the critical temperature,?^, it phase separates. According to thermodynamic stability

analysis a liquid mixture splits into two separate liquid phases if upon doing so it can 

lower its Gibbs energy. For a mixture of two partially miscible liquids, 1 and 2, with 

composition and respectively, the calculated Gibbs energy of mixing, , at

constant temperature and pressure is given by line (1) in Figure 3.2. If the 

composition of the mixture is that corresponding to point a, then the molar Gibbs 

energy of the mixture is given by Equation 3.1 [Prausnitz and Lichtenthaler, 1986]

2  +Ag„ (Eq.3.1)

where, Ag^, is the Gibbs energy of mixing at point a.

0 X' X: 1X

Figure 3.2: Molar Gibbs energy of mixing (at constant temperature and pressure) of a 

binary mixture; (1) partially miscible (2) totally miscible [Prausnitz and Lichtenthaler, 

1986].
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When the mixture splits into two separate phases, with the mole fraction of liquid 

1 in the two phases being x \  and respectively, then the Gibbs energy change

upon mixing is given by point b and the molar Gibbs energy of the two -  phase 

mixture is given by Equation 3.2,

3  + Agj (Eq.3.2)

where, is the Gibbs energy of mixing at point b.

Mole fractions x,and x^'m Equation 3.2 represent the overall composition and

they are the same as those in Equation 3.1 [Prausnitz and Lichtenthaler, 1986]. Point 

6, in Figure 3.2, represents a lower Gibbs energy of the mixture than point a does. 

Consequently, the liquid mixture having overall composition x̂  splits into two liquid

phases having mole fractions x \  and%'\. Point b represents the lowest possible Gibbs 

energy that the mixture may have at fixed temperature, pressure and overall 

composition x̂  [Prausnitz and Lichtenthaler, 1986].

A decrease in the Gibbs energy of a binary liquid mixture due to the formation of 

another liquid phase can occur only if a plot of change of Gibbs energy of mixing 

against mole fraction is, in part, concave downward. Figure 3.2. Therefore, the 

condition for instability of a binary liquid mixture is [Prausnitz and Lichtenthaler, 

1986]:

om ixtun

or

8*' Jt.p
<0 (Eq.3.3)

<0. (Eq.3.4)

The excess Gibbs energy of a mixture relative to the Gibbs energy of an ideal 

mixture in the sense of Raoult’s law can be defined as
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= g m t^ e -RT[Xi\aXi + x ^ \a x ^ ] - x ^ g ^ ,  - x^g^^  j (Eq.3.5)

Substituting into Equation 3.3, the inequality for instability becomes

+ RT
V J t , p

 ̂ 1 1  ̂

-̂ 2 y
<0 (Eq.3.6)

For an ideal solution, =0 for all x. In that event, inequality is never obeyed for

any values of x,and the interval zero to one. Consequently, an ideal solution is

always stable and cannot phase separate.

Supposing that the excess Gibbs energy is not zero but is given by the simple two 

suffix Margules equation

(Eq.3.7)

where, is a constant dependent only on temperature and is generally derived by 

considering either the molecular interactions between nearest neighbours or summing 

all pair-wise interactions throughout the whole system, then

\  ^1  ^T,P
= -2  A (Eq.3.8)

Substituting in Equation 3.6 it gives

RT <2A (Eq.3.9)

The smallest value o f A that satisfies the above inequality is

(Eq.3,10)

Therefore, instability occurs whenever

A
RT

> 2 . (Eq.3.11)

The border line between stability and instability of a liquid mixture is called incipient 

instability. The condition corresponds to a critical state and it occurs when the two
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points of inflection shown in Figure 3.2 merge into a single point [Prausnitz and 

Lichtenthaler, 1986]. Thus, incipient instability is characterised by the two Equations 

3.12 and 3.13

mixture

dx‘
=  0 (Eq.3.12)

J t ,p

and =  0 (Eq.3.13)
J t ,p

For calculating purposes, it is more useful to express the excess Gibbs energy as a 

function of the components activity

=if7’[*,lna, +x^\na^] + x^g^„, (Eq.3.14)

In this case, incipient instability occurs when

^dlna^ ^
dx̂

=  0
J t ,f

(Eq.3.15)

and '̂ 51nor2^
^ 2  J r . p

=  0

where, activity CX is given by [Prausnitz and Lichtenthaler, 1986]

A ,
In « 1  = In + In Xj = - ^ ^ 2  + In

(Eq.3.16)

(Eq.3.17)

According to Equation 3.10, the temperature at which instability occurs, when

the excess Gibbs energy is given by a one parameter equation, is

T = —  
‘ 2R

(Eq.3.18)

Temperature 7̂  is called consolute temperature or critical solution temperature. 

Critical temperature, T ,̂ may either be a maximum (Upper Critical Solution 

Temperature, UCST) or a minimum (Lower Critical Solution Temperature, LCST).
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Some binary systems have both upper and lower critical temperatures [Prausnitz and 

Lichtenthaler, 1986].

When the excess Gibbs energy is given by Equation 3.7, the composition 

corresponding to the critical temperature \ s x ^ - x ^ - \ l 2 . However, when the excess

Gibbs energy is given by a function which is not symmetric with respect to and x^,

the coordinates of the critical point are not at the composition midpoint. A more 

accurate description of many real mixtures is given when, the excess Gibbs energy is 

expressed by the three -  parameter Redlich -  Kister series

+ + - ^ 2 )^] (Eq.3.19)

In this equation, coefficient B reflects the asymmetry of Gibbs energy function, while 

coefficient C affects the flatness or steepness of the excess Gibbs energy curve 

[Prausnitz and Lichtenthaler, 1986].

3.2 SPINODAL DECOMPOSITION

Phase separation of an initially single -  phase binary mixture can occur either by 

nucléation (homogeneous or heterogeneous) or by spinodal decomposition. The 

former process describes relaxation to equilibrium of metastable systems and is an 

activated process: a free energy barrier must be overcome in order to form embryos of 

a critical size, beyond which the new phase grows spontaneously. Unstable systems 

relax via the latter process. Spinodal decomposition will occur, for example, when a 

binary mixture of near critical composition is rapidly cooled to a subcritical 

temperature. Figure 3.3. This mechanism of phase separation occurs spontaneously -  

no free energy barriers must be overcome -  through the growth of fluctuations of

43



____________ CHAPTER 3: THEORETICAL WORK FOR PHASE SEPARATION

small amplitude that exceed a critical wavelength. The relevant fluctuating property is 

density of pure substances and composition for mixtures. Thus, metastable systems 

relax by the activated growth of localized fluctuations of large amplitude, whereas, 

unstable mixtures do so by spontaneous growth of long -  wavelength fluctuations of 

small amplitude [Debenedetti, 1996].

coexistence curve

metastable region

<D

Spinodal curve 

unstable region

0.2 0.4 0.6 0.8
Composition

Figure 3.3: Temperature quench into the unstable region of a Critical Solution 

Temperature forming mixture [Ullmann e ta l, 1995].

According to the previous description, nucléation and spinodal decomposition are 

fundamentally different from each other. However, for deep quenches the distinction 

between the two processes is not clear, because both the critical nucleus size and 

critical fluctuation wavelength decrease as the temperature quench increases [Gupta et 

al, 1999].
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Studies on spinodal decomposition have shown that at the end of a very fast 

separation process, small microdomains appear which later grow by diffusion and 

coalescence until they become large enough to sediment [Mauri et a l, 1996; 

Vladimirova et a l, 1998]. As the early stages of spinodal decomposition in fluids tend 

to be extremely rapid, in most of the experimental studies the process is retarded by 

considering very shallow quenches AT below the critical temperature, 7^. At these

conditions fluid mixtures start to separate by diffusion only, leading to the formation 

of well -  defined patches separated fi'om one another by sharp interfaces 

[Vladimirova et a l , 1999].

Experimentally, the typical domain size is described by a power -  law time 

dependence

r ( t ) c c t” (Eq.3.20)

where, r is the domain size, t is time and w « l/3 , when diffusion is the dominant 

mechanism of material transport. This initial diffusion -  driven stage is followed by a 

convection -  driven stage during which a linear growth, « = 1, is observed [Mauri et 

al, 1996; Vladimirova a/., 1999].

According to dimensional analysis studies that take into account hydrodynamic 

forces, the growth laws

r{t) « (cr / r])t (Eq.3.21)

and (Eq.3.22)

can be obtained, depending on whether the surface tension cr is balanced by viscous 

or inertia forces, with 7/and pbeing the typical mixture viscosity and density 

respectively [Mauri e ta l, 1996; V ladim irovaa/., 1999].

Similar results were obtained when large scale molecular dynamics simulation 

were employed, showing that late time dynamics of spinodal decomposition reaches a
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viscous scaling regime with a growth exponent « = 1 [Laradji et a l, 1996], while 

w = 2/3 is obtained at the inertia regime [Ma et a l, 1992; Leptoukh et a l, 1995]. 

Boltzmann lattice simulations produced the same growth exponents [Alexander et a l, 

1993].

In order to study the behaviour of phase separation at later times when the typical 

domain size is of the order of magnitude, 0(l///w), the model H  has been used 

[Vladimirova et a l, 1998; Vladimirova et a l, 1999]. In this model, the equations of 

conservation of mass and momentum are coupled via the convective term of the 

convection -  diffusion equation, which is driven by a composition depended body 

force [Hohenberg, 1977]. According to model H, during the early stages of phase 

separation, initial instabilities grow exponentially, forming at the end single -  phase 

microdomains whose size corresponds to the fastest -  growing mode of the linear 

regime [Mauri et a l, 1996]. During the late stages of the process, for times 

t>TQ= D , where D is the molecular difhisivity, the system consists of well -  

defined patches, in which the average concentration is not too far fi*om its equilibrium 

value [Vladimirova e/a/., 1998].

Body force, F, inducing the separation equals the free energy gradient and is 

therefore driven by concentration gradients within the mixture:

^  = = (Eq.3.23)

where, p  is the density of the system, Mw is the molecular weight, g  is Gibbs fi'ee 

energy, /i = //^ -  is the difference of chemical potential and x, is the mole 

fi’action of component i in the system. Physically, F, tends to minimise the energy 

stored at the interface driving for example A -  rich drops towards A -  rich region. 

Thus, it is an attractive force, enhancing coalescence of droplets. In addition, being
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proportional the body force is driven by the surface energy and

therefore it can be interpreted as a capillary force, which induces a bulk convection of 

the fluid mixture [Gupta e ta l, 1999].

Spinodal decomposition is described by the non -  dimensional number a .  

Equation 3.24, which is the ratio between thermal and viscous forces and can be 

interpreted as the Peclet number that is the ratio between the convective and diffusive 

mass fluxes of the separating process [Vladimirova et a l, 1998; Vladimirova et a l, 

2000]. A similar “fluidity” parameter was also defined [Tanaka and Araki, 1998]:

a '  p  R T
“  D  T] M y, (Eq.3.24)

where, a is the microscopic length, Z) is a composition independent diffusion 

coefficient, p  is the mixture mass density, r\ is the mixture viscosity, R is the gas

constant and is the mixture molecular weight. Typical value of a for a liquid

mixture near its miscibility curve is a  » 0.1 pm [Vladimirova et a l, 1999].

For systems with very large viscosity, a  is small, describing the diffusion 

separation process of polymer melts and alloys [Mauri et a l, 1996]. For most liquids, 

though, a  is very large with typical values ranging from 10̂  to 10̂ . Therefore, it 

appears that diffusion is important only at the very beginning of the process, in that it 

creates a non uniform concentration field. Then, the concentration gradient dependent 

capillary force induces the convective material flux which is the dominant mechanism 

for mass transport. At no time however, can diffusion be neglected as it stabilises the 

interface and saturates the initial exponential growth [Vladimirova et a l, 1999; 

Vladimirova et a l, 2000].
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Figure 3.4 shows snapshots of the microdomains appearance of a critical binary 

mixture after a temperature quench for different Peclet numbers, a , and at different 

times, r . Time, r , is non dimensional, and is defined through Equation 3.25

/ = (10'ür'/D)T (Eq.3.25)

Since typical values of D and a are lO'^cmVs and lO'^cm respectively,

r  » /(H) [Vladimirova et ah, 1999].

The first row of images represents the separation for a  = 0, the case when 

diffiision is the only mechanism of mass transfer, showing that, soon after the first 

drops appear, they coalesce into dendroidlike structures. The mean composition 

within these structures changes rapidly, as at time r  = 0.05 there are already two

clearly distinguishable phases. After this early stage, the structures start to grow,

increasing their thickness and reducing their surface area, while at the same time 

composition within the domains approaches its equilibrium value. This, however, is a 

slow process, driven only by diffusion and at time r  = 0.1 the phase domains still 

have a dendroidlike geometry with its characteristic width twice as large as its initial 

value [Vladimirova a/., 1999; Vladimirova a/., 2000].

For nonzero convection, dendric structures thicken faster, but up to

or «10^ domain growth still follows the same pattern as fbror = 0. Nevertheless, 

when a  > 0 phase separation occurs simultaneously with the growth process.

As shown in Figure 3.4, for a  = 10"̂ , isolated drops of each phase are formed, 

surrounded by the bulk of the fluid mixture, which is still not separated. These drops 

appear to move fast and randomly while they grow, absorbing material fi’om the bulk.

48



CHAPTER 3: THEORETICAL WORK FOR PHASE SEPARATION
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Figure 3.4: Composition of a critical binary mixture at different times rafter an 

instantaneous temperature quenching, when the Peclet number oris 0, 10̂ , 10̂  and

10"̂ . The snapshots correspond to r = 0.04, 0.05 and 0.10, expressed in 10^a^/D

units [Vladimirova a/., 1999].
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colliding with each other and coalescing, so that single phase domains grow faster 

than when molecular diffusion is the only transport mechanism. It is interesting to 

compare the morphology of the systems at r  = 0.1, for a  = lO'^and a  = 0. In the first 

case, single phase domains have already reached a size comparable to that of the 

container’s, while in the absence of convection the dendroilike domains have an 

approximate width of 20a. For or = 10"*, since the motion of the interface is too quick 

for concentration difhision to establish a metastable state within the microdomains, 

double or multiple phase separation is observed [Tanaka and Araki, 1998; 

Vladimirova e/a/., 1999].

Similar behaviour is observed for non -  critical mixtures, as shown in Figure 3.5. 

As in the critical mixtures, the system tends to form larger single -  phase domains as 

the Peclet number, a , increases. Again, while for smaller a  the process of separation 

and growth occur successively in time, for larger a  they occur simultaneously. 

Nevertheless, while for critical mixtures the separating phases tend to form 

interconnected domains, for non critical mixtures we observe the formation of 

isolated, mostly circular drops [Tanaka and Araki, 1998; Vladimirova et a l, 1999]..

Although the dynamics of phase separation in fluids is mostly driven by 

convection, for very short times, after the temperature quench, the convective driving 

force is negligible, as composition gradients have not developed yet, and therefore 

diffusion is the only mechanism of mass transport. As shown in Figure 3.6, at time 

r  = 0.02, the concentration fields for a  = 0 and 10̂* are almost the same, with 

patterns having a characteristic period X equal to the fastest growing mode in the 

linear regime for a diffusion process [Mauri et a l, 1996].
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Figure 3.5: Composition of a non -  critical binary mixture at different times r after 

an instantaneous temperature quenching, when the Peclet number a is 0, 10̂ , 10̂  and
5 210 . The snapshots correspond to r = 0.04, 0.05 and O.IO, expressed in 10 a ID 

units [Vladimirova g/ a/., 1999].
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Figure 3.6: Concentration field after an instantaneous quenching for a critical mixture 

at time / = 0.02 x lO^aVO, when a) or = 0 and b) a  = 10"̂  [Mauri et a l, 1996].

During convection driven phase separation and before the formation of sharp 

interfaces, the equivalent average radius, r , grows linearly with time, r{t) « / ,  for all 

a  . This linear growth regime ends when sharp interfaces are formed and the system 

reaches values of a metastable state, where diffusion again is the dominant mechanism 

of mass transport. As Peclet number increases, transition from a convection driven to 

a diffusion driven process occurs at later times and larger sizes of nucleating domains. 

Practically, however, for large or, the diffusion driven regime might never be 

reached, as the nucleating drops continue to grow linearly until they become large 

enough that buoyancy dominates and the mixture separates under gravity. This occurs 

when the size of the domains becomes equal to the capillary length,

''max̂  =0(<T/gA/?), where cris the surface tension, g is the gravity field and Apis

the density difference between the two separating phases [Vladimirova et al, 1999; 

Vladimirova et a l, 2000].
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3.3 SEPARATION OF A FLUOROUS -  ORGANIC MIXTURE

Figure 3.7 shows the phase diagram of the perfluoromethylcyclohexane -  toluene 

mixture for atmospheric pressure [Stephen, 1963]. This mixture has an upper critical 

solution temperature of 88.9 °C and a critical composition of 26.7% mol PFMC.
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Figure 3.7: Phase coexistence curve for a mixture of perfluoromethylcyclohexane and 

toluene at atmospheric pressure [Stephen, 1963].

As experimental studies have showed [Ullmann etal., 1995], such systems phase 

separate very quickly. At room temperature, the domain size for which transition from 

the convective dominated stage to buoyancy dominated stage happens is r = 0(lmm) 

[calculations of r in Appendix 2]. This size is very small and domains of this 

magnitude are formed very quickly. From that moment on the system settles under 

gravity.

53



____________ CHAPTER 3: THEORETICAL WORK FOR PHASE SEPARATION

Thus, combining the phase separation theory with the fluorous catalytic systems 

discussed in Chapter 2, the system toluene -  PFMC can be used as a fluorous biphasic 

reaction system. PFMC would be the fluorous solvent, where the fluorous modified 

catalyst would be dissolved, while toluene would be the organic solvent containing 

the reagents and the products of the reaction. The reaction should take place at 

temperature higher than 89 *̂C, the upper critical temperature, where the system would 

be homogeneous. The separation of the products after the end of the reaction would be 

easy and would be achieved just by lowering the temperature of the FBS below 

critical temperature. In a continuous reacting -  separating system, by the time the 

mixture would enter the separator, the only mechanism affecting separation would be 

gravity, as the earlier stages of separation would occur in the pipes connecting the 

equipment.
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Chapter 4: 

Experimental Set Up

4.1 INTRODUCTION

Based on the Fluorous Biphasic Catalysis concept, a continuous homogeneous 

catalytic system for the long term testing of hydroformylation has been developed. 

The system includes a reactor in which all reagents can be fed continuously and from 

which the reaction mixture can be continuously removed to a gravity separator. The 

product is continuously removed from the separator, while the catalyst phase is 

recycled to the reactor.

We choose to study the hydroformylation reaction as it was the first catalytic 

reaction to be reported in fluorous biphasic system [Horvath and Rabai, 1994; 

Horvath et a l, 1998], it has been extensively studied since [Fish, 1999; Osuna et a l, 

2000; Bonafoux et a l, 2001; Mathivet et a l, 2002, a; Mathivet et a l, 2002, b; Foster 

et a l, 2002, a; Foster et a l, 2002, b;] and the only long term testing of the reaction in 

FBS was performed in a series of batch experiments [Horvath et a l, 1998]
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In order to test the system we performed three kinds of studies, phase equilibrium 

studies, which will be Anther discussed in Chapter 5, phase separation studies 

discussed in Chapter 6 and reaction studies, which will be discussed in Chapter 7. In 

phase separation experiments the efficiency of separation of the fluorous system was 

tested in the absence of catalyst and modifying ligand. Both batch experiments in 

separating vials and continuous experiments on the developed set up were performed, 

giving useful insight for the continuous reaction experiments.

4.2 MATERIALS

4.21. Phase equilibrium and separation experiments

The materials used in separation experiments are perfluoromethylcyclohexane, 

(PFMCH, 90% pure, Aldrich), used as the fluorous solvent, 1 -  octene, (98% pure, 

Aldrich), as the organic reactapt and «-nonanal (95% pure, Aldrich) as the organic 

product. The substances were used as received without any further purification.

4.2.2. Reaction experiments

The materials used in reaction experiments are perfluoromethylcyclohexane 

(PFMC, 90% pure, Aldrich), used as the fluorous solvent and 1 - octene (98% pure, 

Aldrich) as the organic reactant. Complex [Rh(acac)(C0)2] (Strem) and fluorous 

triphenylphosphine modifying ligand P(-C6H4-4-C6Fi3)3, Figure 4.1, were used for the 

formation of the active catalytic species.
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The main concern when handling those materials is that the modified catalyst is 

very easily oxidized. The fact that the fluorous solvent dissolves considerable 

amounts of atmospheric oxygen makes its handling even more complicated. In order 

to avoid the decomposition of the catalyst through oxidation all liquids were treated 

before use. Perfluoromethylcyclohexane was thoroughly degassed before use by 

freeze-pump-thawing under argon at least three times. 1 -  Octene (98% pure, Aldrich) 

was shaken with an aqueous solution of ferrous ammonium sulphate and filtered 

through an alumina column under anaerobic conditions to remove any peroxides. 

Complex [Rh(acac)(C0)2] (Strem) and fluorous ligand P(C6H4-4-C6Fi3)3 , which was 

prepared according to the method described previously [Bhattacharyya et a l, 1997] 

by our collaborators in Leicester University and St. Andrews University, were used as 

received. The fluorous catalyst solution was prepared by dissolving the rhodium 

complex, [Rh(acac)(C0)2], and the fluorous modified ligand, P(C6H4-4-C6Fi3), (Rh:P 

= 1:10 or 1:5) in PFMC (150 cm^) (a concentration of 2 mmol/1 [Rh]) with stirring. 

The mixing of the brown catalyst powder and the white ligand powder was done in a 

glove-box.

Figure 4.1: p  -  perfluorohexyl triphenylphosphine used for the modification of the 

Rh catalyst.
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All liquid mixtures were carefully syringed in their feeding bottles in the 

experimental set up and were kept under argon atmosphere during the experiment. 

The whole experimental set up was also flushed with argon before the beginning of 

the experiment.

4.3 EQUIPMENT DESIGN

All continuous experiments were performed in the system shown schematically in 

Figure 4.2. The continuous flow system comprises of a continuous stirred tank reactor 

(CSTR), a glass separator, a heat exchanger, two HPLC pumps, a pressure controller, 

two mass flow controllers for gases and a mass flow meter for liquids. Figure 4.3 is a 

photograph of the experimental set -  up.

Reactor. The CSTR (S.S. 100 cm ,̂ Parr) was fitted with an outside heating mantle, a 

thermocouple, a pressure gauge, a stirrer (1200rpm), a gas/liquid inlet, an outlet port 

and a bursting disc.

Separator: The separator (glass, 100 ml) was a gravity decanter of cylindrical shape 

where the top organic phase overflowed through the top outlet, while the bottom 

fluorous phase, containing the fluorous modified catalyst was removed from the 

bottom outlet. The separator was also fitted with a gas vent and a sampling port.

Heat exchanger: The heat exchanger (S.S) was a simple 1 - 1  tube-shell type, 

designed according to standard procedures [Sinnott, 1996].

Pressure controller: The pressure controller (Brooks Instrument) was used for down 

stream pressure regulation, keeping the pressure in the reactor constant independent of 

the gas inlet stream pressure variations.
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Figure 4.2: Flow diagram of the continuous flow fluorous biphasic experimental set

up.

Figure 4.3: Photo of the experimental set -  up (1: CSTR, 2; HPLC pumps, 3: pressure 

controller, 4; MFC for liquids, 5; heat exchanger, 6; separator).
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4.3,1 Reactor

The CSTR used in the project was a stainless steel reactor of 100 ml total volume. 

An outside heating mantle was used to provide a uniform temperature profile within 

the reactor. An internal thermocouple allowed the reactor temperature to be 

monitored. The stirrer, which could reach speeds up to 1200 rpm, ensured that the 

components were homogeneously mixed and enhanced the dissolution of the gas 

reactants in the liquids. The reactor was designed to withstand pressures up to 100 bar 

and temperatures up to 300 °C. These conditions were much higher than the 

conditions used at the experiments, 70 and 20 bar, and ensured the safe operation 

of the reactor. The reactor was also equipped with an additional safety burst disk.

As hydroformylation is a first order reaction regarding the alkene concentration 

(Foster et a l, 2002, b) the reaction rate is given by Equation 4.1 [Fogler, 2002]:

(Eq.4.1)

where, k  is the reaction rate constant, s '\  is the alkene concentration and is

the alkene conversion.

The reaction time in a batch reactor, as well as the residence time in a CSTR are 

given by the following equations (Fogler S.H., 2002):

Batch Reactor: f hi(l (Eq.4.2)
k

CSTR; r  = (Eq.4.3)

From Equations 4.2 and 4.3 it is obvious that for a first order reaction in a CSTR a 

much longer residence time is needed, in order to achieve the same conversion level 

than the reaction time needed in a batch reactor under the same reaction conditions.
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Experiments of hydroformylation in batch mode were performed at St. Andrews 

University in order to obtain a value for the reaction rate constant [Foster et ai, 2002, 

b]. Figure 4.4 shows the reaction residence time for the hydroformylation of 1 -  

octene in batch reactor and CSTR versus conversion. The reaction rate constant was 

considered to be k - \ .9  * 10"̂  s'̂  [Foster et ai, 2002, b].

According to the results shown in Figure 4.4, we chose the residence time of the 

CSTR to be 60 min. This residence time was long enough for a satisfying conversion 

of 87% to be achieved and short enough for continuous run. Longer residence time 

would not have been of any benefit, as an extra 20 min were required to achieve 3% 

higher conversion (conversion level of 0.9 is achieve at 80 min). In order to achieve 

the desired residence time in the reactor during experiments, the flow of the inlet and 

outlet liquid streams were controlled by the pumps and the mass flow controller 

respectively.
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Figure 4.4: Reaction residence time versus conversion of 1 -  octene for batch and 

CSTR.
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4,3.2 Separator

The separator designed for the set -  up was a glass settler of cylindrical shape, 

which had a total volume of 100 ml. As shown in Figure 4.5, the top organic phase 

overflowed through the top outlet, while the fluorous organic phase, containing the 

catalyst was removed from the bottom of the settler and then recycled back to the 

reactor. On the top of the settler, the gas outlet allowed the released unreacted gasses 

to be vent while samples from both phases were taken with a syringe through the 

sampling port. Overflow was placed at such a position for the total liquid volume to 

be 60 ml and the residence time of the liquids was the same with the reactor residence 

time. As it will be shown below, this time was long enough for the two phases to 

separate.

When designing the separator two parameters had to be kept in mind. First, the 

time needed for the two phases to settle completely and second the inclusion of the 

separator in the experimental set -  up.

According to the theory discussed in Chapter 3, the first stage of the phase 

separation and until the liquid drop radius becomes 0(1 mm), is very fast, r » 1 sec. 

After this point, buoyancy dominates and the two phases separate under gravity 

[Vladimirova e/ûf/., 1999].

The velocity with which a drop of PFMC travels through the bulk of liquid 

organic mixture, considered to be consisted in our case of 13% mol 1 -  octene and 

87% mol nonanal (87% conversion), due to gravity is given by Equation 4.4 [Bird et 

al, 2002].
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where, d  is the drop radius, Ap is the density difference of the two liquid mixtures. 

Pi is the density of the liquid organic mixture, is the drag coefficient and g  is the 

gravitational constant. Obviously, for a drop of radius d  of the organic mixture 

travelling through the bulk of fluorous phase the same equation is valid, where p i , in 

this case, is the density of the fluorous liquid.

Gas vent

Reactor liquid outlet

Argon Sampling port

Gas Phase

Organic Phase

Fluorous Phase

Nonanal

\ /

Recycling of the catalyst phase

Figure 4.5: Separator of the fluorous biphasic system.

Figure 4.6 shows the dependence of settling velocity on the drop radius. For 

calculations we have assumed that a drop of pure PFMC moves through pure organic 

mixture (Ur fluorous 100%) and vice versa (Ur organic 100%). We have also assumed 

a worse case scenario where at the equilibrium the fluorous phase contains 20% mol 

of the organic mixture (Ur fluorous 80%) and the organic phase contains 20% mol 

PFMC (Ur organic 80%) [for calculations see Appendix 3].
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Figure 4.6: Dependence of settling velocity Ur on the drop radius (A  : drop of pure 

PFMC moving in pure organic mixture, ♦: drop of pure organic moving in pure 

PFMCH, X ; drop of 80% mol PFMCH and 20% mol organic moving in the bulk of 

80% mol organic and 20% mol PFMC, ■ : drop of 80% mol organic and 20% mol 

PFMC moving in the bulk of 80% mol PFMC and 20% mol organic).

According to Figure 4.6, a 500 pm radius drop of 80% mol organic moving 

through the bulk of 80% mol PFMC, the worse case, has a settling velocity of 3.8 

cm/s. The height of liquid in the 100 ml cylindrical separator is 2.9 cm. This means 

that even these drops need only 0.76 s to travel fi*om the bottom of the separator at the 

level of the overflow. Thus, the residence time of 60 min is long enough for the two 

phases to settle in equilibrium.

Knowing that separation of the two phases, once in room temperature, is very fast 

we decided the volume of the separator to be 100 ml so as to have a size comparable 

to that of the reactor that would allow visual observations of the separating system.
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Photograph in Figure 4.7 shows the separator in real dimensions. The two liquid 

phases are well separated.

Figure 4.7; Photograph of the separator in real dimensions.

4.3.3 Heat exchanger

A major research target of the design and operation of the system is to use the heat 

of the exothermic reaction to minimise the overall heat input. Thus, the feed stream to 

the reactor is preheated at the heat exchanger by the reactor outlet stream, which is at 

reactor temperature. This energy exchange has three main advantages. First, reduced 

energy demands to increase the temperature of the reaction liquid, second, 

homogenisation of fluorous and organic phase before they enter the reactor and third, 

lower temperature of the product mixture that allows for easier and faster separation.
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The heat exchanger used in this experimental set up is a simple 1-1 tube-shell heat 

exchanger. This type was found to be the most appropriate for the small flows used at 

the experiment. All calculations were based on the shell liquid to be consisted of 50% 

mol 1 -  octene and 50% mol PFMC and the tube side liquid being consisted of 40% 

mol nonanal, 10% mol 1-octene and 50% mol PFMC. The heat exchanger is made of 

stainless steel. The tube side has an internal diameter of 0.8 cm and an outer diameter 

of 1 cm, while the inner shell diameter is 1.5 cm. The length of the heat exchanger 

was calculated to be 30 cm [Sinnot, 1996].

4.4 DESCRIPTION OF THE FLOW DIAGRAM

The organic phase (pure 1 -  octene, or mixture of 1 -  octene and nonanal and the 

fluorous phase with the catalyst from the tank or the recycling stream are mixed and 

preheated at the heat exchanger before entering the CSTR. Two HPLC pumps (one 

for the organics, the other for the fluorous solvent) are used to deliver the liquid 

streams at a constant flow rate. CO and H2  are delivered through two mass flow 

controllers at a 1:1 ratio, connected to the pressure controller keeping reactor pressure 

at high levels. The liquid stream leaving the reactor was cooled down at the heat 

exchanger in order to facilitate a faster phase separation and then entered the separator 

through a mass flow meter and a capillary. The pressure in the separator was 

atmospheric and the flow of the liquid stream due to the differential pressure between 

reactor and separator was controlled by the capillary length. Any gases not dissolved 

in the liquids were exhausted through the gas vent at the separator. The reaction 

mixture, products and unreacted reactants, were collected at the overflow outlet, while
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the fluorous phase was recycled to the CSTR. In order to avoid oxidation of nonanal 

to nonanoic acid, argon stream was used to degas the set up before the beginning of 

the experiment and keep the liquid tanks and the separator under argon atmosphere 

during the experiment.

4.5 ANALYTICAL METHODS

4.5,1 Gas Chromatography, (GQ

Gas Chromatography (GC) is used in this project for quantitative analysis. From 

the GC chromatogram the percentage of each component in the sample can be 

determined. Moreover, Gas Chromatography Mass Spectroscopy (GC-MS) analysis is 

used for the qualitative analysis of the samples. The results obtained fi'om GC - MS 

lead to identification of the compounds present in the sample, by comparison of their 

retention time with those of authentic samples.

In gas chromatography the sample is volatilised and is driven by a stream of 

carrier gas. He, into a heated column. The column contains an absorbent support 

infused with an involatile liquid that acts as the stationary phase. The temperature of 

the injector is maintained at 180 °C, temperature at which all the components of the 

analysed samples are in the gaseous phase. The partition of the components of the 

mixture between the stationary phase and the carrier gas is due to a combination of 

volatility and the degree with which they interact with the stationary phase. The 

separated components are then eluted fi'om the column and passed over to a detector, 

in this case a Flame Ionisation Detector (FID). The effluent components are ionised in
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Hi/air flame and the ions are detected and translated into an electric current. The 

current produced is then directed into a high -  impedance operational amplifier for 

measurement.

The lapsed time between injection in the column and the exit of each component 

is the retention time. The latter is diagnostically very useful, as once the compounds 

have been identified, retention times are used as means of labelling the peaks on each 

analysis.

Injections in a GC can be either split or split less. In a split less injection the entire 

sample goes through the column. In a split injection a needle valve vents most of the 

injected sample to the atmosphere and only a small portion of the sample passes into 

the column. The latter method gives better resolution and is used in this project.

Gas chromatographic analyses of both phase mixtures from the continuous 

separation experiments were carried out in a Perkin Elmer 8410 gas chromatograph 

equipped with a flame ionisation detector (GC/FID, split injection of 1:100). The 

column used was a J&W Scientific DB -  Petro capillary column (100m x 0.25mm x 

0.5 pm).

Gas chromatographic analyses of both phase samples from the equilibrium 

experiments and the organic phase of the continuous reaction experiments were 

carried out in Hewlett -  Packard 5890 series gas chromatograph equipped with a 

flame ionisation detector (GC/FID, split injection 1:100). The column used was a 

Supelco MDN -  35 capillary column (30m x 0.25mm x 0.25 pm).

Two series of calibration mixtures containing all components were used to 

calibrate the FID signal. One series contained small quantities of the organic 

components in PFMCH and the second series contained small quantities of PFMCH 

in 1 -  octene and/or nonanal.
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The program used to ensure good separation of the components in all analyses is 

shown in Figure 4.8.
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Figure 4.8: Temperature program of the GC oven.

4.5.2 ICPMS analysis

ICPMS analysis is used in this project for quantitative determination of the 

Rhodium leaching in the organic phase. All Inductively Coupled Mass Spectrometry 

(ICPMS) analyses were done on an Agilent 7500a instrument at the Solid State 

Department of the School of Chemistry at St Andrews University. The instrument was 

modified for direct analyses of the organic fractions by using O2  as a makeup gas to 

prevent carbon deposition on the sample and skimmer cones. Platinum cones were 

used together with a self-aspirating nebulizer held at -5 °C Samples were diluted by a 

factor of 1000 in a mixture of xylene and toluene (50:50) and ion counts were 

referenced against calibration curves obtained from standard solutions of 

[Rh(acac)(C0)2] (acac is 2,4 -  dimethylpentanedione) in xylene/toluene (50:50).
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Standard solutions were run intermittently between samples to ensure that there were 

no drifts in instrument response and that the rate of aspiration was constant.

4.6 CALCULATIONS

The GC reports produce the GC peak area fractions of the main components of the 

reaction which if multiplied by a coefficient characteristic for each component are 

equal to the number of moles.

N, = A A. (Eq.4.5)

where, is the number of moles of the component /, A ,  is the chromatogram area of

the component /, and A, is a coefficient characteristic for each component when

absolute calibration is used for the GC.

In this work the GC is relatively calibrated and 1 -  octene is used as the reference 

component. For this situation Equation 4.5 is transformed to Equation 4.6:

r \
N i

\ N r e f  j \K<f J J
=  C R i / r r f (Eq.4.6)

where, CFuref is the calibration factor of the component / to the reference component.

The only reactions happening in our system, shown in Figure 4.7, are 

hydroformylation of 1 -  octene to linear and branched nonanal and isomérisation of 1 

-  octene. Hydrogenation of 1 -  octene to octane was less than 0.5% and was not taken 

into account in the calculations.

The total number of moles of liquid compounds (1- and 2 - octene, n -  and iso- 

nonanal) is conserved, so:
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N io ta I ,o u t = = N  l-CgHi6,out + N  n-C^i^ + N  iso-C,Hĵ  + N  iso-CgHî  (Eq.4.7)

where, is the flow rate of component / in the continuous system.

The mole fraction of 1 -  octene in the mixture is:

#1-,

N  total CKi/l-CgZ/jg
'  A  "

JJ

(Eq.4.8)

1 — + CO 4-7^2 iso — C^H^^O

l - C g / f i6  ->iso-C^Hif^

Figure 4.7: Possible reactions of 1 -  octene in the studied fluorous biphasic system.

The mole fraction of the products is.

Ni 4

Ni-CgHi6
(Eq.4.9)

The olefin conversion is.

^1-
N i-C g H ,m  N l-C gH i^ ,ou t _   ̂ N l-C g H if,o u t ,1 i / \ \

; tcq.4.iUj
Ni-,̂ 8̂ 16 >*” #1- 8̂̂ 16

while, the yield of each component is given by the Equation 4.11

y , = - 7 - ^ = y .
Nl-Ĉ Hî ,ir,

(Eq.4.11)
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Finally, the rate of the hydroformylation reaction is calculated from Equation 4.12

o °
_ rPn412^

'^hydroformylation ^  y  ~  y
^  R ^  R

where Vr  is the reactor volume.
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Chapter 5: 

Phase Equilihrium Experiments

5.1 INTRODUCTION

Horvath et a l [Horvath et a l, 1998] have reported that PFMC/toluene/1 -  octene 

(40:40:20 molar ratio) mixtures form a monophasic system under typical 

hydroformylation conditions (100°C, 10 bar, CO/H2  = 1:1), while Cole -  Hamilton 

and CO -  workers [Foster et a l, 2002, b] have reported that 1 -  octene is totally 

miscible with PFMC at temperatures above 60 °C under 20 bar CO/H2  (1:1), but 

nonanal is visually separated even at 80 ®C. Nevertheless, not many studies have been 

published on the partition coefficients of the substrates and the products in the 

fluorous and the organic phase at the conditions of the separation process (room 

temperature, atmospheric pressure) [Barthel Rosa and Gladysz, 1999]. Such data are 

very useful for the design and optimisation of fluorous catalyst and reagents [Barthel 

Rosa and Gladysz, 1999].

In order to obtain these data we performed various phase equilibrium 

experiments, which can be divided into three groups. In the first group, the effect of 

temperature on PFMC/nonanal phase behaviour and on 1 -  octene distribution for
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equal volumes of PFMC and nonanal, was studied. The effect of simulated 

conversion on 1 -  octene’s distribution at reaction temperature (70 °C) was also 

investigated in order to obtain data for the computational modelling of the reaction 

kinetics in batch reactions. In the second group, the liquid -  liquid equilibrium of 

PFMC/1 -  octene/nonanal mixture at room temperature was studied in graduated 

cylinders. Finally, in the third group of experiments we examined in continuous mode 

the separation efficiency of the PFMC/1 -  octene/nonanal system for different 

reaction conversions, using the developed experimental set -  up shown in Figure 4.2. 

Results from the final set of experiments are reported in the next chapter.

In phase equilibrium experiments, the mass balance of 1-octene partitioning 

between two phases, top and bottom, is obtained through the partition ratio, G, which 

is defined by Equation 5.1:

number o f moles o f \-octene in top layer
G = ------------------------------------------------------------------- (Eq.5.1)

number o f moles o f \-octene in bottom layer

Distribution of octene between the two bulk phases is characterised by the total 

percentage of octene in the top or bottom layer:

moles o f 1 -  octene in top layer 
Distribution o f \-octene in top layer =-------------------------------------------------

total number of moles o f \-octene

(Eq.5.2)

m o le s  o f  I - o c t e n e  in  b o tto m  la y e r
D is tr ib u tio n  o f  o c te n e  in  b o tto m  la y e r  =

to ta l  n u m b er o f  m o le s  o f  I - o c t e n e

(Eq.5.3)
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5.2 EXPERIMENTAL PROCEDURE

All phase equilibrium experiments were carried out in a pressurised round bottom 

flask under nitrogen atmosphere. Known quantities of PFMC, nonanal and 1 -  octene 

were loaded in the flask which was heated in a temperature controlled water bath. The 

liquids in the flask were vigorously stirred for 90 min, so that perfect mixing could be 

assumed before phases were allowed to settle at the desired temperature. After 120 

min, when all liquids came to equilibrium, samples from both phases were taken and 

analysed by GCMS.

During liquid -  liquid equilibrium experiments, 5 ml of PFMC and 5 ml of the 

organic mixture were syringed in a sealed graduated glass test tube (25 ml), which 

was then heated at 70 °C for 40 min using an oil bath. During heating the tube was 

shaken well three times in order to ensure good mixing. Following the heating, the 

test tube was put in a temperature controlled oil bath set at 27 °C for 40 min to phase 

separate. This time was long enough for liquid -  liquid equilibrium to be achieved, as 

analysis of samples taken after 40 min, Ih and 3h produced the same results. Samples 

were taken from both phases and analysed by GCMS.

In order to ensure that samples from different phases did not contaminate each 

other, fluorous layer samples were taken from the bottom of the phase, while product 

layer samples were taken from the top of the organic phases, using different syringes. 

The same technique was followed in all phase equilibrium experiments.

All experiments were performed in the absence of any catalyst or fluorous ligand, 

while conversion level was simulated by using organic mixtures of 1 -  octene and 

nonanal of different molar composition -  the mole fraction of nonanal in the mixture 

simulated the reaction conversion level. Five different organic mixtures of 1 -  octene 

and nonanal were prepared:
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1. 100% mole 1 -  octene; simulated conversion 0%,

2. 60% mole 1 -  octene; simulated conversion 40%,

3. 40% mole 1 -  octene; simulated conversion 60%,

4. 20% mole 1 -  octene; simulated conversion 80%,

5. 100% mole nonanal; simulated conversion 100%

5.3 RESULTS AND DISCUSSION

5.3,1 Phase performance o f PFMCH and nonanal with increasing temperature 

in the absence o f 1-octene

Although perfluoromethylcyclohexane and nonanal are immiscible even at 80 °C 

as stated previously [Foster et a l, 2002, b] and shown in Figures 5.1 and 5.2, mole 

fractions of each component in the other phase, nonanal content in PFMCH and 

PFMCH content in nonanal, increased linearly with temperature. However, the 

amounts of PFMCH and nonanal in the other phase were kept below certain limits. 

Nonanal in PFMCH was <12.5mol% even at 80 °C and PFMCH in nonanal was <3.8 

mol %. In bottom fluorous layer the molar ratio of PFMCH/nonanal was 6.0 while in 

top nonanal layer the molar ratio of nonanal/PFMCH was 21. These results indicated 

that, at typical hydroformylation temperature (70 °C) even during the process of 

nonanal formation hydroformylation product nonanal was mostly separated from the 

fluorous phase. This surprising phase behaviour could have further implications in the 

reaction kinetics.

76



CHAPTER 5: PHASE EQUILIBRIUM EXPERIMENTS

100

■A—

80 -

60 -

"o
B

40 -

20 -

290 300 310 320 330 340 350 360

c3
§
§

&

T,K

Figure 5.1: Effect of temperature on composition of bottom layer in the absence of 

1 -  octene (■: nonanal; A; PFMCH; ♦: molar ratio of PFMCH to nonanal).

Because of its immiscibility with perfluoromethylcyclohexane, nonanal should 

form another immiscible phase in the hydroformylation reaction system just after it 

was formed from 1-octene in the original single phase containing the catalyst, 1- 

octene and PFMCH Because of the miscibility of 1-octene and nonanal, it was 

expected that some octene would be drawn out of the fluorous phase by nonanal. Due 

to the decrease of 1 -  octene’s concentration in the fluorous phase where the catalyst 

was retained hydroformylation rate might had been reduced. In order to understand 

hydroformylation process better, we studied the distribution of 1-octene in fluorous 

biphasic system (VpFMcn/Vnonanai = 1.0). In all these experimental runs, the volume 

ratio of nonanal to octene was kept at 5.0 corresponding to a conversion of ca. 80%.
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Figure 5.2: Effect o f temperature on composition o f top layer in the absence o f  1 

octene (■ : nonanal; ▲; PFMCH; ♦ ; molar ratio o f PFMCH to nonanal).

5.3.2. Effect o f temperature on 1-octene distribution in the PFMCH /  nonanal 

biphasic system

As shown in Figure 5.3, concentration o f 1-octene in the fluorous phase increased 

with temperature while it decreased in the organic phase. Distribution o f  1-octene 

between the two layers changed dramatically up to 70 °C (343K) above which it 

levelled off. These results suggested that 1-octene had its most favourable 

distribution in PFMCH in a hydroformylation reaction mixture at 70 °C (343K) or 

above. They confirmed that 70 °C is an ideal temperature for this fluorous biphasic 

system [Horvath et al,  1998; Foster et al, 2002, b]. However, even under these 

conditions, the majority o f 1-octene (> 82 %) resided in the organic phase, so that 

reaction rates were expected to be lower than if a monophasic system existed within
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the reactor. The problem was even more pronounced at lower temperatures, as 

unreacted 1-octene would be removed with the aldehyde rather than be recycled with 

the fluorous phase.
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§
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290 320 340 350 360300 310 330

Q-to
O
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Figure 5.3: Effect o f temperature on partitioning o f  octene in PFMCH/Nonanal (À  

in the top layer; ■: in the bottom layer; x: G o f octene).

5.3.3 Effect o f conversion on partition o f  octene at systems with equal volumes 

o f PFMCH and organic components, VpfMci/(Vnonanai+yoctenJ = 1 0

As typical reaction temperature was 70 °C (343K) [Foster et al., 2002, b] (this 

temperature was also used at continuous reaction experiments) it was o f great use to 

study the effect of reaction conversion on 1 -  octene’s phase distribution between the 

organic, top, and the fluorous, bottom, layer at this temperature.
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During these experiments it was observed that for conversion levels of 5%, 10% 

and 13% only one liquid phase was present in the flask. Even after 24h, no other 

phase had been formed. For conversion level of 15%, during stirring of the mixture, 

one haze phase was present. The haziness was probably caused by very fine droplets 

of organic phase being dispersed in the bulk of the fluorous phase. Immediately after 

stirring was stopped one haze phase was present in the flask for a couple of minutes, 

before it phase separated in two clear phases of approximately the same volume. For 

higher conversion levels, two distinct phases were present even during stirring. The 

phases had approximately the same volume, though accurate measurements of the 

volume at 70 °C could not be made.

As shown in Figure 5.4, as soon as two phases were formed, 15% conversion, the 

majority of 1 -  octene was present in the fluorous phase, 55%. Nevertheless, this 

picture was quickly reversed and for 17% conversion the majority of 1 -  octene, 74%, 

was present in the organic phase. From there onwards, there was almost a linear 

increase in the distribution of 1 -  octene in the top phase that reached asymptotically 

the value of 85%.

In accordance with the previous observations, as it is shown in Figure 5.5, the 

total amount of 1 -  octene in the organic and fluorous phase decreased with 

approximately the same rate as the conversion increased from 17% to 70%. For 

conversion levels higher than 70% decrease of the absolute amount of 1- octene in the 

organic phase was even more profound. Nevertheless, at no time for conversion 

higher than 17% was the total amount in the fluorous phase higher than that in the 

organic phase.
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Figure 5.4: Effect of conversion on partitioning of 1 -  octene at 343K ( 

distribution at top phase, À : distribution at the bottom phase, ♦ : G of octene ).

200 -1

180 -
160 -

I
<u 100

80 -

40 -

10 30 SO 70 90
Conversion, mole%

Figure 5.5: Effect of conversion on partitioning of absolute amount of 1 -  octene at 

343K ( ■ : absolute amount of 1 -  octene at the top phase, A ; absolute amount of 1 -  

octene at the bottom phase ).

81



______________________ CHAPTER 5: PHASE EQUILIBRIUM EXPERIMENTS

To summarise the results obtained so far, it was shown that an increase in 

temperature caused an increase in nonanal’s partition in the fluorous phase and vice 

versa. Moreover, at reaction temperature 70 °C only one phase was present up to 15% 

conversion. For higher conversion levels distribution of 1 -  octene in the organic 

phase reached a maximum of 85% for conversion up 90.6%. As most 1 -  octene was 

present in the organic phase it would be expected that longer reaction times would be 

needed to achieve fiill conversion in this biphasic system.

5.3.4 Liquid — liquid equilibrium o f PFMC/1 — octene/nonanal mixture at room 

temperature

An important issue on the successful implementation of fluorous biphasic systems 

is efficient separation of primary the product and secondly the reactant from the 

fluorous phase. As separation in the developed continuous system happened at room 

temperature, liquid -  liquid equilibrium of PFMC/1 -  octene/nonanal mixture at room 

temperature for different conversion levels was studied. These results were later used 

for comparison with separation results from the settler of the continuous set -  up.

Tables 5.1 and 5.2 list the equilibrium values of composition of the fluorous and 

organic phase respectively, showing the effect of conversion level. The values 

presented are the averaged values of the three times repeated experiments.

Examining the composition of fluorous phase we note that 17.5% of pure 1 -  

octene partitioned into the fluorous phase, while only 1.9 mol% of pure nonanal 

partitioned in the same phase under the same conditions. As simulated conversion 

level increased from 40% to 60% to 80%, the total amount of organics in the fluorous 

phase decreased from 10.4 to 7 to 4.8 mol%. Consequently, the higher the conversion
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Table 5.1: Composition of the fluorous phase at equilibrium at room temperature, in 

mol%.

Simulate conversion level 0% 40% 60% 80% 100%

PFMC, mol% 82.5 89.5 93.0 95.2 98.1
1 -  octene, mol% 17.5 9.1 5.5 3.2 -

Nonanal, mol% - 1.3 1.5 1.6 1.9

Table 5.2: Composition of the organic phase at equilibrium at room temperature, in 

mol%.

Simulate conversion level 0% 40% 60% 80% 100%

PFMC, mol% 11.2 5.5 4.1 3.3 2.8
1 -  octene, mol% 88.8 58.6 40.2 22.1 -
Nonanal, mol% - 35.9 55.8 74.6 97.2

level the less the leaching of the organics. However, since in a continuous system 

fluorous phase would be recycled, quantities of the organics within it should not be 

considered as loss.

Similar behaviour was observed in organic phase composition. When organic 

phase was composed only by pure 1 -  octene, 11.2 mol% of PFMC was found in the 

organic phase, while for pure nonanal it dropped to 2.8 mol%. Again, an increase in 

conversion level resulted in less leaching of fluorous solvent in the organic phase.

5.4 M ODELLING OF HYDROFORMYLATION REACTION 

KINETICS

5.4.7 Introduction

Phase equilibrium experiments at elevated temperature (70 ®C) proved the peculiar 

behaviour of PFMC/1 -  octene/nonanal system. Formation of a separate organic phase
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at simulated conversions higher than 15% and change of distribution of 1 -  octene in 

between the two phases with increasing conversion is expected to affect the reaction 

kinetics, as it results in reduced concentration of the reactant in the catalyst phase. In 

order to investigate this effect further, a mathematical model was developed using 

first order reaction kinetics (we assume hydroformylation to be first order reaction in 

respect to the substrate concentration under fluorous biphasic conditions [Foster et al, 

2002, b]), taking in account the change in 1 -  octene’s distribution with change in 

conversion. The estimated results were compared with those of reaction kinetics of an 

ideal first order reaction occurring in a homogeneous catalytic system. Furthermore, a 

batch hydroformylation experiment performed under fluorous biphasic conditions 

provided experimental data for comparison with the developed model and standard 

batch reactor model without phase separation. Incentive for this comparison was 

deviation of the experimental reaction kinetics from the typical first order reaction 

kinetics in a batch reactor.

5.4,2 Description o f  batch experiment

To obtain experimental values of kinetics of a batch hydroformylation reaction, an 

experiment in an autoclave under fluorous biphasic conditions was performed by our 

CO -  workers at St. Andrews University according to the experimental procedure 

described elsewhere by Foster et a l [Foster et a l, 2002, b]. PFMC, 2.5 ml, and 1 -  

octene, 2.5 ml, were degassed and treated for removal of peroxides before being 

injected in the batch autoclave. The fluorous modified catalyst was formed in situ 

with addition of Rh(acac)(C0)2 (2mmol/l) as catalyst precursor modified with P(4- 

CéHiCôFis) ligand (P;Rh=5). Reaction was performed at 70 °C and 15 bar. The
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pressure of the ballast vessel from which gases were fed into the autoclave through a 

mass flow controller to keep pressure within the autoclave constant was monitored 

and recorder every 5 sec. This pressure change was used to obtain experimental 

reaction kinetics. According to ideal gas equation. Equation 5.4

P V  = n R T  (Eq.5.4)

for a constant ballast volume, F, and temperature, T, the moles of gases consumed, w, 

were calculated using the change in pressure, P. Moles of product were half the moles 

of gases, as two moles of gases reacted for production of one mole of aldehyde.

5,4,3 Description o f  mathematical model

The design equation of a batch for a first order reaction is given by Equation 5.5

dN^ , ^  „
- ^  = -A:-C,-F„ (Eq.5.5)

where, is moles of substrate /, k is the initial reaction rate constant and C, is the

concentration of component i in the volume of the reaction mixture Vr.

First assumption made for the development of the model was that the only

reaction happening in the autoclave was hydroformylation. Isomérisation of 1-octene 

was found to be less than 4%, thus not having a great effect on the obtained results. 

Consequently, Equation 5.5 was rewritten as:

dNcH
(Eq-5.6)

where, subscript denoted 1-octene and f l  the fluorous phase.

Total conversion of used alkene was
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— s v : — ' - T ^

where, x  is conversion, N, is number of moles and superscripts, o a n d / denote initial 

and final states.

Two more assumptions were made: the first was that no fluorous solvent 

partitioned in the newly formed organic phase, thus all catalyst remained in fluorous 

phase, and second was that reaction was taking place only in the bulk of fluorous 

phase, Vf. Thus, change in volume of the reacting mixture would be:

(Eq.5.8)

with V ° fl P F M C (Eq.5.9)

Initially all alkene was present in the fluorous phase. The formation of nonanal 

and of a second organic phase lead to some reactant being drawn in the newly formed 

phase. The amount of alkene being present in the organic phase was calculated 

through partition coefficient, G, Equation 5.1. According to phase equilibrium 

experiments, partition coefficient G  was expressed as a second order polynomial 

function of conversion of 1 -  octene. Figure 5.4.

^  — ^CoH,c (Eq.5.10)

where, A= -0.0009068259 and B=0.15143 87874.

Knowing the distribution of reactant in the two phases, thus the change in volume 

and concentration of the two phases, the developed algorithm was:

• At time t=0, initial number of moles of alkene, , and fluorous solvent,

N ° p f m c  , were present in one liquid phase and Equation 5.6 was applied, while initial 

number of moles of nonanal, , was zero.
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• At time t= 0+dt, the moles of alkene present in the system were the initial

moles minus those that have reacted for the production of nonanal

-k -N °c ,H ,,-A t  (Eq.5.11)

produced nonanal was

^CgĤ O,0+dt ~ ^  (Eq-5.12)

and conversion

  (Eq.5.13)
-/V

According to the definition of partition coefficient some alkene remained in the 

fluorous phase, while the rest partitioned in the organic phase

n  _  ̂ CfHi6,org,0+dt ^  _

^c^H,„o+dt -  —  (Eq.5.14)

Furthermore, conservation of moles for the liquid reactants was

N  Cĝ ie = ,fi,o+dt .org,o+dt ^c^^o,o+dt (Eq. 5.15)

Combining Equations 5.14 and 5.15 the amount of octene in each phase was 

calculated

J.J ^  8̂̂ 16 ~ ^CgHî O,0+dt
" ----- 7T7^----------------  (Eq.5.16)

A + ^CgHi„0+dt

ĉ̂ Hi6,org,o+dt ~ ^  8̂ ^ 1 6 ~^CgHi ,̂o+dt) (Eq.5.17)

As the volume of fluorous phase decreased with the production of nonanal due to 

partition of the alkene in both phases, the concentration of the catalyst increased, thus 

causing an increase in reaction rate constant, k, which for the next time interval dt 

would be:
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^o+dt ~  ^ 0  % (Eq.5.18)
^fl,0+dt

• At time, t = t + dt, the remaining alkene in the system was:

^c^^ ,t+ d t = ~ ^  (Eq.5.19)

where, it should be noted that only alkene present in the fluorous phase reacted for the 

production of nonanal

^c^H^o,t+dt ~ ^  ^CgHaO,t (Eq.5.20)

Total conversion was

CgHfĵ O,t+dt
ĉ̂ Hî ,t+dt = (Eq.5.21)

and for this conversion level, using Equation 5.10 for calculation of G, the number of

moles of alkene present in each phase were

^  (Eq.5.22)

(Eq.5.23)
 ̂+ ̂ t+dt

The new reaction rate constant was calculate as

Vfit
K d , = K  (Eq.5.24)

^  fl,t+dt

The above described equations were used for development of an algorithm on an 

Excel file. The time interval. A/, used for integration was 5 sec, the same as the 

recording of pressure of the ballast vessel in the autoclave experiment.
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5.4,4 Results

The effect of distribution of the reacting olefin on reaction kinetics was studied for 

three different values of rate constant: 0.001 s '\  0.005 s'% and 0.01 s '\  covering 

reaction times of 25 min to 4h. Kinetics of an ideal first order reaction, model 1, 

occurring in a homogeneous system was used to compare the divergence of the 

developed model, model 2. In model 1 reaction rate constant does not change for the 

duration of the reaction.

Figure 5.6 shows the results obtained for different reaction rate constants for 

models 1 and 2. Graphs a) to c) show the change of reaction conversion for the three 

values of k, while graph d) is the plot of In(l-x) vs. reaction time for k = 0.005 s'\ 

Plots of In(l-x) vs. time are used for estimation of the reaction rate constant from 

experimental results. In all cases, results from model 2 converged with those of model 

1 for conversions up to 15%. As formation of the second organic phase occurred for 

conversions higher than 15%, the effect of partition coefficient in developed model 2 

was significant for conversions higher than this value. In all different values of rate 

constant the reaction time for complete conversion (99.99%) in model 2 was 4.4 times 

the reaction time of model 1. Thus, for a first order reaction, formation of a second 

phase containing products and the biggest portion of reactant (the absolute amount of 

reactant in organic phase could be up to 6 times the amount of reactant in fluorous 

phase. Figure 5.5), caused a dramatic increase in the reaction time. As expected, 

increase of reaction rate constant from 0.001 s'̂  to 0.005 s'̂  to 0.01 s'̂  decreased the 

reaction time for complete conversion by a factor of 5 and 2 respectively, both in 

models 1 and 2.
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In order to compare the results of models 1 and 2 with experimental results, we 

estimated the reaction rate constant values for which the plots of In(l-x) vs. reaction 

time of model 1 and model 2 best converged with that of the experimental values. 

Model 1 best fitting was for k = 0.0025s'\ while best convergence of model 2 was 

achieved for k= 0.007s'\

Comparing the results obtained from models 1 and 2 with experimental data, 

Figure 5.7, it is evident that the experimental reaction kinetics did not describe a 

standard first order reaction happening in a batch reactor. Model 1 was in good 

agreement for conversion levels up to 0.6, but deviated considerably from 

experimental results for higher conversion levels, where the effect of formation of the 

second phase was stronger. Model 2 was in better agreement with experimental values 

for higher conversion levels as it took into account the partition of reactant in between

time,s

0
25001000 1500 2000500

1
lower and upper 

error limits
•2

experimental
•3

4

model^
k=0.007s■5

6

Figure 5.7: Plot of In(l-x) vs. reaction time of model 1 (k = 0.0025 s‘̂ ), model 2 (k = 

0.007 s'*) and experimental data. The experimental data are plotted together with the 

lower and upper error limits.
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the two phases. What was surprising was the somewhat high value of conversion (0.6) 

up to which model 1 converged with the experimental results. According to our 

observations in phase separation experiments, a second phase was formed at 0.15 

conversion level, thus divergence of the experimental values was expected to happen 

around this value of conversion. Nevertheless, reaction was taking place in a 

pressurised, rapidly stirred autoclave, where the two phases were well dispersed one 

into the other, thus formation of the second phase started obviously to affect 

conversion at longer times.

Divergence of model 2 from the experimental values for conversion levels lower 

than 0.5 was also surprising. However, no chemical parameters, i.e. saturation kinetics 

observed for hydroformylation reactions happening under fluorous biphasic 

conditions at low Rh/P ratios [Horvath et a l, 1998; Foster et a l, 2002, b], were taken 

into account when the model was developed.

Model 2 is a very simple model studying the effect of only one parameter, that of 

phase separation at reaction temperature with increasing conversion. Divergence of 

the model from experimental values could be attributed to the simple approach made 

according to which all catalyst remained in the fluorous phase, thus reaction happened 

only in this phase. Nonetheless, it became evident that formation of a second phase 

and partition of the reactant in between two phases during reaction did affect the 

reaction kinetics.
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Chapter 6: 

Separation Experiments Using the Continuous 

Experimental Set-Up

6.1 INTRODUCTION

As phase equilibrium experiments verified the separation principle of the studied 

system in batch mode, the need to study the separation efficiency under continuous 

flow mode was generated. In order to investigate that effect, separation experiments 

using the developed continuous system were performed in the absence of any catalyst. 

These experiments provided useful information on the operation of the continuous 

system and confirmed the separation efficiency of the designed gravity settler. Results 

of these experiments are studied in this chapter.

6.2 EXPERIMENTAL PROCEDURE

In a typical separation experiment on the continuous set -  up, a mixture of PFMC, 

1 -  octene and nonanal (1:1 volume ratio of organics:fluorous) was prepared and
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injected into the reactor. The system was then sealed and heated with rapid stirring 

(1000 rpm) to 70 °C CO and H2  were added slowly to the reactor to the desired 

pressure of 10 bar. The mixture in the reactor was left to equilibrate for 30 min before 

the reactor outlet valve was opened and liquid started entering the separator. At the 

same time the pumps started to dehver new fluorous and organic liquids into the 

reactor. As soon as the separator was filled with liquids and the organic phase started 

to overflow, the fluorous phase was recycled to the reactor in place of the fresh 

fluorous solvent. The system was run continuously with the two phases in the 

separator being sampled every 30 min for a total duration of 2.5 h. The same 

procedure was followed in experimental runs with increased reactor pressure of 15 

and 20 bar. Samples were analysed by GCMS as previously described.

In order to ensure that samples fi’om different phases did not contaminate each 

other, fluorous layer samples were taken from the bottom of the phase, while product 

layer samples were taken from the top of the organic phases, using different syringes.

All experiments were performed in the absence of any catalyst or fluorous ligand, 

while conversion level was simulated by using organic mixtures of 1 -  octene and 

nonanal of different molar composition -  the mole fraction of nonanal in the mixture 

simulated the conversion level of the reaction. Five different organic mixtures of 1 -  

octene and nonanal were prepared:

1. 100% mole 1 -  octene; simulated conversion 0%,

2. 60% mole 1 -  octene; simulated conversion 40%,

3. 40% mole 1 -  octene; simulated conversion 60%,

4. 20% mole 1 -  octene; simulated conversion 80%,

5. 100% mole nonanal; simulated conversion 100% 

and used at the continuous separation experiments.
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6.3 RESULTS AND DISCUSSION

6.3,1 Efficiency o f the separation principle

During these experimental runs and after the system had reached a steady state, 

the fluorous phase was recycled to the reactor, photographs of the two phases in the 

separator were taken which gave useful information about the separation process. As 

shown in Figure 6.1, the liquid entering the separator at steady state was already 

separated into two phases, the top organic and the bottom fluorous phase. Drops of 

organic phase appeared distinct in the bulk of fluorous phase in the transparent tube at 

the inlet of the separator. As soon as these drops entered the separator they quickly 

ascended and were added to the organic phase. Figure 6.2. Any fluorous solvent that 

had been dragged to the top layer, due to motion of the drop, quickly coagulated to 

drops that fell back to the bottom layer. Figure 6.3. In Figure 6.4 the system was 

highly disrupted. Because of malfunction of the liquid flow control there was too high 

flow of liquids and gases in the separator causing the agitation observed. 

Nevertheless, looking closely at the separator, at the side of overflow and recycling 

outlets, the two liquid phases were well separated and the interface was unaffected. 

Thus, not only separation was fast, but also the design of separator was appropriate 

for this system.

In all photographs of the separator at steady state the organic phase was clear 

while the fluorous phase was haze. This haziness was caused by fine droplets of 

organic phase in the fluorous. It was always observed during experiment and it 

cleared up about 15 min after inlet flow in the separator was stopped. The total 

amount of organic droplets causing haziness was too small and it did not affect the
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separation process. Samples of fluorous and organic phase, taken both when the phase 

was haze and after it cleared up, produced the same results. As the system was not 

agitated it is believed that this haziness was caused by late nucléation of the organic 

phase in the fluorous phase in accordance to what has been observed by Ullmann and 

co-workers (Ullmann et a l, 1995) during phase transition extraction of partially 

immiscible mixtures.

The organic phase used when photographs were taken was pure nonanal. Similar 

observations were made when different conversion levels were studied.

Figure 6.1: Separator at steady state. Arrows point at separated drops of organic 

phase moving in the bulk of fluorous phase.

96



CHAPTER 6: SEPARATION EXPERIMENTS

m/-

Figure 6.2: Ascending of organic phase in the separator. Arrow points at a drop of 

nonanal entering the separator and ascending to the organic phase.

Figure 6.3: Descending of fluorous phase in the separator. Arrow points at a drop of 

fluorous phase ready to fall back at bottom of the separator.
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Figure 6.4: System under high flow conditions.

6.3,2 Effect o f  reactor pressure

Figures 6.5 and 6.6 show the composition of the fluorous and the organic phase 

respectively. Each column corresponds to different conditions (different conversion 

level and different reactor pressure) with vertical lines in between the columns 

grouping conversion levels. Comparing results for the same composition of organic 

feed and for the three reactor pressures it is obvious that reactor pressure had no effect 

on the separation process. This was expected since separation was carried out at the 

same temperature and pressure for all feed mixtures and reactor pressures, achieving 

the same equilibrium values. Small deviations in the values were due to experimental 

scatter in the GC analysis
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Figure 6.5: Composition of the fluorous phase, effect of reactor pressure.
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Figure 6.6: Composition of the organic phase, effect of reactor pressure.
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6.3.3 Composition o f the fluorous and organic phase at equilibrium in the 

separator

Tables 6.1 and 6.2 list the composition of the fluorous and the organic phases, 

respectively. The values presented are the averaged values of the three pressures. 

Composition is expressed in mol%. Examining the composition of fluorous phase, we 

note that 17.3 mol% of pure 1 -  octene partitioned in the fluorous phase, while only 2 

mol% of pure nonanal partitioned in the same phase under the same conditions. As 

the simulated conversion level increased from 40% to 60% to 80%, the total amount 

of organics in the fluorous phase decreased from 8.7 to 6.3 to 4 mol%.

Table 6.1: Composition of fluorous phase, in mol%.

Simulate conversion level 0% 40% 60% 80% 100%

PFMC, mol% 82.7 91.3 93.7 96 98
1 -  octene, mol% 17.3 7.7 5 2 -

nonanal, mol% - 1.0 1.3 2 2

Similar behaviour was observed in organic phase composition. When pure 1 -  

octene was fed in the system, 5.3 mol% of PFMC was found in the organic phase, 

while for pure nonanal it dropped to less than 1%. Again, an increase in conversion 

level resulted in less leaching of the fluorous solvent in the organics. It is important to 

keep this leaching to minimum since not only would the fluorous solvent be removed 

continuously from the system, but the fluorous solvent would also carry the expensive 

modified Rh catalyst out of the system. Thus, it is desirable to keep conversion level 

at a maximum.
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Table 6.2: Composition of organic phase, in mol%.

Simulate conversion level 0% 40% 60% 80% 100%

PFMC, mol% 5.3 1.3 0.5 0.3 0.2

1 -  octene, mol% 95.7 53.7 30 13.3 -

nonanal, mol% - 45 69.5 86.4 99.8

Comparing the results of the continuous run with equilibrium values, Tables 5.1 

and 5.2, we see that composition of the fluorous phase was in good agreement with 

the equilibrium experiments. Thus, equilibrium conditions were achieved in the 

separator. Nevertheless, composition of the organic phase in continuous runs seemed 

to contain less fluorous solvent than the equilibrium values. This is not as paradox as 

it might seem. The separator, in contrast to the graduated cylinder, was an open 

system with large quantities of CO and H2  flowing through both phases. Moreover, a 

constant Ar stream flowed over the top of organic phase causing to some extent 

vaporisation of its components. As PFMC is much more volatile than 1 -  octene and 

nonanal, it evaporated more, resulting in concentrations lower than the equilibrium 

values®.

In order to investigate this further, the gas phase being vented from the separator 

was collected for some time during one of the reaction experiments using a dry ice 

trap. The gases were liquefied and two distinct phases were formed, with the volume 

of the bottom fluorous rich phase being three times as large as volume of organic 

phase.

Moreover, in order to examine the effect of catalyst and modifying ligand present 

in the reaction on the separation efficiency of the system, during one of the reaction 

experiments samples were taken and analysed from both the fluorous and the organic

“ Vapour pressure of PFMC, 1 -  octene and nonanal at room temperature, 25 °C, is 141 mbar, 23.2 
mbar and 0.75 mbar respectively.
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phases. Conversion for this sample was 50% and the composition of each phase is 

shown in Table 6.3.

Table 6.3: Composition of fluorous and organic phases in separator during a reaction 

experiment. Effect of the presence of catalyst and fluorous ligand on separation 

efficiency at 50% conversion*’.

Composition o f the fluorous 
phase

Composition o f the organic 
phase

PFMC, mol% 93.55 2.87

1 -  octene, mol%® 5.17 48.87
nonanal, mol%^ 1.29 48.26

Comparing these results with composition of the two phases, both from phase 

equilibrium experiments and continuous separation experiments, we see that they are 

well compared, see also Figure 6.7. Thus, it is proved that the presence of catalyst 

and/or fluorous ligand did not affect the separation efficiency of the system.

The results listed in Tables 5.1 and 5.2 can be used to form the phase diagram for 

the PFMC + 1 -  octene + nonanal ternary mixture at BOOK, Figure 6.7. The system 

exhibits type II phase behaviour [Sorensen, 1979], having two pairs of partially 

miscible solvents ( PFMC + 1-octene and PFMC + nonanal ) and one pair of 

completely miscible solvents (1 -  octene + nonanal), over the temperature 

investigated. Equilibrium values are those represented by open squares, while points 

represented by filled squares are composition of the fluorous and organic phase from 

the continuous runs.

** The conversion was calculated from the GCMS report.
° 1 -  octene indudes the amount of unreacted 1 -  octene plus the isomers formed during the reaction, 

n o n a n a l  includes the linear and branched aldehydes formed during the reaction
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Figure 6.7: Right triangle three -  component phase diagram for the system PFMC + 1 

-  octene + nonanal, at 27 °C and atmospheric pressure (□: organic phase at 

equilibrium, 0: fluorous phase at equilibrium, ■: organic phase at continuous 

experiments, ♦: fluorous phase at continuous experiments, — A—: continuous flow 

under reaction conditions).

6.4 CONCLUSIONS

Overall, we conclude that:

• Initial tests in the absence of chemical reaction verified the efficient separation 

of the system. The two well distinct phases settled quickly in the separator. The 

organic phase ascended through the fluorous phase creating a top organic -  rich phase
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while the fluorous phase descended through the organic phase creating a bottom 

fluorous -  rich phase.

• Partition of nonanal in the fluorous phase and of PFMC in the organic phase 

was kept at low levels provided that conversion was high (60%). With reference to the 

simulated conversion levels, the higher the conversion (more polar products present in 

the organic phase) the less the leaching of the expensive fluorous solvent in the 

product phase.

• The reactor pressure had no effect on the efficiency of separation.

• The composition of both phases in the separator reached equilibrium values.

However, a method should be developed to recover the fluorous solvent from the 

exhaust gas stream.
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Chapter 7: 

Reaction Experiments

7.1 INTRODUCTION

In this section we describe the results obtained for the hydroformylation reaction 

of 1 -  octene using the continuous flow apparatus. The amount of information upon 

the effect of flow on the fluorous biphasic reacting system that can be gleaned in a 

short time from such a system is significant. Engineering factors, such as stirrer type, 

as well as, chemical factors, such as ligand oxidation, affect the productivity of the 

system and are discussed in detail in the following paragraphs.

As it has been reported earlier, during hydroformylation of 1 -  octene under 

fluorous biphasic conditions using Rh(acac)(C0)2 as catalyst precursor and P(-C6H4 - 

4-C6Fi3)3 as modifying ligand the only products formed are w -  nonanal, iso -  nonanal 

and cis- and trans- 2 -  octene [Foster et a l, 2002, b]. Thus, the following equations 

can be written:

^a ld eh yd es ^ n —nonanal ^ iso—nonanal
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^2 -o c ten e  y 2-octene

l : b =  (Eq.7.3)
y  iso-nonancd

and -------------------  (Eq.7.4)
y iso—nonanal 3̂  2—octene

where, and is the selectivity to aldehydes and to isomerised octenes

respectively and y.  is the mole fraction of component / in the analysed sample. The

linear to branch ratio, l . b ,  is an indication of reaction selectivity to the linear over

the branched product, while the intrinsic selectivity, is an indication of the

overall reaction selectivity to the linear aldehyde.

Morover, the TumOver Number, TON, and TumOver Frequency, TOP, reported 

are calculated according to the following equations:

(total moles o f substrate used) x (conversion to aldehydes)
TON = --------------------------------------------------------------------------------  (Eq.7.5)

(total moles o f catalyst used)

= -------------------- — --------------------  (Eq.7.6)
(total duration o f the experiment)

According to Equation 7.6 the TOP reported is the average value for the 

experiment. TON expresses the productivity of the catalyst, i.e how active the catalyst 

is, while the TOP expresses how quick is the reaction under used conditions.

The performed experiments could be categorised as following:

i. Preliminary experiments, which only lasted for a few hours
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ii. Experiments which had to be stopped due to equipment malfunction while there 

was still catalyst activity. These experiments lasted for longer times and some useful 

information could be obtained for the further improvement of the system.

iii. Experiments which were stopped only after the catalyst activity was lost. 

These long experiments lasted for more than 20 h and since they showed the fiill 

effect of the flow on the reactivity of the system they are discussed in great detail.

7.2 EXPERIM ENTAL PROCEDURE

In a typical reaction experiment the fluorous solution containing the fluorous 

modified rhodium catalyst and 1 -  octene (1:1 volume ratio of organics:fluorous) 

were pumped rapidly into the degassed reactor up to a volume of 60 ml. The pumping 

was then stopped and the system was heated with rapid stirring (1000 rpm) to 70 °C. 

CO and Hi were then added slowly into the reactor to a pressure of 20 or 15 bar. The 

homogeneous mixture in the reactor was left to react in batch mode for 60 min or 120 

min before the reactor outlet valve was opened. The reaction was first run in batch 

mode to ensure that the organic phase was as polar as possible, since catalyst leaching 

is known to be higher at low conversion. As soon as the liquid mixture started 

entering the separator, the reactor outlet valve and the gas feed valve were closed and 

the stirring was stopped. Simultaneously, the pumps were started, feeding liquids in 

the reactor at high flow rates to compensate for the dead volume of liquids in the heat 

exchanger and the tubing connections from the reactor to the separator. When the 

pressure in the reactor was again at the desired level, the pumps were stopped and the 

system was left to react for another 60 or 120 min. Then, the reactor outlet valve was
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opened and at the same time the pumps started to deliver new fluorous and organic 

liquids into the reactor. As soon as the separator was filled and the organic phase 

started to overflow, the fluorous phase and consequently the catalyst were recycled to 

the reactor in place of the fresh fluorous mixture. The system was run continuously 

with the organic phase being sampled every 15 min for the first two hours and every 

30 min thereafter. Table 7.1 shows the exact experimental conditions for all the 

reaction experiments performed.

7.3 RESULTS AND DISCUSSION

7,3.1 Preliminary experiments

The very first continuous hydroformylation experiment lasted for the total of 9 h, 

from the time the continuous flow operation started. Initially for 60 min the reactor 

was operated as batch. The experiment was run over two days, 3 h 30 min the first day 

and 5 h 30 min in the second day. Overnight, the stirring in the reactor was stopped, 

the temperature was lowered and the reactor pressure was reduced to 2 bar. Thus, no 

reaction was taking place overnight. The results obtained during this run are shown in 

Figure 7.1, where the conversion to nonanals (linear and branched), the extent of 

isomérisation and the linear over the branched aldehydes ratio (l:b) are plotted vs. 

time. The first five samples were taken the first day, while the rest were taken during 

the second day.

Conversion to nonanals of up to 56 % was observed in the first day. This was the 

high conversion achieved during the batch operation of the system and was expected 

to decrease during the continuous operation. Indeed, conversion was much lower the
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second day, starting at 21.3% and interestingly increasing up to 46%. This increase, as 

it will be explained in detail in the next experiments, was due to ligand leaching.

Isomérisation of I-octene was kept at low levels, with an average value of 4.3%, 

the highest value reached 8%, at the beginning of the experiment. Moreover, very 

good linear to branched aldehydes ratios were achieved, 5.5 average value - 6.1 at the 

maximum and 4.1 at the minimum.
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Figure 7.1: Results of hydroformylation experiment No.I (A:  conversion to

aldehydes, ♦: isomerised octenes □: linear to branched aldehydes ratio).

Results of the very first experiment. No. 1, were very encouraging, but they were 

followed by two unsuccessful experiments, No.2 and No.3, the results of which are 

shown in Figures 7.2 and 7.3. In an attempt to increase the conversion to aldehydes, 

lower reactor pressures were employed, 15 bar instead of 20 bar. As the flow of the 

liquid stream coming out of the reactor depends on the differential pressure, for
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constant capillary length, higher residence times were achieved for lower reactor 

pressures. Moreover, double the catalyst concentration was used for both experiments, 

while the Rh:P was 10 and 5 in experiments No.2 and No.3, respectively.
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Figure 7.2: Results of hydroformylation experiment No.2 (A:  conversion to

aldehydes, ♦: isomerised octenes, □: linear to branched aldehydes ratio).

In experiment No.2, Figure 7.2, initial conversion of 45% was achieved which 

decreased to 35%, transition from batch mode to continuous steady state, and then 

started increasing again to 45% as the fluorous ligand started leaching in the fluorous 

phase. Much higher linear to branch ratios were obtained, average value of 12.8, 

which were accompanied by higher isomérisation, average value 10.4%. As 

isomérisation products and branched aldehydes are produced by the same 

intermediate. Figure 7.4, increased isomérisation results in the production of less 

branched products, giving thus higher l:b ratios. Unfortunately, the experiment had to 

be stopped early due to malfunction of one of the pumps.
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The results of experiment No.3 were quite surprising. Figure 7.3. The conversion 

to aldehydes was very low, lower than 15%, even at the beginning of the experiments 

when the reactor was operated as batch. The increased catalyst concentration in 

comparison to experiment No. 1 did not seem to affect the conversion. At the same 

time the quite low isomérisation, reaching 5% at the maximum, implied that there was 

an overall lower reactivity. The experiment was stopped as the conversion was too 

low and a sample of the fluorous phase was analysed by P NMR to see if the ligand 

was oxidised. The analysis however did not show that the catalyst was oxidised.
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Figure 7.3: Results of hydroformylation experiment No.3 (A:  conversion to 

aldehydes, ♦: isomerised octenes □: linear to branched aldehydes ratio).
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Figure 7.4: Catalyst intermediates during hydroformylation of 1 -  octene.

7,3.2 Longer experiments

Figure 7.5 shows the conversion to nonanals, the extent of isomérisation and the 

l;b ratio of hydroformylation experiment No.4. Many different factors contributed to 

the unusual shape of the conversion curve. Initially, the conversion was at high levels, 

around 35%. This was the conversion of the batch operation of the reactor. As the 

system was operated continuously, the conversion dropped and it would have reached 

the steady state at the conversion level of approximately 15%. Nevertheless, the 

conversion started to increase again, reaching the level of 55 %, as the excess of the 

modifying phosphine was leaching to the organic phase taken away from the system. 

The reaction rate is inversely proportional to the ligand concentration, but some 

excess of ligand is needed in order to have good l:b ratios [Divekar et a l, 1993; 

Horvath et a l, 1998]. The experiment had to be stopped at 8:30 h as the CO/H2  gas 

cylinder was empty and it was continued the following day. The system did not react 

any further overnight, as the stirring in the reactor was stopped, and the temperature
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and pressure lowered to ambient conditions. The peak in the isomérisation results at 

the beginning of the second day was due to the CO deficiency in the system from the 

previous day. As the liquid outlet stream flow rate was 1.3 ml/min and the volume of 

liquids between the reactor and the separator outlet was 80 ml, approximately 60 min 

were needed before any change in the reactor composition could be observed in the 

separator sample. That is why the peak was observed 60 min after the experiment 

started.
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Figure 7.5: Results of hydroformylation experiment No.4 (A;  conversion to 

aldehydes, ♦: isomerised octenes, □: linear to branched aldehydes ratio).

Isomérisation was around 10%, reaching 24% at the peak and dropping to less than 

6% towards the end of the experiment. The l:b ratio was almost constant during the 

whole experiment at the value of 6. The system looked like it had reached the steady 

state but the experiment had to be stopped 14:00 h after the beginning of the
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continuous flow operation because there was a blockage in one of the tubing. Though 

the experiment was not completed, satisfactory TON of 7230 was achieved at an 

average rate o f452 h'  ̂(TOP)

Figure 7.6 shows the conversion to nonanals, the extent of isomérisation and the 

l:b ratio of hydroformylation experiment No.5. Initially, the conversion corresponding 

to batch operation of the reactor was 58% dropping to 40% at what would be the 

steady state of the continuous operation of the system and then started increasing 

again up to 60% as the ligand was leaching to the organic phase. Comparing the 

achieved conversion levels in experiments No. 4 and No. 5, it is obvious that the 

increase in catalyst concentration from 1 mmol/1 to 2 mmol/1 did influence positively 

the reactivity of the system. The effect of the catalyst concentration was clearly 

indicated by the higher conversion achieved in the batch operation of the reactor, 35% 

in experiment No.4 and 58% in experiment No.5. The higher conversion at the 

continuous operation was also due to the higher residence time in experiment No.5. 

The flow rate of the reactor liquid stream was 1 ml/min, thus the residence time was 

60 min in comparison to 45 min in experiment No.4.

Initially isomérisation was about 10%, about the same level with experiment No.4 

as the ligand concentration was the same [Foster et a l, 2002, b]. The sudden peak 

reaching 25% was due to problems with the CO/H2  feed during the experimental run. 

These problems were also responsible for the second peak in the isomérisation curve 

at about 13%. As isomérisation and formation of the branched aldehyde are 

competing reactions. Figure 7.4, the l;b ratio followed the same trend with the 

isomérisation curve. Initial l:b ratios of 6 were achieved peaking at 14 and then at 

10.8, while being around 8 towards the end of the experiment. Though the catalytic
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system was active the experiment was stopped due to malfunction of one of the 

pumps.
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Figure 7.6: Results of hydroformylation experiment No.5 (A:  conversion to

aldehydes, ♦: isomerised octenes, □: linear to branched aldehydes ratio).

7,3.3 Experiments where fu ll catalytic activity o f the system is investigated

In the following experiments the full catalytic activity of the system was 

investigated allowing thus for better explanation of the effect of the different 

parameters. Moreover, comparison with batch experiments allowed for better 

understanding of the change in the catalyst activity in the continuous system.

Figure 7.7 shows the results obtained during experimental run No.6. To start the 

experiment, the reactor was run in batch mode for 60 min where the conversion was

116



CHAPTER 7: REACTION EXPERIMENTS

ca. 30%, which is much lower than that obtained under optimised conditions in a 

simple static reactor [Foster et al, 2002, b]. This conversion dropped in continuous 

flow mode, which was expected since the residence time was shorter, 45 min, and it 

would be expected that a steady state would be reached once the composition of the 

separator became the same as that in the reactor. This steady state was observed after 

60 min of continuous flow, but only remained for a short time (2 -  3 h) before the 

conversion started to rise. Although it has been reported that leaching of the catalyst 

(0.05%) and the phosphine (3.3%) into the organic phase is minimal in single batch 

reactions where the conversion is close to 100% [Foster et a l, 2002, b], partition 

studies, see Table 7.2, showed that the phosphine is more soluble in 1 -  octene than in 

nonanal. This means that phosphine leaching is significant when the conversion is 

low, as in this experiment, and indeed, a white precipitate of (4-C6Fi3C6H4)3PO 

accumulated in the collected organic fraction as the experiment proceeded. This loss 

of phosphine to the organic phase accounted for the rise in conversion observed over 

the period 5 -  12 h after the start of the continuous flow operation, since this type of 

reaction is known to be negative order in phosphine concentration [van Leeuwen et 

a l, 2000]. After 15 h of continuous flow operation, the rate started to drop again. At 

this point, the collected organic fractions were yellow, having been colourless earlier, 

suggesting that the amount of phosphine lost was so great that there was insufficient 

to keep the rhodium as [RhH(CO){P(4-C6H4C6Fi3)3}3]. Spectroscopic studies 

suggested that this was the form present within the separator^. Since it contained the 

most fluorine, this complex would be the least soluble in the organic phase of the 

possible monomeric rhodium species present. Once complexes containing two or only 

one phosphine ligand started to form, significant rhodium leaching would occur.

Unpublished data from studies performed at St. Andrews University.
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leading to a yellow colour in the collected organic fractions, reduced catalyst 

concentration and lower reaction rates. The drop in rate would be especially marked 

when the dominant species was [RhH(C0)3 {P(4-C6H4C6Fi3)3}], because the intrinsic 

rate of reactions catalysed by monophosphine complexes is much less than when 

using bis-phosphine species [van Leeuwen et a l, 2000].
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Figure 7.7; Results of hydroformylation experiment No.6 (A:  conversion to

aldehydes, ♦; isomerised octenes, □: linear to branched aldehydes ratio).

Presumably, the approximate steady state that was reached between 11 and 15 h 

arose because the increased reaction rate attributable to the reduced phosphine 

concentration was balanced by a reduced rate arising from the decreasing catalyst 

concentration. The amount of isomerised alkene generated in this reaction {ca. 10%) 

was higher than that observed in batch reaction runs at high conversion (4%) [Foster 

et a l 2002, a; Foster et a l, 2002, b], perhaps because of the lower CO pressure and 

lower catalyst concentration. Isomérisation and carbonylation to give the branched
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product both occur from the same intermediate, but carbonylation is bimolecular, 

whilst isomérisation is unimolecular; hence, isomérisation is expected to be favoured 

at lower partial pressures of CO.

Table 7.2: Partition of [RhH(C0)3 {P(4-C6H4C6Fi3)3}] between PFMC and organic 

liquids .̂

Organic Solvent Partition

Toluene 89:11
1 -  octene 92:8
nonanal 97:3"

This would also account for the higher l:b ratio (up to 8.8) observed in this study 

compared with that obtained in the batch reactions (6.3) [Foster et a l, 2002, b] The 

intrinsic selectivity was only ca. 2 compared to 4.3 for a batch reaction carried out 

using double the concentration of ligand and rhodium [Foster et a l, 2002, b]. This 

was expected because the reaction selectivity is determined by the concentration of 

phosphine [Foster et al, 2002, b]. The increase in l:b ratio during the period 4 -  9 h 

after the start of continuous flow operation was somewhat surprising, since it was 

associated with increased conversion and lower phosphine concentration, both of 

which generally lead to reduce l:b ratios. The drop after 8 h arose because complexes 

with <2 phosphine ligands, which are less selective to the linear aldehyde, contribute 

to catalysis. Overall, for the 19 h of continuous operation the catalyst underwent 

>15500 turnovers (TON) at an average rate in the region of 750 h"\

Figure 7.8 shows the results of experimental run No.7. In this run double the 

catalyst concentration was used compared to experiment No.6, while the Rh:P ratio

 ̂Measured gravimetrically (Department of Chemistry, Leicester University, UK).
“ Subject to significant error because of low volatility of nonanal. Values as high as 99:1 have been 
measured.
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was reduced to 1:5, from 1:10. Moreover, in this run the liquid 1 -  octene was 

pretreated in order for peroxides to be removed, procedure not used for experiment 

No.6. It is immediately obvious that the conversion in the initial batch reaction was 

higher (ca. 60%) than that in run No.6 (25%). This was caused both by the higher 

catalyst concentration, as well as, the higher residence, 85 min in this run compared to 

45 min in run No.6. The conversion once again dropped when the reaction was in 

continuous flow mode to a low point of about 20 % from which it gradually rised over 

the next 12 h consistent with the gradual loss of phosphine from the system, the 

reaction being negative order in [phosphine]. More dramatic changes occurred later in 

the reaction, leading to the formation of unliganded rhodium which was then extracted 

from the system and accounted for the fall off in conversion at the end of the reaction. 

The overall low yield of the reaction can be attributed to the poor mixing of the 

organic and fluorous phases (as already showed in Chapter 5 they are phase separated 

at >15 % conversion at 70 °C), but the most dramatic effect of the poor mixing was 

the very high conversion to isomerised products (>20 %), which was as high as the 

conversion to nonanal throughout much of the reaction. Low CO availability lead to 

high isomérisation and the poor stirring, without gas entrainment, accounted for the 

high levels of isomérisation. When CO availability is low, the linear alkyl 

intermediate shown in Figure 7.4 is not trapped by CO to give linear aldehyde and 

reverts to the hydrido alkene complex. This means that the intrinsic selectivity can be 

greatly reduced as was observed in this reaction (<1).

In order to investigate the role of mass transport in the system, we carried out a 

reaction in which the stirring of the system was much better through replacing the 

simple paddle stirrer with a gas entrainment stirrer (spurger). The results of this
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experiment are shown in Figure 7.9. The initial reaction run for 2 h with the 

recirculating system turned off gave a conversion of 89%, much higher than that in 

the previous run. A similar conversion in an optimised batch system where mass 

transport limitations did not occur was obtained in 1 h under the same conditions. 

This suggests that the mixing in the continuous reactor, even when using a sparging 

stirrer was still not totally efficient. This could also be attributed to the shape of the 

reactor, as the internal diameter was 3.3 cm and the height 11.7 cm, leaving small 

interface for contact between the two phases and leading to positioning of the stirrer 

totally in the fluorous phase. Assuming that the reaction was first order in substrate 

[Foster et a l, 2002, b], it was possible to calculate that the steady state conversion 

expected in the continuous flow reactor when the residence time was 100 min (flow 

rate for 1 -  octene and recycling solution of 0.3 ml/min, volume in the reactor is 60 

ml) should have been ca. 64%.

Afl:er the initial batch reactions filling the entire system with a 1:1 organic: 

fluorous solvent mixture and again running with the recycling system turned off to 

ensure as polar an organic phase as possible, the reactor was switched to continuous 

flow operation with flow rates of 0.3 ml/min for the recycling catalyst solution and 

the fresh 1-octene. As expected, the conversion to aldehydes dropped from its initial 

high value over the first 7 hours of the continuous flow reaction. It started to level off 

at ca. 30 %, significantly lower than expected from the initial high value in the batch 

reaction. The product analysis indicated that some fluorous solvent (typically ca. 0.4 

mole % of the organic phase) was present in the collected organic phase and this was 

also evident from a gradual drop in the level of the fluorous phase in the separator. In 

practice this would not be a serious problem because the fluorous solvent (b. pt. 76 

°C) could readily be separated from the product (b. pt. 93 °C) by distillation, but it
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was necessary to replenish the fluorous phase during the continuous flow run. 

Assuming that the lower than expected steady state rate might have arisen because of 

loss of catalyst into the product phase, the fluorous phase was replenished by adding 

more catalyst solution (ligand and [Rh(C0)2(acac)] (5:1) in PFMC) at 8 h 50 min of 

operation (5.1 ml) and again at 9 h 20 min (7.8 ml). This led to a rise in conversion as 

expected for the higher catalyst solution, a drop in isomerised products and a rise in 

l:b ratio. The last two could be attributed to the higher ligand concentration, since this 

lead to more of the rhodium being present as [RhH(CO)2 L2 ] or [RhH(C0)L3] (L = 

P(4-C6H4C6Fi3)3), which are known to give higher linear selectivity and lower 

isomérisation. The increase in rate appeared to be delayed somewhat because the 

samples for analysis were taken from the exit of the separator. Since the liquid volume 

in the separator and tubing was of the order of 70 ml, it was expected that changes 

occurring in the reactor would not start to be observed for some 100 min.

After peaking, the reaction again slowed down towards a steady state at about 

40% conversion with significant isomérisation, but a high l:b ratio (11.7). More 

catalyst solution was then added at 15 h 50 min (5.7 ml) and at 18 h 50 min (9.0 ml) 

with very similar effects although the conversion rose to 70%, because of the larger 

increase in catalyst concentration. Here, the l:b ratio decreased as the conversion 

increased, suggesting that the main problem at these higher conversions was ligand 

rather than catalyst leaching. Hydroformylation using rhodium triarylphosphine 

complexes is negative order in [phosphine] [van Leeuwen et a l, 2000], so that loss of 

phosphine leads to an increase in rate (conversion), and the l:b ratio decreases as the 

phosphine concentration decreases, exactly as it was observed over the period 15-21 

h. More catalyst solution (5.7 ml) was added at 22 h 20 min, again leading to 

increased conversion and increased l:b ratio, together with decreased isomérisation.
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Confirmation that it was the added catalyst solution that lead to the beneficial changes 

in rate and selectivity was provided by adding pure fluorous solvent at 24 h (9.6 ml), 

33 h 23 min (7.8 ml) and 36 h 34 min (9.6 ml). Apart from a slight rise in rate at 34 h, 

this period was characterised by a steady reduction in conversion and l:b ratio together 

with an increase in isomérisation, all of which could be attributed to the formation of 

unliganded rhodium species which give more isomérisation and are more soluble in 

the organic phase so are extracted faster leading to a reducing catalyst concentration. 

These would all be expected if loss of phosphine to the organic phase had occurred to 

such an extent that unliganded rhodium was present, which itself then leached into the 

organic phase.

Overall, from the last three experimental runs, several conclusions can be drawn. 

Firstly, it is possible to run the hydroformylation of 1 -  octene under fluorous 

biphasic conditions in a continuous flow reactor, with activity being maintained over 

40 h. Catalyst or fluorous solvent replenishment have been demonstrated and had the 

expected effects on conversion to aldehydes and selectivity to the desired nonanal. It 

is clear that, in this system the ligand leached into the product phase at a significant 

rate. It also appears that loss of rhodium to the organic phase was severe at low 

conversions. Both these facts are examined in detail in the following paragraph. One 

other interesting observation is that the l:b ratio in hydroformylation reaction could be 

much higher under flow conditions (12:1) than in batch reactions (6.3:1). This mainly 

arose because the isomérisation was higher in the flow system. Both the branched 

aldehyde and the isomerised alkene arise from the branched alkyl intermediate formed 

by insertion of alkene into the Rh-H bond (Figure 7.4). Reaction of this branched 

alkyl with CO leads to the branched aldehyde, whilst a - hydride abstraction leads to 

isomerised alkene. Since only the formation of the aldehydes is CO dependent.

125



CHAPTER 7: REACTION EXPERIMENTS

increased isomérisation suggests that the gas mixing was not as efficient as in the 

batch reactions. An indication of the intrinsic selectivity of the reactions is given by 

Equation 7.4. The highest values of this parameter (4.0 -  4.4) were obtained at around 

25-27 h for run No. 8 and were almost as good as those from optimised batch reactions 

loadings (4.9). However, the amount of isomerised alkene (9 -  10%) and the l:b ratio 

(10-11.5) were both significantly higher than in the batch reactions (4% and 6.3).

7,3.4 Phosphine and catalyst leaching

The leaching of phosphine and catalyst to the organic phase in the continuous 

experiments has been examined in detail through the effect of their change in 

concentration on the product selectivity. In order to investigate the issue quantitatively 

samples of the organic phase from batch and continuous runs were analysed by 

ICPMS.

As long as the phosphine leaching is concerned, ICPMS from batch experiments 

has shown that 2.8% (4.5% for a 1:1 ratio of organic: fluorous phases) of the 

phosphine leached when at 100% conversion [Foster et a l, 2002, b]. Partition studies 

suggest that 3% of the ligand partitioned into pure nonanal, but that this rose to 8% in 

pure 1 -  octene, so the loss of phosphine was more severe at low conversion, see 

Table 7.2.

Studies of batch reactions of different conversions suggest that Rh leaching could 

increase 10 fold in reducing the conversion from 80 -  20 %, see Figure 7.10.
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Figure 7.10: Concentration of rhodium in the organic phase at different conversions 

from batch reactions.

Figure 7.11 shows the rhodium leaching during the continuous reaction run No.4. 

According to the results, rhodium leaching was quite high at the beginning of the 

experiment, reaching values up to 563 ppm. This value dropped to around 100 ppm 

within two hours and there was a slight decrease in [Rh] to 70 ppm, as the conversion 

increased to 30%. For almost the same conversion, 32%, in batch experiments 

rhodium concentration in the organic phase was 55 ppm.
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Figure 7.11: Concentration of rhodium in the organic phase at different conversions 

from continuous reactions for experimental run No.4 (A:  conversion to aldehydes, ■; 

concentration of Rh ).
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Figure 7.12: Concentration of rhodium in the organic phase at different conversions 

from continuous reactions for experimental run No. 8  (A : conversion to aldehydes, ■; 

concentration of Rh ).
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Figure 7.12 shows the concentration of rhodium in the organic samples during the 

continuous experiment No.8 . Again, rhodium leaching was much higher at the 

beginning of the experiment reaching values of 294 ppm. Nevertheless, rhodium 

leaching dropped to ca. 48 ppm, within the next 9 h and remained between 25 and 48 

ppm during the whole run regardless of the alkene conversion. This behaviour was 

quite peculiar as one would expect rhodium leaching to be higher in later times as less 

and less phosphine was present in the system. On the other hand as less rhodium was 

present in the system in later times it was stronger retained by the fluorous phase 

leading to less leaching to the organic phase.

Though, the effect of alkene conversion in the continuous runs is not obvious in 

each separate run, conclusions can be drawn when comparing experimental runs No.4 

and No.8 . In run No.4 the initial rhodium concentration was 563 for conversion 

ranging from 35 to 25%, while it is almost half, 298 ppm, for conversion ranging from 

90 to 45%, run No.8 . Again, in later times, rhodium concentration was between 25 to 

40 ppm, for conversion levels between 45 and 70 %, run No.8 , while it was around 

100 ppm for conversion ranging between 15 and 35 %, run No.4. Keeping in mind 

that double the catalyst concentration was used in run No . 8  in comparison to No.4, the 

above observations are even more significant.

7.4 CONCLUSIONS

Overall, we have demonstrated for the first time the successful operation of a 

pressurised continuous flow reaction system that enables catalyst separation and 

recycling in a fluorous biphasic system using pressurised gases.
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• The continuous system that has been developed has been successfully used for 

the long term testing of hydroformylation in a fluorous biphasic system.

• Conversion levels could be as high as 70%, but were somewhat lower than 

those observed in batch experiments. Under the best conditions, the isomérisation was 

kept at low levels, < 1 0 %, while very good linear to branched aldehydes ratios up to 

1 2 : 1  were achieved.

• Efficient mixing of the three phases of the system is essential for obtaining 

high conversions and avoiding excessive alkene isomérisation.

• Leaching of the modifying phosphine, the rhodium catalyst and the fluorous 

solvent are the main issues. In principle the recovery of the fluorous solvent and 

ligand could be achieved by distillation, but the catalyst would decompose under most 

distillation conditions, so much higher retention of the catalyst into the fluorous phase 

would be required for this system to be able to approach commercial realisation. This 

will probably require significant redesign of the fluorinated ligand.
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CHAPTER 8: 

Conclusions — Future Work

We have demonstrated for the first time the successful operation of a pressurised 

continuous flow reaction system that enables catalyst separation and recycling under 

fluorous biphasic conditions.

The initial tests in the absence of chemical reaction verified the efficient 

separation of the system. The two well distinct phases settled quickly at room 

temperature in the separator. The organic phase ascended through the fluorous phase 

creating a top organic -  rich phase, while the fluorous phase descended through the 

organic phase creating a bottom fluorous -  rich phase. The partition of nonanal in the 

fluorous phase and of PFMC in the organic phase was kept at low levels, at room 

temperature, provided that conversion was high (>60%) -  more polar products present 

in the organic phase. With reference to the simulated conversion levels, the higher the 

conversion, the less the leaching of the expensive fluorous solvent in the product 

phase.

An increase in temperature caused an increase in the partition of the nonanal in the 

fluorous phase and vice versa. Moreover, at reaction temperature, 70 °C (343K) only 

one phase was present up to 15% conversion. For higher conversion levels the 

distribution of 1 -  octene in the organic phase reached a maximum of 85% (at 90.6% 

conversion). As most 1 -  octene is present in the organic phase it is possible that 

longer reaction times will be needed to achieve full conversion in this biphasic system 

in comparison to homogeneous systems. This assumption was verified with the
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modelling of a first order reaction happening in a homogeneous system (model 1 ) and 

in a system that phase separates at reaction temperature with increasing conversion 

(model 2). The partition coefficient of the reactant used in the second model was 

obtained from the phase separation experiments. Simulation results comparing the 

two models for various values of reaction rate constant showed that the predicted time 

needed for a conversion value in model 2  is longer than in model 1 .

The continuous separation experiments have furthermore shown that the reactor 

pressure had no effect on the efficiency of the separation. Moreover, it was proven 

that the composition of both phases in the separator reached the equilibrium values. 

However, a method should be developed to recover the fluorous solvent from the 

exhaust gas stream.

Furthermore, the developed set -  up has been successfully used for the long term 

testing of hydroformylation of higher olefins in a fluorous biphasic system. 

Conversion levels could be as high as 70%, but were somewhat lower than those 

observed in batch experiments. Under the best conditions, the isomérisation was kept 

at low levels, < 10%, while very good l:b ratios up to 12:1 were achieved. Efficient 

mixing of the three phases of the system was essential for obtaining high conversions 

and avoiding excessive alkene isomérisation, but even spurging of the gases did not 

achieve results as good as the batch experiments. Repositioning of the stirrer’s level, 

as well as, change of the reactor dimensions could enhance these results.

The leaching of the modifying phosphine, the rhodium catalyst and the fluorous 

solvent were the main issues. In principle, the recovery of the fluorous solvent and 

ligand could be achieved by distillation, but the catalyst would decompose under most 

distillation conditions, so much higher retention of the catalyst into the fluorous phase
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would be required for this system to be able to approach commercial realisation. This 

will probably require significant redesign of the fluorinated ligand.

To summarise, the successful long term testing of hydroformylation reaction 

under fluorous biphasic conditions has been demonstrated. For the further 

optimisation of the system, both modelling, engineering and chemistry developments 

are required.

In order to get more insight about the reaction kinetics in the fluorous biphasic 

system an advanced model should be developed. Factors such as phase dispersion due 

to stirring, as well as the partition of the catalyst in the product phase affect the 

reaction kinetics and should be taken into account in the advanced model.

From an engineering point of view redesigning of the CSTR shape, as well as, 

repositioning of the stirrer, will lead to better mixing and higher conversion, thus less 

phosphine and catalyst leaching. Furthermore, the use of a novel tubular reaction 

system, i.e. an oscillating baffled reactor, could enhance the reaction productivity. For 

the successfiil use of this kind of system very good mixing of the two phases and good 

contact of the gas and the liquid reactants should be guaranteed.

From a chemical point of view, the design and use of a fluorous ligand with higher 

fluorine content is necessary. Higher fluorine content will lead to decreased solubility 

of the ligand and the catalyst in the organic phase which could lead in turn to a 

continuous process with high potentials of commercialisation.
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Appendix 1 ; 

Fluorocarbons used as oxygen carriers

Dr. Leland Clark of Cincinnati invented a blood substitute allowing this living 

mouse to breathe in the liquid, while goldfish inhabit the water floating on top. After 

the mouse was removed from the fluid 90 min later, it went happily on its way.“ The 

fluid used as a blood substitute is a perftuorocarbon -  based oxygen carrier.

Source; www.gbphoto.com
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 Appendix 2

Appendix 2: 

Calculation of r for mixture PFMC -  toluene

According to Equation Al l, in order to calculate for the mixture,

= 0(ct/ gAp) (Eq. Al l)

it is necessary to know the surface tension, and the densities of the pure components, 

and to calculate the surface tension, <j, and the density difference, A p, of the 

mixture. Table Al l shows the properties of the pure components at room 

temperature, 25 °C.

Table A l l :  Properties of pure toluene and perfluoromethylcyclohexane.

Component Density, Density, Surface tension. Reference

kmol/m^ kg/m^ mN/m

Toluene 9.38 863 47.9 [Reid et al., 1987]

PFMC 5.11 1788 15.4 [Green et al, 1994]

The surface tension of a non aqueous mixture can be calculated from Equation 

A1.2 [Perry and Green, 1997]

(Eq.Al.2)
\ ^ L i  Ji=l j=l \ P u  J

-  = Z —  (Eq. A1.3)
P i=\ Pu

where, <j„is the mixture surface tension, mN/m,

x^j is the mole fraction of component / or j  in the liquid mixture.
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is the pure component liquid density of component / or j , kmol/m^, 

j is the pure component surface tension of component / or7 , mN/m

Substituting the values from Table Al l in Equations A1.2 and A1.3, the surface 

tension of the mixture toluene -  perfluoromethycyclohexane for the critical 

composition, 26.7%mol PFMC is:

= 26.1 mN/m

Moreover, Ap = 925 kg/m^, and g = 9.8 m/s .̂ Substituting these values in Equation 

Al l we obtain
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  Appendix 3

Appendix 3: 

Calculation of settling velocity vs. drop radius

The settling velocity of a fluid drop of radius d, in a fluid of density can be 

calculate according to Equation 4.4,

where, Ap, is density difference between the two fluids, g  is gravity acceleration, 

9.81 m/s and Q  is the drag coefficient [Bird et a l, 2002].

The drag coefficient of spherical particles is a function of Reynolds number [Perry 

and Green, 1997],

Re = ^ ^  (Eq.A3.1)
A

where, is the fluid viscosity.

At low Reynolds number Re < 0.1 the drag coefficient is given by Equation A3.2

24C ^ = —  (Eq. A3.2)
‘' R e

In the intermediate regime, 0.1 < Re < 1,000

^ ^ Y l  + O.MRe"” ) (Eq.A3.3)

and when 1,000 < Re < 350,000

Q  = 0.445 (Eq. A3.4)

Thus, to calculate the settling velocity of a PFMC drop in the organic mixture of 

13 % mol 1 - octene and 87% nonanal, as well as the settling velocity of an organic
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drop in pure PFMC, it is necessary to know the density and the viscosity of the pure 

components. These values are given in Table A3.1

Table A3.1: Properties of pure PFMC, 1 -  octene and nonanal at 25 °C.

Component Density, kmol/m^ Viscosity, Pa s Reference

PFMC 1.788 1.561 10"* [Green et al., 1994]

1 -octene 0.715 0.457 10'^ [Reid et al., 1987]

Nonanal 0.827 1.349 10'̂ [Reid et al., 1987]

The density and viscosity of the organic mixture were calculated to be 0.812 gr/cm^ 

and 1 . 2  1 0 "̂  Pa s respectively using the average molecular composition.

When we assume the worse case scenario, with the fluorous phase containing 20% 

mol organics and the organic phase containing 20% PFMC, the density and viscosity 

of both phases are again calculated using the average molecular composition.

To calculate the settling velocity according to Equations 4.4 and A3.1 to A3.4 we 

developed an algorithm in Excel using the trial and error method. For a given Cd we 

calculated the settling velocity, U and Reynolds number. Re. For that Re we 

calculated a new Q , and we repeated the calculations until the two values converged.

The calculated velocities vs. drop radius are shown in Table A3.2.
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Table A3.2: Calculated settling velocities vs. drop radius.

d( um) 500 750 1 0 0 0 1 1 0 0 1 2 0 0 1300 1400 1500

U fluor ousl 00%, cm/s 7.5 13.8 21.3 24.5 28.0 31.6 35.3 39.1

U fluorous 80%, cm/s 4.6 8.4 12.9 14.9 17.0 19.1 21.4 23.7

U organic 100%, cm/s 5.7 10.5 16.2 18.6 2 1 . 2 24.0 26.8 29.7

U organic 80%, cm/s 3.8 7.0 1 0 . 8 12.4 14.2 16.0 17.8 19.8
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