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Abstract: BiVO4 (BVO) is an important photocatalytic and ferro-elastic material. 

It has been extensively studied using density functional theory (DFT). However, on 

optimisation, at a commonly employed level of theory using the PBE exchange and 

correlation functional, the monoclinic scheelite (ms-BVO) structure transforms to a 

higher-symmetry tetragonal scheelite (ts-BVO) phase spontaneously, which has also 

been confirmed by other groups. Such a transformation is highly unusual, as one 

would expect the transition to the lower symmetry structure to be modelled well at 

this level of theory, as is the case with, for example, the perovskite BaTiO3, and hints 

at a subtle interplay between structural and electronic properties. In this work, we 

mailto:uccatl0@ucl.ac.uk
mailto:a.sokol@ucl.ac.uk
mailto:j.buckeridge@lsbu.ac.uk


2 

 

demonstrate that this phase transition nevertheless can be described accurately with 

DFT, but only using a hybrid density functional with ~60% Hartree Fock (HF) 

exchange. We find a soft phonon mode in ts-BVO, which corresponds to the phase 

transition from ts-BVO to ms-BVO associated with a double-well potential 

characterizing this phase transition, implying that the transition is of the second order. 

We find two key factors that can explain this surprising behaviour. First, the 

polarizability of the Bi3+ ion, with an on-site contribution from the hybridization of its 

6s and 6p states, is notably underestimated by DFT. Moreover, the effective radius of 

the Bi3+ ion proves to be too large. With the 60% HF exchange hybrid functional, the 

description of the polarizability of Bi3+ does not improve but the radius of the Bi3+ 

ions approach more realistic values. The polarizability of the O and V ions are 

reasonably described already by PBE. To gain a further insight into the problem, we 

investigated the structural stability of other ABO4 oxides, including ScVO4, LaNbO4, 

YTaO4, and CaWO4, and related materials. Some of them have a similar behaviour to 

BVO, whose ground state monoclinic structure proves to be unstable using commonly 

employed DFT approaches. In particular, for ScVO4, we found that the scheelite 

tetragonal and fergusonite monoclinic structure cannot be distinguished using the 

PBEsol functional. But the fergusonite monoclinic structure becomes stable using the 

hybrid functionals with high fractions of HF exchange, which points at the crucial role 

of the accurate ionic sizes reproduction by the method of choice as the on-site Sc3+ 

polarizability is too low to have a significant effect. Our findings would be of high 

interest for the study of other problematic materials with subtle size and polarization 
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properties, especially ABO4 oxides that undergo the phase transition from the 

scheelite tetragonal to fergusonite monoclinic structure.  

1. Introduction: 

BiVO4 (BVO) has attracted much attention in recent years in photocatalysis and 

photoelectrochemical water splitting due to its visible light activity, favourable 

conduction and valence band edge positions, and low-cost facile synthesis route1-6. 

Moreover, it is an important ferro-elastic material7. The phase transition between the 

low temperature ferro-elastic monoclinic scheelite (ms-BVO) and the high 

temperature para-elastic tetragonal scheelite (ts-BVO) is also widely investigated8-11. 

Both phases have a crystallographic unit cell of four formula units. At ~ 528 K, the 

material undergoes a reversible second-order phase transition from ms-BVO (space 

group I2/a) to ts-BVO (space group I41/a), in which the primitive unit cell of two 

formula units transforms as shown in Figure 112. This transition is driven by the q~0 

soft optical phonon Bg mode
13.  
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Figure 1. The tetragonal scheelite (T-Scheelite) and monoclinic fergusonite (M-

Fergusonite) structures of ABO4 oxide. Green spheres: A atoms, grey spheres: B 

atoms, and symbol ‘O’: O atoms14. The displacement along the T(Bg) mode for the 

phase transition in scheelite are shown with arrows. 

 

BVO is not unique and there are still many other ABO4 materials having a similar 

phase transition15. The ABO4 type orthro-niobates are generally observed to adopt the 

monoclinic (space group I2/a) fergusonite type structure, and the term “fergusonite” is 

loosely used to describe the monoclinic ABO4 oxides
16. In particular, the rare-earth 

niobates (LnNbO4, Ln=La-Lu) are known to undergo a reversible, pure ferro-elastic 

phase transition from a high temperature para-elastic, scheelite-type (tetragonal, 

I41/a) to a ferro-elastic, fergusonite-type (monoclinic, I2/a) structure at low 

temperature17-23. Moreover, it has been also established that in many other chemical 

T- Scheelite M- Fergusonite
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classes of compounds of the ABO4-type family (vanadates22, 24-26, tantalates27, 

tungstates14, molybdates14, etc.) temperature or pressure induces structural transforms 

from the tetragonal scheelite to monoclinic fergusonite symmetry which is illustrated 

in Figure 1. The lattice constants of conventional scheelite and fergusonite structures 

are typically almost the same, as can be seen in the lattice constants of BVO analysed 

below. A search in the Inorganic Crystal Structure Database (ICSD)28 produces many 

large numbers of scheelite and fergusonite structured materials of diverse chemical 

composition listed in Table 1.  

 

Table 1. ABO4 vanadate, niobate, tantalate, tungstate, and molybdates compounds 

with scheelite and fergusonite structures 

ABO4 oxides Scheelite (A ions) Fergusonite (A ions) 

AVO4 Sc, Y, Sm, Eu, Ho-Lu Sc, Sm, Eu, Ho, Lu 

ANbO4 Y, La-Nd, Sm-Lu Y, La-Nd, Sm-Lu 

ATaO4 Y, Nd, Sm-Er Y, Nd, Sm-Er 

AWO4 Ca, Sr, Ba, Pb, Eu Ca, Sr, Ba 

AMoO4 Ca, Sr, Ba, Cd, Pb, Eu Ca, Sr, Ba 

 

Energy differences between the phases related by such structural transformations 

are usually very small which poses a serious challenge to computational studies. A 

uniformly accurate reproduction of the relevant parts of the energy landscape is in 

such cases an important prerequisite, and commonly, Density functional theory (DFT) 
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has been considered as a reliable method that should guarantee the necessary level of 

accuracy and is widely applied in materials physics, providing detailed insight into the 

properties of materials at the atomic level. And, indeed, DFT using semi-local 

functionals like PBE29, or hybrid functionals that admix a low fraction (generally 

within the 20-25% range) of the nonlocal Hartree Fock (HF) exchange, can reproduce, 

or predict experimentally observed phase transitions in many materials accurately, 

including textbook perovskite structured BaTiO3 and SrTiO3
30-34. Some of the 

scheelite-structured materials listed in Table 1 have already been investigated using 

DFT. Mullens et. al.35 found the PBEsol functional works very well for both SmNbO4 

and SmTaO4, but a greater discrepancy between the observed and calculated volumes 

was seen for the latter. The calculated and observed structural properties for HoNbO4 

were reproduced best using the PBEsol functional36, whereas the PBE functional-

based calculations provided a better agreement with experiment for both polymorphs 

(space group I2/a, and P2/c) of HoTaO4
35. The authors concluded there is no unique 

universal exchange correlation functional appropriate for these types of oxides. 

Kuwabara et. al.37 calculated the lattice constants of tetragonal (t-LaNbO4, I41/a) and 

monoclinic (m-LaNbO4, I2/c) using local density approximation (LDA) and 

generalized gradient approximation (GGA) PBE functional. They found the 

monoclinic phase is more stable than the tetragonal one with LDA. In contrast, the t-

LaNbO4 has lower energy than m-LaNbO4 in the GGA PBE functional calculation. 

Feng et. al.27 studied the high-temperature phase transition between the tetragonal 

(scheelite) and monoclinic (fergusonite) forms of YTaO4 using a combination of first-
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principles calculations and a Landau free-energy expansion, and they found that the 

GGA PBE functional works well in this case.  

Considering the case of BVO, we found, surprisingly, that both the popular GGA 

and hybrid level DFT with a low fraction of HF are unable to simulate the phase 

transition from ms-BVO to ts-BVO. When optimising the lattice parameters and 

atomic positions of ms-BVO with either of the commonly employed DFT approaches, 

the monoclinic structure spontaneously transforms to the ts-BVO phase. In this paper, 

we demonstrate that the phase transition from ms-BVO to ts-BVO can only be 

reproduced or predicted accurately with a hybrid functional including a large fraction 

(~60%) of HF and using unusually stringent convergence criteria.38. We show that 

such an approach is essential to model the ground state structure and the high 

temperature phase transition accurately. This observation may have a direct relevance 

to the investigation of phase transitions in other materials of the scheelite group, but 

as already can be seen from the recent work on the niobates and tantalates mentioned 

above, the method of choice can prove to be specific to each compound. What we can, 

however, conclude is that the scheelite structure has a unique feature in its sensitivity 

to the level of accuracy provided by the methodological approach. 

Taking into account the computational cost, it is not feasible for us to investigate 

the whole class of these materials using hybrid functionals under the high 

convergence criteria, especially some of the rare-earth elements containing f electrons 

and having complex magnetic states. Here, we report a detailed study of the BVO, 

which is the main topic of our paper, but we also have scrutinised some of 
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representative scheelite-structured materials using the PBEsol functional focussing on 

the relative stability (and existence) of the scheelite and fergusonite structures. 

Furthermore, we have taken ScVO4 as an example and performed more detailed 

calculations with hybrid functionals. The paper is organized as following: we give the 

computational details in section 2, present and discuss the results in section 3, and 

final conclusions are drawn in section 4.   

2. Methods Section-Computational details 

We carried out DFT calculations using Vienna Ab initio Simulation Package 

(VASP) code39-40. For the material without magnetic moment, such as BVO, we 

performed non-spin-polarized calculations, but for the materials with magnetic 

moment, spin-polarized method is used (predictably, running spin-polarised 

calculations on the BVO structures did not result in any spontaneous spin 

polarisation.). For the exchange and correlation term, Perdew-Burke-Enzerhof 

(PBE)29, PBE revised for solids (PBEsol36) and PBE041 hybrid functionals were used. 

We treat the O (2s2, 2p4), V (3p6, 4s2, 3d3), and Bi (5d10, 6s26p3) electrons as valence 

electrons, with the core electrons represented by projector-augmented-wave (PAW) 

potential. The fraction of exact exchange interaction α in the hybrid functional was 

varied from 0.25 to 0.7 in order to identify a suitable α value. The electronic wave 

functions were expanded in a large plane wave basis set with an energy cut-off of 950 

eV. Self-consistent DFT energies were converged to 10-8 eV per primitive cell, and 

geometry optimization were deemed converged when the residual forces on the atoms 

were smaller than 4×10-4 eV/ Å. For the 12-atom primitive cell, A 6×6×6 k-point 
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mesh across the one first Brillouin zone was used. To verify our findings for the ms-

BVO structure from the plane wave PAW calculations with VASP, full potential all-

electron calculations using atomic numerical basis functions were performed 

employing the PBEsol functional as implemented in the FHI-aims code42. The details 

of the input files including the basis set and relativistic corrections are put in the 

supporting information (SI). 

To compute the phonon frequencies, We have employed the supercell approach as 

implemented in the Phonopy43-44 software, using the VASP code as the force 

calculator. We also used the VASP code itself to calculate the phonon frequencies with 

α=0.6 in ts-BVO to confirm the results produced by Phonopy. Both the VASP code 

and phonopy use finite difference to determine the Hessian matrix. In phonopy, the 

displacement amplitude is 0.01 Å. In VASP, each ion is subject to positive and 

negative displacements of 0.015 Å.  

For other materials, the same converge criteria are imposed as for BVO, as the 

number of atoms in respective unit cells are the same, and lattice constants of all the 

scheelite and fergusonite structures are similar. The pseudopotential of other materials 

used in all calculations refer to the materials project45. Briefly, there are Sc 

(3s23p64s23d1), Lu (3p65d16s2), Sm (5p66s24f3), Pr (5p66s24f3), Y (4s24p65s24d1), La 

(5s25p66s25d1), Ca (3s23p64s2), Nb (4p65s24d3), Ta (5p66s25d3), and W (5s25p66s25d4). 

3. Results and discussion  

3.1 BVO calculations using PBEsol functional 

The initial geometries of the primitive cell of ms-BVO and ts-BVO were taken 



10 

 

from experiment11 and summarized in Table 2. In the ms-BVO, there are four sets of 

Bi-O bonds and two sets of V-O bonds. In ts-BVO, there are two sets of Bi-O bonds 

and one set of V-O bonds. Using the planewave code VASP, we find that after 

optimisation with PBEsol functional, ts-BVO remains in the tetragonal phase. The 

optimised geometry is shown in Figure 2 (a) and reported in Table 2 where it is 

compared with experiment. Both the lattice parameters and bond lengths of Bi-O and 

V-O remain close to experimental values. After optimisation, we use a 4×4×4 

supercell containing 768 atoms to undertake the phonon calculations of ts-BVO. The 

resulting calculated phonon dispersion with the non-analytical term correction is 

shown in the Figure 2 (b). We note that there are three real acoustic phonon modes 

and no soft phonon modes in ts-BVO. 

 

 

Figure 2. (a) The structure of (right) optimised primitive cell of ts-BVO, and (left) the 

common crystallographic unit cell (experimental lattice parameters a=b=5.147, 

c=11.722 Å) of ts-BVO, (b) The phonon dispersion of ts-BVO (c) The structure of 

(right) the primitive cell of quasi-ts-BVO optimised from ms-BVO, and (left) the 

common crystallographic unit cell (experimental lattice parameters a=5.215, b=5.084, 

c=11.706 Å,â=90.394з) of ms-BVO, and (d) The phonon dispersion of quasi-ts-

(a)                                                        (c)

(b)                                                        (d)
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BVO. The high symmetry q-points are ũ (0, 0, 0), F (0, 0.5, 0), Q (0, 0.5, 0.5), and Z 

(0.5, 0.5, -0.5), in fractions of the reciprocal lattice vectors. The red spheres, grey 

spheres, and the purple spheres are O, V and Bi atoms, respectively.  

 

Table 2. The lattice parameters and bond lengths of Bi-O and V-O of ms-BVO and ts-

BVO from experiment11 and optimized with the PBEsol functional and the hybrid 

functional with α=0.6 (see Methods for details). 

 

Phases Lattice parameters Bi-O bond length 

(Å) 

V-O bond length 

(Å) 

ms-BVO Exp. α=β=67.911з 

â=116.403з 

a=b=6.887 Å 

c=5.215 Å 

2.676×2 

2.533×2  

2.349×2  

2.314×2 

1.747×2  

1.739×2 

Opt.-

PBEsol 

α=β=67.979з 

γ=115.951з 

a=b=6.820 Å 

c=5.114 Å 

2.457×2  

2.456×2 

2.420×2  

2.419×2 

1.733×4 

Opt-

hybrid 

α=β=67.934з 

γ=116.450з 

a=b=6.748 Å 

c=5.127 Å 

2.601×2 

2.477×2  

2.339×2  

2.297×2 

1.709×2  

1.693×2 

ts-BVO Exp. α=β=136.195з 

â=63.680з 

a=b=c=6.899 Å 

2.450×4  

2.494×4 

1.727×4 

Opt. α=β=135.955з 

γ=64.050з 

a=b=c=6.820 Å 

2.420×4 

2.458×4  

 

1.733×4 

 

Optimisation of the ms-BVO with the PBEsol functional generates a tetragonal 

structure as noted above. The structure is shown in Figure 2 (c) and structural 

parameters are listed in Table 2. The lattice parameters are close to experimental 

values. But the four sets of Bi-O bond lengths have insignificant differences, and 

there is only one set of V-O bonds. These values correspond to the tetragonal phase 

within the error tolerance of ~ 10-3 Å. In order to distinguish from ts-BVO, we denote 

it quasi-ts-BVO. We confirmed this finding using the FHI-aims code which employs 

atom-centred basis functions. Optimised 4×4×4 and 6×6×6 supercells of this quasi-ts-
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BVO structure with 768 and 2592 atoms respectively have been used for the phonon 

calculation with closely matching results. The phonon dispersion with the non-

analytical term correction using the 6×6×6 supercell is shown in Figure 2 (d), and 

again there are no soft modes.  

Considering if more modern higher-order methods beyond the capabilities of the 

PBEsol and PBE functional would yield the required level of accuracy, we also used a 

Meta-GGA SCAN functional46 and found that the results are similar to those from the 

PBEsol functional, which is also confirmed by Laraib et al.47 Checking the effect of 

potentially viable local strong correlations, we also tried a DFT+U approach with the 

U values on V 3d and O2p states taken from our previous work 48. On optimisation, 

however, the monoclinic structure still turned into tetragonal. Furthermore, we also 

added in turns the U values of 4, 7, and 10 eV on the Bi 6s state – for neither 

parameter, the structure retained its experimentally observed monoclinic character. 

3.2 BVO calculations with hybrid functional  

Next, we explore the effect of inclusion of a fraction (α ranging from 0 to 1) of the 

more accurate HF exchange in the DFT expression known as hybrid functionals49. We 

first optimize the ts-BVO with the “standard” α=0.25 increasing to 0.7. The ts-BVO 

remains tetragonal after optimization. With α=0.25, 0.4, and 0.5, there are no soft 

phonon modes at the gamma point. With α=0.55 and 0.6, there is a soft optical phonon 

mode at the gamma point with the values of 0.28i and 0.75i THz, respectively, that is 

represented as a negative frequency below the three acoustic modes in Figure 3 (a). 

As well as using Phonopy, we also use the finite element method implemented in the 
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VASP code which reports frequency of the soft mode at the gamma point as 0.87i THz 

with α=0.6. On inspection of the irreducible representations of the modes, we found 

that the soft mode has a Bg symmetry. When α=0.65 and 0.7, there appear three soft 

optical modes. The lowest soft mode belongs to the Bg representation. The other two 

modes are degenerate and belong to the Eg representation. The Bg and Eg frequencies 

in ts-BVO for different values of α are shown in Figure 3 (a).  

We next optimize the ms-BVO with α of 0.25 (i.e PBEsol0), 0.4, 0.5, 0.55, 0.6, 0.65 

and 0.7. We also performed a calculation with the widely used HSE06 functional 

(with α=0.25). We found that when α is less than 0.4, the outcome of the optimisation 

of ms-BVO is still quasi-ts-BVO. This finding seems not to be consistent with 

previous results reported by Kweon et al.50 based on constant volume calculations 

where the ms-BVO was obtained with the HSE06 (α=0.25) hybrid functional; 

however, in our case, we fully relax the geometry, including cell dimensions. For 

values of α from 0.5 to 0.7, the optimisation results in ms-BVO. We found that an α 

value of 0.6 gives a monoclinic geometry of the ms-BVO as shown in Table 1, which 

is fully consistent with experimental structure. We also calculated the phonon 

frequencies using the primitive cell with different values of α. The resulting two 

lowest Bg and one lowest Ag frequencies in ms-BVO are shown in Figure 3 (b). 

Moreover, we found with α=0.7, there is one soft Bu mode in ms-BVO.  
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Figure 3. (a) The calculated lowest Bg and Eg frequencies in ts-BVO, the dotted line 

below 0 is the experimental value of Bg mode at 0 K. (b) The calculated two lowest Bg 

and one lowest Ag frequencies in ms-BVO; the dotted lines are the experimental 

values at 0 K. (c) Standard deviations of Bi-O bond length in optimized ms-BVO, and 

(d) Standard deviations of V-O bond length in optimized ms-BVO. Experimental 

phonon modes frequencies are taken from Pinczuk et al13. α is the fraction of HF 

exchange. 

 

In order to find which value of α is most appropriate to describe the monoclinic 

structure, we calculated the standard deviations (SD) of the Bi-O and V-O bond 

lengths in optimized ms-BVO. The SD is defined as „
В

, where ὼ is the 

bond length of Bi-O or V-O in optimised ms-BVO, and ὼ is the experimental Bi-O 

or V-O bond length. The σ(Bi-O) and σ(V-O) are shown in Figure 3(c) and Figure 3 

(d). The results for σ(Bi-O) shows that the calculated structure is close to experiment 

for α=0.65. But the σ(V-O) shows that the smaller values of α the closer the structure 

to experiment. In the displacive transition of BVO, the displacement of Bi plays a key 

(a)                                           (b)

(c)                                            (d)
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role. So, we consider σ(Bi-O) is the determining factor here and α ~ 0.65 is most 

appropriate for modelling ms-BVO.  

The experimental work of Pinczuk et al’s13 reports one Ag and two Bg modes in 

the ms-BVO. With the phase transition from ms-BVO to ts-BVO, the Ag mode in ms-

BVO transforms into the Bg mode in ts-BVO, and the two Bg modes in ms-BVO 

merge to become the Eg mode in ts-BVO. At 0 K, the values of these three modes in 

ms-BVO are shown in Figure 3 (b). Since the present calculations are athermal, there 

are nor thermal effects neither zero points vibrations included. The Bg mode becomes 

soft in ts-BVO with the value around 1.24i to 1.32i THz. In our calculations, when α 

is smaller than 0.5, there is no soft mode in ts-BVO. When α=0.7, there is a soft mode 

in ms-BVO. No experimental data indicate soft modes in ms-BVO showing that α 

should lie between 0.5 and 0.7, and we focus on the values of 0.55, 0.6 and 0.65. With 

α=0.65, the Eg mode becomes soft in ts-BVO which does not have experimental 

support. With α=0.55, the value of the soft Bg frequency in ts-BVO is only 0.28i THz 

which is far from experiment. From all these arguments, we recommend α=0.6 as 

optimal for describing the phase transition from ts-BVO to ms-BVO. We have noted 

that similar calculations with different conclusion had been reported by Kweon et al.50 

and Laraib et al.47. Kweon et al.50 state that the conventional 25% HF admixture to 

the DFT exchange results in excellent agreement with experiment. They concluded 

that a lower 10%HF fraction failed to stabilize the monoclinic phase while a higher 

50%HF fraction resulted in a significant overestimation of the monoclinic distortion. 

Their results required constrained relaxations which under careful examination prove 
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to be misleading. Laraib et al.47 proposed to resolve this problem by introducing 

excess electrons in the conduction band of BVO by doping, which however attractive 

is not convincing as the levels of doping required and resultant carrier concentrations 

(typical of a degenerate semiconductor) are not normally reported for this system.  

As described above, we use the fraction of HF exchange α in hybrid functional as 

a parameter to “fit” the energy ordering from experiment and found large α (~0.6) 

works for BVO. We didn’t consider the role of entropy or electron-phonon coupling 

effect on the system. In fact, neither of these two factors can play a role in stabilizing 

the low symmetry phase of BVO, which is simply unstable on the potential energy 

landscape of GGA29, meta-GGA46 and common hybrid functionals41 using low α 

values. All phonon contributions retain the hard mode nature in the low-symmetry 

unstable structure and do not make any difference. It is also widely accepted that the Ŭ 

values relates more to the electronic structure and should be chosen based on the 

related ground such as Koopman’s condition51 (theorem) and dielectric properties52, 

we should point that this is a matter of debate in the literature. This argument is very 

much coming from a part of the solid-state community, the choice of Ŭ based on these 

grounds cannot be justified for small molecules for example, and only highlights the 

problem of non-transferability of Ŭ.  

Originally, the hybrid functionals have been introduced in an attempt to reduce 

the self-interaction error in DFT and improve basic ground state properties of 

molecules and solids, which has been successful in many respects where better 

geometries and binding energies have been obtained for most known compounds only 
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with few notable exceptions. For a wide class of material whose valence and 

conduction states are localised on different chemical components of the system, band 

gap transitions are charge transfer processes – this is where hybrid DFT with Ŭ of 

about 20% has shown a dramatic improvement in the band gap prediction. This is not 

the case for many small molecules, where more advanced methods are required for 

accurate predictions of one- and two-electron processes (ionisation and excitation), 

that is also the case for many solids. In fact, many ground and excited state properties 

of materials including electron and hole localisation, optical transitions, activation 

energies and rates of diffusion and chemical reactions involving covalent bond 

breaking or formation, magnetic ordering, etc. – are commonly approached using 

differently tuned hybrid functionals for example using the so-called double exchange 

Becke’s or Minnesota families of functionals53 as we have already argued in the above 

section. 

Finally, we investigated, in detail, the phase transition between (quasi-)ts-BVO 

and ms-BVO by modulating the tetragonal structure along the eigenvector of the soft 

mode with α=0.6. We use the formula X(m)=X(0)+mǶX to describe the modulated 

structures, where X(m) is the modulated structures, X(0) is the ts-BVO structure, m is 

the displacement parameter, and ǶX is the displacement of atoms in the primitive 

cell along the soft mode at gamma point.  

The relative energy ΔE of modulated structures vs m is plotted in Figure 4 (a). 

When m=0, it corresponds to ts-BVO. As m changes, the structures distort and tend to 

ms-BVO. We found the energy curve of Figure 4 (a) has the form of a classical 
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anharmonic double-well potential which indicates the transition between ts-BVO and 

ms-BVO is second order in agreement with experiment7. The energy barrier for the 

transition is 0.7 meV*, which indicates that the ts-BVO phase may be effectively an 

average structure. We also show in Figure 4 (b) the double-well potentials calculated 

with a “small” plane wave basis cut-off energy of 650 eV. In this case, we determine a 

lower barrier of ~ 0.1 meV, but at the highly symmetric m = 0 point, we calculate a 

spuriously low total energy, which results in the ts-BVO phase being more stable than 

the ms-BVO phase. This result is found whether or not we include symmetry 

constraints in the SCF calculation; thus, the plane-wave basis cut-off of 650 eV is 

insufficient to describe the phase ordering of BVO, even with α=0.6. We have tested 

convergence of the total energy on the primitive cell of the ms-BVO with respect to 

the cut-off energy using the PBEsol functional as shown in Figure S1 in the SI. It 

shows convergence of the cut-off energy only around 950 eV.  

 

 

 

 

 

 

 

*
This barrier size, which is characteristic of many displacive phase transitions, should not be 

directly compared to the experimental critical temperature; for a realistic comparison a 

full investigation of the free energy landscape with respect to appropriate 

order parameters would be necessary, which is beyond the scope of the current study. 
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Figure 4. Anharmonic double-well potential along the soft mode at gamma point with 

(a) the cut-off energy of 950 eV, and (b) the cut-off energy of 650 eV. 

 

 

As with other systems containing heavy elements, spin-orbit coupling (SOC) is 

important in BVO. We performed several PBEsol calculations including the SOC to 

investigate the energy ordering and stability of optimized ms-BVO and ts-BVO 

structures, including the phonon frequencies at the gamma point of ts-BVO; but the 

results show no significant difference from those without SOC. The details of these 

results are shown in Figure S2 and S3 in the SI.  

We also performed calculations including SOC using the PBEsol, PBEsol0, 

α=0.4, α=0.5, and α=0.6 based on several points on the double-well potential. The 

results are shown in Figure 5. It is expected that the ts-BVO is the lowest energy 

using PBEsol and PBEsol0 even with the SOC corrections. The ts-BVO still has the 

lowest energy using hybrid functional even with α=0.4 and 0.5 without SOC. With 

SOC, for α=0.4, ts-BVO still has the lowest energy. For α=0.5, the SOC effect does 

stabilize the distorted structure but only slightly. With α=0.6, the SOC effect has 

lowered the energy and stabilized the distorted structure.  

(a)                                                           (b)
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Figure 5. Energy curves of several modulated structures along the soft mode using 

PBEsol, PBEsol0, α=0.4, α=0.5, and α=0.6 with and without SOC effect. 

 

3.3 PBEsol and hybrid functional on other scheelite-structured materials  

 

In this section, we investigated selected other materials of the scheelite 

structural family with the PBEsol functional and hybrid functional used in our 

calculations on BVO that we described above. First, we performed calculations 

using the PBEsol functional, and the calculated energy differences are shown in 

Table 3. We find for (Sm, Pr, Y, La) NbO4, and YNbO4, the monoclinic structures 

have lower energy than the tetragonal phase. These materials17-18, 23, 35 are similar as 

BVO which the fergusonite monoclinic structures are ferro-elastic and low 

temperature phase. This indicates the PBEsol functional can produce the ground 

state of these structures accurately. For LuVO4 and CaWO4, the scheelite tetragonal 

phase has lower energy with the PBEsol functional. For these two materials14, 24, 
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the phase transition from scheelite-to-fergusonite is induced by high pressure. The 

scheelite tetragonal phase should be the stable phase which indicates that the 

PBEsol functional works well too in these two materials. But for ScVO4, we find 

the scheelite tetragonal phase and the fergusonite monoclinic phase have almost the 

same energy using PBEsol functional indicating the PBEsol functional cannot 

distinguish these two phases. In the experiment24, 54-56, the low-pressure zircon 

phase ScVO4 undergoes an irreversible zircon-to-scheelite phase transition above 

8.2 GPa. Beyond 18.2 GPa, it starts the scheelite-to-fergusonite phase transition. 

On release of pressure the fergusonite phase was detected down to 11 GPa. Below 

11 GPa the sample retains the metastable phase even at ambient pressure. All these 

finding indicate the scheelite phase is more stable than the fergusonite phase, 

however, the scheelite phase may still have a small little distortion which is not 

observed due to thermal effects.  

Since the PBEsol functional cannot distinguish the scheelite and the 

fergusonite phase, we then take it as an example to perform hybrid functional 

calculations. Based on the unit cell of the tetragonal ScVO4, we construct several 

monoclinically distorted structures by displacing the two Sc atoms towards (or 

away) to each other with a step of 0.05 Ǻ, then using the monoclinic cell setting we 

optimize all other geometrical parameters using the PBEsol functional. For the 

optimized structures, we do single point calculations using hybrid functional with 

α=0.25 and 0.6. The energy plot as the function of displacement of Sc using 

different functionals is shown in Figure 6. It is obviously that the little distorted 
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scheelite structure is becoming more and more stable with the HF exchange 

increase.  

  

Table 3. The DFT energy differences of scheelite-structured ABO4-type materials. 

 

Materials E(ts-) (eV) E(ms-) (eV) ŭ[E(ts-)- E(ms-)] 

(eV) 

ScVO4 -108.71624916 -108.71738886 0.0011 

LuVO4 -107.29007094 -107.28675387 -0.0033 

SmNbO4 -110.88526073 -110.95811368 0.0729 

PrNbO4 -110.54665351 -110.60848729 0.0618 

YNbO4 -110.45240017 -114.85662455 4.4042 

LaNbO4 -111.40546747 -111.48119007 0.0757 

YTaO4 -120.15048020 -120.34198818 0.1915 

CaWO4 -105.43729445 -105.42843104 -0.0089 
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Figure 6. The energy curve with the function of displacement of Sc using different 

functionals. 

 

3.4 Discussion  

In the case of BVO, we found although functionals with ~ 60%HF exchange are 

capable of giving the correct description of the ground state of BVO, they do not give 

a good description of excited states in the one-electron approximation of the band 

structure.50, 57 Clearly, calculations of the structure, properties and lattice dynamics of 

the compound need high fractions of the exact exchange interaction. The probable 

reason is the need to describe accurately the Bi 6s lone pair electrons which are not 

only needed in phonon calculations as David and Wood9 argue, but are also crucial in 

determining the geometry of BVO. This also can be gleaned from the polarizability of 

the material. We plot the electronic density of states (DOS) calculated with PBEsol, 

and hybrid functionals using α=0.25, 0.6, and 0.65 in Figure 7. The fundamental band 

gap of BVO is between O 2p and V 3d states. Using PBEsol we calculate this gap to 

be 2.2 eV which is close to experiment58 (~2.4 eV), indicating the PBEsol functional 
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can describe the polarizability of O accurately. The polarizability of Bi in turn will 

include an on-site contribution from a hybridization of its 6s and 6p states, and the 

charge transfer from Bi 6s to V 3d (mediated by O 2p states). The on-site contribution 

is notably underestimated with PBEsol (cf. a 13.5 eV calculated gap and experimental 

value of 15 eV), whereas the charge transfer mechanism, which is determined by a 

gap of 11.5 eV, is well described58. Hybrid functionals, however, gave a much poorer 

description of these gaps and require at least SOC corrections included in the 

consideration57. These results contrast with gas phase polarizability calculations with 

the details are shown in SI. In the gas phase, the polarizability of Bi3+ which is shown 

in Table S1 in the SI is described well with PBE0 functional while in the BVO 

material it may be described using hybrid functional with large fractions of HF 

exchange. 

 

Figure 7. Electronic DOS of ms-BVO, the Fermi level is set at the valence band 
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maximum (VBM). 

Furthermore, perhaps, crucially, relative sizes of constituent atoms in BVO play 

an important role in the phase transition. The V-O bonds remain nearly constant, and 

we find only small standard deviations between experiment and theory using either 

PBEsol or hybrid functional calculations indicating that the sizes of O and V are 

described to sufficient accuracy. Rigidity of VO4 tetrahedra in the phase transition has 

been observed experimentally9. For Bi, its position off centre from BiO8 dodecahedra 

play a key role in the phase transition. The overall stability of ts-BVO and absence of 

soft modes revealed by PBEsol calculations means that the Bi3+ ions prove to be too 

large to move off centre in ts-BVO. Standard hybrid functionals like PBEsol0, PBE0, 

and HSE06 (with α=0.25) are commonly expected to perform well for average atomic 

structures and band gaps, but as we found can still fail, as in the present case, when 

tackling heavy elements, such as Bi. A different weight of the HF exchange is 

required to reproduce or predict different observables, as a general rule, and, a higher 

fraction of the HF exchange than 25% is required in the solid state, as pointed out by 

Cora et al.59. On increasing the HF exchange fraction α from 0 to 50%, there is still no 

soft modes in ts-BVO meaning that the Bi3+ radius is still too large. The effective radii 

of the Bi3+ and O2- ions changing with α are shown in the inserted graph in the Figure 

8. The effective radii of the Bi3+ and O2- ions have been obtained from the charge 

density graphs as distances from the respective nuclei to the density minimum on the 

Figure 8. On the Figure, Bi is on the left, and O is on the right. The insert figure 

clearly shows the ion reduction with α. We have concentrated on the Bi ion in this 
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analysis as the reduction of O is a common effect in all materials of this class, but 

only BVO proves to be problematic for common DFT approaches. Increasing α 

further above 50%, the Bi3+ ions become sufficiently small and move readily off 

centre in the BiO8 dodecahedra, which explains why we could describe the phase 

transition in BVO with 60%HF. This behaviour can be attributed to the disbalance in 

the self-interaction error when describing valence O 2p and Bi 6s lone pair electrons. 

 

Figure 8. Charge density line profile ρ in unit of e/Ǻ3 along the longer Bi-O bond in 

the tetragonal phase of BVO. The inserted graph is the effective radii of the Bi3+ and 

O2- ions change with α. 

4. Conclusion  

A number of popular local, semi-local, and hybrid functionals with low fractions of 

HF exchange (≤ 25%) in DFT are widely used and accepted when simulating the 

properties of materials. Here, we demonstrate, that the basic ground state structure 
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and phonon properties of BVO can only be described using a hybrid DFT with an 

unusually larger fraction of ~60% HF under extremely high convergence criteria. In 

other scheelite-structured ABO4 materials which adopts both scheelite and fergusonite 

symmetry, we observe a similar behaviour with the ground state not reproduced 

correctly for some of them. In general, based on this work and what we find in the 

literature, we find that LaNbO4 are already described well by LDA; YTaO4 and 

HoTaO4 by PBE; HoNbO4, SmNbO4 and SmTaO4 by PBEsol. While in BVO and 

ScVO4, the calculations do require over 50% of the HF exchange. Considering recent 

double hybrid DFT approaches that typically employ high fractions of the HF 

exchange along with the MP2-type or similar expressions for the nonlocal correlation 

contributions53, we might expect that the problem of finding a unified approach to the 

whole class of the material lies in the missing nonlocal correlation functional absent 

in the current generation of popular density functional methods. 

Our results not only give a fundamental understanding of the phase transition in 

BVO but also indicate the challenges which may face standard DFT or hybrid DFT 

with only low fractions of HF when investigating structure and physical properties of 

materials, especially those with highly polarisable ions. Our findings for BVO are 

directly relevant for the studies of phase transition in ABO4-type materials showing 

scheelite tetragonal to fergusonite monoclinic structural transformations.  
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муΦ IǳǎŜΣ aΦΤ {ƪƛƭōǊŜŘΣ !Φ ²Φ .ΦΤ YŀǊƭǎǎƻƴΣ aΦΤ 9ǊƛƪǎǎƻƴΣ {Φ DΦΤ bƻǊōȅΣ ¢ΦΤ IŀǳƎǎǊǳŘΣ wΦΤ YƴŜŜΣ /Φ {ΦΣ 

bŜǳǘǊƻƴ 5ƛŦŦǊŀŎǘƛƻƴ {ǘǳŘȅ ƻŦ ǘƘŜ aƻƴƻŎƭƛƴƛŎ ǘƻ ¢ŜǘǊŀƎƻƴŀƭ {ǘǊǳŎǘǳǊŀƭ ¢Ǌŀƴǎƛǘƛƻƴ ƛƴ [ŀbōhп ŀƴŘ Lǘǎ 

wŜƭŀǘƛƻƴ ǘƻ tǊƻǘƻƴ aƻōƛƭƛǘȅΦ WΦ {ƻƭƛŘ {ǘŀǘŜ /ƘŜƳΦ нлмнΣ мутΣ нтπопΦ 

мфΦ CƧŜƭŘΣ IΦΤ ¢ƻȅƻǳǊŀΣ YΦΤ IŀǳƎǎǊǳŘΣ wΦΤ bƻǊōȅΣ ¢ΦΣ tǊƻǘƻƴ aƻōƛƭƛǘȅ ǘƘǊƻǳƎƘ ŀ {ŜŎƻƴŘ hǊŘŜǊ tƘŀǎŜ 

¢ǊŀƴǎƛǘƛƻƴΥ ¢ƘŜƻǊŜǘƛŎŀƭ ŀƴŘ 9ȄǇŜǊƛƳŜƴǘŀƭ {ǘǳŘȅ ƻŦ [ŀbōhпΦ tƘȅǎΦ /ƘŜƳΦ /ƘŜƳΦ tƘȅǎΦ нлмлΣ мнΣ мломоπ
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мломфΦ 

нлΦ !ǊǳƭƴŜǎŀƴΣ {Φ ²ΦΤ YŀȅǎŜǊΣ tΦΤ YƛƳǇǘƻƴΣ WΦ !ΦΤ YŜƴƴŜŘȅΣ .Φ WΦΣ {ǘǳŘƛŜǎ ƻŦ ǘƘŜ CŜǊƎǳǎƻƴƛǘŜ ǘƻ {ŎƘŜŜƭƛǘŜ 

tƘŀǎŜ ¢Ǌŀƴǎƛǘƛƻƴ ƛƴ [ƴbōhп hǊǘƘƻƴƛƻōŀǘŜǎΦ WΦ {ƻƭƛŘ {ǘŀǘŜ /ƘŜƳΦ нлмфΣ нттΣ ннфπнофΦ 

нмΦ !ǳŎƪŜǘǘΣ WΦ 9ΦΤ [ƻǇŜȊπhŘǊƛƻȊƻƭŀΣ [ΦΤ /ƭŀǊƪΣ {Φ WΦΤ 9ǾŀƴǎΣ LΦ wΦΣ 9ȄǇƭƻǊƛƴƎ ǘƘŜ bŀǘǳǊŜ ƻŦ ǘƘŜ 

CŜǊƎǳǎƻƴƛǘŜς{ŎƘŜŜƭƛǘŜ tƘŀǎŜ ¢Ǌŀƴǎƛǘƛƻƴ ŀƴŘ LƻƴƛŎ /ƻƴŘǳŎǘƛǾƛǘȅ 9ƴƘŀƴŎŜƳŜƴǘ ōȅ aƻсҌ 5ƻǇƛƴƎ ƛƴ 

[ŀbōhпΦ WΦ aŀǘŜǊΦ /ƘŜƳΦ ! нлнмΣ фΣ плфмπпмлнΦ 

ннΦ !ƭŘǊŜŘΣ !ΦΣ /Ŝƭƭ ±ƻƭǳƳŜǎ ƻŦ !thпΣ !±hпΣ ŀƴŘ !bōhп /ƻƳǇƻǳƴŘǎΣ ²ƘŜǊŜ ŀҐ {ŎΣ ¸Σ [ŀς[ǳΦ !Ŏǘŀ 

/ǊȅǎǘŀƭƭƻƎǊŀǇƘƛŎŀ {ŜŎǘƛƻƴ .Υ {ǘǊǳŎǘǳǊŀƭ {ŎƛŜƴŎŜ мфупΣ плΣ рсфπртпΦ 

ноΦ {ŀǊƛƴΣ tΦΤ IǳƎƘŜǎΣ wΦ ²ΦΤ [ƻǿǊȅΣ 5Φ wΦΤ !ǇƻǎǘƻƭƻǾΣ ½Φ 5ΦΤ YǊƛǾŜƴΣ ²Φ aΦΣ IƛƎƘК¢ŜƳǇŜǊŀǘǳǊŜ 

tǊƻǇŜǊǘƛŜǎ ŀƴŘ CŜǊǊƻŜƭŀǎǘƛŎ tƘŀǎŜ ¢Ǌŀƴǎƛǘƛƻƴǎ ƛƴ wŀǊŜК9ŀǊǘƘ bƛƻōŀǘŜǎ ό[ƴbōhпύΦ WΦ !ƳΦ /ŜǊŀƳΦ {ƻŎΦ 

нлмпΣ фтΣ оолтπоомфΦ 

нпΦ [ƽǇŜȊπ{ƻƭŀƴƻΣ WΦΤ wƻŘǊƝƎǳŜȊπIŜǊƴłƴŘŜȊΣ tΦΤ aǳƷƻȊΣ !ΦΣ !ō Lƴƛǘƛƻ {ǘǳŘȅ ƻŦ IƛƎƘπtǊŜǎǎǳǊŜ {ǘǊǳŎǘǳǊŀƭ 

tǊƻǇŜǊǘƛŜǎ ƻŦ ǘƘŜ [ǳǾƻп ŀƴŘ {Ŏ±hп ½ƛǊŎƻƴπ¢ȅǇŜ hǊǘƘƻǾŀƴŀŘŀǘŜǎΦ IƛƎƘ tǊŜǎǎǳǊŜ wŜǎŜŀǊŎƘ нллфΣ нфΣ 

рунπрусΦ 

нрΦ YƻƴŘǊŀǘϥŜǾŀΣ hΦΤ bƛƪƛŦƻǊƻǾŀΣ DΦΤ ¢ȅǳǊƛƴΣ !ΦΤ wȅǳƳƛƴΣ aΦΤ DǳǊŜǾƛŎƘΣ ±ΦΤ YǊƛǘǎƪŀȅŀΣ !ΦΤ DŀǾǊƛŎƘŜǾΣ YΦΣ 

/ŀƭƻǊƛƳŜǘǊƛŎ {ǘǳŘȅ ƻŦ ¸ǘǘŜǊōƛǳƳ hǊǘƘƻǾŀƴŀŘŀǘŜ ¸ō±hп tƻƭȅŎǊȅǎǘŀƭƭƛƴŜ /ŜǊŀƳƛŎǎΦ /ŜǊŀƳƛŎǎ 

LƴǘŜǊƴŀǘƛƻƴŀƭ нлмуΣ ппΣ мумлоπмумлтΦ 

нсΦ 9ǊǊŀƴŘƻƴŜŀΣ 5ΦΤ [ŀŎƻƳōŀπtŜǊŀƭŜǎΣ wΦΤ wǳƛȊπCǳŜǊǘŜǎΣ WΦΤ {ŜƎǳǊŀΣ !ΦΤ !ŎƘŀǊȅΣ {Φ bΦΤ ¢ȅŀƎƛΣ !Φ YΦΣ IƛƎƘπ

tǊŜǎǎǳǊŜ {ǘǊǳŎǘǳǊŀƭ LƴǾŜǎǘƛƎŀǘƛƻƴ ƻŦ {ŜǾŜǊŀƭ ½ƛǊŎƻƴπ¢ȅǇŜ hǊǘƘƻǾŀƴŀŘŀǘŜǎΦ tƘȅΦ wŜǾΦ . нллфΣ тфΣ мупмлпΦ 

нтΦ CŜƴƎΣ WΦΤ {ƘƛŀƴΣ {ΦΤ ·ƛŀƻΣ .ΦΤ /ƭŀǊƪŜΣ 5Φ wΦΣ CƛǊǎǘπtǊƛƴŎƛǇƭŜǎ /ŀƭŎǳƭŀǘƛƻƴǎ ƻŦ ǘƘŜ IƛƎƘπ¢ŜƳǇŜǊŀǘǳǊŜ 

tƘŀǎŜ ¢ǊŀƴǎŦƻǊƳŀǘƛƻƴ ƛƴ ¸ǘǘǊƛǳƳ ¢ŀƴǘŀƭŀǘŜΦ tƘȅΦ wŜǾΦ . нлмпΣ флΣ лфпмлнΦ 

нуΦ [ŜǾƛƴΣ LΦΣ bƛǎǘ LƴƻǊƎŀƴƛŎ /Ǌȅǎǘŀƭ {ǘǊǳŎǘǳǊŜ 5ŀǘŀōŀǎŜ όLŎǎŘύΦ bŀǘƛƻƴŀƭ LƴǎǘƛǘǳǘŜ ƻŦ {ǘŀƴŘŀǊŘǎ ŀƴŘ 

¢ŜŎƘƴƻƭƻƎȅΥ нлмуΦ 

нфΦ tŜǊŘŜǿΣ WΦ tΦΤ .ǳǊƪŜΣ YΦΤ 9ǊƴȊŜǊƘƻŦΣ aΦΣ DŜƴŜǊŀƭƛȊŜŘ DǊŀŘƛŜƴǘ !ǇǇǊƻȄƛƳŀǘƛƻƴ aŀŘŜ {ƛƳǇƭŜΦ tƘȅΦ 

wŜǾΦ [ŜǘǘΦ мффсΣ ттΣ оусрΦ 

олΦ .ƭƻƪƘƛƴΣ 9ΦΤ DǊȅŀȊƴƻǾΣ 5ΦΤ YƻǘƻƳƛƴΣ 9ΦΤ 9ǾŀǊŜǎǘƻǾΣ wΦΤ aŀƛŜǊΣ WΦΣ ! /ƻƳǇŀǊŀǘƛǾŜ IȅōǊƛŘ 5C¢ {ǘǳŘȅ ƻŦ 

tƘƻƴƻƴǎ ƛƴ {ŜǾŜǊŀƭ {Ǌ¢ƛhо tƘŀǎŜǎΦ LƴǘŜƎǊΦ CŜǊǊƻŜƭŜŎǘǊΦ нлммΣ мноΣ муπнрΦ 

омΦ ·ƛŜΣ ¸ΦΤ ¸ǳΣ IΦπǘΦΤ ½ƘŀƴƎΣ DΦπȄΦΤ CǳΣ IΦπƎΦΣ [ŀǘǘƛŎŜ 5ȅƴŀƳƛŎǎ LƴǾŜǎǘƛƎŀǘƛƻƴ ƻŦ 5ƛŦŦŜǊŜƴǘ ¢Ǌŀƴǎƛǘƛƻƴ 

.ŜƘŀǾƛƻǊǎ ƻŦ /ǳōƛŎ .ŀ¢ƛhо ŀƴŘ {Ǌ¢ƛhо ōȅ CƛǊǎǘπtǊƛƴŎƛǇƭŜǎ /ŀƭŎǳƭŀǘƛƻƴǎΦ WΦ tƘȅǎΦΥ /ƻƴŘŜƴǎΦ aŀǘǘŜǊ нллуΣ 

нлΣ нмрнмрΦ 

онΦ IŜƛŦŜǘǎΣ 9ΦΤ YƻǘƻƳƛƴΣ 9ΦΤ ¢ǊŜǇŀƪƻǾΣ ±Φ !ΦΣ /ŀƭŎǳƭŀǘƛƻƴǎ ŦƻǊ !ƴǘƛŦŜǊǊƻŘƛǎǘƻǊǘƛǾŜ tƘŀǎŜ ƻŦ {Ǌ¢ƛhо 

ǇŜǊƻǾǎƪƛǘŜΥ IȅōǊƛŘ 5Ŝƴǎƛǘȅ CǳƴŎǘƛƻƴŀƭ {ǘǳŘȅΦ WΦ tƘȅǎΦΥ /ƻƴŘŜƴǎΦ aŀǘǘŜǊ нллсΣ муΣ пупрπпурмΦ 

ооΦ ½ƘŀƴƎΣ vΦΤ /ŀƎƛƴΣ ¢ΦΤ DƻŘŘŀǊŘΣ ²Φ !ΦΣ ¢ƘŜ CŜǊǊƻŜƭŜŎǘǊƛŎ ŀƴŘ /ǳōƛŎ tƘŀǎŜǎ ƛƴ .ŀ¢ƛhо CŜǊǊƻŜƭŜŎǘǊƛŎǎ 

!ǊŜ !ƭǎƻ !ƴǘƛŦŜǊǊƻŜƭŜŎǘǊƛŎΦ tǊƻŎΦ bŀǘƭΦ !ŎŀŘΦ {ŎƛΦ ¦Φ{Φ!Φ нллсΣ млоΣ мпсфрπмптллΦ 

опΦ /ƘŜƴΣ ½Φπ·ΦΤ /ƘŜƴΣ ¸ΦΤ WƛŀƴƎΣ ¸Φπ{ΦΣ 5Ŧǘ {ǘǳŘȅ ƻƴ CŜǊǊƻŜƭŜŎǘǊƛŎƛǘȅ ƻŦ .ŀ¢ƛhоΦ WΦ tƘȅǎΦ /ƘŜƳΦ . нллмΣ 

млрΣ ртссπрттмΦ 

орΦ aǳƭƭŜƴǎΣ .Φ DΦΤ !ǾŘŜŜǾΣ aΦΤ .ǊŀƴŘΣ IΦ 9Φ !ΦΤ aƻƴŘŀƭΣ {ΦΤ ±ŀƛǘƘŜŜǎǿŀǊŀƴΣ DΦΤ YŜƴƴŜŘȅΣ .Φ WΦΣ LƴǎƛƎƘǘǎ 

ƛƴǘƻ ǘƘŜ {ǘǊǳŎǘǳǊŀƭ ±ŀǊƛŀǘƛƻƴǎ ƛƴ {Ƴbōмҍ·¢ŀȄhп ŀƴŘ Iƻbōмҍ·¢ŀȄhп /ƻƳōƛƴŜŘ 9ȄǇŜǊƛƳŜƴǘŀƭ ŀƴŘ 

/ƻƳǇǳǘŀǘƛƻƴŀƭ {ǘǳŘƛŜǎΦ 5ŀƭǘƻƴ ¢ǊŀƴǎŀŎǘƛƻƴǎ нлнмΣ рлΣ фмлоπфммтΦ 

осΦ /ǎƻƴƪŀΣ DΦ LΦΤ tŜǊŘŜǿΣ WΦ tΦΤ wǳȊǎƛƴǎȊƪȅΣ !ΦΤ tƘƛƭƛǇǎŜƴΣ tΦ IΦΤ [ŜōŝƎǳŜΣ {ΦΤ tŀƛŜǊΣ WΦΤ ±ȅŘǊƻǾΣ hΦ !ΦΤ 

#ƴƎȅłƴΣ WΦ DΦΣ !ǎǎŜǎǎƛƴƎ ǘƘŜ tŜǊŦƻǊƳŀƴŎŜ ƻŦ wŜŎŜƴǘ 5Ŝƴǎƛǘȅ CǳƴŎǘƛƻƴŀƭǎ ŦƻǊ .ǳƭƪ {ƻƭƛŘǎΦ tƘȅΦ wŜǾΦ . 

нллфΣ тфΣ мррмлтΦ 

отΦ YǳǿŀōŀǊŀΣ !ΦΤ IŀǳƎǎǊǳŘΣ wΦΤ {ǘǄƭŜƴΣ {ΦΤ bƻǊōȅΣ ¢ΦΣ [ƻŎŀƭ /ƻƴŘŜƴǎŀǘƛƻƴ ŀǊƻǳƴŘ hȄȅƎŜƴ ±ŀŎŀƴŎƛŜǎ ƛƴ 

¢π[ŀbōhп ŦǊƻƳ CƛǊǎǘ tǊƛƴŎƛǇƭŜǎ /ŀƭŎǳƭŀǘƛƻƴǎΦ tƘȅǎΦ /ƘŜƳΦ /ƘŜƳΦ tƘȅǎΦ нллфΣ ммΣ рррлπррроΦ 
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оуΦ 9ǾŀǊŜǎǘƻǾΣ wΦ !ΦΤ .ŀƴŘǳǊŀΣ !Φ ±ΦΣ CƛǊǎǘКtǊƛƴŎƛǇƭŜǎ /ŀƭŎǳƭŀǘƛƻƴǎ ƻƴ ǘƘŜ CƻǳǊ tƘŀǎŜǎ ƻŦ .ŀ¢ƛhоΦ WΦ 

/ƻƳǇǳǘΦ /ƘŜƳΦ нлмнΣ ооΣ ммноπммолΦ 

офΦ YǊŜǎǎŜΣ DΦΤ CǳǊǘƘƳǸƭƭŜǊΣ WΦΣ 9ŦŦƛŎƛŜƴǘ LǘŜǊŀǘƛǾŜ {ŎƘŜƳŜǎ ŦƻǊ !ō Lƴƛǘƛƻ ¢ƻǘŀƭπ9ƴŜǊƎȅ /ŀƭŎǳƭŀǘƛƻƴǎ ¦ǎƛƴƎ 

ŀ tƭŀƴŜπ²ŀǾŜ .ŀǎƛǎ {ŜǘΦ tƘȅΦ wŜǾΦ . мффсΣ рпΣ мммсфΦ 

плΦ YǊŜǎǎŜΣ DΦΤ CǳǊǘƘƳǸƭƭŜǊΣ WΦΣ 9ŦŦƛŎƛŜƴŎȅ ƻŦ !ōπLƴƛǘƛƻ ¢ƻǘŀƭ 9ƴŜǊƎȅ /ŀƭŎǳƭŀǘƛƻƴǎ ŦƻǊ aŜǘŀƭǎ ŀƴŘ 

{ŜƳƛŎƻƴŘǳŎǘƻǊǎ ¦ǎƛƴƎ ŀ tƭŀƴŜπ²ŀǾŜ .ŀǎƛǎ {ŜǘΦ /ƻƳǇǳǘΦ aŀǘŜǊΦ {ŎƛΦ мффсΣ сΣ мрπрлΦ 

пмΦ !ŘŀƳƻΣ /ΦΤ .ŀǊƻƴŜΣ ±ΦΣ ¢ƻǿŀǊŘ wŜƭƛŀōƭŜ 5Ŝƴǎƛǘȅ CǳƴŎǘƛƻƴŀƭ aŜǘƘƻŘǎ ǿƛǘƘƻǳǘ !ŘƧǳǎǘŀōƭŜ 

tŀǊŀƳŜǘŜǊǎΥ ¢ƘŜ t.9л aƻŘŜƭΦ WΦ /ƘŜƳΦ tƘȅǎΦ мфффΣ ммлΣ смруπсмтлΦ 

пнΦ .ƭǳƳΣ ±ΦΤ DŜƘǊƪŜΣ wΦΤ IŀƴƪŜΣ CΦΤ IŀǾǳΣ tΦΤ IŀǾǳΣ ±ΦΤ wŜƴΣ ·ΦΤ wŜǳǘŜǊΣ YΦΤ {ŎƘŜŦŦƭŜǊΣ aΦΣ !ō Lƴƛǘƛƻ 

aƻƭŜŎǳƭŀǊ {ƛƳǳƭŀǘƛƻƴǎ ǿƛǘƘ bǳƳŜǊƛŎ !ǘƻƳπ/ŜƴǘŜǊŜŘ hǊōƛǘŀƭǎΦ /ƻƳǇǳǘΦ tƘȅǎΦ /ƻƳƳǳƴΦ нллфΣ мулΣ 

нмтрπнмфсΦ 

поΦ ¢ƻƎƻΣ !ΦΤ hōŀΣ CΦΤ ¢ŀƴŀƪŀΣ LΦΣ CƛǊǎǘπtǊƛƴŎƛǇƭŜǎ /ŀƭŎǳƭŀǘƛƻƴǎ ƻŦ ǘƘŜ CŜǊǊƻŜƭŀǎǘƛŎ ¢Ǌŀƴǎƛǘƛƻƴ ōŜǘǿŜŜƴ 

wǳǘƛƭŜπ¢ȅǇŜ ŀƴŘ /ŀ/ƭнπ¢ȅǇŜ {ƛhн ŀǘ IƛƎƘ tǊŜǎǎǳǊŜǎΦ tƘȅΦ wŜǾΦ . нллуΣ туΣ мопмлсΦ 

ппΦ ¢ƻƎƻΣ !ΦΤ ¢ŀƴŀƪŀΣ LΦΣ CƛǊǎǘ tǊƛƴŎƛǇƭŜǎ tƘƻƴƻƴ /ŀƭŎǳƭŀǘƛƻƴǎ ƛƴ aŀǘŜǊƛŀƭǎ {ŎƛŜƴŎŜΦ {ŎǊƛǇǘŀ aŀǘŜǊΦ нлмрΣ 

млуΣ мπрΦ 

прΦ WŀƛƴΣ !ΦΣ Ŝǘ ŀƭΦΣ /ƻƳƳŜƴǘŀǊȅΥ ¢ƘŜ aŀǘŜǊƛŀƭǎ tǊƻƧŜŎǘΥ ! aŀǘŜǊƛŀƭǎ DŜƴƻƳŜ !ǇǇǊƻŀŎƘ ǘƻ 

!ŎŎŜƭŜǊŀǘƛƴƎ aŀǘŜǊƛŀƭǎ LƴƴƻǾŀǘƛƻƴΦ !t[ aŀǘŜǊƛŀƭǎ нлмоΣ мΣ лммллнΦ 

псΦ {ǳƴΣ WΦΤ wŜƳǎƛƴƎΣ wΦ /ΦΤ ½ƘŀƴƎΣ ¸ΦΤ {ǳƴΣ ½ΦΤ wǳȊǎƛƴǎȊƪȅΣ !ΦΤ tŜƴƎΣ IΦΤ ¸ŀƴƎΣ ½ΦΤ tŀǳƭΣ !ΦΤ ²ŀƎƘƳŀǊŜΣ 

¦ΦΤ ²ǳΣ ·ΦΣ !ŎŎǳǊŀǘŜ CƛǊǎǘπtǊƛƴŎƛǇƭŜǎ {ǘǊǳŎǘǳǊŜǎ ŀƴŘ 9ƴŜǊƎƛŜǎ ƻŦ 5ƛǾŜǊǎŜƭȅ .ƻƴŘŜŘ {ȅǎǘŜƳǎ ŦǊƻƳ ŀƴ 

9ŦŦƛŎƛŜƴǘ 5Ŝƴǎƛǘȅ CǳƴŎǘƛƻƴŀƭΦ bŀǘǳǊŜ ŎƘŜƳƛǎǘǊȅ нлмсΣ уΣ уомπуосΦ 

птΦ [ŀǊŀƛōΣ LΦΤ /ŀǊƴŜƛǊƻΣ aΦ !ΦΤ WŀƴƻǘǘƛΣ !ΦΣ 9ŦŦŜŎǘǎ ƻŦ 5ƻǇƛƴƎ ƻƴ ǘƘŜ /Ǌȅǎǘŀƭ {ǘǊǳŎǘǳǊŜ ƻŦ .ƛ±hпΦ WΦ tƘȅǎΦ 

/ƘŜƳΦ / нлмфΣ мноΣ нстрнπнстртΦ 

пуΦ [ƛǳΣ ¢ΦΤ ½ƘŀƻΣ vΦΤ [ƛΣ /ΦΤ [ȅǳΣ ¸ΦΤ 5ǳǇǳƛǎΣ aΦΣ tƘƻǘƻŎŀǘŀƭȅǘƛŎ CŀŎŜǘ {ŜƭŜŎǘƛǾƛǘȅ ƛƴ .ƛ±hп bŀƴƻǇŀǊǘƛŎƭŜǎΥ 

tƻƭŀǊƻƴ 9ƭŜŎǘǊƻƴƛŎ {ǘǊǳŎǘǳǊŜ ŀƴŘ ¢ƘŜǊƳƻŘȅƴŀƳƛŎ {ǘŀōƛƭƛǘȅ /ƻƴǎƛŘŜǊŀǘƛƻƴǎ ŦƻǊ tƘƻǘƻŎŀǘŀƭȅǎƛǎΦ WΦ tƘȅǎΦ 

/ƘŜƳΦ / нлмфΣ мноΣ нлмпнπнлмрмΦ 

пфΦ .ŜŎƪŜΣ !Φ 5ΦΣ ! bŜǿ aƛȄƛƴƎ ƻŦ IŀǊǘǊŜŜ͠CƻŎƪ ŀƴŘ [ƻŎŀƭ 5ŜƴǎƛǘȅКCǳƴŎǘƛƻƴŀƭ ¢ƘŜƻǊƛŜǎΦ WΦ /ƘŜƳΦ 

tƘȅǎΦ мффоΣ фуΣ мотнπмоттΦ 

рлΦ YǿŜƻƴΣ YΦ 9ΦΤ IǿŀƴƎΣ DΦ {ΦΣ IȅōǊƛŘ 5Ŝƴǎƛǘȅ CǳƴŎǘƛƻƴŀƭ {ǘǳŘȅ ƻŦ ǘƘŜ {ǘǊǳŎǘǳǊŀƭΣ .ƻƴŘƛƴƎΣ ŀƴŘ 

9ƭŜŎǘǊƻƴƛŎ tǊƻǇŜǊǘƛŜǎ ƻŦ .ƛǎƳǳǘƘ ±ŀƴŀŘŀǘŜΦ tƘȅΦ wŜǾΦ . нлмнΣ усΣ мсрнлфΦ 

рмΦ YƻƻǇƳŀƴǎΣ ¢ΦΣ «ōŜǊ 5ƛŜ ½ǳƻǊŘƴǳƴƎ ±ƻƴ ²ŜƭƭŜƴŦǳƴƪǘƛƻƴŜƴ ¦ƴŘ 9ƛƎŜƴǿŜǊǘŜƴ ½ǳ 5Ŝƴ 9ƛƴȊŜƭƴŜƴ 

9ƭŜƪǘǊƻƴŜƴ 9ƛƴŜǎ !ǘƻƳǎΦ tƘȅǎƛŎŀ мфопΣ мΣ млпπммоΦ 

рнΦ ²ŀƴƎΣ ²ΦΤ {ǘǊƻƘōŜŜƴΣ tΦ WΦΤ [ŜŜΣ 5ΦΤ ½ƘƻǳΣ /ΦΤ YŀǿŀǎŀƪƛΣ WΦ YΦΤ /ƘƻƛΣ YΦπ{ΦΤ [ƛǳΣ aΦΤ DŀƭƭƛΣ DΦΣ ¢ƘŜ wƻƭŜ 

ƻŦ {ǳǊŦŀŎŜ hȄȅƎŜƴ ±ŀŎŀƴŎƛŜǎ ƛƴ .ƛ±hпΦ /ƘŜƳΦ aŀǘŜǊΦ нлнлΣ онΣ нуффπнфлфΦ 

роΦ {ǘŜƛƴΣ CΦΤ IǳǘǘŜǊΣ WΦΤ wȅōƪƛƴΣ ±Φ ±ΦΣ 5ƻǳōƭŜπIȅōǊƛŘ 5Ŧǘ CǳƴŎǘƛƻƴŀƭǎ ŦƻǊ ǘƘŜ /ƻƴŘŜƴǎŜŘ tƘŀǎŜΥ 

Dŀǳǎǎƛŀƴ ŀƴŘ tƭŀƴŜ ²ŀǾŜǎ LƳǇƭŜƳŜƴǘŀǘƛƻƴ ŀƴŘ 9ǾŀƭǳŀǘƛƻƴΦ aƻƭŜŎǳƭŜǎ нлнлΣ нрΦ 

рпΦ tŀƴŎƘŀƭΣ ±ΦΤ aŀƴƧƽƴΣ CΦ WΦΤ 9ǊǊŀƴŘƻƴŜŀΣ 5ΦΤ wƻŘǊƛƎǳŜȊπIŜǊƴŀƴŘŜȊΣ tΦΤ [ƽǇŜȊπ{ƻƭŀƴƻΣ WΦΤ aǳƷƻȊΣ !ΦΤ 

!ŎƘŀǊȅΣ {Φ bΦΤ ¢ȅŀƎƛΣ !Φ YΦΣ IƛƎƘπtǊŜǎǎǳǊŜ {ǘǳŘȅ ƻŦ {Ŏ±hп ōȅ wŀƳŀƴ {ŎŀǘǘŜǊƛƴƎ ŀƴŘ !ō Lƴƛǘƛƻ 

/ŀƭŎǳƭŀǘƛƻƴǎΦ tƘȅΦ wŜǾΦ . нлммΣ уоΣ лспмммΦ 

ррΦ DŀǊƎΣ !Φ .ΦΤ 9ǊǊŀƴŘƻƴŜŀΣ 5ΦΤ wƻŘǊƝƎǳŜȊπIŜǊƴłƴŘŜȊΣ tΦΤ aǳƷƻȊΣ !ΦΣ {ŎǾƻпǳƴŘŜǊ bƻƴπIȅŘǊƻǎǘŀǘƛŎ 

/ƻƳǇǊŜǎǎƛƻƴΥ ! bŜǿ aŜǘŀǎǘŀōƭŜ tƻƭȅƳƻǊǇƘΦ WΦ tƘȅǎΦΥ /ƻƴŘŜƴǎΦ aŀǘǘŜǊ нлмсΣ нфΣ лррплмΦ 

рсΦ {ƘŜƴƎΣ {ΦπCΦΣ tǊŜǎǎǳǊŜπLƴŘǳŎŜŘ tƘŀǎŜ ¢Ǌŀƴǎƛǘƛƻƴ ŦƻǊ {Ŏ±hпΥ ! CƛǊǎǘπtǊƛƴŎƛǇƭŜǎ {ǘǳŘȅΦ tƘȅǎƛŎŀ .Υ 

/ƻƴŘŜƴǎŜŘ aŀǘǘŜǊ нлмоΣ пнсΣ нлπноΦ 

ртΦ ²ƛƪǘƻǊΣ WΦΤ wŜǎƘŜǘƴȅŀƪΣ LΦΤ !ƳōǊƻǎƛƻΣ CΦΤ tŀǎǉǳŀǊŜƭƭƻΣ !ΦΣ /ƻƳǇǊŜƘŜƴǎƛǾŜ aƻŘŜƭƛƴƎ ƻŦ ǘƘŜ .ŀƴŘ 

DŀǇ ŀƴŘ !ōǎƻǊǇǘƛƻƴ {ǇŜŎǘǊǳƳ ƻŦ .ƛ±hпΦ tƘȅΦ wŜǾΦ aŀǘŜǊΦ нлмтΣ мΣ лннплмΦ 
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руΦ /ƻƻǇŜǊΣ WΦ YΦΤ DǳƭΣ {ΦΤ ¢ƻƳŀΣ CΦ aΦΤ /ƘŜƴΣ [ΦΤ DƭŀƴǎΣ tΦπ!ΦΤ DǳƻΣ WΦΤ !ƎŜǊΣ WΦ ²ΦΤ ¸ŀƴƻΣ WΦΤ {ƘŀǊǇΣ LΦ 5ΦΣ 

9ƭŜŎǘǊƻƴƛŎ {ǘǊǳŎǘǳǊŜ ƻŦ aƻƴƻŎƭƛƴƛŎ .ƛ±hпΦ /ƘŜƳΦ aŀǘŜǊΦ нлмпΣ нсΣ росрπротоΦ 

рфΦ /ƻǊŁΣ CΦΤ !ƭŦǊŜŘǎǎƻƴΣ aΦΤ aŀƭƭƛŀΣ DΦΤ aƛŘŘƭŜƳƛǎǎΣ 5Φ {ΦΤ aŀŎƪǊƻŘǘΣ ²Φ /ΦΤ 5ƻǾŜǎƛΣ wΦΤ hǊƭŀƴŘƻΣ wΦΣ 

¢ƘŜ tŜǊŦƻǊƳŀƴŎŜ ƻŦ IȅōǊƛŘ 5Ŝƴǎƛǘȅ CǳƴŎǘƛƻƴŀƭǎ ƛƴ {ƻƭƛŘ {ǘŀǘŜ /ƘŜƳƛǎǘǊȅΦ Lƴ tǊƛƴŎƛǇƭŜǎ ŀƴŘ !ǇǇƭƛŎŀǘƛƻƴǎ 

ƻŦ 5Ŝƴǎƛǘȅ CǳƴŎǘƛƻƴŀƭ ¢ƘŜƻǊȅ ƛƴ LƴƻǊƎŀƴƛŎ /ƘŜƳƛǎǘǊȅ LƛΣ YŀƭǘǎƻȅŀƴƴƛǎΣ bΦΤ aŎDǊŀŘȅΣ WΦ 9ΦΣ 9ŘǎΦ {ǇǊƛƴƎŜǊ 

.ŜǊƭƛƴ IŜƛŘŜƭōŜǊƎΥ .ŜǊƭƛƴΣ IŜƛŘŜƭōŜǊƎΣ нллпΤ ǇǇ мтмπнонΦ 
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TOC 

Anharmonic double-well potential for the phase transition from ms-BVO to ts-BVO 

along the soft mode at gamma point of ts-BVO. 

 


