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Polymer 
Feed ratio (mol %) Product ratio (mol %) Molecular weight (g mol−1) 

Ð 
Yield 
(%) LA GA Dye LA GA Dye M (calc) Mn Mw 

PLGA-2AA 59 39 2 46 32 2 15000 5500 7260 1.3 65% 

PLGA-5AF 59 39 2 47 40 2 11600 8700 10440 1.2 65% 

PLGA-R6G 59 39 2 53 33 2 11900 5600 7840 1.4 60% 
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